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STEP
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IMMEDIATELY APPLY A 2ND
(TOP COAT) OF LIQUISEAL
Liquid Flashing Resin, PER
PUBLISHED COVERAGE RATE
ENSURING, THE FLEECE IS
COMPLETELY SATURATED

STEP IMMEDIATELY PRESS

V LIQUISEAL Flashing Fleece,

INSTALL
SHEET
STEP METAL '
Y;7 4 | STEP
/\v
STEP

MIN 2" (5¢cm)
COVERAGE
PAST
FASTENERS’
HEAD

//;J

TIGHT SPACES

INTO THE APPLIED LIQUISEAL
Liquid Flashing Resin TAKING

APPLY BASE LAYER OF LIQUISEAL

Liquid Flashing Resin PER

CARE AT CORNERS AND
PUBLISHED COVERAGE RATE

—— —~=—FLEECE MUST BE
COVERED 1/4"—1/2"
(1ecm—1.5¢m) PAST
AT ALL EDGES

K Bl

REMOVE PAINTER’S
TAPE IMMEDIATELY
AFTER INSTALLATION

"

NOTES:
1.

SHEET METAL—=—
DRIP EDGE L
OR GRAVEL (%
STOP -1-=1/2" (38mm)

RING—SHANK NAIL
@ 6” (15cm) O.C.

\,WOOD NAILER

(BY OTHERS)

1

/l/

REFER TO TABLES ON SHEETS ATTACHMENTS
1. & 2 FOR DETAILED INSPECTION, CLEANING
AND PRIMING FOR DIFFERENT MATERIALS
WITHIN THE FLASHING AREAS.

WOOD NAILER MUST EXTEND PAST TOTAL
WIDTH OF SHEET METAL FLANGE.

SAME DETAIL APPLIES AT THE TOP OF
PARAPET WALL, WHERE FULL COPING IS NOT
USED.

FASTENERS MUST BE SECURED INTO
STRUCTURAL MEMBERS, E.G., CONCRETE,
SOLID MASONRY OR WOOD BLOCKING.

DETAIL NOT FOR USE ON WARRANTY
PROJECTS EXCEEDING 20—YEARS. UNLESS
OTHERWISE SPECIFIED.

>4"

(106m) J RES|N

4” (10cm)
MIN.

PRIOR TO
LIQUID
FLASHING
APPLICATION,
INSTALL
SACRIFICIAL
FLASHING ON
EACH JOINT
WITH FLEECE
EMBEDDED
BETWEEN 2
RESIN LAYERS

SACRIFICIAL FLASHING AT METAL JOINTS

\\E

L B

ROOF MEMBRANE

LIQUISEAL Flashing
Fleece

LIQUISEAL Liquid Flashing
Resin

SHEET METAL DRIP EDGE OR
GRAVEL STOP FLASHING

DETAIL NO.

& LF—1.1

SEE NOTE(S)

For additional information, refer to Specifications

LIQUID FLASHING
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