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This P.E. Evaluation Report (henceforth ‘PEER’) is issued under F.A.C. Rule 61G20-3 and the applicable rules and regulations governing the
use of construction materials in the State of Florida, and the Third-Party Evaluation Report acceptance by the Texas Department of
Insurance. The documentation submitted has been reviewed by Robert Nieminen, P.E. for compliance with the 8t Edition (2023) Florida
Building Code and 2018 International Building Code sections noted herein.

DEescrIPTION: VersiWeld TPO Roof Systems (NON-HVHZ)

LABELING: Labeling shall be in accordance with the requirements of the Accredited Quality Assurance Agency noted herein.

CoNnTINUED ComPLIANCE: This PEER is valid until such time as the named product(s) changes, the referenced Quality Assurance or production
facility location(s) changes, or Code provisions that relate to the product(s) change. Acceptance of our PEERs by the named client constitutes
agreement to notify NEMO ETC, LLC of any changes to the product(s), the Quality Assurance or the production facility location(s). NEMO
ETC, LLC requires a complete review of its PEER relative to updated Code requirements with each Code Cycle.

ADVERTISEMENT: “NEmo P.E. Evaluated” may be displayed in advertising literature. If any portion of the PEER is displayed, then it shall be in
its entirety.
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CERTIFICATION OF INDEPENDENCE:

1. NEMO ETC, LLC does not have, nor does it intend to acquire or will it acquire, a financial interest in any company manufacturing or distributing
products it evaluates.

2. NEMO ETC, LLC is not owned, operated or controlled by any company manufacturing or distributing products it evaluates.

3. Robert Nieminen, P.E. does not have nor will acquire, a financial interest in any company manufacturing or distributing products for which the
PEERs are being issued.

4. Robert Nieminen, P.E. does not have, nor will acquire, a financial interest in any other entity involved in the approval process of the product.

5. Robert Nieminen, P.E. is also Registered in the State of Texas; PE-96420.

6. Thisis a building code evaluation. Neither NEMO ETC, LLC nor Robert Nieminen, P.E. are, in any way, the Designer of Record for any project on
which this PEER, or previous versions thereof, is/was used for permitting or design guidance unless retained specifically for that purpose.

©2019 NEMO ETC, LLC
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ROOFING SYSTEMS EVALUATION:

1. SCOPE:

Sub-Category:
Product Approval Method:
Compliance Statement:

Roofing

Single Ply Roof Systems
Method 1, Option D — Codified Material, Evaluation by Engineer
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Product Category:

VersiWeld TPO Roof Systems, as produced by Versico Roofing Systems, have

demonstrated compliance with the following sections of the referenced Building Code through testing in
accordance with the following Standards. Compliance is subject to the Installation Requirements and Limitations

of Use set forth herein.

. STANDARDS:

M SECTION PROPERTY STANDARD

2023 Florida Building Code 1504.3.1 Wind resistance FM 4474, UL 1897
1504.6 Physical properties ASTM G155
1504.7 Impact resistance FM 4470, Section 4.6
1507.12.2 Material standard ASTM D6878

2018 International Building 1504.3.1 Wind resistance FM 4474, UL 1897

Code 1504.6 Physical properties ASTM G155
1504.7 Impact resistance FM 4470, Section 4.6
1507.13.2 Material standard ASTM D6878

. REFERENCES:

Entity Examination
NEMO PEER
UL, LLC. (QUA9625) Traceability

UL, LLC. (QUA9625)
UL, LLC. (QUA9625)

. PRODUCT DESCRIPTION:

Quality Assurance
Quality Assurance

Reference
PEER-CRL-003.A.R35
ML R9853

Service Confirmation
Florida BCIS

Date
02/09/2025
02/27/2008
07/06/2022
Current

This PEER covers VersiWeld TPO Roof Systems installed in accordance with Versico Roofing Systems published
installation instructions and the Limitations of Use herein.

TABLE 1: EVALUATED MEMBRANES

MATERIAL STANDARD
TYPE ProODUCT PLANT(S)
REFERENCE TyPE GRADE

MLI-10046
VersiWeld TPO 45, 60-mil ASTM D6878 N/A N/A MLI-10048*
MLI-10049*

MLI-10046
VersiWeld Plus TPO 72, 80-mil ASTM D6878 N/A N/A MLI-10048*
MLI-10049*

Roor Coveror | VersiWeld HS 60, 80-mil ASTM D6878 N/A N/A MLI-10048
CAP PLY VersiFleece FR TPO 60-mil ASTM D6878 N/A N/A MLI-10049*
. . MLI-10048*
VersiFleece TPO 100, 115 or 135 45, 60, 80-mil ASTM D6878 N/A N/A MLI-10049*

\Iggsgr'iecciﬁg I:SO 120, ACTPO 1 45 60, 80-mil ASTMD6878 | N/A | N/A | MLI-10048
VersiWeld QA TPO 60, 80-mil ASTM D6878 N/A N/A MLI-10049*
VersiFleece RL™ TPO Rapidlock 60-mil ASTM D6878 N/A N/A MLI-10048*

* Certified by ISO/IEC 17065 accredited entity Nemo | cert.
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5. LIMITATIONS:

5.1 This is a building code evaluation. Neither NEMO ETC, LLC nor Robert Nieminen, P.E. are, in any way, the Designer
of Record for any project on which this PEER, or previous versions thereof, is/was used for permitting or design
guidance. PEERs are not to be construed as representing any attributes not specifically listed, nor are PEERs to be
construed as an endorsement of the subject, or a recommendation for its use. There is no warranty by NEMO ETC,
LLC or Robert Nieminen, P.E., express or implied, as to any finding or other matter in this PEER, or as to any product
covered by the PEER.

5.2 This PEER is not for use in FBC High Velocity Hurricane Zone jurisdictions, as defined in FBC Chapter 2 (Broward
and Miami-Dade Counties).

5.3 This PEER pertains to above-deck roof components. Roof decks and structural members shall be in accordance
with requirements of the applicable Code to the satisfaction of the Authority Having Jurisdiction.

5.4 This PEER does not include evaluation of fire classification. Refer to FBC or IBC 1505 for requirements and
limitations regarding roof assembly fire classification. Refer to FBC or IBC 2603 for requirements and limitations
concerning the use of foam plastic insulation.

5.5 This PEER does not include evaluation of roof edge termination. Refer to FBC or IBC 1504.5 for requirements and
limitations regarding edge securement for low-slope roofs.

5.6 Refer to FBC or IBC 1511 for requirements and limitations regarding recover installations.

5.6.1 For mechanically attached components over existing roof decks, fasteners shall be tested in the existing deck for
withdrawal resistance. A qualified design professional shall review the data for comparison to the minimum
requirements for the system. Testing shall be in accordance with ANSI/SPRI FX-1 or Testing Application Standard
TAS 105.

5.6.2 For bonded insulation or membrane over existing substrates in a re-roof (tear off) or recover installation, the
existing deck or existing roof surface shall be examined for compatibility with the adhesive to be installed. If any
surface conditions exist that bring system performance into question, field uplift testing in accordance with
ANSI/SPRI IA-1, ASTM E907, FM Loss Prevention Data Sheet 1-52 or Testing Application Standard TAS 124 shall
be conducted on mock-ups of the proposed new roof assembly.

5.6.3 For bonded insulation or membrane over existing substrates in a recover installation, the existing roof system shall
be capable of resisting project design pressures on its own merit to the satisfaction of the Authority Having
Jurisdiction, as documented through field uplift testing in accordance with ASTM E907, FM Loss Prevention Data
Sheet 1-52 or Testing Application Standard TAS 124.

5.7 Refer to Appendix 1 for system attachment requirements for wind load resistance.

5.7.1 “MDP” = Maximum Design Pressure is the result of testing for wind load resistance based on allowable wind loads,
and reflects the ultimate passing pressure divided by 2 (the 2 to 1 margin of safety per FBC 1504.9 has already
been applied). Refer to FBC or IBC 1609 for determination of design wind loads.

5.7.2 For mechanically attached components or partially-bonded insulation, the maximum design pressure for the
selected assembly shall meet or exceed at least the Zone 1 PRIME design pressure determined in accordance with
FBC or IBC Chapter 16. Elevated pressure zones shall employ an attachment density designed by a qualified design
professional to resist the elevated pressure criteria. Commonly used methods are ANSI/SPRI WD1, FM Loss
Prevention Data Sheet 1-29, Roofing Application Standard RAS 117 or RAS 137. Assemblies marked with an
asterisk* carry the limitations set forth in Section 2.2.10.1 of FM Loss Prevention Data Sheet 1-29 (February 2020)
for Zone 2/3 enhancements.

5.7.3 For assemblies with all components fully bonded in place, the maximum design pressure for the selected assembly
shall meet or exceed critical design pressure determined in accordance with FBC or IBC Chapter 16. No rational
analysis is permitted for these systems.

5.8 All components in the roof assembly shall have quality assurance audit in accordance with F.A.C. Rule 61G20-3.
Refer to the Product Approval of the component manufacturer for components listed in Appendix 1 that are
produced by a Product Manufacturer other than the report holder on Page 1 of this PEER.
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6. INSTALLATION:

VersiWeld TPO Roof Systems shall be installed in accordance with Versico Roofing Systems published installation
instructions, subject to the Limitations of Use noted herein.

7. BUILDING PERMIT REQUIREMENTS:

As required by the Building Official or Authority Having Jurisdiction to properly evaluate the installation of this
product.

8. IMANUFACTURING PLANTS:

Contact the named QA entity for manufacturing facilities covered by F.A.C. Rule 61G20-3 QA requirements. Refer
to Section 4 herein for products and production locations having met codified material standards.

9. QUALITY ASSURANCE ENTITY:
UL LLC — QUA9625; (360) 817-5512; bsai.inspections@ul.com

- THE 124-PAGES THAT FOLLOW FORM PART OF THIS PEER -
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APPENDIX 1: ATTACHMENT REQUIREMENTS FOR WIND UPLIFT RESISTANCE

TABLE DECK APPLICATION TYPE DESCRIPTION PAGE
1A Wood New, Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Roof Cover 9
18 Wood New, Reroof (Tear-Off), Recover B-1 Mechanically Attached Base Insulation, Bonded Top Insulation, Bonded Roof Cover 10
1c Wood New, Reroof (Tear-Off), Recover B-1 Mechanically Attached Base Insulation, Bonded Top Insulation, Bonded Base Ply, Bonded Roof Cover 13
1o Wood New, Reroof (Tear-Off), Recover C-1 Mechanically Attached Insulation, Bonded Roof Cover 14
1 Wood New, Reroof (Tear-Off), Recover C-2 Induction-Welded Roof Cover 16
1F Wood New, Reroof (Tear-Off), Recover D-1 Insulated, Mechanically Attached Roof Cover 18
1c Wood New, Reroof (Tear-Off), Recover D-2 Non-Insulated, Mechanically Attached Base Sheet, Bonded Roof Cover 19
1H Wood New, Reroof (Tear-Off), Recover E-1 Non-Insulated, Mechanically Attached Roof Cover 19
1 Wood New, Reroof (Tear-Off), Recover E-2 Non-Insulated, Mechanically Attached Base Sheet, Bonded Roof Cover 20
1 Wood New, Reroof (Tear-Off), Recover G Optional Insulation, Loose-Laid Roof Cover, Pressure Equalizing Vent 20
2A Steel New or Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Roof Cover 21
28 Steel or structural concrete New, Reroof (Tear-Off), Recover B-1 Mechanically Attached Base Insulation, Bonded Top Insulation, Bonded Roof Cover 23
2c Steel or structural concrete New, Reroof (Tear-Off), Recover B-1 Mechanically Attached Base Insulation, Bonded Top Insulation, Bonded Base Ply, Bonded Roof Cover 33
2D Steel New, Reroof (Tear-Off), Recover B-2 Mechanically Attached Thermal Barrier, Bonded Vapor Barrier, Bonded Insulation, Bonded Roof Cover 34
2E Steel or structural concrete New, Reroof (Tear-Off), Recover C-1 Mechanically Attached Insulation, Bonded Roof Cover 37
2F Steel or structural concrete New, Reroof (Tear-Off), Recover C-1 Mechanically Attached Insulation, Bonded Base Ply, Bonded Roof Cover 53
26 Steel New, Reroof (Tear-Off), Recover C-2 Induction-Welded Roof Cover 54
2H Steel or structural concrete New, Reroof (Tear-Off), Recover D-1 Insulated, Mechanically Attached Roof Cover (Stress Plate) 57
21 Steel or structural concrete New, Reroof (Tear-Off), Recover D-1 Insulated, Mechanically Attached Roof Cover (RUSS Strips) 64
2 Steel New, Reroof (Tear-Off), Recover D-3 Insulated, Mechanically Attached and Induction Welded Roof Cover 65
3A Structural concrete New, Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Roof Cover 66
38 Structural concrete New, Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Base Ply, Bonded Roof Cover 89
3c Structural concrete New, Reroof (Tear-Off), Recover C-2 Induction-Welded Roof Cover 90
30 Structural concrete New, Reroof (Tear-Off) F Non-Insulated, Bonded Roof Cover 92
3E Structural concrete New, Reroof (Tear-Off), Recover G Optional Insulation, Loose-Laid Roof Cover, Pressure Equalizing Vent 92
4A Deck with Lightweight concrete New, Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Roof Cover 93
48 Deck with Lightweight concrete New, Reroof (Tear-Off) B-3 Mechanically Attached Anchor Sheet, Bonded Insulation, Bonded Roof Cover 96
Ac Deck with Lightweight concrete New, Reroof (Tear-Off) F Non-Insulated, Bonded Roof Cover 97
4D Deck with Lightweight concrete New, Reroof (Tear-Off) F Non-Insulated, Bonded Roof Cover 100
4 Deck with Lightweight concrete Reroof (Tear-Off) F Non-Insulated, Bonded Roof Cover 101
5A Cementitious wood fiber New, Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Roof Cover 102
58 Cementitious wood fiber New, Reroof (Tear-Off), Recover B-3 Mechanically Attached Anchor Sheet, Bonded Insulation, Bonded Roof Cover 104
5¢ Cementitious wood fiber New, Recover F Non-Insulated, Bonded Roof Cover 104
6A Existing gypsum Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Roof Cover 105
68 Existing gypsum Reroof (Tear-Off), Recover B-1 Mechanically Attached Base Insulation, Bonded Top Insulation, Bonded Roof Cover 107
6C Existing gypsum Reroof (Tear-Off), Recover C-1 Mechanically Attached Insulation, Bonded Roof Cover 108
6D Existing gypsum Reroof (Tear-Off) F Non-Insulated, Bonded Roof Cover 109
7A Various Recover A-1 Bonded Insulation, Bonded Roof Cover 110
78 Various Recover A-1 Bonded Insulation, Bonded Base Ply, Bonded Roof Cover 116
7c Steel Recover C-2 Induction-Welded Roof Cover 118
70 Steel Recover D-1 Insulated, Mechanically Attached Roof Cover 119
7E Steel Recover D-2 Insulated, Mechanically Attached Roof Cover (RUSS Strips) 120
7F Various Recover E-1 Non-Insulated, Mechanically Attached Roof Cover 121
76 Various Recover F-1 Non-Insulated, Bonded Roof Cover 122
7H Various Recover F-2 New LWC over Existing Roof, Bonded Roof Cover 123

8A/88 Guidance / Limitations for use of Hilti fasteners in Type B steel deck securement beneath Verisco roof systems 124

©ONEMO ETC, LLC
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The following notes apply to the systems outlined herein:

1 The roof system evaluation herein pertains to above-deck roof components. Roof decks and structural members shall be in accordance with FBC or IBC requirements to the satisfaction of the Authority Having
Jurisdiction.
» As-tested roof cover performance in accordance with FM 4474 and TAS 114, Appendix J indicates min. 22 ga., Type B, Grade 40 steel deck at max. 6 ft spans attached with 5/8-inch diameter puddle welds

spaced 6” o.c., with deck side laps secured max. 24” o.c. w/ %”-14x1” long self-tapping hex-head screws, may be used for roof assemblies over steel deck up to a maximum design pressure of -60.0 psf.
This does not preclude Note 1 above.

» Tables 8A and 8B provide guidance / limitations associated with use of fasteners from Hilti, Inc. to secure steel decking to structural members.

2 Unless otherwise noted, fasteners and stress plates shall be as follows. Fastener shall be of sufficient length for the following engagements:

FASTENER/PLATE OPTIONS
DECK TYPE By PARTS MINIMUM ENGAGEMENT
Woobp Verisco HPV Fastener with HPV Insulation Fastening Plate Minimum %-inch plywood penetration or minimum 1-inch wood plank embedment
STEEL Verisco HPV Fastener with HPV Insulation Fastening Plate Minimum %-inch steel penetration and engage the top flute of the steel deck
STRUCTURAL Verisco MP 14-10 Concrete Fastener, CD-10 Concrete Fastener or MP Concrete Spike with Minimum 1-inch embedment. Fastener installed with a pilot hole in accordance with the fastener
CONCRETE HPV Insulation Fastening Plate manufacturer’s published installation instructions

3 Unless otherwise noted, insulation may be any one layer or combination of FBC or IBC Approved (Local or Statewide) board(s) that meet FBC or IBC 1505 and, for foam plastic, FBC or IBC Chapter 26, when installed
with the roof cover.

4 Minimum 200 psi, minimum 2-inch thick FBC or IBC Approved lightweight insulating concrete may be substituted for rigid insulation board for System Types B-1, C-1, C-2, D-1 or D-2, whereby fasteners are installed
through the lightweight insulating concrete to engage the structural deck. The structural deck shall be of equal or greater type, thickness and strength to the steel and structural concrete deck listings. Roof decks
and structural members shall be in accordance with FBC or IBC requirements to the satisfaction of the Authority Having Jurisdiction. This is a wind uplift resistance allowance and does not purport to address non-
wind-uplift-related issues, such as deck venting or moisture levels within the LWIC and the potential effect on overlying components.

5  Preliminary insulation attachment:

5A  Unless otherwise noted, use FBC or IBC Approved roofing fasteners and plates; minimum two (2) parts per 4x4-ft board, minimum four (4) parts per 4x8-ft board or minimum six (6) parts per 4x12-ft board.

58  For systems where a vapor barrier is installed refer to Section 2.2.10.1.3 of FM Loss Prevention Data Sheet 1-29. For 4x12-ft boards, increase preliminary attachment requirements proportionally relative to FM
LPDS 1-29 requirements for 4x8-ft boards.

5c  For systems where no vapor barrier is installed, Versico Insultite may be used in place of HPV Fastener for preliminary attachment purposes over wood and steel deck.

6  Unless otherwise noted, insulation adhesive application rates are as follows.
. Ribbon or bead width is at the time of application; the ribbons/beads shall expand as noted in the manufacturer’s published instructions.
. When multiple layers(s) of insulation and/or coverboard are installed in ribbon-applied adhesive, board joints shall be staggered.
. The maximum edge distance from the adhesive ribbon to the edge of the insulation board shall be not less than one-half the specified ribbons spacing.

. “FULL” or “SPLATTER” applications may be used wherever “RIBBON” is referenced for insulation securement, except direct-to-steel-deck applications, where ribbons at the top flanges are required.
INSULATION ADHESIVE REFERENCES
ADHESIVE METHOD REFERENCE MINIMUM RATE

Flexible DASH full-coverage Flexible DASH (FULL) Continuous ribbons, 4-inch o.c. or spray-applied at 1 gal./square

Flexible DASH splatter-applied Flexible DASH (SPLATTER) Splatter-applied at 0.5 gal/square (wet) = 4.7 Ib/square (dry)

Flexible DASH ribbon-applied Flexible DASH (RIBBON) Continuous ribbons, 12-inch o.c.

Flexible DASH Dual-Tank full-coverage Flexible DASH DT (FULL) Continuous ribbons, 4-inch o.c. or spray-applied at 1 gal./square

Flexible DASH Dual-Tank splatter-applied Flexible DASH DT (SPLATTER) | Splatter-applied at 0.4 gal/square (wet) = 3.7 Ib/square (dry)

Flexible DASH Dual-Tank ribbon-applied Flexible DASH DT (RIBBON) Continuous ribbons, 12-inch o.c.

Versico OlyBond 500 BA ribbon-applied 0OB500 Continuous 0.75-inch wide ribbons, 12-inch o.c. (PaceCart, SpotShot or Canister)
©ONEMO ETC, LLC P.E. EVALUATION REPORT: 8™ EDITION (2023) FBC NON-HVHZ & 2018 IBC PEER-VRS-003.A.R34 for FL14207-R34 (NON-HVHZ)
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Unless otherwise noted, all insulations are flat-stock or taper board of the minimum thickness noted. Tapered polyisocyanurate at the following thickness limitations may be substituted with the following Maximum
Design Pressure (MDP) limitations. In no case shall these values be used to ‘increase’ the MDP listings in the tables; rather if MDP listing below meets or exceeds that listed for a particular system in the tables,
then the thinner board listed below may be used as a drop-in for the equivalent thicker material listed in the table.

MDP LIMITATIONS FOR TAPERED POLYISOCYANURATE INSULATIONS
INSULATION
LIsTED PRODUCT

MIN. TAPERED
FBCFILE THICKNESS (IN)
Various 0.5

Various 0.5

MDP (psF)

-157.5
-187.5

ADHESIVE

Flexible DASH
0OB500

Any polyisocyanurate listed with adhesive herein
Any polyisocyanurate listed with adhesive herein

For adhered roof insulation and board-size: Unless otherwise noted, refer to Section 2.2.10.6.2 of FM Loss Prevention Data Sheet 1-29.

For mechanically attached components or partially-bonded insulation, the maximum design pressure for the selected assembly shall meet or exceed at least the Zone 1 PRIME design pressure determined in
accordance with FBC or IBC Chapter 16. Elevated pressure zones shall employ an attachment density designed by a qualified design professional to resist the elevated pressure criteria. Commonly used methods
are ANSI/SPRI WD1, FM Loss Prevention Data Sheet 1-29, Roofing Application Standard RAS 117 and RAS 137. Assemblies marked with an asterisk* carry the limitations set forth in Section 2.2.10.1 of FM Loss
Prevention Data Sheet 1-29 for Zone 2/3 enhancements.

For assemblies with all components fully bonded, the maximum design pressure for the selected assembly shall meet or exceed critical design pressure determined in accordance with FBC or IBC Chapter 16. No
rational analysis is permitted for these systems.

For mechanically attached components over existing decks, fasteners shall be tested in the existing deck for withdrawal resistance. A qualified design professional shall review the data for comparison to the
minimum requirements for the system. Testing and analysis shall be in accordance with ANSI/SPRI FX-1 or Testing Application Standard TAS 105.

For bonded insulation or membrane over existing substrates in a re-roof (tear off) or recover installation, the existing deck or existing roof surface shall be examined for compatibility with the adhesive to be
installed. If any surface conditions exist that bring system performance into question, field uplift testing shall be conducted on mock-ups of the proposed new roof assembly. For bonded insulation or membrane
over existing substrates in a recover installation, the existing roof system shall be capable of resisting project design pressures on its own merit to the satisfaction of the Authority Having Jurisdiction, as documented
through field uplift testing. Field uplift testing shall be in accordance with ASTM E907, FM Loss Prevention Data Sheet 1-52 or Testing Application Standard TAS 124.

Refer to FBC or IBC 1511 for requirements and limitations regarding recover installations. For Structural Concrete Deck or Recover Applications using System Type C-1 the base insulation layer is optional and for
System Type C-2, D-1 or D-2, the insulation is optional. Alternatively, an FBC or IBC Approved insulation board or coverboard may be used as a separation layer. Board products shall be preliminarily attached prior
to roof cover installation (Note 5). The separator component shall be documented as meeting FBC or IBC 1505 and, for foam plastic, FBC or IBC Chapter 26, when installed with the roof cover in Recover applications.

Lightweight insulating concrete (LWIC) shall be cast in accordance with FBC Section 1917 to the satisfaction of the Authority Having Jurisdiction. For systems where specific LWIC is referenced, refer to current LWIC
Product Approval for specific deck construction and limitations. Unless otherwise noted, for systems where specific LWIC is not referenced, the minimum design mix shall be 300 psi. In all cases, the minimum top-
coat thickness is 2-inches. For LWIC over structural concrete, reference is made to FBC Section 1917.4.1, Point 1. For “pre-existent” LWIC references, listings were established through testing over lightweight
concrete cast using only foaming agent (ASTM C896), water and Portland cement (ASTM C150), with no proprietary additives, in accordance with procedures adopted by Miami-Dade BCCO (FBC CER1592). Use of
these listings in new construction or re-roof (tear-off) applications is at the discretion of the Designer or Record and Authority Having Jurisdiction.

For bonded membrane applications, unless otherwise noted, refer to the following.

MEMBRANE / ADHESIVE COMBINATIONS

APPLICATION RATE
Contact (both sides) 0.42 gal/square per surface [0.84 gal/square (120 ft2/gal) finish]
Contact (both sides) 0.225 gal/square per surface [0.45 gal/square (222 ft2/gal) finish]
Contact (both sides) 0.83 gal/square per surface [(1.66 gal/square (60 ft2/gal) finish]
)
)

ADHESIVE
Aqua Base 120 Bonding Adhesive (Aqua Base 120)
Cav-Grip 3V Adhesive/Primer (Cav-Grip 3V A/P)
Low VOC Bonding Adhesive (LVOC BA)
G200SA Yellow Substrate Adhesive
VersiWeld Bonding Adhesive
Aqua Base 120 Bonding Adhesive
HydroBond Water-Based Adhesive (HydroBond WB)

MEMBRANE

VersiWeld or VersiWeld HS
VersiWeld

VersiWeld or VersiWeld HS
VersiWeld or VersiWeld HS
VersiWeld or VersiWeld HS
VersiFleece TPO
VersiFleece TPO

Contact (both sides 0.83 gal/square per surface [1.66 gal/square (60 ft2/gal) finish]
Contact (both sides 0.83 gal/square per surface [(1.66 gal/square (60 ft2/gal) finish]
Wet lay (substrate) 0.83 gal/square (120 ft2/gal)

Wet lay (substrate) 0.75 to 1 gal/square (100 to 133 ft?/gal)
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MEMBRANE / ADHESIVE COMBINATIONS

MEMBRANE

ADHESIVE

APPLICATION

RATE

VersiFleece TPO

Flexible DASH

Wet lay (substrate)

RIBBON spaced as noted herein or

FULL Coverage = 1 gal/square or continuous ribbons, maximum 4-inch o.c. or splatter-applied at

0.5 gal/square (wet) = 4.7 Ib/square (dry)

VersiFleece TPO

Flexible DASH Dual-Tank (Flexible DASH DT)

Wet lay (substrate)

RIBBON spaced as noted herein or

FULL Coverage = 1 gal/square, continuous ribbons, maximum 4-inch o.c. or splatter-applied at

0.4 gal/square (wet) = 3.7 Ib/square (dry)

VersiFleece ACTPO

Verisco Cold Applied Adhesive (V-CAA)

Wet lay (substrate)

1.5 gal/square

VersiFleece ACTPO

Hot asphalt

Wet lay (substrate)

25 Ibs/square

VersiFleece RL™

VELCRO® Brand Securable Solutions

roller to establish contact.

Only for use over VersiCore RL or SecurShield HD RL substrates. Roof cover is broomed into place and rolled with 150 Ib

15A  For single-ply membranes in System Type D-1 steel deck applications, the roof membrane shall be run with its length perpendicular to the steel deck flutes.

15B  For System Type C-2 (induction weld), care shall be taken to ensure that the plates do not line-up with membrane seams. This condition may preclude proper induction welding of the membrane to the plates.
For assemblies using “TreadSafe” plates, the minimum insulation thickness shall be 2-inches.

15C  For System Types A-1, B-1, B-2, B-3 or C-1 involving VersiWeld adhered in Cav-Grip 3V Adhesive/Primer over SecurShield, SecurShield HD, SecurShield HD Plus, G-P Gypsum “DensDeck Prime” or USG “SECUROCK
Gypsum-Fiber Roof Board”, the top insulaton layer may be optionally primed with Detec Systems “TruGround Conductive Primer”, roller-applied at 0.4 gal/square prior to membrane installation.

15D  For System Types C-2, D-1 or D-2, the top insulation layer may be optionally primed with Detec Systems “TruGround Conductive Primer”, roller-applied at 0.4 gal/square prior to membrane installation. For System
Type C-2, do not contaminate the induction weld stress plate with primer.

16  Thermal Barrier and/or Vapor Barrier Options:

16A  Structural Concrete Decks: The lesser of the MDP listings below vs. that for the selected assembly applies.

STRUCTURAL CONCRETE DECK: VAPOR BARRIER FOLLOWED BY ADHESIVE-APPLIED INSULATION
OPTION # VAPOR BARRIER INSULATION ADHESIVE PER TABLE 3A OR 3B MDP
TYPE APPLICATION (Nores 6,7&8) PSF)*

702 Primer, 702 LV Primer, CAV- . . .

C-VB-1. GRIP Primer or Cav-Grip 3V A/P Versico 725TR Self-adhering Flexible DASH (RIBBON) -157.5
702 Primer, 702 LV Primer, CAV- . . .

C-VB-2. GRIP Primer or Cav-Grip 3V A/P Versico 725TR Self-adhering Flexible DASH DT (RIBBON) -172.5
702 Primer, 702 LV Primer, CAV- . . Flexible DASH (RIBBON, 6-inch o.c. or SPLATTER) or Flexible DASH DT

CVB3- | GRIP Primer or Cav-Grip 3V A/P Versico 725TR Self-adhering (RIBBON, 6-inch o.c. or SPLATTER) -270.0
CAV-GRIP Primer or Cav-Grip 3V . . Flexible DASH (FULL COVERAGE, 1 gal/square), Flexible DASH

CVBA 1 asp PR Self-adhering (SPLATTER) or Flexible DASH DT (SPLATTER) 427.5

SureMB 90 Base, SureMB 90 Poly Base or
C-VB-5. ASTM D41 SureMB 120 Poly Base Hot-asphalt Hot asphalt at 25 Ibs/square -172.5
C-VB-6. ASTM D41 SureMB 90TG or 120TG Base Torch-applied Hot asphalt at 25 Ibs/square -180.0
SureMB 90 Base, SureMB 90 Poly Base or Verisco Cold Applied Adhesive, 1- . .
C-VB-7. None SureMB 120 Poly Base inch ribbons, 12-inch o.c. Flexible DASH (RIBBON) or Flexible DASH DT (RIBBON) -180.0
C-VB-8 None SureMB 90 Base, SureMB 90 Poly Base or Verisco Cold Applied Adhesive, 1- Flexible DASH (RIBBON, 6-inch o.c. or SPLATTER) or Flexible DASH DT 255.0
’ SureMB 120 Poly Base inch ribbons, 6-inch o.c. (RIBBON, 6-inch o.c. or SPLATTER) !
C-VB-9. ASTM D41 SureMB 90TG or 120TG Base Torch-applied Flexible DASH (RIBBON) or Flexible DASH DT (RIBBON) -307.5
. Flexible DASH (RIBBON, 6-inch o.c. or SPLATTER) or Flexible DASH DT
-VB-10. D B 12 B - . - .
C-VB-10 ASTM D41 SureMB 90TG or 120TG Base Torch-applied (RIBBON, 6-inch o.c. or SPLATTER) 495.0
C-VB-11. 833"3'(;;'5;\2:fehes've/P”mer at SureMB 70 SA Base Ply Self-adhering Flexible DASH (RIBBON) or Flexible DASH DT (RIBBON) 1425

©ONEMO ETC, LLC
Certificate of Authorization #32455

P.E. EVALUATION REPORT: 8™ EDITION (2023) FBC NON-HVHZ & 2018 IBC

VersiWeld TPO Roof Systems; (717) 245-7264

TOP OF APPENDIX

PEER-VRS-003.A.R34 for FL14207-R34 (NON-HVHZ)

Revision 34: 02/10/2025
Appendix 1, Page 4 of 124



NEmoO | etc.e

STRUCTURAL CONCRETE DECK: VAPOR BARRIER FOLLOWED BY ADHESIVE-APPLIED INSULATION
GRS RS VAPOR BARRIER INSULATION ADHESIVE PER TABLE 3A OR 3B MDP
TYPE APPLICATION (Nores 6,7&8) PSF)*
Cav-Grip 3V Adhesive/Primer at . Flexible DASH (RIBBON, 6-inch o.c. or SPLATTER) or Flexible DASH DT
C-VB-12. 0.33 gal/square SureMB 70 SA Base Ply Self-adhering (RIBBON, 6-inch o.c. or SPLATTER) 255.0
16B  Tectum Decks: The lesser of the MDP listings below vs. that for the selected assembly applies.
TECTUM PLANK DECK: VAPOR BARRIER FOLLOWED BY ADHESIVE-APPLIED INSULATION
OPTION # PRIMER VAPOR BARRIER INSULATION ADHESIVE PER TABLE 5A MDP
TyYPE APPLICATION (NoTEs 6,7&8) PSF
CWEVB-1. Cav-Grip 3V Adhesive/Primer at SureMB 70 SA Base Ply or Versico 725TR Self-adhering Flexible DASH (FULL or SPLATTER) or Flexible DASH DT (FULL or 350.0
0.33 gal/square SPLATER)
16c  Existing Gypsum Decks: The lesser of the MDP listings below vs. that for the selected assembly applies.
EXISTING GYPSUM DECK: VAPOR BARRIER FOLLOWED BY ADHESIVE-APPLIED INSULATION
VAPOR BARRIER INSULATION ADHESIVE PER TABLE 6A MDP
OPTION # PRIMER — s
TYPE APPLICATION (Nores 6,7&8) PSE)*
GYP-VB-1. | Cav-Grip 3V Adhesive/Primer Versico 725TR Self-adhering Flexible DASH (RIBBON) or Flexible DASH DT (RIBBON) -187.5
GYP-VB-2. | 702 Primer, 702 LV Primer Versico 725TR Self-adhering Flexible DASH (RIBBON) or Flexible DASH DT (RIBBON) -247.5

16D  For System Types B-1, B-2, C-1, C-2, D-1 or D-2, Versico 725TR or VapAir Seal MD may be installed atop the roof deck prior to installation of the insulation and roof cover. Refer to FM Loss Prevention Data Sheet

1-29 for design and installation limitations.
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17  Unless otherwise noted, insulation or coverboard attachment patterns for Type B-1, Type B-2 and Type C-1 systems are as outlined below.
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INSULATION ATTACHMENT PATTERNS — 4X4 FT BOARDS
-12-in.~—24-in.— 6-in. - --18-in. - 6-in. 6-in.~=~18-in. - 6-in. 6-in. = —-~18-in. - 6-in.
L] I 1 i 1 i
12-in ! 6-in 6-in.
1 i i
1 18-in. 124n.
24 : 24-in {
pin 12-in.
18-in. L !
| 6-in 6-in.
| P i
12-in 6-in. i 1
' i 6-in -12-in.~ 6-in.
1 per 4.0 ft2 (4 per board) 1 per 3.2 ft2 (5 per board) 1 per 2.7 ft2 (6 per board) 1 per 2.0 ft2 (8 per board)
6-in.~—--18-in. - 6-in. 6-in. -~ 18-in. - 6-in. 6-in. - - 18-in. +| 6-in. 6-in. - -12-in.- 6-in.
I T T T ] i I T T i i i
i 12-in. i | ' { i
{ 12-in 12-in. 12-in
18-in ! { |
| 24-in 12-in 1%in. 12-in
18-in 1 12-in. 12-in.
| 12-in | ,m
! 12-in ! | 6-in. 6-in.
6-in | 6-in f T T T
i i - 18-in. -~ -6-in. =12-in.~6-in.
1 per 1.8 ft2 (9 per board) 1 per 1.6 ft2 (10 per board) 1 per 1.3 ft2 (12 per board) 1 per 1.0 ft2 (16 per board)
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INSULATION ATTACHMENT PATTERNS — 4X8 FT BOARDS
B-in. - - -12-in.[- 6-in. 12-in-———12-in.}- ~=Bin. Frbein.
12-in. . 12-in. ; 12in. ' 12hin, 12in. 12in
24-in. . 12:|n. 24-in. 24-in.
36-in. 3G;in- 12-in. |
_ _ - ! ) 24-in. i
i 24-in. 24%in. in 24-in.
' 36:in. g ® |
36-in. 12-in. 24-in. 24-in.
24-in. @ !
P i 12-in. 5 3 G ! : |
{ - T t 12-in. & { 12-in. 12-in.
12-in. 12-in. I ! 12-in. ! | 1
' ' - 24-in. - ' —24-in— ~——24-in.—
1 per 5.3 ft2 (6 per board) 1 per 4.0 ft2 (8 per board) 1 per 3.6 ft2 (9 per board) 1 per 3.2 ft2 (10 per board) 1 per 2.9 ft2 (11 per board) 1 per 2.7 ft2 (12 per board)
6-in. =~ 18-in. - 6-in—-—12-in.|12-in.- -~ 6-in. 6-in.{-——-—18-in. -+ 6-in. 6-in. | 6-in. = -12-in.~-
| ! . i | I | - | | ! .
124n. | &in. Do @ Ein. : | 6n. ! g 5| &in. E-in. 5 @ G'J'h‘
| ' _ 18-in. | 124in. 12-in.
18-in. 18-in. 18-in. | . 18-in. : H
24-in. t : Ic . —— 124in. | @ & { 12-in. 12-in.
| > ! :
18;in. ) 18in. f - 18-in. 124in 12-in.
. 24-in. : 184in N I | :
24-in, 12:in. . o | 12 ) o d 12}in_ 12‘-in, | 1z
b ) ) ) 18in. | = 12-in. 12-in.
18-in. 24-in. 18-in. | ) 18Ln. | .
24-in. : i | e .| { 1217in. 12in.
| | : 18-in. 18in. 18-in. * e 1840, 124in. 12:in.
12/in. Bin. 1 6in. 1&in. | o : e I 6-in. P 6ein.
T ) ) 6-in. T | 6-in. f ¥
=12-in.- 24-in. - i - 24-in. - i -—28-in.— =12-in.-—~6-in.
1 per 2.0 ft2 (16 per board) 1 per 1.9 ft2 (17 per board) 1 per 1.8 ft2 (18 per board) 1 per 1.6 ft2 (20 per board) 1 per 1.3 ft2 (24 per board) 1 per 1.0 ft2 (32 per board)
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18 The following products are interchangeable within the scope of this PEER:

ACCEPTABLE ALTERNATES
SuB-CATEGORY By LiSTED PRODUCT HEREIN ALTERNATE FBCFILE
VersiWeld VersiWeld Plus and VersiWeld HS
MEMBRANE Verisco VersiFleece TPO Includes 100, 115 and 135 FL14207
VersiFleece ACTPO Includes AC TPO 120, ACTPO 135 and AC TPO 155
ADHESIVES Verisco 0OB500 OMG OlyBond 500 Adhesive Fastener FL1608
VersiCore VersiCore NH, H-Shield, H-Shield NH
SecurShield SecurShield NH, H-Shield CG, H-Shield CG NH
. SecurShield HD SecurShield HD NH, H-Shield HD, H-Shield HD NH
Verisco - - - - FL5968
ROOFING SecurShield HD Plus SecurShield HD Plus NH, H-Shield HD90, H-Shield HD90 NH
INSULATION SecurShield HD Composite H-Shield HD Composite
DuraFaceR H-Shield NB
Georgia-Pacific Gypsum, LLC DensDeck Prime DensDeck StormX Prime Roof Board FL1250
National Gypsum DEXcell FA Glass Mat Roof Board DEXcell FA VSH Glass Mat Roof Board FL17840

NEmoO | etc.e

19 “MDP” = Maximum Design Pressure is the result of testing for wind load resistance based on allowable wind loads. Refer to FBC or IBC 1609 for determination of design wind loads. (Note 9 and Note 10)
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TABLE 1A: WOOD DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Deck Vapor Ztt h P yer(s) e MDP
No. Note 1 Barrier ac ac icati sf
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
7/16-inch APA Min. 1.5-inch zlre:;:)l(?b?:w (F)Le:;:l?b?:s“ Cav-Grip 3V A/P,
W-1. | rated OSB; 2 ft None VersiCore, (Optional) Additional layer(s) base insulation VersiWeld LVOC BA or -45.0*
spans SecurShield DASH DT DANPDT VersiWeld BA
P (RIBBON) (RIBBON)
Insulation: (Optional) Additional layer(s) base insulation
7/16-inch APA (Opt.lonal) Min. FIeX|b|§ DASH Coverboard: Min. 0.25-inch DensDe(‘:k Prime, DEXcell FA Glass Mat FIeX|bI§ DASH Cav-Grip 3V A/P,
1.5-inch or Flexible Roof Board or SECUROCK Gypsum-Fiber Roof Board, min. 0.4375- or Flexible ) "
W-2. | rated OSB; 2 ft None X X X X X VersiWeld LVOC BA or -45.0
spans VersiCore, DASH DT inch DEXcell Cement Roof Board, min. 0.5-inch SecurShield HD, DASH DT VersiWeld BA
P SecurShield (RIBBON) SecurShield HD Plus or DuraStorm VSH, min. 1.5-inch SecurShield (RIBBON)
HD Composite or min. 2-inch DuraFaceR
Min. 15/32-inch Min. 1.5-inch ere:II:)l(?bIIDjSH Z're:;:lfb?jw Cav-Grip 3V A/P,
W-3. | APR rated CDX None VersiCore, (Optional) Additional layer(s) base insulation VersiWeld LVOC BA or -67.5
lywood; 2 ft spans SecurShield DASH DT DASH DT VersiWeld BA
plywoog; 2 Tt sp (RIBBON) (RIBBON)
) . . Insulation: (Optional) Additional layer(s) base insulation .
. . Optional) Min. Flexible DASH Flexible DASH )
Min. 15/32-inch (1 5p-ilnch IMi or :IIexibIe Coverboard: Min. 0.25-inch DensDeck Prime or SECUROCK Gypsum- or I):(Ilexible Cav-Grip 3V A/P,
W-4. | APR rated CDX None - Fiber Roof Board, min. 0.4375-inch DEXcell Cement Roof Board, min. VersiWeld LVOC BA or -67.5
lywood; 2 ft spans versiCore, DASH DT 0.5-inch SecurShield HD, SecurShield HD Plus or DuraStorm VSH DASH DT Versiweld BA
ply ’ P SecurShield (RIBBON) S ele Figy~esgohield HD Fius or burastorm VoR, (RIBBON)
min. 1.5-inch SecurShield HD Composite or min. 2-inch DuraFaceR
) ) (Optional) Min. Flexible DASH )
W-5 E\A;;riiézzé:;;h None 1.5-inch or Flexible Insulation: (Optional) Additional layer(s) base insulation Flexible DASH Versiweld E\j&?gi z\r/ A/P, 67.5
’ lvwood: 2 ft spans VersiCore, DASH DT Coverboard: Min. 0.25-inch DEXcell FA Glass Mat Roof Board (RIBBON) VersiWeld BA ’
P ! P SecurShield (RIBBON)
VERSIFLEECE TPO IMEMBRANE APPLICATIONS (FULL BOND):
7/16-inch APA Min. 1.5-inch FIeX|bIc.e DASH FIeX|bIg DASH . FIex!bIe DASH or
W-6. | rated OSB; 2 ft None VersiCore g Flexible (Optional) Additional layer(s) base insulation or Flexible VersiFleece | Flexible DASH DT -45.0*
e sodfiin, DASH DT P v DASH DT TPO (FULL) or :
P (RIBBON) (RIBBON) HydroBond WB
Insulation: (Optional) Additional layer(s) base insulation
7/16-inch APA (Optional) Min. Flexible DASH Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA Glass Mat Flexible DASH Flexible DASH or
W-7. | rated OSB: 2 ft None 1.5-inch or Flexible Roof Board or SECUROCK Gypsum-Fiber Roof Board, min. 0.4375- or Flexible VersiFleece | Flexible DASH DT -45.0*
. spans ' VersiCore, DASH DT inch DEXcell Cement Roof Board, min. 0.5-inch SecurShield HD, DASH DT TPO (FULL) or '
SecurShield (RIBBON) SecurShield HD Plus or DuraStorm VSH, min. 1.5-inch SecurShield (RIBBON) HydroBond WB
HD Composite or min. 2-inch DuraFaceR
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TABLE 1A: WOOD DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Deck Vapor Ztt h P yer(s) e MDP
No. Note 1 Barrier ac ac icati sf
(Note 1) Type Notes 6.7 8 Type Notes 6.7 8 Membrane Application

Min. 15/32-inch Min. 1.5-inch Elre:II:)l(ei}b?:SH Elre:lls)l(ei}bll:)jSH VersiFleece E:zi:g:z 322: g:’

W-8. AlPI:vLa:(jf:lZCfli)): . None \s/:;lrcs(;ri:,ld DASH DT (Optional) Additional layer(s) base insulation DASH DT TP0 (FULL) or -67.5
plywood; Tt sp (RIBBON) (RIBBON) HydroBond WB
Insulation: ional) Additional | insulati
Min. 15/32-inch (Optional) Min. | Flexible DASH gsuiatb'on c:'ol\‘jlt'lonOaZ)S fjd':gna SyeL(SP) R '";:(?SFC:SCK . Flexible DASH Flexible DASH or
’ 1.5-inch or Flexible ~overpoarg: Min. £.2->-Inch Densveck Frime or ypsum- or Flexible VersiFleece | Flexible DASH DT

W-9. | APR rated CDX None . Fiber Roof Board, min. 0.4375-inch DEXcell Cement Roof Board, min. -67.5
VersiC DASH DT 4 ! DASH DT TP FULL
plywood; 2 ft spans ersitore, 0.5-inch SecurShield HD, SecurShield HD Plus or DuraStorm VSH, ° ( o

SecurShield (RIBBON) ; ) . . . X (RIBBON) HydroBond WB
min. 1.5-inch SecurShield HD Composite or min. 2-inch DuraFaceR
Min. 15/32-inch (Optional) Min. Flexible DASH . . » . . Flexible DASH or
W-10. | APR rated CDX None 1.5-inch or Flexible Insulation: (Optional) Additional layer(s) base insulation Flexible DASH VersiFleece | Flexible DASH DT 675
plywood; 2 ft spans VersiCore, DASH DT Coverboard: Min. 0.25-inch DEXcell FA Glass Mat Roof Board (RIBBON) TPO (FULL) or
! SecurShield (RIBBON) HydroBond WB

TABLE 18: WOOD DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer(s)
System Deck — e . Roof Cover MDP
No. (Note 1) T BRI ttac T 3¢ (Note 15) (psf)
ype (Note 2, Note 11) (Note 17) ype (Notes 6,7,8)
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
Versico Insultite
Min. 19/32-inch CDX | Min. 2-inch VersiCore X Flexible DASH or . .
’ h HP -
W-11. plywood or wood H-Shield, SecurShield wit ,V . perz Additional layer(s), min. 1.5-inch base insulation Flexible DASH DT Versiweld / Cav .Grlp 3VA/P, -37.5
. Insulation 2.7 ft LVOC BA or VersiWeld BA
plank; 2-ft spans or H-Shield CG . (RIBBON)
Fastening Plate
Insulation: (Optional) Additional layer(s), min. 1.5-inch
base insulation
Min. 19/32-inch CDX | Min. 2-inch VersiCore, | 'ersicoInsultite Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA Flexible DASH or _ .
| R with HPV 1 per Glass Mat Roof Board or SECUROCK Gypsum-Fiber Roof . VersiWeld / Cav-Grip 3V A/P,
W-12. plywood or wood H-Shield, SecurShield R ) . R . Flexible DASH DT . -37.5
lank; 2-ft spans or H-Shield CG Insulation 2.7 ft Board, min. 0.4375-inch DEXcell Cement Roof Board, min. (RIBBON) LVOC BA or VersiWeld BA
P ’ Fastening Plate 0.5-inch SecurShield HD, SecurShield HD Plus or
DuraStorm VSH, min. 1.5-inch SecurShield HD Composite
or min. 2-inch DuraFaceR
Versico Insultite
Min. 19/32-inch CDX | Min. 2-inch VersiCore K Flexible DASH or . .
! th HPV 1 VersiWeld / Cav-Grip 3V A/P,
W-13. plywood or wood H-Shield, SecurShield wi . perz Additional layer(s), min. 1.5-inch base insulation Flexible DASH DT ersiweld / av. "p /P, -60.0
. Insulation 2.0 ft LVOC BA or VersiWeld BA
plank; 2-ft spans or H-Shield CG ) (RIBBON)
Fastening Plate
©ONEMO ETC, LLC P.E. EVALUATION REPORT: 8™ EDITION (2023) FBC NON-HVHZ & 2018 IBC PEER-VRS-003.A.R34 for FL14207-R34 (NON-HVHZ)
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NEmoO | etc.e
TABLE 18: WOOD DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer(s)

System Deck e o v Roof Cover MDP
No. (Note 1) T BRIy ttac T ac (Note 15) sf
ype (Note 2, Note 11) (Note 17) ype (Notes 6,7,8)

Insulation: (Optional) Additional layer(s), min. 1.5-inch
. . base insulation
. . . ) . Versico Insultite . . p .
Min. 19/32-inch CDX Min. 2-inch VersiCore, with HPV 1 per Coverboard: Min. 0.25-inch DensDeck Prime or SECUROCK Flexible DASH or VersiWeld / Cav-Grip 3V A/P

W-14 plywood or wood H-Shield, SecurShield Insulation ) (;thz Gypsum-Fiber Roof Board, min. 0.4375-inch DEXcell Flexible DASH DT LVOC BA or VersiWepId BA ! -60.0

plank; 2-ft spans or H-Shield CG Fastening Plate ' Cement Roof Board, min. 0.5-inch SecurShield HD, (RIBBON)
g SecurShield HD Plus or DuraStorm VSH, min. 1.5-inch
SecurShield HD Composite or min. 2-inch DuraFaceR
i i Insulation: (Optional) Additional layer(s), min. 1.5-inch
Min. 19/32-inch CDX | Min. 2-inch VersiCore, | Ersic Insultite Insulation: (Optional) ver(s), min. 1.5-1 . . .

W-15 lvwood or wood H-Shield. SecurShield with HPV 1 per base insulation Flexible DASH VersiWeld / Cav-Grip 3V A/P, -60.0
Pl - Insulation 2.0 ft? Coverboard: Min. 0.25-inch DEXcell FA Glass Mat Roof (RIBBON) LVOC BA or VersiWeld BA '
plank; 2-ft spans or H-Shield CG ) -

Fastening Plate Board
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
Min. 19/32-inch CDX | Min. 2-inch VersiCore, ﬁ::ﬁ;g‘sumte L oer Flexible DASH or | VersiFleece TPO / Flexible

W-16 plywood or wood H-Shield, SecurShield Insulation ) 7pft1 Additional layer(s), min. 1.5-inch base insulation Flexible DASH DT | DASH or Flexible DASH DT -37.5
plank; 2-ft spans or H-Shield CG Fastening Plate ' (RIBBON) (RIBBON, 12-inch o.c.)

i i Insulation: (Optional) Additional | in. 1.5-inch
Min. 19/32-inch CDX | Min. 2-inch VersiCore, X?tr:f_"ww't'te L oer 7b"::e?n'§unlaiioz lonal) Additional layer(s), min. 1.5-inc Flexible DASH or | VersiFleece TPO / Flexible
W-17 plywood or wood H-Shield, SecurShield . P 2 . . X X Flexible DASH DT | DASH or Flexible DASH DT -37.5
. Insulation 2.7 ft Coverboard: Min. 0.25-inch DensDeck Prime or min. 1.5- )
plank; 2-ft spans or H-Shield CG . e X (RIBBON) (RIBBON, 12-inch o.c.)
Fastening Plate inch SecurShield HD Composite
i i Insulation: (Optional) Additional layer(s), min. 1.5-inch
Min. 19/32-inch CDX | Min. 2-inch VersiCore, xtiatr:lc_‘c;irsultlte 1 per 7basue insulaiio,; ! ) ” yer(s), mi : Flexible DASH or VersiFleece TPO / Flexible
W-18 plywood or wood H-Shield, SecurShield X P . . . . i Flexible DASH DT | DASH or Flexible DASH DT -60.0
- Insulation 2.0 ft Coverboard: Min. 0.5-inch SecurShield HD or SecurShield .
plank; 2-ft spans or H-Shield CG . (RIBBON) (RIBBON, 6-inch o.c.)
Fastening Plate HD Plus
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
Min. 19/32-inch CDX Min. 2-inch VersiCore, X?tr:lc_'(;i/nsultlte 1 per Flexible DASH or VersiFleece TPO / Flexible

W-19 plywood or wood H-Shield, SecurShield Insulation ) 7')&2 Additional layer(s), min. 1.5-inch base insulation Flexible DASH DT | DASH or Flexible DASH DT -37.5

plank; 2-ft spans or H-Shield CG Fastening Plate ’ (RIBBON) (FULL) or HydroBond WB
Insulation: (Optional) Additional layer(s), min. 1.5-inch
base insulation

Min. 19/32-inch CDX | Min. 2-inch VersiCore, X?::r_‘%{?su'tlte 1 per ?Lm: Nrg O'st_m;:ECDUe;;I(jZECg Prime, EEXC(;“ F/f\ Flexible DASH or VersiFleece TPO / Flexible

W-20. | plywood or wood H-Shield, SecurShield . per ass Mat Root Board or ypsum-Hioer Root Flexible DASH DT | DASH or Flexible DASH DT -37.5

plank; 2-ft spans or H-Shield CG Insulation 2.7 ft Board, min. 0.4375-inch DEXcell Cement Roof Board, min. (RIBBON) (FULL) or HydroBond WB
’ Fastening Plate 0.5-inch SecurShield HD, SecurShield HD Plus or
DuraStorm VSH, min. 1.5-inch SecurShield HD Composite
or min. 2-inch DuraFaceR
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TABLE 18B: WOOD DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER
Top Insulation Layer(s)

Base Insulation Layer

NEmoO | etc.e

System Deck e - v Roof Cover MDP
No. (Note 1) T BRIy Attac T ac (Note 15) sf
ype (Note 2, Note 11) (Note 17) ype (Notes 6,7,8)

Min. 19/32-inch CDX | Min. 2-inch VersiCore, X?tr:ﬁ;l?su'tlte 1 per Flexible DASH or VersiFleece TPO / Flexible
W-21. plywood or wood H-Shield, SecurShield Insulation ) (;)ftz Additional layer(s), min. 1.5-inch base insulation Flexible DASH DT | DASH or Flexible DASH DT -60.0
plank; 2-ft spans or H-Shield CG Fastening Plate (RIBBON) (FULL) or HydroBond WB
Insulation: (Optional) Additional layer(s), min. 1.5-inch
. . base insulation
) . . . . Versico Insultite . . . . ) .
Min. 19/32-inch CDX | Min. 2-inch VersiCore, with HPV 1 per Coverboard: Min. 0.25-inch DensDeck Prime or SECUROCK | Flexible DASH or | VersiFleece TPO / Flexible
W-22. | plywood or wood H-Shield, SecurShield Insulation ) gftz Gypsum-Fiber Roof Board, min. 0.4375-inch DEXcell Flexible DASH DT | DASH or Flexible DASH DT -60.0
plank; 2-ft spans or H-Shield CG . ' Cement Roof Board, min. 0.5-inch SecurShield HD, (RIBBON) (FULL) or HydroBond WB
Fastening Plate . . .
SecurShield HD Plus or DuraStorm VSH, min. 1.5-inch
SecurShield HD Composite or min. 2-inch DuraFaceR
i i Insulation: (Optional) Additional layer(s), min. 1.5-inch
Min. 19/32-inch CDX | Min. 2-inch Versicore, | ErsicO Insultite Insulation: (Optional) Addi ver(s), min. 1.5 . VersiFleece TPO / Flexible
. - with HPV 1 per base insulation Flexible DASH .
W-23. plywood or wood H-Shield, SecurShield X ) . . DASH or Flexible DASH DT -60.0
. Insulation 2.0ft Coverboard: Min. 0.25-inch DEXcell FA Glass Mat Roof (RIBBON)
plank; 2-ft spans or H-Shield CG . — (FULL) or HydroBond WB
Fastening Plate Board
VERSIFLEECE RL™ APPLICATIONS:
i i Insulation: (Optional) Additional | in. 1.5-inch
Min. 19/32-inch CDX | Min. 2-inch VersiCore, X’?{:E‘;U‘S“'t'te L oer %aiioﬂ fonal) Additional layer(s), min. 1.5-inc Flexible DASH or
W-24. plywood or wood H-Shield, SecurShield . P 2 . . . . Flexible DASH DT | VersiFleece RL™ -37.5
. Insulation 2.7 ft Coverboard: Min. 0.5-inch SecurShield HD RL or min. 1.5-
plank; 2-ft spans or H-Shield CG . . N (RIBBON)
Fastening Plate inch VersiCore RL
i i Insulation: (Optional) Additional layer(s), min. 1.5-inch
Min. 19/32-inch CDX | Min. 2-inch VersiCore, x?tr;'lc_f;{?s“'t'te Y 7ba; insulaiio'; fonal) Addit yer(s), mi ! Flexible DASH or
-25. | H-Shiel hiel . Flexible DASH DT | VersiFl RL™ -60.
L plywood or wood shield, SecurShield Insulation 2.0 ft? Coverboard: Min. 0.5-inch SecurShield HD RL or min. 1.5- exible DAS ersirieece 60.0

plank; 2-ft spans

or H-Shield CG

Fastening Plate

inch VersiCore RL

(RIBBON)
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TABLE 1c: WOOD DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED BASE PLY, BONDED ROOF COVER

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s) Roof Cover (Note 15)
System Deck o s e MDP

No. (Note 1) astenen ttac ac o

Type (Note 2, Note 11) (Note 17) Type (Notes 6,7,8) LR DI
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
Min. 19/32-inch Min. 2-inch Versico Insulation: (Optional) Additional layer(s), min. SureMB 90TG VersiFleece TPO /
W-26 CDX plywood or VersiCore, H-Shield, | Insultite with 1 per 1.5-inch base insulation Flexible DASH or Flexible or 120TG / Flexible DASH or 375
: wood plank; 2-ft | SecurShield or H- HPV Insulation 2.7 ft? Coverboard: Min. 0.5-inch DensDeck Prime or DASH DT (RIBBON) torch-applied Flexible DASH DT !
spans Shield CG Fastening Plate SECUROCK Gypsum-Fiber Roof Board PP (RIBBON, 12-inch o.c.)
Min. 19/32-inch Min. 2-inch Versico Insulation: (Optional) Additional layer(s), min. SureMB 90TG VersiFleece TPO /

W-27 CDX plywood or VersiCore, H-Shield, | Insultite with 1 per 1.5-inch base insulation Flexible DASH or Flexible or 1207G / Flexible DASH or -60.0
wood plank; 2-ft | SecurShield or H- HPV Insulation 2.0 ft? Coverboard: Min. 0.5-inch DensDeck Prime or DASH DT (RIBBON) torch-applied Flexible DASH DT ’
spans Shield CG Fastening Plate SECUROCK Gypsum-Fiber Roof Board PP (RIBBON, 6-inch o.c.)

VERSIFLEECE AC TPO MEMBRANE APPLICATIONS:
Min. 19/32-inch Min. 2-inch Versico Insulation: (Optional) Additional layer(s), min. hot asphalt, Flexible
. . R . - X . SureMB 90TG .

W-28 CDX plywood or VersiCore, H-Shield, | Insultite with 1 per 1.5-inch base insulation DASH (RIBBON) or or 120TG / VersiFleece AC TPO / 375
wood plank; 2-ft | SecurShield or H- HPV Insulation 2.7 ft* | Coverboard: Min. 0.25-inch DensDeck Prime or | Flexible DASH DT torch-applied V-CAA or hot asphalt ’
spans Shield CG Fastening Plate SECUROCK Gypsum-Fiber Roof Board (RIBBON) PP
Min. 19/32-inch | Min. 2-inch Versico Insulation: (Optional) Additional layer(s), min. hot asphalt, Flexible SureMB 90TG

W-29 CDX plywood or VersiCore, H-Shield, | Insultite with 1 per 1.5-inch base insulation DASH (RIBBON) or or 120TG / VersiFleece AC TPO / -60.0
wood plank; 2-ft | SecurShield or H- HPV Insulation 2.0 ft2 Coverboard: Min. 0.25-inch DensDeck Prime or Flexible DASH DT torch-aplied V-CAA or hot asphalt '
spans Shield CG Fastening Plate SECUROCK Gypsum-Fiber Roof Board (RIBBON) PP
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TABLE 1p: WOOD DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

NEmoO | etc.e

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) Attach (Note 15) sf
(Note 17)
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
Min. 19/32-inch CDX plywood (Optional) One or more layers, Min. 0.5.-|nch secursShield HD, Versico Insylgs \.Nlth 1 per VersiWeld / Cav-Grip 3V A/P, LVOC BA or
W-30. - B SecurShield HD Plus or DuraStorm SecurFast Insulation A . -30.0
or wood plank; 2-ft spans any combination, loose laid . 2.0 ft VersiWeld BA
VSH Fastening Plate
Min. 2-inch VersiCore, H-Shield,
W-31 Min. 19/32-inch CDX plywood (Optional) One or more layers, | SecurShield, H-Shield CG, SecurShield | Versico Insultite with HPV 1 per VersiWeld / Cav-Grip 3V A/P, LVOC BA or 375
or wood plank; 2-ft spans any combination, loose laid HD Composite or H-Shield HD Insulation Fastening Plate 2.7 ft*> | VersiWeld BA '
Composite
Min. 0.5-inch hield HD,
Min. 19/32-inch CDX plywood (Optional) One or more layers, in. 0 5. inch SecurShield HD, Versico Insultite with HPV 1 per VersiWeld / Cav-Grip 3V A/P, LVOC BA or
W-32 - . SecurShield HD Plus or DuraStorm . y 2 ) -37.5
or wood plank; 2-ft spans any combination, loose laid VSH Insulation Fastening Plate 2.0ft VersiWeld BA
W-33 Min. 19/32-inch CDX plywood (Optional) One or more layers, | Min. 0.5-inch DensDeck Prime or Versico Insultite with HPV 1 per VersiWeld / Cav-Grip 3V A/P, LVOC BA or 45,0
or wood plank; 2-ft spans any combination, loose laid SECUROCK Gypsum-Fiber Roof Board Insulation Fastening Plate 4.0ft2 | VersiWeld BA '
W-34 Min. 19/32-inch CDX plywood (Optional) One or more layers, | Min. 0.5-inch DensDeck Prime or Versico Insultite with HPV 1 per VersiWeld / Cav-Grip 3V A/P, LVOC BA or 450
or wood plank; 2-ft spans any combination, loose laid SECUROCK Gypsum-Fiber Roof Board Insulation Fastening Plate 2.7 ft*> | VersiWeld BA '
W-35 Min. 23/32-inch plywood; 2-ft (Opt|onal)'0nfe or more Iayers, Mln 0.5-inch SECUROCK Gypsum- Note 2 1 per2 Versiweld / Cav-Grip 3V A/P or LVOC BA -45.0*
spans any combination, loose laid Fiber Roof Board 3.2 ft
W-36 Min. 19/32-inch plywood or (Optional) One or more layers, Min. 1.5-inch ACFoam II, VersiCore, Note 2 1 per VersiWeld / Aqua Base 120, Cav-Grip 3V -45.0*
wood plank; 2-ft spans any combination, loose laid SecurShield or ENRGY 3 2.0ft2 | A/Por VersiWeld BA '
W-37 Min. 19/32” (nominal 5/8”) (Optional) One or more layers, | Min. 0.4375-inch DEXcell Cement Versico Insultite with HPV 1 per VersiWeld / Cav-Grip 3V A/P or VersiWeld 525
CDX plywood; 2-ft spans any combination, loose laid Roof Board Insulation Fastening Plate 1.8 ft? BA '
Min. 2-inch VersiCore, H-Shield,
W-38 Min. 19/32-inch CDX plywood (Optional) One or more layers, | SecurShield, H-Shield CG, SecurShield | Versico Insultite with HPV 1 per VersiWeld / Cav-Grip 3V A/P, LVOC BA or -60.0
"| orwood plank; 2-ft spans any combination, loose laid HD Composite or H-Shield HD Insulation Fastening Plate 2.0ft> | VersiWeld BA '
Composite
W-39. Min. 19/32-inch CDX plywood (Optlonal)'Onfa or more Iayers, Min. 0.5-inch DensDeck Prime Versmq Insultite \{wth HPV 1 per2 Vers!WeId / Cav-Grip 3V A/P, LVOC BA or -60.0
or wood plank; 2-ft spans any combination, loose laid Insulation Fastening Plate 2.0 ft VersiWeld BA
Min. 19/32-inch CDX plywood (Optional) One or more layers, . . . Versico Insultite with HPV 1 per VersiWeld / Cav-Grip 3V A/P, LVOC BA or
W-40. or wood plank; 2-ft spans any combination, loose laid Min. 0.5-inch DensDeck Prime Insulation Fastening Plate 1.8 ft2 | VersiWeld BA 675
W-a1 Min. 19/32-inch CDX plywood (Optional) One or more layers, Min. 0.5-inch SECUROCK Gypsum- Versico Insultite with HPV 1 per VersiWeld / Cav-Grip 3V A/P, LVOC BA or 75.0
"| orwood plank; 2-ft spans any combination, loose laid Fiber Roof Board Insulation Fastening Plate 2.0ft> | VersiWeld BA '
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
W-42 Min. 19/32-inch CDX plywood (Optional) One or more layers, :IEI:L;gr?i_:dctlSDe;;:JTZLGI;?JEaZ'torm \Slzzzlféls:sl:rsjﬁzt\?g;h 1 per VersiFleece TPO / Flexible DASH or 2300
"| orwood plank; 2-ft spans any combination, loose laid VSH Fastening Plate 2.0 ft? Flexible DASH DT (FULL) or HydroBond WB '
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TABLE 1p: WOOD DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

NEmoO | etc.e

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) Attach (Note 15) sf
(Note 17)
Min. 2-inch VersiCore, H-Shield,
W-43 Min. 19/32-inch CDX plywood (Optional) One or more layers, SecurShield, H-Shield CG, SecurShield Versico Insultite with HPV 1 per VersiFleece TPO / Flexible DASH or 375
"| or wood plank; 2-ft spans any combination, loose laid HD Composite or H-Shield HD Insulation Fastening Plate 2.7 ft? Flexible DASH DT (FULL) or HydroBond WB '
Composite
W-44 Min. 19/32-inch CDX plywood (Optional) One or more layers, S'\{Ialcnl.;g:i-eledI]-ISDeI:;:J';SZIrellD(::J:'aZ’torm Versico Insultite with HPV 1 per VersiFleece TPO / Flexible DASH or 375
" | or wood plank; 2-ft spans any combination, loose laid VSH Insulation Fastening Plate 2.0 ft? Flexible DASH DT (FULL) or HydroBond WB '
W-45 Min. 19/32-inch CDX plywood (Optional) One or more layers, Min. 0.5-inch DensDeck Prime or Versico Insultite with HPV 1 per VersiFleece TPO / Flexible DASH or 145.0*
"| orwood plank; 2-ft spans any combination, loose laid SECUROCK Gypsum-Fiber Roof Board Insulation Fastening Plate 4.0 ft? Flexible DASH DT (FULL) or HydroBond WB '
W-26 Min. 19/32-inch CDX plywood (Optional) One or more layers, Min. 0.5-inch DensDeck Prime or Versico Insultite with HPV 1 per VersiFleece TPO / Flexible DASH or 5.0
"| orwood plank; 2-ft spans any combination, loose laid SECUROCK Gypsum-Fiber Roof Board Insulation Fastening Plate 2.7 ft? Flexible DASH DT (FULL) or HydroBond WB '
. . (Optional) One or more layers, Min 0.5-inch SECUROCK Gypsum- 1 per VersiFleece TPO / Flexible DASH or
W-47. | Min. 23/32-inch pl N 2 -45.0*
in. 23/32-inch plywood any combination, loose laid Fiber Roof Board IR 3.2 ft? Flexible DASH DT (FULL) or HydroBond WB >0
W-48 Min. 19/32” (nominal 5/8”) (Optional) One or more layers, Min. 0.4375-inch DEXcell Cement Versico Insultite with HPV 1 per VersiFleece TPO / Flexible DASH or 525
"| CDX plywood; 2-ft spans any combination, loose laid Roof Board Insulation Fastening Plate 1.8 ft? Flexible DASH DT (FULL) '
Min. 2-inch VersiCore, H-Shield,
W-49 Min. 19/32-inch CDX plywood (Optional) One or more layers, SecurShield, H-Shield CG, SecurShield Versico Insultite with HPV 1 per VersiFleece TPO / Flexible DASH or 60.0
"| or wood plank; 2-ft spans any combination, loose laid HD Composite or H-Shield HD Insulation Fastening Plate 2.0 ft? Flexible DASH DT (FULL) or HydroBond WB '
Composite
Min. 19/32-inch CDX plywood (Optional) One or more layers, . . . Versico Insultite with HPV 1 per VersiFleece TPO / Flexible DASH or
- .0.5- DensD -60.
W-50 or wood plank; 2-ft spans any combination, loose laid . O zalgeplen-ngggiine Insulation Fastening Plate 2.0 ft? Flexible DASH DT (FULL) or HydroBond WB 60.0
Min. 19/32-inch CDX plywood (Optional) One or more layers, . . . Versico Insultite with HPV 1 per VersiFleece TPO / Flexible DASH or
W-51 or wood plank; 2-ft spans any combination, loose laid Min. TQgCh DgPeck Prime Insulation Fastening Plate 1.8 ft? Flexible DASH DT (FULL) or HydroBond WB 675
W-52 Min. 19/32-inch CDX plywood (Optional) One or more layers, Min. 0.5-inch SECUROCK Gypsum- Versico Insultite with HPV 1 per VersiFleece TPO / Flexible DASH or 75.0
or wood plank; 2-ft spans any combination, loose laid Fiber Roof Board Insulation Fastening Plate 2.0 ft? Flexible DASH DT (FULL) or HydroBond WB '
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TABLE 1e: WOOD DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-2: INDUCTION-WELDED ROOF COVER

NEmoO | etc.e

i Attachment
System Deck Insulation Layer : Roof Cover (Note 158) MDP
No. (Note 1) (Note 3, Note 13) Fastener (Note 11) Density (psf)
RHINOBOND SYSTEMS:
Min. 15/32-inch (Optional) One or more layers, an HPV-X Fastener or Dekfast DF-#15- 1 per 6 ft2 VersiWeld or VersiWeld Plus induction
W-53. | plywood or corF:'\bination loose laid yers, any PH3 with RhinoBond Plate-TPO or (2x 3 ft grid pattern) welded with RhinoBond tool per -22.5%
wood plank ! RhinoBond Treadsafe Plate-TPO X grid pattern manufacturer’s instructions.
1 per 2.7 ft?
(12 parts per 4x8 ft board)
£ < < IS
8T 8 8 Ta
0SB, APA rated
sheathing, . . VersiWeld or VersiWeld Plus induction
W-54. | 24/16, Exposure (cgr’:'flt;ci)gzgoonnfoz;?lgirs layers, any ?:é)lx Fastener and RhinoBond Plate- | welded with RhinoBond tool per -30.0*
1,PS2,7/16 ! £ manufacturer’s instructions.
~
category -
£
: Ve
|
T
£
0
Min. 15/32-inch (Optional) One or more layers, an HPV-X Fastener or Dekfast DF-#15- 1 per 4.0 fe2 VersiWeld or VersiWeld Plus induction
W-55. | plywood or corﬁwbination loose laid Yers, any PH3 with RhinoBond Plate-TPO or 2x2ft d ttern) welded with RhinoBond tool per -30.0
wood plank ! RhinoBond Treadsafe Plate-TPO X grid pattern manufacturer’s instructions.
Min. 15/32-inch (Optional) One or more layers, an HPV-X Fastener or Dekfast DF-#15- 1per4.0 ft2 VersiWeld or VersiWeld Plus induction
W-56. | plywood or cosﬁbination loose laid yers, any PH3 with RhinoBond Plate-TPO or 2% 2 ft d " welded with RhinoBond tool per -37.5*
wood plank ! RhinoBond Treadsafe Plate-TPO (2x grid pattern) manufacturer’s instructions.
24-inch o.c. along wood supports, 24-inch o.c.
£ = £ £ £
ST 3 - B
Code compliant
sheathing over ) HPV-X Fastener and RhinoBond Plate- VersiWeld or VersiWeld Plus induction
. (Optional) One or more layers, any K . «
W-57. | nominal No. 2 o . TPO through to engage wood supports; welded with RhinoBond tool per -37.5
combination, loose laid ’ ; o .
wood trusses; 2 ft min. 2-inch embedment. manufacturer’s instructions.
span
S
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NEmoO | etc.e
TABLE 1e: WOOD DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE C-2: INDUCTION-WELDED ROOF COVER

System Deck Insulation Layer Attachment Roof Cover (Note 158) MDP
No. (Note 1) (Note 3, Note 13) Fastener (Note 11) Density (psf)
1 per 2.13 ft?
(15 parts per 4x8 ft board)
&£ £ £ 8 £

0SB, APA rated t 3 3 2 2 a
sheathing, . . | [ [ ‘ | VersiWeld or VersiWeld Plus induction

W-58. | 24/16, Exposure £gg:g?::l?oinfozgzg:§ layers, any ?}I:é)lx Fastener and RhinoBond Plate- welded with RhinoBond tool per -45.0*
1,PS2,7/16 ! manufacturer’s instructions.
category
Min. 19/32-inch (Optional) One or more layers, an HPV-X Fastener or Dekfast DF-#15- 1 per 6 ft2 VersiWeld or VersiWeld Plus induction

W-59. | plywood or cor’:\bination loose laid vers, any PH3 with RhinoBond Plate-TPO or 2x 3 ft grid pattern) welded with RhinoBond tool per -45.0*
wood plank ! RhinoBond Treadsafe Plate-TPO (2x grid pattern manufacturer’s instructions.
Min. 15/32-inch (Optional) One or more layers, an HPV-X Fastener or Dekfast DF-#15- 1 per 2.7 ft2 VersiWeld or VersiWeld Plus induction

W-60. | plywood or corF:\bination loose laid yers, any PH3 with RhinoBond Plate-TPO or 19 Bart P 4 3 ft board welded with RhinoBond tool per -45.0
wood plank ! RhinoBond Treadsafe Plate-TPO (12 parts per 4x oard) manufacturer’s instructions.
Min. 15/32-inch (Optional) One or more layers, an HPV-X Fastener or Dekfast DF-#15- VersiWeld or VersiWeld Plus induction

W-61. | plywood or corF:'\bination loose laid yers, any PH3 with RhinoBond Plate-TPO or 6-inch o.c. in rows 60-inch o.c. welded with RhinoBond tool per -60.0
wood plank ! RhinoBond Treadsafe Plate-TPO manufacturer’s instructions.
Min. 19/32-inch (Optional) One or more layers, an HPV-X Fastener or Dekfast DF-#15- 1 per 2.7 fi2 VersiWeld or VersiWeld Plus induction

W-62. | plywood or cozwbination loose laid vers, any PH3 with RhinoBond Plate-TPO or (12 part 4 8 ft board) welded with RhinoBond tool per -67.5
wood plank ! RhinoBond Treadsafe Plate-TPO parts per ax oar manufacturer’s instructions.

ISOWELD INDUCTION WELDING SYSTEM:

Min. 15/32-inch (Optional) One or more layers, an Dekfast DF-#15-PH3 with Carlisle 1 per 6 ft2 VersiWeld or VersiWeld Plus induction

W-63. | plywood or corF:'\bination loose laid yers, any isoweld TPO Plate or SFS isoweld F1- 2 %3 ft erid patt welded with SFS isoweld® 3000 stand-up -22.5%*
wood plank ! P-6.8-TPO Plate (2x grid pattern) tool.
Min. 15/32-inch (Optional) One or more layers, an Dekfast DF-#15-PH3 with Carlisle 1 per 4.0 ft2 VersiWeld or VersiWeld Plus induction

W-64. | plywood or Coquination e yers, any isoweld TPO Plate or SFS isoweld F1- )2 farid oot welded with SFS isoweld® 3000 stand-up -30.0
wood plank ! P-6.8-TPO Plate (2x grid pattern) tool.
Min. 15/32-inch (Optional) One or more layers, an Dekfast DF-#15-PH3 with Carlisle 1 per 4.0 fe2 VersiWeld or VersiWeld Plus induction

W-65. | plywood or cozwbination loose laid Yers, any isoweld TPO Plate or SFS isoweld F1- 2% 2 ft d " welded with SFS isoweld® 3000 stand-up -37.5%
wood plank ! P-6.8-TPO Plate (2x grid pattern) tool.
Min. 19/32-inch (Optional) One or more layers, an Dekfast DF-#15-PH3 with Carlisle 1 per 6 ft2 VersiWeld or VersiWeld Plus induction

W-66. | plywood or Cor‘;bination R o ™ isoweld TPO Plate or SFS isoweld F1- )3t orid omtt welded with SFS isoweld® 3000 stand-up -45.0%
wood plank ! P-6.8-TPO Plate (2x grid pattern) tool.
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TABLE 1e: WOOD DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-2: INDUCTION-WELDED ROOF COVER

NEmoO | etc.e

System Deck Insulation Layer Attachment Roof Cover (Note 158) MDP
No. (Note 1) (Note 3, Note 13) Fastener (Note 11) Density (psf)
Min. 15/32-inch . Dekfast DF-#15-PH3 with Carlisle > VersiWeld or VersiWeld Plus induction
(Optional) One or more layers, an 1 per2.7 ft
W-67. | plywood or corF:'\bination loose laid yers, any isoweld TPO Plate or SFS isoweld F1- 12 part 4 8 ft board welded with SFS isoweld® 3000 stand-up -45.0
wood plank ! P-6.8-TPO Plate (12 parts per 4x oard) tool.
Min. 15/32-inch . Dekfast DF-#15-PH3 with Carlisle VersiWeld or VersiWeld Plus induction
(Optional) One or more layers, an
W-68. | plywood or corF;bination loose laid vers, any isoweld TPO Plate or SFS isoweld F1- 6-inch o.c. in rows 60-inch o.c. welded with SFS isoweld® 3000 stand-up -60.0
wood plank ! P-6.8-TPO Plate tool.
Min. 19/32-inch . Dekfast DF-#15-PH3 with Carlisle 2 VersiWeld or VersiWeld Plus induction
(Optional) One or more layers, an 1 per 2.7 ft
W-69. | plywood or cor’:'\bination loose laid Yers, any isoweld TPO Plate or SFS isoweld F1- 15 part 4 8 t board welded with SFS isoweld® 3000 stand-up -67.5
wood plank ! P-6.8-TPO Plate (12 parts per 4x O} tool.

TABLE 1F: WOOD DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER

G Insulation Layer (Note 3, Note 13) Roof Cover (Note 15) .
ystem
Deck (Note 1) Attach Fastener Lap Seam
No. T M F (Note 11) Lap Width (psf)
ype o embrane astener (Note ol ap Widt Sl Weld
. . VersiWeld, min. 60- . .
W-70. Min. 19/32-inch CDX plywood | One or more I-ayers, Prelim. Attach mil or VersiFleece HPV-X Fastener with HPV-X Plate 12-inch o.c. 5.5-inch 114.5-inch 1'5-|?Ch -22.5
or wood plank; 2 ft spans any combination o.c. outside
FRTPO
w-71, | Min- 18/32-inch CDX plywood | One or more lavers, | o ;o avach | versiFleece TPO HPV-X Fastener with HPV-X Plate g-nchoc. | S55idnch | 385nch | 15nch o5 g
or wood plank; 2 ft spans any combination o.c. outside
. . VersiWeld, min. 60- . .
W-72. Min. 19/32-inch CDX plywood | One or mgre I'ayers, Prelim. Attach mil or VersiFleece HPV-X Fastener with HPV-X Plate 6-inch o.c. 5.5-inch 114.5-inch l'S_I?Ch -45.0
or wood plank; 2 ft spans any combination o.c. outside
FR TPO
W-73. Min. 19/32-inch CDX plywood One or mgre I'ayers, Prelim. attach Ve'rS|WeId, min. 60- HPV-XL Fastener with HPV-XL Plate 12-inch o.c. 5.5-inch 90.5-inch l'S_I?Ch -45.0
or wood plank; 2-ft spans any combination mil o.c. outside
w-74, | Min. 19/32-inch CDX plywood | One ormore layers, | o oo | versiFleece FRTPO | HPV-XL Fastener with HPV-XL Plate Gincho.c. | S.5inch | c*oinch | L.5-nch o o
or wood plank; 2 ft spans any combination o.c. outside
HPV-X Fastener with HPV-X Plate or
Min. 19/32-inch pl .5-inch 1.5-inch
W-75. in. 19/32-inch plywood or Oncgly mgre I'ayers, Prelim. attach VersiWeld #15 Roofgrip with 2-3/8” Eyehook 6-inch o.c. 5.5-inch 90.5-inc > Ihc -52.5
wood plank; 2-ft spans any combination o.c. outside
Seam Plate (AccuSeam)
. - HPV-X Fastener with HPV-X Plate or . .
w-76. | Min- 19/32-inch plywood or | One ormore lavers, | p oy sirach | Versiweld #15 Roofgrip with 2-3/8” Eyehook 6-ncho.c. | 55dnch | 0&->Inch | 1.5dnch 1 g7 o
wood plank; 2-ft spans any combination o.c. outside
Seam Plate (AccuSeam)
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NEmMO | etc.e
TABLE 16: WOOD DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE D-2: INSULATED, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

. Insulation (Note 3, Note 13) Base Sheet Roof Cover (Note 15) i
ystem
Deck (Note 1)
No. Type Attach Base Sheet Fastener Attach Membrane Adhesive (psf)
(Note 2, Note 11)
Min. 19/32-inch plywood; | One or more layers, | Loose- Atlas Summit Synthetic Vers!co Insultite and .12-|nch o.c. at the Tgh laPQed 124 VersiWeld QA Self-
W-77. - R Versico Seam inch o.c. at three, equally spaced rows -120.0
2-ft spans any combination laid Underlayment . . TPO adhered
Fastening Plate in the center of the sheet.

TABLE 1H: WOOD DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE E-1: NON-INSULATED, MECHANICALLY ATTACHED ROOF COVER

Thermal Barrier Roof Cover (Note 15)
System Deck (Note 1) Attach Fast S MDE
No. ac astener . . eam of
Type Note 5 Membrane Fastener (Note 11) spacing Lap Width | Lap Spacing T (psf)
. . (Optional) Any R VersiWeld, min. 60- . .
w-7g, | Min-19/32-inch CDX plywood | - 0 0 fipormay | Prelim. mil or VersiFleece | HPV-X Fastener with HPV-X Plate 12-incho.c. | 5.5-inch 114.5-inch L5inch | 55
or wood plank; 2 ft spans barrier Attach FRTPO o.c. outside
. . (Optional) Any . . .
W-79. Min. 19/32-inch CDX plywood approved thermal Prelim. VersiFleece TPO HPV-X Fastener with HPV-X Plate 6-inch o.c. 5.5-inch 138.5-inch 15 I?Ch -37.5
or wood plank; 2 ft spans barrier Attach o.c. outside
. . (Optional) Any . VersiWeld, min. 60- . .
w-go, | Min- 19/32-inch CDX plywood |\ iharmal | Prefim- mil or VersiFleece | HPV-X Fastener with HPV-X Plate 6-incho.c. | 5.5-inch 114.5-inch L5-nch | 0
or wood plank; 2 ft spans barrier Attach FRTPO o.c. outside
. . (Optional) Any . \ . .
w-g1, | Min- 19/32-inch CDX plywood | 0o oy thermal | PrEi™. versiweld, min. 60- | Loy xi Fastener with HPV-XLPlate | 12-incho.c. | S5inch | 905-dnchoc. | —>"M | 450
or wood plank; 2-ft spans barrier Attach mil outside
) . (Optional) Any . .
w-g2, | Min- 18/32-inch CDX plywood | o iharmal | Prefim. VersiFleece FRTPO | HPV-XL Fastener with HPV-XL Plate ginchoc. | S55dinch | 545inchoc | TN | 45
or wood plank; 2 ft spans barrier Attach outside
HPV-X Fastener with HPV-X Plate or
Code compliant sheathing (Optional) Any prelim Versiweld or #15 Roofgrip with 2-3/8” Eyehook 48-inch o.c. 1.5-inch
W-83. | over nominal No. 2 wood approved thermal ’ X Seam Plate (AccuSeam) installed 6-inch o.c. 5.5-inch (over structural _— -75.0
. ) Attach VersiFleece FR TPO . outside
trusses; 2 ft span barrier through wood sheathing to engage members)
structural members
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NEmMO | etc.e

TABLE 11: WOOD DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER
SYSTEM TYPE E-2: NON-INSULATED, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

System Thermal Barrier Base Sheet Roof Cover (Note 15) MDP
Deck (Note 1) .
No. Type Attach Base Sheet Fastener (Note 2, Note 11) Attach Membrane Adhesive (psf)
. . (Optional) Any Atlas Summit Versico Insultite and 12-inch o.c. at the 4-inch laps and 12- R
Min. 19/32-inch pl ; . . . . VersiWeld QA
W-84. in. 19/32-inch plywood; approved thermal Loose-laid | Synthetic Versico Seam Fastening inch o.c. at three, equally spaced rows ersiweld Self-adhered | -120.0
2-ft spans . . TPO
barrier Underlayment Plate in the center of the sheet.

TABLE 1;: WOOD DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) OR RECOVER

SYSTEM TYPE G: OPTIONAL INSULATION, LOOSE-LAID ROOF COVER, PRESSURE EQUALIZING VENT

Deck Roof Cover
System ec Air Barrier Insulation Underlayment MDP

No. (Note 1) Type Attach sf

Min. 15/32- All joints and penetrations sealed ‘Optlor)al) Any fire classified roof 12-inch W|de. strips of polyprop\./le.ne, air ‘ VacuSeal Ven'F |nstaIIAed in

. . R . insulation and/or coverboard permeable filter fabric, loose laid in a VersiWeld or accordance with Verisco
W-85. inch, Type B-C with Versico 725TR in accordance - R R . . X X . -97.5

. . . combination, any thickness, loose- crossing pattern, connecting the VacuSeal | VersiWeld HS instructions, spaced maximum
plywood with Versico requirements. - e
laid with staggered joints Vents 50 ft o.c.
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TABLE 2A: STEEL DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck VR R e e MDP
No. (Note 1) ac ac jcati sf
Type (Notes 6,7,8) Type (Notes 6,7,8) Membrane Application
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
Min. 22 ga., (Optional) VapAir Min. 1.5-inch VersiCore Flexible DASH or Flexible ere:;:l?b?:SH
SC-1 type B, Grade | Seal MD, self- T " | DASH DT (RIBBON, 6-inch | (Optional) Additional layer(s) base insulation VersiWeld LVOC BA -52.5
33 steel adherin SecursShield o.c. @ every deck flange) DASH DT
& © Y & (RIBBON)
Min. 22 ga., (Optional) VapAir Min. 1.5-inch VersiCore Flexible DASH or Flexible le_e:::l?b?:SH
SC-2 type B, Grade | Seal MD, self- o | DASH DT (RIBBON, 6-inch | (Optional) Additional layer(s) base insulation VersiWeld VersiWeld BA -75.0
33 steel adherin securshield o.c. @ every deck flange) DASH DT
J . v s (RIBBON)
Insulation: (Optional) Additional layer(s) base
insulation .
Min. 22 ga., (Optional) VapAir Min. 1.5-inch VersiCore Flexible DASH or Flexible Coverboard: Min. 0.25-inch DensDeck Prime or (F)Le:;:l?bllj:SH LVOC BA or
SC-3 type B, Grade | Seal MD, self- T " | DASH DT (RIBBON, 6-inch | SECUROCK Gypsum-Fiber Roof Board or min. 0.5- VersiWeld X -82.5
R SecurShield X k X DASH DT VersiWeld BA
33 steel adhering o.c. @ every deck flange) inch SecurShield HD, SecurShield HD Plus or (RIBBON)
DuraStorm VSH or min. 1.5-inch SecurShield,
SecurShield HD Composite
. . . (Optional) Additional layer(s) base insulation, .
Min.22ga., | (Optional) VapAir gﬂe'cr:rls':i:;g:;/ré'rcore' Flexible DASH or Flexible | min. 0.25-inch DensDeck Prime or SECUROCK zlre:;::b?:SH Cav-Grin 3V
SC-4 type B, Grade | Seal MD, self- . DASH DT (RIBBON, 6-inch | Gypsum-Fiber Roof Board or min. 0.5-inch VersiWeld P -82.5
. SecurShield HD Y . DASH DT A/P
33 steel adhering . o.c. @ every deck flange) | SecurShield HD, SecurShield HD Plus or
Composite (RIBBON)
DuraStorm VSH
Min. 22 ga., (Optional) VapAir (Optional) Min. 1.5-inch Flexible DASH or Flexible Insulation: (Optional) Additional layer(s) base (F)Le:;:l?bllj:SH ijg_f\r/'gé’\éA
SC-5 type B, Grade Seal MD, self- P . T DASH DT (RIBBON, 6-inch | insulation VersiWeld P -82.5
R VersiCore, SecurShield ) . DASH DT or VersiWeld
33 steel adhering o.c. @ every deck flange) | Coverboard: Min. 2-inch DuraFaceR
==Ehods (RIBBON) BA
Min. 22 ga., . . . Flexible DASH or Flexible Cav-Grip 3V
SC-6 type B, Grade | None gﬂe'cnurls:";;h versiCore, | b ASH DT (RIBBON, 6-inch | None N/A Versiweld | A/Por -105.0
33 steel o.c. @ every deck flange) VersiWeld BA
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
. R . (Optional) Additional layer(s) base insulation, . .
Min. 22 ga., (Optional) VapAir Min. 1'5_ irgQ VersiCore, Flexible DASH or Flexible min. 0.25-inch DensDeck Prime or SECUROCK FIeXIbI? DASH . FIeX|bI(.e DASH
SecurShield and/or R . R R or Flexible VersiFleece or Flexible
SC-7 type B, Grade | Seal MD, self- . DASH DT (RIBBON, 6-inch | Gypsum-Fiber Roof Board or min. 0.5-inch -82.5
. SecurShield HD . . DASH DT TPO DASH DT
33 steel adhering R o.c. @ every deck flange) | SecurShield HD, SecurShield HD Plus or
Composite (RIBBON) (FULL)
DuraStorm VSH
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TABLE 2A: STEEL DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck VR R e e MDP
No. Note 1 ac ac jcati sf
(Note 1) Type Notes 6.7 8 Type Notes 6.7 8 Membrane Application
Min. 22 ga., (Optional) VapAir Min. 1.5'-|nch VersiCore, Flexible DASH or Flexible (O.ptlonal).AddltlonaI Iayer(s) base |n.sulat|or1, FIeX|b|(.e DASH .
sc-8 tvoe B. Grade | Seal MD. self- SecurShield and/or DASH DT (RIBBON, 6-inch min. 0.25-inch DensDeck Prime or min. 0.5-inch or Flexible VersiFleece | HydroBond 825
3gpsteél S herine SecurShield HD oc. @ every deck flange) | SECUrShield HD, Securshield H Plus or DASH DT PO wB :
J Composite - v & DuraStorm VSH (RIBBON)
Min. 22 ga., (Optional) VapAir . . . Flexible DASH or Flexible Insulation: (Optional) Additional layer(s) base FIeX'bI? DASH . F'e’"b'? DASH
(Optional) Min. 1.5-inch R T or Flexible VersiFleece | or Flexible
SC-9 type B, Grade | Seal MD, self- . . DASH DT (RIBBON, 6-inch | insulation -82.5
33 steel adherin VersiCore, SecurShield o.c. @ every deck flange) c board: Min. 2-inch DuraEaceR DASH DT TPO DASH DT
g .C. y g overboard: Min. 2-inch DuraFace (RIBBON) (FULL)
Min. 22 ga., Min. 1.5-inch VersiCore, Flexible DASH or Flexible VersiFleece (Fnlres;:l?bll):SH
SC-10 type B, Grade None T ’ | DASH DT (RIBBON, 6-inch | None N/A -105.0
SecurShield TPO DASH DT
33 steel o.c. @ every deck flange)
(FULL)
VERSIFLEECE RL™ APPLICATIONS:
Min. 22 ga., (Optional) VapAir . . . Flexible DASH or Flexible
SC-11 type B, Grade | Seal MD, self- Min. 1.5-inch VersiCore DASH DT (RIBBON, 6-inch | None N/A VersiFleece RL™ -82.5
. RL
33 steel adhering o.c. @ every deck flange)
Insulation: (Optional) Additional | b i
Min.22ga, | (Optional) VapAir | . . . | Flexible DASH or Flexible % (Optional) Additional layer(s) base CF)'re:;::b?:SH
-12 t B, Grad Seal MD, self- e ’ DASH DT (RIBBON, 6-inch VersiFl RL™ -82.
S8 3§p:teél rade aZierin  5€ SecurShield 0c. @ evé deck’flar:nce) Coverboard: Min. 0.5-inch SecurShield HD RL or DASH DT ersirieece 82.5
€ N 4 g min. 1.5-inch VersiCore RL (RIBBON)
Min. 22 ga., Min. 1.5-inch VersiCore Flexible DASH or Flexible Flexible DASH
SC-13 type B, Grade | None SeCL;rS.hieId | DASH DT (RIBBON, 6-inch | Min. 0.5-inch SecurShield HD RL or Flexible VersiFleece RL™ -105.0
33 steel o.c. @ every deck flange) DASH DT (FULL)
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TABLE 28: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

R _— Base Insulation Layer Top Insulation Layer(s) i R
ystem ec oof Cover
Fastener Attach Attach
No. (Note 1) T T (Note 15) (psf)
ype (Note 2, Note 11) (Note 17) ype (Notes 6,7,8)
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
Min. 0.5-inch
Min. 22 ga., type B, Grade X VersiWeld / Aqua Base 120,
DensDeck foll db
SC-14 33 steel or min. 2,500 psi m?:s 5 %C_in; OWEABY | Note 2 21 7”‘;‘; Min. 1.5-inch Insulam (OSB) {;T;';’éeNDgsi:ch oc) | CavGrin3VA/Por versield | -37.5*
structural concrete | ' ! e BA
Insulfoam VIII
Min. 22 ga, type B, Grade Insulation: (Optional) Additional layer(s)
in. Lty 3 . . - . .
K . Min. 1.5-inch 1 per base insulation Flexible DASH . .
-1 33 steel . 2,500 Note 2 VersiWeld / Versiweld BA -37.5%
SC15 strjctejr;rcr:;:ret’e PSL 1 Versicore, SecurShield | o 3.2ft2 | Coverboard: Min. 0.25-inch SECUROCK (RIBBON) ersiWeld / Versiweld 37:5
Ultralight Coated Glass-Mat Roof Board
Insulation: (Optional) Additional layer(s)
Min. 22 ga., type B, Grade . . base insulation Flexible DASH or . )
Min. 1.5-inch 1 VersiWel - V A/P,
SC-16 33 steel or min. 2,500 psi Ve'fsi COSr emgecurshiel g | Note2 5 7":} Coverboard: Min. 0.25-inch DEXcell FA Flexible DASH DT Lsg(': Bi‘ir/ \(/:::’SIS\;:’I d3B A/ ' | -45.0%
structural concrete ’ ' Glass Mat Roof Board or min. 0.4375-inch (RIBBON)
DEXcell Cement Roof Board
Insulation: (Optional) Additional layer(s
Min. 22 ga., type B, Grade Min. 1.5-inch 1 per ba:—:‘ inlsulaiiopn ‘ ) ” ver(s) Flexible DASH or VersiWeld / Aqua Base 120,
SC-17 33 steel or min. 2,500 psi o . Note 2 P R \ . Flexible DASH DT Cav-Grip 3V A/P, LVOC BA or -45.0*
VersiCore, SecurShield 3.2 ft Coverboard: Min. 0.25-inch SECUROCK .
structural concrete _— (RIBBON) VersiWeld BA
Gypsum-Fiber Roof Board
Min. 0.5-inch
Min. 22 ga., type B, Grade . . .
K ) DensDeck followed by 1 per ) . . Flexible DASH VersiWeld / Cav-Grip 3V A/P,
- . . R Note 2 .2.0- -45.0*
SC-18 :tijijlsrc:r'lzr:tes 00Psi | Hhin. 2.0-inch ot 2.0ft | Min-2.0-inch Insulfoam HD Composite (RIBBON, 6-inch 0.c.) | LVOC BA or Versiweld BA 450
Insulfoam VIII
; i i Insulation: (Optional) Additional layer(s
Min. 22 ga., type B, Grade Min. 1.5-inch i:;ﬁl'}_l\;f/rlsr"c;:::iz:'te 1 per rse insula'(cioi ) ver(s) Flexible DASH or VersiWeld (min. 60-mil) /
SC-19 33 steel or min. 2,500 psi . . Fastening Plat P 2 . X i Flexible DASH DT Cav-Grip 3V A/P or VersiWeld -45.0
tructural concrete VersiCore, SecurShield astening Plate 2.0 ft Coverboard: Min. 1-inch VersiCore, (RIBBON) BA
stru Concrete: Note 2 SecurShield
Min. 22 ga., type B, Grade el Versico Insultite Insulation: (Optional) Additional ayer(s) Flexible DASH or VersiWeld (min. 60-mil) /
) v ! ) Min. 2-inch VersiCore, | with HPV Insulation 1 per base insulation . . : ;
SC-20 33 steel or min. 2,500 psi . Fastening Plat ) . . . Flexible DASH DT Cav-Grip 3V A/P or VersiWeld -52.5
tructural concrete SecurShield astening Plate 2.0 ft Coverboard: Min. 0.5-inch VersiCore, (RIBBON, 6-inch o.c.) BA
S Concrete: Note 2 SecurShield ’ e
Insulation: (Optional) Additional layer(s)
. Steel: Versico Insultite . : .
. . b lat
Min. 22 ga., type B, Grad'e Min. 1.5-inch with HPV Insulation 1 per ase Insula |on' ) ) Flex!ble DASH or VersiWeld / Cav-Grip 3V A/P,
SC-21 33 steel or min. 2,500 psi VersiCore. SecurShield | Fastening Plate 1.8 ft2 Coverboard: Min. 0.5-inch SecurShield Flexible DASH DT LVOC BA or G200SA YBA -52.5
structural concrete ! Concrete: Note 2 ' HD, SecurShield HD Plus or DuraStorm (RIBBON, 6-inch o.c.)
VSH
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TABLE 28: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s)
System Deck — - e Roof Cover MDP
No. (Note 1) T BB Attac T ac (Note 15) sf
ype (Note 2, Note 11) (Note 17) ype (Notes 6,7,8)
Insulation: (Optional) Additional layer(s)
; Steel: Versico Insultite base insulation ) . . ]
Min. 22 ga., t}lpe B Grad.e Min. 1.5-inch with HPV Insulation 1 per Coverboard: Min. 0.5-inch DensDeck Flex!ble DASHGF VerS|We|d (min. 60-m||)./
SC-22 33 steel or min. 2,500 psi Versic S Shield | Fastening Plate 502 7P - SECUROCK G Fiber Roof Flexible DASH DT Cav-Grip 3V A/P or VersiWeld -60.0
structural concrete ersitore, ecur>hie ' rme, YpSUM-FIbEr Roo (RIBBON) BA
Concrete: Note 2 Board, SecurShield HD, SecurShield HD
Plus or DuraStorm VSH
Min. 22 ga., type B, Grade Steel: Versico Insultite Insulation: (Optional) Additional layer(s) Versiweld (min. 60-mil) /
5c23 33 s.teel or.;nin 5 5’00 i Min. 1.5-inch with HPV Insulation 1 per base insulation Flexible DASH Cav-Grio 3V A/P' or Versiweld 60.0
structural Conc;et’e P VersiCore, SecurShield | Fastening Plate 2.0ft2 | Coverboard: Min. 0.5-inch DEXcel FA (RIBBON) BA P :
Concrete: Note 2 Glass Mat Roof Board
| I Insulation: (Optional) Additional layer(s)
. Steel: Versico Insultite . . .
. . b lat
Min. 22 ga., type B, Grad.e Min. 2-inch VersiCore, | with HPV Insulation 1 per vse INSUN lon. . ) Flex!ble DASH or VersiWeld / Cav-Grip 3V A/P,
SC-24 33 steel or min. 2,500 psi . ing Pl 2 Coverboard: Min. 0.5-inch SecurShield Flexible DASH DT . -60.0
SecurShield Fastening Plate 1.8 ft PEE—— . LVOC BA or VersiWeld BA
structural concrete Concrete: Note 2 HD, SecurShield HD Plus or DuraStorm (RIBBON, 6-inch o.c.)
VSH
Insulation: (Optional) Additional layer(s)
. i i base insulati
Min. 22 ga., type B, Grade Min. 2-inch VersiCore i:;ﬁl'}_l\;f/rlsr']c;::;g:'te 1 per Case |zsu ad.IOMn_ 0.5-inch DensDeck Flexible DASH or VersiWeld (min. 60-mil) /
$C-25 33 steel or min. 2,500 psi e | teming Pt per | soverboard: Min. 0.>-inch Densbec Flexible DASH DT Cav-Grip 3V A/P or VersiWeld | -67.5
structural concrete SecurShield astening Plate 1.6 ft Prime, SECUROCK Gypsum-Fiber Roof (RIBBON, 6-inch o.c.) BA
Concrete: Note 2 Board, SecurShield HD, SecurShield HD ! e
Plus or DuraStorm VSH
Min. 22 ga., type B, Grade Steel: Versico Insultite Insulation: (Optional) Additional layer(s) Versiweld (min. 60-mil) /
$C-26 33 s.teel or.;nin > 5’00 i Min. 2-inch VersiCore, | with HPV Insulation 1 per base insulation Flexible DASH Cav-Grip 3V A/F; or Versiweld 67.5
structural conc;'etle P SecurShield Fastening Plate 1.6 ft> | Coverboard: Min. 0.5-inch DEXcel FA (RIBBON, 6-inch o.c.) BA P ’
Concrete: Note 2 Glass Mat Roof Board
Min. 22 ga., type B, Grade Steel: Versico Insgitite Insulation: (Optional) Additional layer(s) Flexible DASH or VersiWeld (min. 60-mil) /
. v ! ) Min. 2-inch VersiCore, | with HPV Insulation 1 per base insulation . . : ;
SC-27 33 steel or min. 2,500 psi . Fastening Plat 2 . X i Flexible DASH DT Cav-Grip 3V A/P or VersiWeld -75.0
tructural concrete SecurShield astening Plate 1.6 ft Coverboard: Min. 1-inch VersiCore, (RIBBON, 6-inch o.c.) BA
stru Concrete: Note 2 SecurShield ’ e
Min. 22 ga, type B, Grade Steel: Versico Insultite Insulation: (Optional) Additional layer(s) Flexible DASH o
sc-28 33 steel or min. 2,500 psi | VM- L:5-inch witigg¥nsulation Lper | baseinsulation Flexible DASH DT VersiWeld / G200SA YBA 75.0
structural conc;et’e P VersiCore, SecurShield | Fastening Plate 1.3 ft*> | Coverboard: Min. 0.5-inch SecurShield HD (FULL) ’
Concrete: Note 2 or SecurShield HD Plus
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TABLE 28: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

NEmoO | etc.e

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer(s)
System Deck — - e Roof Cover MDP
No. (Note 1) T BB Attac T ac (Note 15) sf
ype (Note 2, Note 11) (Note 17) ype (Notes 6,7,8)
| I Insulation: (Optional) Additional layer(s)
. Steel: Versico Insultite . . 3
. . b lat
Min. 22 ga., type B, Grade |\, ) o ;o with HPV Insulation Lper | -oseinsuiaton , , FISQL O~ Q@ VersiWeld / Cav-Grip 3V A/P,
SC-29 33 steel or min. 2,500 psi ) . } , | Coverboard: Min. 0.5-inch SecurShield Flexible DASH DT . -82.5
VersiCore, SecurShield | Fastening Plate 1.3 ft s ea—— LVOC BA or VersiWeld BA
structural concrete Concrete: Note 2 HD, SecurShield HD Plus or DuraStorm (FULL)
VSH
. i i Insulation: (Optional) Additional |
Min. 22 ga., type B, Grade Min. 2-inch VersiCore i:sﬁlh\;t\?/rilf;ll:tsig:lte 1 per bnassueei‘nI:ur}aiioz Y A jixible DASH or VersiWeld (min. 60-mil) /
SC-30 33 steel in. 2,500 psi e ’ . . i i Flexible DASH DT Cav-Grip 3V A/P or VersiWeld -82.5
¢ S :e olr min X pst SecurShield Fastening Plate 1.0ft> | Coverboard: Min. 1-inch VersiCore, (FEXLIL)e BZV e /P or Versiwe
structural concrete Concrete: Note 2 securshield
Insulation: (Optional) Additional layer(s)
; Steel: Versico Insultite base insulation . . ) )
Min. 22 ga. B FI le DASH VersiWel . 60-mil
n. 22 ga., type ! Grad.e Min. 2-inch VersiCore, | with HPV Insulation 1 per Coverboard: Min. 0.5-inch DensDeck ex!b e DASH or erstive d (min. 60-mi )./
SC-31 33 steel or min. 2,500 psi . . R T X Flexible DASH DT Cav-Grip 3V A/P or VersiWeld -82.5
structural concrete SecurShield Fastening Plate 1.0ft Prime, SECUROCK Gypsum-Fiber Roof (FULL) BA
Concrete: Note 2 Board, SecurShield HD, SecurShield HD
Plus or DuraStorm VSH
. i i Insulation: (Optional) Additional |
Min. 22 ga., type B, Grade Min. 2-inch VersiCore i:iiﬁlﬁ\;flrf;csz::tsigglte 1 per bnassueei‘nz)ur}a'(cioz - tonallayerts) VersiWeld (min. 60-mil) /
-32 33 steel in. 2,500 psi e ’ ] Flexible DASH (FULL, Cav-Grip 3V A/P or VersiWeld -82.
SC3 strjcfjra()lrc:r:rc]re'ée pst SecurShield Fastening Plate 1.0 ft* | Coverboard: Min. 0.5-inch DEXcell FA exible DASH (FULL) B:V e /P or Versiwe 825
Concrete: Note 2 Glass Mat Roof Board
| | Insulation: (Optional) Additional layer(s)
. Steel: Versico Insultite . . .
. . b lat
Min. 22 ga., type B, Grad.e Min. 2-inch VersiCore, | with HPV Insulation 1 per ase Insula |on. . . FIEX!bIe DASH or VersiWeld / Cav-Grip 3V A/P,
SC-33 80 steel or min. 2,500 psi R . Coverboard: Min. 0.5-inch SecurShield Flexible DASH DT i -90.0
SecurShield Fastening Plate 1.3 ft? _— LVOC BA or VersiWeld BA
structural concrete Concrete: Note 2 HD, SecurShield HD Plus or DuraStorm (FULL)
VSH
Insulation: (Optional) Additional layer(s)
; Steel: Versico Insultite base insulation . . ) )
Min. 22 ga. B FI le DASH VersiWel . 60-mil
" £a., type ! Grad.e Min. 2-inch VersiCore, | with HPV Insulation 1 per Coverboard: Min. 0.5-inch DensDeck ex!b e DASH or ers! .e d (min. 60-mi )./
SC-34 80 steel or min. 2,500 psi . . 2 _— X Flexible DASH DT Cav-Grip 3V A/P or VersiWeld | -112.5
structural concrete SecurShield Fastening Plate 1.0 ft Prime, SECUROCK Gypsum-Fiber Roof (FULL) BA
Concrete: Note 2 Board, SecurShield HD, SecurShield HD
Plus or DuraStorm VSH
5 i i Insulation: (Optional) Additional layer(s
Min. 22 ga., type B, Grade Min. 2-inch VersiCore a:;:lh\s/rlsrl]cszll:tsigl:te 1 per base insula'(ciolrjw ) vert VersiWeld (min. 60-mil) /
- 80 steel in. 2,500 psi T ’ . i D LL, Cav-Grip 3V A/P or VersiWeld -112.
S35 et S P securshield Fastening Plate 1.0ft2 | Coverboard: Min. 0.5-inch DEXcell FA Flexible DASH (FULL) on P /P or Versie >
Concrete: Note 2 Glass Mat Roof Board
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TABLE 28: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

NEmoO | etc.e

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer(s)
System Deck — - e Roof Cover MDP
No. (Note 1) T BB Attac T ac (Note 15) (psf)
ype (Note 2, Note 11) (Note 17) ype (Notes 6,7,8)
Min. 22 ga., type B, Grade Steel: Versico Insultite Insulation: (Optional) Additional layer(s) Flexible DASH or VersiWeld (min. 60-mil) /
: M ! Min. 2-inch VersiC ith HPV Insulati 1 base insulati :
SC-36 80 steel or min. 2,500 psi S aach il It per | baseinsuiation , Flexible DASH DT Cav-Grip 3V A/P or VersiWeld | -135.0
tructural concrete SecurShield astening Plate 1.0 ft Coverboard: Min. 1-inch VersiCore, (FULL) BA
struc Concrete: Note 2 SecurShield
Min. 22 ga., type B, Grade Min. 0.5-inch 1 per Min. 1.5-inch ACFoam I, VersiCore, VersiWeld / Aqua Base 120,
SC-37 33 steel or min. 2,500 psi DensDeck or Note 2 5 (;)ftz SecurShield, ENRGY 3 followed by Min. OB500 Cav-Grip 3V A/P or VersiWeld | -37.5*
structural concrete DensDeck Prime ' 0.25-inch DensDeck Prime BA
Insulation: (Optional) Additional |
Min. 22 ga., type B, Grade Min. 2-inch VersiCore 1 per 7bnassueei‘n|:unlaiior:1 fonal) ftional layer(s) VersiWeld / Aqua Base 120,
SC-38 33 steel or min. 2,500 psi e ’ | Note2 ) . 0B500 Cav-Grip 3V A/P, LVOC BA or -37.5%
' PSt 1 securShield ote 4.0 | Coverboard: Min 0.25-inch SECUROCK v-Grip 3V A/
structural concrete - VersiWeld BA
Gypsum-Fiber Roof Board
Min. 22 ga., type B, Grade Min. 1.5-inch ACFoam 1 per VersiWeld / Aqua Base 120,
SC-39 33 steel or min. 2,500 psi 11, VersiCore, Note 2 ) (;)ftz Additional layers of base insulation OB500 Cav-Grip 3V A/P or VersiWeld | -45.0*
structural concrete SecurShield, ENRGY 3 ' BA
Insulation: (Optional) Additional layer(s
Min. 22 ga., type B, Grade Min. 1.5-inch ACFoam > - I (. Y ) ” ver(s) . .
SC-40 33 steel or min. 2,500 psi | II, VersiCore Note 2 Lper | base insulation 0B500 VersiWeld / Cav-Grip VA/P, | .
&L P ! ) 2.0ft> | Coverboard: Min. 1.5-inch SecurShield HD LVOC BA or VersiWeld BA ’
structural concrete SecurShield, ENRGY 3 —
Composite
. X X Insulation: (Optional) Additional layer(s)
Min. 22 ga., type B, Grade Min. 1.5-inch ACFoam e " .
A ) : 1 per base insulation VersiWeld / Aqua Base 120 or
SC-41 33 steel or min. 2,500 psi I, VersiCore, Note 2 2 . . 0OB500 . -45.0*
) 2.0 ft Coverboard: Min. 0.25-inch DensDeck, VersiWeld BA
structural concrete SecurShield, ENRGY 3 —_—
DensDeck Prime
Insulation: (Optional) Additional |
Min. 22 ga., type B, Grade Min. 1.5-inch ACFoam 1 ver bnassueai‘nfur}aiioa fonal) itional layer(s)
SC-42 33 steel or min. 2,500 psi I, VersiCore, Note 2 P N . . 0OB500 VersiWeld / Cav-Grip 3V A/P -45.0*
structural concrete SecurShield, ENRGY 3 20ft Coverboard: Min. 0.25-inch DensDeck
! Prime
Min. 22 ga., type B, Grade Min. 0.5-inch . . . VersiWeld / Aqua Base 120,
SC-43 33 steel or min. 2,500 psi DensDeck or Note 2 1 perz Min. 1'5_ inch ACFoam Il, VersiCore, 0OB500 Cav-Grip 3V A/P or VersiWeld | -45.0*
structural concrete DensDeck Prime 20ft Securshield, ENRGY 3 BA
Min. 22 ga., type B, Grade Min. 2.0-inch ACFoam 1 per VersiWeld / Aqua Base 120,
SC-44 33 steel or min. 2,500 psi 11, VersiCore, Note 2 4 (?ftz Additional layers of base insulation 0OB500 Cav-Grip 3V A/P or VersiWeld | -45.0*
structural concrete SecurShield, ENRGY 3 ’ BA
Insulation: (Optional) Additional layer(s
Min. 22 ga., type B, Grade Min. 2.0-inch ACFoam > - I (. pH ) " ver(s) . .
K ) . 1 per base insulation VersiWeld / Cav-Grip 3V A/P,
SC-45 33 steel or min. 2,500 psi 11, VersiCore, Note 2 R . . . 0OB500 . -45.0*
. 4.0 ft Coverboard: Min. 1.5-inch SecurShield HD LVOC BA or VersiWeld BA
structural concrete SecurShield, ENRGY 3 7Composite
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TABLE 28: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

NEmoO | etc.e

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONIED ROOF COVER
Base Insulation Layer

Top Insulation Layer(s)

structural concrete

DensDeck Prime

0.25-inch DensDeck Prime

System Deck — - e Roof Cover MDP
No. (Note 1) T BB Attac T ac (Note 15) (psf)
ype (Note 2, Note 11) (Note 17) ype (Notes 6,7,8)
. . . Insulation: (Optional) Additional layer(s)
Min. 22 ga., type B, Grade Min. 2.0-inch ACFoam . .
. ) ) 1 per base insulation VersiWeld / Aqua Base 120 or
SC-46 33 steel or min. 2,500 psi Il, VersiCore, Note 2 2 X . 0OB500 . -45.0*
. 4.0ft Coverboard: Min. 0.25-inch DensDeck, VersiWeld BA
structural concrete SecurShield, ENRGY 3 —_—
DensDeck Prime
Insulation: ional) Additional |
Min. 22 ga., type B, Grade Min. 2.0-inch ACFoam 1 per 7bnasst,;ai1:‘|:>unlai%;tlona ) Additional ayer(s)
SC-47 33 steel or min. 2,500 psi 11, VersiCore, Note 2 P N . . OB500 VersiWeld / Cav-Grip 3V A/P -45.0*
structural concrete SecurShield, ENRGY 3 4.0ft Coverboardelilin, 0.%5-incRgensDecH
! Prime
Insulation: (Optional) Additional layer(s
Min. 22 ga., type B, Grade Min. 1.5-inch 1 per baslj-z inlsulaiio’; : ) ” ver(s) VersiWeld / Aqua Base 120,
SC-48 33 steel in. 2,500 psi Y ) Note 2 0B500 Cav-Grip 3V A/P, LVOC BA -45.0*
steeformin PSt | Versicore, Securshield | "o 32f | Coverboard: Min. 0.25-inch SECUROCK av-Grip 3V A/ or
structural concrete . VersiWeld BA
Gypsum-Fiber Roof Board
. Insulation: (Optional) Additional layer(s) .
Min. 22 ga., type B, Grade Min. 2-inch VersiCore 1 per rse insulation VersiWeld / Aqua Base 120,
SC-49 33 steel or min. 2,500 psi S L ” | Note?2 P N . X OB500 Cav-Grip 3V A/P, LVOC BA or -45.0*
ecurShield 2.7 ft Coverboard: Min 0.25-inch SECUROCK )
structural concrete — VersiWeld BA
Gypsum-Fiber Roof Board
Insulation: (Optional) Additional layer(s
Min. 22 ga., type B, Grade . . . > - I (. pH ) " ver(s) VersiWeld / Aqua Base 120,
5C-50 33 steel or min. 2,500 psi | M- Zrinch VersiCore, |\ Lper | baseinsulation 0B500 Cav-Grip 3V A/P, LVOCBAor | -60.0
SecurShield 1.6 ft? Coverboard: Min 0.25-inch SECUROCK .
structural concrete Y VersiWeld BA
Gypsum-Fiber Roof Board
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
Min. 22 ga., type B, Grade Min. 0.5-inch Dens 1 per Flexible DASH VersiFleece TPO / Flexible
SC-51 33 steel or min. 2,500 psi Deck followed by min. | Note 2 ) 7pft2 Min. 1.5-inch Insulam (OSB) (RIBBON, 6-inch 0.c.) DASH or Flexible DASH DT -37.5*%
structural concrete 2.0-inch Insulfoam VI 7 ! e (RIBBON, 6-inch o.c.)
One or more layers
Insulation: (Optional) Additional |
Min. 22 ga., type B, Grade | Vin- 1-5-inch Insulation: (Optional) Additional layer(s) | o\ .\ bac or VersiFleece TPO / Flexible
VersiCore, MP-N or 1 per base insulation
SC-52 33 steel or min. 2,500 psi § . Note 2 R ) ) Flexible DASH DT DASH or Flexible DASH DT -37.5*
structural concrete MP-W, SecurShield, 2.0 ft Coverboard: Min. 0.25-inch DensDeck (RIBBON) (RIBBON, 12-inch o.c.)
ENRGY 3, or AC Foam Prime ’ o
1l
Min. 22 ga., type B, Grade Min. 0.5-inch 1 per Min. 1.5-inch Kingspan GreenGuard Flexible DASH VersiFleece TPO / Flexible
SC-53 33 steel or min. 2,500 psi DensDeck or Note 2 202 Extruded Polystyrene followed by min. (RIBBON) DASH or Flexible DASH DT -37.5%

(RIBBON, 12-inch o.c.)
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TABLE 28: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

NEmoO | etc.e

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer(s)
System Deck — - e Roof Cover MDP
No. (Note 1) T BB Attac T ac (Note 15) (psf)
ype (Note 2, Note 11) (Note 17) ype (Notes 6,7,8)
One or more layers
Min. 1.5-inch
Min. 22 ga., type B, Grade V;:siCor;ncMP-N or 1 per Flexible DASH or VersiFleece TPO / Flexible
SC-54 33 steel or min. 2,500 psi MP-W SelcurShieId Note 2 ) (;)ftz Additional layers of base insulation Flexible DASH DT DASH or Flexible DASH DT -45.0*
structural concrete ' ! ' (RIBBON) (RIBBON, 12-inch o.c.)
ENRGY 3, or AC Foam
1
Min. 22 ga., type B, Grade Min. 1.5-inch 1 per Min. 1.5-inch additional layers of base Flexible DASH or VersiFleece TPO / Flexible
SC-55 33 steel or min. 2,500 psi Vers.icé)re securShield Note 2 3 prtz insulation or min. 2-inch SecurShield HD Flexible DASH DT DASH or Flexible DASH DT -45.0*
structural concrete ’ ’ Composite (RIBBON) (RIBBON, 12-inch o.c.)
Min. 22 ga., type B, Grade Min. 2-inch VersiCore 1 per Min. 1-inch additional layers of base Flexible DASH or VersiFleece TPO / Flexible
SC-56 33 steel or min. 2,500 psi Sea;rshield ’ | Note2 4 (;)ftz insulation or min. 2-inch SecurShield HD Flexible DASH DT DASH or Flexible DASH DT -45.0*
structural concrete ' Composite (RIBBON) (RIBBON, 12-inch o.c.)
Insulation: (Optional) Additional layer(s
Min. 22 ga., type B, Grade Min. 1.5-inch 1 per maiio’; : ) ver(s) Flexible DASH or VersiFleece TPO / Flexible
SC-57 33 steel or min. 2,500 psi Vers,.icéare securShield Note 2 3 prtz c board: Min. 0.25-inch DensDeck Flexible DASH DT DASH or Flexible DASH DT -45.0*
structural concrete »oecd : P:‘r’:eﬂ' Mgy~ 'nch bensbec (RIBBON) (RIBBON, 12-inch o.c.)
Insulation: (Optional) Additional |
Min. 22 ga., type B, Grade Min. 2-inch VersiCore 1 per %aiioﬂ fonal) itional layer(s) Flexible DASH or VersiFleece TPO / Flexible
SC-58 33 steel or min. 2,500 psi Sea;rShieId " | Note2 4 (?ftz Coverboard: Min. 0.25-inch DensDeck Flexible DASH DT DASH or Flexible DASH DT -45.0*
structural concrete N P:i\rfeﬂl in. 8.25-Inch Densbec (RIBBON) (RIBBON, 12-inch o.c.)
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
Min. 0.5-inch
Min. 22 ga., type B, Grade . VersiFleece TPO / AquaBase
SC-59 33 steel ormin. 2,500 psi | DensDeck followedby - LPer 1 \in. 1.5-inch Insulam (0SB) Flexible DASH 120 or Flexible DASH or 37.5%
min. 2.0-inch 2.7 ft (RIBBON, 6-inch o.c.) .
structural concrete Flexible DASH DT (FULL)
Insulfoam VIII
Min. 0.5-inch
Min. 22 ga., type B, Grade . VersiFleece TPO / Flexible
SC-60 33 steel or min. 2,500 psi Eﬁ:sg%c_'i‘nfc‘:bwed BY | Note 2 21 g?trz Min. 2.0-inch Insulfoam HD Composite (FF'{T;'Bb('JeND’ési:ch o) | DASH or Flexible DASH DT -45.0*
structural concrete iy ' ! - (FULL)
Insulfoam VIII
Insulation: (Optional) Additional layer(s
Min. 22 ga., type B, Grade Min. 1.5-inch 1 per maiio’; I ) ” ver(s) Flexible DASH or VersiFleece TPO / Flexible
SC-61 33 steel or min. 2,500 psi . . Note 2 P ) . X Flexible DASH DT DASH or Flexible DASH DT -45.0*
VersiCore, SecurShield 3.2ft Coverboard: Min 0.25-inch SECUROCK -
structural concrete —_— (RIBBON 6-inch o.c.) (FULL).
Gypsum-Fiber Roof Board
Min. 22 ga., type B, Grade Min. 1.5-inch 1 per Insulation: (Optional) Additional layer(s) Flexible DASH or VersiFleece TPO / Flexible
SC-62 33 steel or min. 2,500 psi Vers'icére securShield Note 2 3 prtz base insulation Flexible DASH DT DASH or Flexible DASH DT -45.0*
structural concrete ! ' Coverboard: Min. 1.0-inch base insulation (RIBBON) (FULL)
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TABLE 28: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

NEmoO | etc.e

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer(s)
System Deck — - e Roof Cover MDP
No. (Note 1) T BB Attac T ac (Note 15) (psf)
ype (Note 2, Note 11) (Note 17) ype (Notes 6,7,8)
Insulation: (Optional) Additional |
Min. 22 ga., type B, Grade Min. 1.5-inch 1 per %aiio’; fonal) itional layer(s) Flexible DASH or VersiFleece TPO / Flexible
SC-63 33 steel or min. 2,500 psi o . Note 2 P 2 . . Flexible DASH DT DASH or Flexible DASH DT -45.0*
VersiCore, SecurShield 3.2 ft Coverboard: Min. 0.25-inch DensDeck
structural concrete —— (RIBBON) (FULL)
Prime
Insulation: (Optional) Additional layer(s)
Min. 22 ga., type B, Grade Min. 1.5-inch 1 per base insulation Flexible DASH or VersiFleece TPO / Flexible
SC-64 33 steel or min. 2,500 psi Vers,.icéare securshield Note 2 5 7pft1 Coverboard: Min. 0.25-inch DEXcell FA Flexible DASH DT DASH or Flexible DASH DT -45.0*
structural concrete ’ ' Glass Mat Roof Board or min. 0.4375-inch (RIBBON) (FULL) or HydroBond WB
DEXcell Cement Roof Board
Min. 22 ga., type B, Grade Min. 2.0-inch 1 per Insulation: (Optional) Additional layer(s) Flexible DASH or VersiFleece TPO / Flexible
SC-65 33 steel or min. 2,500 psi Vers.iCé)re securshield | Vo2 A (?ftz base insulation Flexible DASH DT DASH or Flexible DASH DT -45.0*
structural concrete ! ' Coverboard: Min. 1.0-inch base insulation | (RIBBON) (FULL)
Insulation: (Optional) Additional layer(s)
base insulati
Min. 22 ga., type B, Grade Min. 2.0-inch 1 per Case |Esu adlloMn. 0.25-inch DensDeck Flexible DASH or VersiFleece TPO / Flexible
SC-66 33 steel or min. 2,500 psi . , Note 2 Pel | Soverboard: (RAGEF’--inch DensUec Flexible DASH DT DASH or Flexible DASH DT -45.0*
structural concrete VersiCore, SecurShield 4.0 ft Prime or DEXcell FA Glass Mat Roof (RIBBON) (FULL)
Board or min. 0.4375-inch DEXcell
Cement Roof Board
. i ; Insulation: (Optional) Additional layer(s
Min. 22 ga., type B, Grade Min. 1.5-inch i:;ﬁl'}_l\;‘\e/rlsr']c: I':;”':'te 1 per maiio’; I ) ” ver(s) Flexible DASH or VersiFleece TPO / Flexible
SC-67 33 steel or min. 2,500 psi - _ Ay, \ o . Flexible DASH DT DASH or Flexible DASH DT -45.0
VersiCore, SecurShield | Fastening Plate 2.0 ft Coverboard: Min. 1-inch VersiCore,
structural concrete Concrete: Note 2 — (RIBBON) (FULL) or HydroBond WB
: SecurShield
Min. 22 ga., type B, Grade Steel\ggpsico Syt Insulation: (Optional) Additional layer(s) Flexible DASH or VersiFleece TPO / Flexible
: v ! . Min. 2-inch VersiCore, | with HPV Insulation 1 per base insulation i .
SC-68 33 steel or min. 2,500 psi . Fastening Plat 2 . . . Flexible DASH DT DASH or Flexible DASH DT -52.5
tructural concrete Securshield astene " § 2.0ft Coverboard: Min. 0.5-inch VersiCore, (RIBBON, 6-inch o.c.) (FULL) or HydroBond WB
s Concrete: Note 2 SecurShield ’ o Y
. ¢ Insulation: (Optional) Additional layer(s)
Min. 22 ga., type B, Grade Min. 1.5-inch i:;ﬁli_l\x/rlsr']c;::tsiz:'te 1 per base insulation Flexible DASH or VersiFleece TPO / Flexible
SC-69 33 steel or min. 2,500 psi Vers.iCé)re SecurShield | Fastening Plate ) (?ftz Coverboard: Min. 0.5-inch DensDeck Flexible DASH DT DASH or Flexible DASH DT -60.0
structural concrete ! Concrete: Note 2 ' Prime, SecurShield HD, SecurShield HD (RIBBON) (FULL) or HydroBond WB
Plus or DuraStorm VSH
Min. 22 ga., type B, Grade gpel: Versico Insultite Insulation: (Optional) Additional ayer(s) VersiFleece TPO / Flexible
$C-70 33 s.teel or.l"nin 5 E;OO i Min. 1.5-inch with HPV Insulation 1 per base insulation Flexible DASH DASH or Flexible DASH DT -60.0
structural conc;etle 2 VersiCore, SecurShield | Fastening Plate 2.0ft> | Coverboard: Min. 0.5-inch DEXcell FA (RIBBON) (FULL) or HydroBond W5 ’
Concrete: Note 2 Glass Mat Roof Board Y
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TABLE 28: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

NEmoO | etc.e

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer(s)
System Deck — - e Roof Cover MDP
No. (Note 1) T BB Attac T ac (Note 15) sf
ype (Note 2, Note 11) (Note 17) ype (Notes 6,7,8)
Min. 22 ga., type B, Grade Steel: Versico Insultite Insulation: (Optional) Additional layer(s) Flexible DASH or VersiFleece TPO / Flexible
: v ! ) Min. 1.5-inch with HPV Insulation 1 per base insulation . .
SC-71 33 steel or min. 2,500 psi . . Fastening Plat ) . . Flexible DASH DT DASH or Flexible DASH DT -60.0
structural concrete VersiCore, SecurShield astening Plate 2.0 ft Coverboard: Min. 0.5-inch SECUROCK (RIBBON) (FULL)
Concrete: Note 2 Gypsum-Fiber Roof Board
| | Insulation: (Optional) Additional layer(s)
. Steel: Versico Insultite R . . . .
. . |
Min. 22 ga., type B, Gradg Min. 2-inch VersiCore, | with HPV Insulation 1 per base insu atlon. . Flex!ble DASH or VersiFleece TPO/ Flexible
SC-72 33 steel or min. 2,500 psi SecurShield Fastening Plate 1.6 ft2 Coverboard: Min. 0.5-inch DensDeck Flexible DASH DT DASH or Flexible DASH DT -67.5
structural concrete Concrete: Note 2 ' Prime, SecurShield HD, SecurShield HD (RIBBON, 6-inch o.c.) (FULL) or HydroBond WB
Plus or DuraStorm VSH
Min. 22 ga., type B, Grade Steel: Versico Insultite Ingglgtion: (Qgtional) Afgional SggFs) VersiFleece TPO / Flexible
SC.73 33 s.teel or.;nin 5 5’00 i Min. 2-inch VersiCore, | with HPV Insulation 1 per base insulation Flexible DASH DASH or Flexible DASH DT 675
structural conc;e'ée P SecurShield Fastening Plate 1.6 ft2 | Coverboard: Min. 0.5-inch DEXcell FA (RIBBON, 6-inch o.c.) (FULL) or HydroBond WB ’
Concrete: Note 2 Glass Mat Roof Board
Min. 22 ga., type B, Grade Steel: Versico Insultite m: (F)ptional) Additional layer(s) Flexible DASH or VersiFleece TPO / Flexible
SC-74 33 steel or min. 2,500 psi | M- 2-inch VersiCore, | with HPV Insulation Lper | base insulation Flexible DASH DT DASH or Flexible DASH DT 67.5
structural conc;'et’e P Securshield Fastening Plate L6ft* | Coverboard: Rgg.5-inch SECUROCK (RIBBON, 6-inch o.c.) (FULL) .
Concrete: Note 2 Gypsum-Fiber Roof Board ’ "
Min. 22 ga., type B, Grade Steel: Versico lpsultite Insulation: (Optional) Additional layer(s) Flexible DASH or VersiFleece TPO / Flexible
: v ! . Min. 2-inch VersiCore, | with HPV Insulation 1 per base insulation i .
SC-75 33 steel or min. 2,500 psi . . . X . Flexible DASH DT DASH or Flexible DASH DT -75.0
tructural " SecurShield Fastening Plate 1.6 ft2 Coverboard: Min. 1-inch VersiCore, RIBBON. 6-inch FULL) or HydroBond WB
structural concrete Concrefe: Notab securShield ( , 6-inch o.c.) ( ) or HydroBon
Min. 22 ga., type B, Grade . . . . . . - Flexible DASH or VersiFleece TPO / Flexible
Min. 1.5-inch 1 Min. 1.0-inch |
SC-76 33 steel or min. 2,500 psi Ve'fsi c°5r emgecurshiel g | Note2 . g?trz 2—;:ch ge'cnucrsﬁizfde :’;“Czt;:”;s’i'tg""'m“m Flexible DASH DT DASH or Flexible DASH DT -82.5
structural concrete ’ ’ P (RIBBON, 6-inch o.c.) (FULL)
) ) Insulation: (Optional) Additional layer(s)
Min. 22 ga., type B, Grade Min. 1.5-inch i;s';zirls:;::tsig:lte L oer base insulation Flexible DASH or VersiFleece TPO / Flexible
SC-77 33 steel or min. 2,500 psi Vers.iC<.)re SecurShield | Fastening Plate 1 ?E)ftz Coverboard: Min. 0.5-inch SecurShield Flexible DASH DT DASH or Flexible DASH DT -82.5
structural concrete ! Concrete: Note 2 ' HD, SecurShield HD Plus or DuraStorm (FULL) (FULL) or HydroBond WB
VSH
Min. 22 ga., type B, Grade Steelfiighico Insultite Insulation: (Optional) Additional layer(s) | ¢\ 10 pasH or VersiFleece TPO / Flexible
. . : in. 2:i ) A 1 base insulati
SC-78 33 steel or min. 2,500 psi | WM 2:inch VersiCore, | with HPV Insulation Lper | baseinsulation . Flexible DASH DT DASH or Flexible DASH DT 825
SecurShield Fastening Plate 1.0ft> | Coverboard: Min. 1-inch VersiCore,
structural concrete Concrete: Note 2 securshield (FULL) (FULL) or HydroBond WB
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TABLE 28: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

NEmoO | etc.e

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer(s)
System Deck — - e Roof Cover MDP
No. (Note 1) T BB Attac T ac (Note 15) sf
ype (Note 2, Note 11) (Note 17) ype (Notes 6,7,8)
| I Insulation: (Optional) Additional layer(s)
. Steel: Versico Insultite . . 3 . .
Min. 22 ga., type B, Grad.e Min. 2-inch VersiCore, | with HPV Insulation 1 per base |nsu|at|on. . Flex!ble DASH or VersiFleece T.PO / Flexible
SC-79 33 steel or min. 2,500 psi SecurShield Fastening Plate 1.0 fi2 Coverboard: Min. 0.5-inch DensDeck Flexible DASH DT DASH or Flexible DASH DT -82.5
structural concrete Concrete: Note 2 ' Prime, SecurShield HD, SecurShield HD (FULL) (FULL) or HydroBond WB
Plus or DuraStorm VSH
Min. 22 ga., type B, Grade Steel: Versico Insultite Insulation: (Optional) Additional layer(s) VersiFleece TPO / Flexible
33 : Ig - VP 5 5'00 ) Min. 2-inch VersiCore, | with HPV Insulation 1 per base insulation Flexible DASH (FULL DASH or Flexible DASH DT )
SC-80 strjzfjrz;)lrcr:r::;’et’e pst SecurShield Fastening Plate 1.0 ft? Coverboard: Min. 0.5-inch DEXcell FA exible DASH (FULL) (FULL)(Z)rr He):jlroeBond WB 825
Concrete: Note 2 Glass Mat Roof Board Y
Min. 22 ga., type B, Grade Steel: Versico Insultite Insulation: (Optional) Additional layer(s) Flexible DASH or VersiFleece TPO / Flexible
sc-81 33 steel or min. 2,500 psi | VM- 2-inch VersiCore, | with HPV Insulation Lper | baseinsulation Flexible DASH DT DASH or Flexible DASH DT 82.5
structural conc;e’ée P SecurShield Fastening Plate 1.0ft> | Coverboard: Min. 0.5-inch SECUROCK (FULL) (FULL) ’
Concrete: Note 2 Gypsum-Fiber Roof Board
| | Insulation: (Optional) Additional layer(s)
. Steel: Versico Insultite . . . . .
. . |
Min. 22 ga., type B, Grad.e Min. 2-inch VersiCore, | with HPV Insulation 1 per base insu at|on. . . FIex!bIe DASH or VersiFleece T.PO / Flexible
SC-82 80 steel or min. 2,500 psi SecurShield Fastening Plate 13 fi2 Coverboard: Min. 0.5-inch SecurShield Flexible DASH DT DASH or Flexible DASH DT -90.0
structural concrete Concrete: Note 2 ' HD, SecurShield HD Plus or DuraStorm (FULL) (FULL) or HydroBond WB
VSH
| | Insulation: (Optional) Additional layer(s)
. Steel: Versico Insultite . . . . .
|
Min. 22 ga., type B, Gradg Min. 2-inch VersiCore, | with HPV Isulation 1 per base insu atlon. . Flex!ble DASH or VersiFleece TPO / Flexible
SC-83 80 steel or min. 2,500 psi securShield Fastening Plate 1.0 f2 Coverboard: Min. 0.5-inch DensDeck Flexible DASH DT DASH or Flexible DASH DT -112.5
structural concrete Concrete: Note 2 ' Prime, SecurShield HD, SecurShield HD (FULL) (FULL) or HydroBond WB
Plus or DuraStorm VSH
Min. 22 ga., type B, Grade Steel: Vergiellisultite Insulation: (Optional) Additional layer(s) VersiFleece TPO / Flexible
) v ! i ith HPV | i base insulati
sC-84 80 steel or min. 2,500 psi | VM- Z-inch VersiCore, | with HPV Insulation 1per | base insulation . Flexible DASH (FULL) | DASH or Flexible DASH DT 1125
structural concrete SecurShield Fastening Plate 1.0 ft* | Coverboard: Min. 0.5-inch DEXcell FA (FULL) or HydroBond WB
Concrete: Note 2 Glass Mat Roof Board v
Min. 22 ga., type B, Grade Stecl\grsico Insultite Insulation: (Optional) Additional layer(s) Flexible DASH or VersiFleece TPO / Flexible
. v YPe B ) Min. 2-inch VersiCore, | with HPV Insulation 1per | baseinsulation . )
SC-85 80 steel or min. 2,500 psi | Fastening Plat ) . . Flexible DASH DT DASH or Flexible DASH DT -112.5
structural concrete SecurShield astening Plate 1.0ft Coverboard: Min. 0.5-inch SECUROCK (FULL) (FULL)
Coqgigier Note 2 Gypsum-Fiber Roof Board
Min. 22 ga., type B, Grade gpel: Versico Insultite Insulation: (Optional) Additional ayer(s) Flexible DASH or VersiFleece TPO / Flexible
: v ! Min. 2-inch VersiC ith HPV Insulati 1 base insulation
5C-86 80 steel or min. 2,500 psi R N O Y Inswation per insuiation , Flexible DASH DT DASH or Flexible DASH DT 1350
| SecurShield Fastening Plate 1.0ft> | Coverboard: Min. 1-inch VersiCore, FULL FULL) or HvdroBond WB
structural concrete Concrete: Note 2 securshield (FULL) (FULL) or HydroBon
VERSIFLEECE RL™ APPLICATIONS:
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TABLE 28: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER
Top Insulation Layer(s)

Base Insulation Layer

NEmoO | etc.e

System Deck — - e Roof Cover MDP
No. (Note 1) Type BB Attac Type ac (Note 15) (psf)
yp (Note 2, Note 11) (Note 17) yp (Notes 6,7,8)
Steel: Versico Insultite I ) Add "
i i Insulation: (Optional) Additional layer(s
Min. 22 ga., type B, Grade |\ ) o iy xlﬁlﬁiﬁn 1 per EEEEG$£ ! Yertel | Frexile pasH or
-87 33 steel in. 2,500 psi o ) Flexible DASH DT VersiFl RL™ -45.0*
Sc8 steetormin. £,500 psi VersiCore, SecurShield | SecurFast Insulation 2.0ft* | Coverboard: Min. 0.5-inch SecurShield HD SN ersirieece
structural concrete Fastening Plate RL (FULL or SPLATTER)
Concrete: Note 2
Steel: Versico Insultite | 0 add |
i i Insulation: (Optional) Additional layer(s
Min. 22 ga, type B, Grade Min. 1.5-inch \é\gz:le:fr:/glsg:ft;?n 1 per Maiio’; ! R plexible DASH or
SC-88 33 steel or min. 2,500 psi T . ) Flexible DASH DT VersiFl RL™ -52.5
| I psl VersiCore, SecurShield | SecurFast Insulation 1.8 ft> | Coverboard: Min. 0.5-inch SecurShield HD X ersirieece
structural concrete Fastening Plate L\ (FULL)
Concrete: Note 2
Steel: Versico Insultite | 4 A dd "
i i | tion: (Opti Additi
Min. 22 ga., type B, Grade Min. 1.5-inch QZ?e:'iJrYgllr;fatgfn 1 per %aiioﬂ T g Flexible DASH or
SC-89 33 steel or min. 2,500 psi T . ) Flexible DASH DT VersiFl RL™ -82.5
I psl VersiCore, SecurShield | SecurFast Insulation 1.3ft> | Coverboard: Min. 0.5-inch SecurShield HD X ersirieece
structural concrete Fastening Plate RL (FULL)
Concrete: Note 2
Steel: Versico Insultite | I Add "
i i Insulation: (Optional) Additional layer(s
Min. 22 ga, type B, Grade Min. 1.5-inch ‘;:Z?e::)nvgllr:;tg?n 1 per base insula'(cioi ) vert Flexible DASH or
- 33 steel in. 2,500 psi S . Flexible DASH DT VersiFl RL™ -112.
S el steeformin. 2, pst VersiCore, SecurShield | SecurFast Insulation 1.0ft> | Coverboard: Min. 0.5-inch SecurShield HD exivie ersirieece >

structural concrete

Fastening Plate
Concrete: Note 2

FULL
RL (FULL)
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED BASE PLY, BONDED ROOF COVER

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s) Roof Cover (Note 15)
System Deck e - MDP
No. Note 1 astener Attac "
(Note 1) Type L el Note 17 Type Attach (Notes 6,7,8) Base Ply Top Ply (psf)
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
SureMB 90 Base,
. ) ) Steel: Versico Insulation: (Optional) Additional layer(s) base . SureMB 90 Poly VersllFIeece TPO/
Min. 22 ga., type B, Grade Min. 2-inch | Insultite with HPV 1 per 7insulation Flexible DASH or Base or SureMB Flexible DASH or
SC-91 33 steel or min. 2,500 psi VersiCore, Insulation Fastening 4 (?ftz c board: Min. 0.5-inch DensDeck Pri Flexible DASH DT 120 Poly Base / US | Flexible DASH DT -45.0*
structural concrete SecurShield | Plate ' ~overboard: Min. 0. —.|nc ensbes Q&© ° (RIBBON) Ply Duraflex 901 (RIBBON, 12-inch
Concrete: Note 2 SECUROCK Gypsum-Fiber Roof Board Premium SBS 0.c)
Modified Adhesive
steel: Versico . . . VersiFleece TPO /
Insulation: (Optional) Additional layer(s) base
Min. 22 ga., type B, Grade | Min. 2-inch | Insultite with HPV L oer insslaﬁ'on (Optional) ver(s) Flexible DASH or SureMB 90TG or | Flexible DASH or
SC-92 33 steel or min. 2,500 psi VersiCore, Insulation Fastening P 2 . . X Flexible DASH DT 120TG/ torch- Flexible DASH DT -45.0*
. Plate 4.0 ft Coverboard: Min. 0.5-inch DensDeck Prime or R )
structural concrete SecurShield P —— ) (RIBBON) applied (RIBBON, 12-inch
Concrete: Note 2 SECUROCK Gypsum-Fiber Roof Board 0.c)
Steel: Versico : : i . .
Insulation: (Opt 1) Addit Il b
Min. 22 ga., type B, Grade | Min. 2-inch | Insultite with HPV Insulation; (Optional) Additional layer(s) base | Flexible DASHor | ¢ o\g ggrg o | VersiFleece TPO/
SC-93 33 steel or min. 2,500 psi VersiCore Insulation Fastening 1 per P Flexible DASH DT 120TG/ torch- Flexible DASH or -75.0
’ - Plat 1.6 ft> | Coverboard: Min. 0.5-inch DensDeck Prime or | (RIBBON, 6-inch . Flexible DASH DT :
structural concrete SecurShield ate — —— . applied .
Concrete: Note 2 SECUROCK Gypsum-Fiber Roof Board o.c.) (RIBBON, 6-inch o.c.)
VERSIFLEECE AC TPO MEMBRANE APPLICATIONS:
Steel: Versico PR : i
Insulation: (Optional) Additional layer(s) base
Min. 22 ga., type B, Grade Min. 2-inch Insultite with HPV Y I (Opti ) " ver(s) SureMB 90TG or .
; ) ) ) } 1 per insulation VersiFleece ACTPO /
SC-94 33 steel or min. 2,500 psi VersiCore, Insulation Fastening ) . . . Hot asphalt 120TG/ torch- -45.0*
A Plate 4.0 ft Coverboard: Min. 0.25-inch DensDeck Prime R V-CAA or hot asphalt
structural concrete SecurShield N ) applied
Concrete: Note 2 or SECUROCK Gypsum-Fiber Roof Board
Insulation: (Optional) Additional layer(s) base
Min. 22 ga., type B, Grade Min. 2-inch ; = q (Opti ) " ver(s) SureMB 90TG or .
; ) ) 1 per insulation VersiFleece ACTPO /
SC-95 33 steel or min. 2,500 psi VersiCore, Note 2 R . . i Hot asphalt 120TG/ torch- -60.0
A 1.6 ft Coverboard: Min. 0.25-inch DensDeck Prime R V-CAA or hot asphalt
structural concrete SecurShield _— ) applied
or SECUROCK Gypsum-Fiber Roof Board
Steel: Versico
Min. 22 ga., type B, Grade | Min. 2-inch | Insultite with HPV Insulation: (Optional) Additional layer(s) base | Flexible DASH or SureMB 90TG or )
A ) ) ) ) 1 per - ’ . VersiFleece ACTPO /
SC-96 33 steel or min. 2,500 psi VersiCore, Insulation Fastening 402 insulation Flexible DASH DT 120TG/ torch- V-CAA or hot asphalt -45.0*
structural concrete SecurShield | Plate ' Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON) applied P
Concrete: Note 2
in. 1.5- . . .
Min. 22 ga., type B, Grade !Vlm > Insulation: (Optional) Additional layer(s) base Flexible DASH or SureMB 90TG or )
. ) inch 1 per ; " . VersiFleece ACTPO /
SC-97 33 steel or min. 2,500 psi ) Note 2 ) insulation Flexible DASH DT 120TG/ torch- -45.0*
VersiCore, 3.2 ft . . X X V-CAA or hot asphalt
structural concrete SecurShield Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON) applied
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NEmoO | etc.e
TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED BASE PLY, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer(s) Roof Cover (Note 15)
System Deck e - MDP
No. Note 1 astener Attac "
(Note 1) Type L el Note 17 Type Attach (Notes 6,7,8) Base Ply Top Ply (psf)
Steel: Versico
Min. 22 ga., type B, Grad.e Min..2-inch Insultite with HPV 1 per !nsulat_ion: (Optional) Additional layer(s) base SureMB 90TG or VersiFleece ACTPO /
SC-98 33 steel or min. 2,500 psi VersiCore, Insulation Fastening N insulation 0OB500 120TG/ torch- -45.0*
; Plate 4.0 ft . . X R V-CAA or hot asphalt
structural concrete SecurShield Coverboard: Min. 0.25-inch DensDeck Prime applied
Concrete: Note 2
Min. 22 ga., type B, Grade Min. 1.5- Insulation: (Optional) Additional layer(s) base SureMB 90TG or
- ! . inch 1 per - " VersiFleece ACTPO /
SC-99 33 steel or min. 2,500 psi . Note 2 N insulation OB500 120TG/ torch- -45.0*
VersiCore, 2.0 ft . . K X V-CAA or hot asphalt
structural concrete . Coverboard: Min. 0.25-inch DensDeck Prime applied
SecurShield EE—
Insulation: (Optional) Additional layer(s) base
Min. 22 ga., type B, Grade Min. 2-inch 1 per ins:latilon (Opti ) ver(s) SureMB 90TG or VersiFleece ACTPO /
SC-100 33 steel or min. 2,500 psi VersiCore, Note 2 . . A OB500, 6-inch o.c. 120TG/ torch- -60.0
: Ps! I . ote 1.6 ft2 Coverboard: Min. 0.25-inch DensDeck Prime ineho.c . / V-CAA or hot asphalt
structural concrete SecurShield T \ applied
or SECUROCK Gypsum-Fiber Roof Board

TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED INSULATION, BONDED ROOF COVER

Thermal Barrier Base Insulation Layer Top Insulation Layer(s)
Syste Deck Fast Attach Primer Vapor Barrier Attach Attach LT Mpp
asten ttacl ac ac

m No. (Note 1) T T T (Note 15) (psf)

S (Note 2, Note 11) (Note 17) e (Notes 6,7,8) pES (Notes 6,7,8)
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
. Min. O.5—|nch . . Insulation: (Optional) Additional X .
Min. 22 ga., DensDeck Prime or Min. 1.5- Flexible DASH . . Flexible DASH VersiWeld / Cav-
- A . . X layer(s) base insulation - A

SC-101 type B, min. 0.625-inch Note 2 1 per CAV-GRIP | Versico 725TR, inch or Flexible c board: Min. 0.25-inch or Flexible Grip 3V A/P, 45,0
Grade 33 SECUROCK 20t | Primer | self-adhering | VersiCore, | DASHDT Dom Dotk Prime o1 SECURGCK DASH DT LVOC BA or :
steel Gypsum-Fiber Roof SecurShield | (RIBBON) ensbeck Frime or (RIBBON) VersiWeld BA

Gypsum-Fiber Roof Board
Board
Min. 22 ga., Versico Insultite SureMB 90TG Min. 1.5- Flexible DASH Flexible DASH VersiWeld / Cav-

SC-102 type B, Min. 0.5-inch with HPV 1 per None or SureMB inch or Flexible (Optional) Additional layers base or Flexible Grip 3V A/P o 45,0
Grade 33 DensDeck Prime Insulation 4.0 ft? 120TG, torch- VersiCore, DASH DT insulation DASH DT VerF;iWeId BA ’
steel Fastening Plate applied SecurShield (RIBBON) (RIBBON)

Min. 0.5-inch
Min. 22 ga., DensDeck Prime or Min. 1.5- VersiWeld / Cav-

$C-103 type B, min. 0.625-inch Note 2 1 per CAV-GRIP | Versico 725TR, inch Flexible DASH | (Optional) Additional layers base Flexible DASH | Grip 3V A/P, 525
Grade 33 SECUROCK 2.0 ft? Primer self-adhering VersiCore, (RIBBON) insulation (RIBBON) LVOC BA or ’
steel Gypsum-Fiber Roof SecurShield VersiWeld BA

Board
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NEmoO | etc.e
TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED INSULATION, BONDED ROOF COVER

Thermal Barrier Base Insulation Layer Top Insulation Layer(s)
Syste Deck Fasten Attach Primer Vapor Barrier Attach Attach e MDE

m No. (Note 1) 2c ac ac (Note 15) (psf)

Type (Note 2, Note 11) (Note 17) Type (Notes 6,7,8) Type (Notes 6,7,8)
Min. 22 ga., Versico Insultite SureMB 90TG | Min. 1.5- :e::::b?:s“ Flexible DASH | Versiweld / Cav-
SC-104 type B, Min. 0.5-inch with HPV 1 per N or SureMB inch DASH DT (Optional) Additional layer(s) base | or Flexible Grip 3V A/P, 675
- Grade 33 DensDeck Prime Insulation 1.6 2 one 1207TG, torch- | VersiCore, (RIBEON, &} insulation DASH DT LVOC BA or :
steel Fastening Plate applied SecurShield inch o.c )' (RIBBON) VersiWeld BA
Insulation: (Optional) Additional
. layer(s) base insulation
. . . . Flexible DASH A . . .
Min. 22 ga., Versico Insultite SureMB 90TG Min. 1.5- or Flexible Coverboard: Min. 0.25-inch Flexible DASH | VersiWeld / Cav-

SC-105 type B, Min. 0.5-inch with HPV 1 per None or SureMB inch DASH DT DensDeck Prime or SECUROCK or Flexible Grip 3V A/P, 675
Grade 33 DensDeck Prime Insulation 1.6 ft? 120TG, torch- VersiCore, (RIBBON, 6- Gypsum-Fiber Roof Board or min. DASH DT LVOC BA or !
steel Fastening Plate applied SecurShield inch o.c )' 0.5-inch SecurShield HD, (RIBBON) VersiWeld BA

o SecurShield HD Plus or DuraStorm
VSH
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
Min. 0.5-inch . .
Min. 22 ga., DensDeck Prime or (Si;:\tlcl)nsa_l) Flexible DASH Insulation: (Optional) Additional Flexible DASH )lii’::gﬁzc;;spHo

SC-106 type B, min. 0.625-inch Note 2 1 per CAV-GRIP | Versico 725TR, inch‘ ’ or Flexible layer(s) base insulation or Flexible or Flexible DASH 45,0
Grade 33 SECUROCK 2.0 ft? Primer self-adhering VersiCore DASH DT Coverboard: Min. 2-inch DASH DT DT (RIBBON, 12- ’
steel Gypsum-Fiber Roof L (RIBBON) SecurShield HD Composite (RIBBON) . !

SecurShield inch o.c.)
Board
Min. 0.5-inch . . -
Insulation: (Optional) Additional i
Min. 22 ga., | DensDeck Prime or Min. 1.5 Flexible DAsH | nsulation: (Optional) Additiona Flexible DASH | VersiFleece TPO
- . . . N layer(s) base insulation ) / Flexible DASH
type B, min. 0.625-inch 1 per CAV-GRIP | Versico 725TR, inch or Flexible . . or Flexible . *

SC-107 Note 2 A . . . Coverboard: Min. 0.25-inch or Flexible DASH -45.0
Grade 33 SECUROCK 2.0 ft Primer self-adhering VersiCore, DASH DT DensDeck Pri SECUROCK DASH DT DT (RIBBON, 6-
steel Gypsum-Fiber Roof SecurShield | (RIBBON) ensbeck Frime or (RIBBON) ; ’

Gypsum-Fiber Roof Board inch o.c.)
Board
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
Min. 0.5-inch . . -
Insulation: (Optional) Additional i
Min. 22 ga., DensDeck Prime or Min. 1.5- Flexible DASH ms(e ilr)msljlr:iz):m ttiona zlf:;:)l(?b?:SH VersiFleece TPO
type B, min. 0.625-inch 1 per CAV-GRIP | Versico 725TR, inch or Flexible v K ) / Flexible DASH *

SC-108 Note 2 > . . . Coverboard: Min. 0.5-inch DASH DT . -45.0
Grade 33 SECUROCK 2.0ft Primer self-adhering VersiCore, DASH DT mHD S Shield HD (RIBBON, 6- or Flexible DASH
steel Gypsum-Fiber Roof SecurShield | (RIBBON) ecurshield HD, securshie \ ’ DT (FULL)

Plus or DuraStorm VSH inch o.c.)
Board
Min. 22 ga., Versico Insultite SureMB 90TG | Min. 1.5- Flexible DASH Flexible DASH }lilr:;'bﬁ:ﬁ /ISPHO

SC-109 type B, Min. 0.5-inch with HPV 1 per None or SureMB inch or Flexible (Optional) Additional layers base or Flexible or Flexible DASH 45.0%
Grade 33 DensDeck Prime Insulation 4.0 ft? 120TG, torch- VersiCore, DASH DT insulation DASH DT DT (FULL) or ’
steel Fastening Plate applied SecurShield (RIBBON) (RIBBON) HydroBond WB
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NEmoO | etc.e

TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED INSULATION, BONDED ROOF COVER

Thermal Barrier Base Insulation Layer Top Insulation Layer(s)
Syste Deck Fasten Attach Primer Vapor Barrier Attach Attach e MDE
m No. (Note 1) 2c ac ac (Note 15) (psf)
Type (Note 2, Note 11) (Note 17) Type (Notes 6,7,8) Type (Notes 6,7,8)
. Min. O.5—|nch . Insulation: (Optional) Additional i
Min. 22 ga., DensDeck Prime or Min. 1.5- 7Ia cr(s) base insSQion VersiFleece TPO
SC-110 type B, min. 0.625-inch Note 2 1 per CAV-GRIP | Versico 725TR, inch Flexible DASH Cy board: Min. 0.25-inch Flexible DASH / Flexible DASH 525
g Grade 33 SECUROCK ote 202 | Primer self-adhering VersiCore, (RIBBON) ~overvoard: Min. ©.2>-nc (RIBBON) or Flexible DASH :
. ; DensDeck Prime or SECUROCK
steel Gypsum-Fiber Roof SecurShield . DT (FULL)
Gypsum-Fiber Roof Board
Board
Min. 22 ga., Versico Insultite SureMB 90TG | Min. 1.5 ere:::fb?:SH Flexible DASH }";E:L‘T:c; /ISPHO
type B, Min. 0.5-inch with HPV 1 per or SureMB inch (Optional) Additional layer(s) base or Flexible .
SC-111 . } N None . DASH DT N . or Flexible DASH -67.5
Grade 33 DensDeck Prime Insulation 1.6 ft 120TG, torch- VersiCore, insulation DASH DT
steel Fastening Plate applied SecurShield (RIBBON, 6- (RIBBON) DT (FULL) or
J PP inch o.c.) HydroBond WB
Insulation: (Optional) Additional
. layer(s) base insulation .
Min. 22 ga., Versico Insultite SureMB 90TG Min. 1.5- FIeXIbl? D&Y Coverboard: Min. 0.25-inch Flexible DASH Versﬂfleece PO
. . . . or Flexible ——— . / Flexible DASH
SC-112 type B, Min. 0.5-inch with HPV 1 per None or SureMB inch DASH DT DensDeck Prime or SECUROCK or Flexible or Flexible DASH 675
Grade 33 DensDeck Prime Insulation 1.6 ft2 120TG, torch- VersiCore, (RIBBON, 6- Gypsum-Fiber Roof Board or min. DASH DT DT (FULL) or !
steel Fastening Plate applied SecurShield inch o.c )' 0.5-inch SecurShield HD, (RIBBON) HvdroBond WB
o SecurShield HD Plus or DuraStorm v
VSH
VERSIFLEECE RL™ APPLICATIONS:
Min. 22 ga., Versico Insultite SureMB 90TG . FIeXIbl? DASH
type B Min. 0.5-inch with HPV 1 per or SureMB 15 or Flexible
sc-113 | JPeS - e>inen . PET | None inch DASH DT None N/A VersiFleece RL™ | -67.5
Grade 33 DensDeck Prime Insulation 1.6 ft 120TG, torch- .
. . VersiCore RL | (RIBBON, 6-
steel Fastening Plate applied .
inch o.c.)
i Insulation: (Optional) Additional
Min. 22 ga., Versico Insultite SureMB90TG | Min. 1.5- Z're:;:)'(?b?:SH l;‘;:rim S(e i‘;s'sl';ii()m tiona Flexible DASH
type B, Min. 0.5-inch with HPV 1 per or SureMB inch o R or Flexible ) .
Al Grade 33 DensDeck Prime Insulation 1.6 ft2 Nong 120TG, torch- VersiCore, DASH DT CoLbo_ard' Min. O.S-m-ch . DASH DT VersiFleece RL 67.5
steel Fastening Plate applied SecurShield (RIBBON, 6- Securshield HD RL or min. 1.5-inch (RIBBON)
g PP inch o.c.) VersiCore RL
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) ﬁt:ajl; (Note 15) (psf)
ote [
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV . .
SC-115 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.25-inch DensDeck Prime Insulation Fastening Plate 312p(fetr2 \é:rmVil/eId.(NCal\é g:p 3V A/P, LVOC -30.0*
structural concrete Concrete: Note 2 . or VersiWe
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV . .
SC-116 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.5-inch DensDeck Prime Insulation Fastening Plate 51;?; \é:rsﬂl://eld(/\(/:al\(/j g;p 3V A/P, LVOC -30.0*
structural concrete Concrete: Note 2 . or VersiWe
Steel: Versico Insultite with AccuTrac
Min. 22 ga., type B, Grad.e Min. 1.5-inch VersiCore, SecurShield, Min. 0.5.-|nch SecurShield HD, Plate 1 per VersiWeld / Cav-Grip 3V A/P or .
SC-117 33 steel or min. 2,500 psi | laid SecurShield HD Plus or Concrete: MP 14-10 Concrete Fastener, 402 Versiweld BA -30.0
structural concrete ose fal DuraStorm VSH CD-10 Concrete Fastener or MP : ersivve
Concrete Spike with AccuTrac Plate
Min. 22 ga., type B, Grade Min. 1.5-inch thick, one or more Min 7/16-inch APA or TECO 1 per VersiWeld / Aqua Base 120, Cav-Grip
SC-118 S . Trufast SIP LD Fast, . -37.5*
33 steel layers, any combination, loose laid rated OSB rutas astener 3.2 ft? 3V A/P or VersiWeld BA
Min. 22 ga., type B Grac{e (Optional) One or more layers, any Min. 1-inch ACFoam Il or ENRGY 1 per VersiWeld / Aqua Base 120 or
SC-119 33 steel or min. 2,500 psi L . Note 2 N . -37.5*
combination, loose laid 3 1.6 ft VersiWeld BA
structural concrete
Min. 22 ga., type B Gradg Min. 1.5-inch thick, one or more Min 0.25-inch SECUROCK 1 per VersiWeld / Cav-Grip 3V A/P or LVOC
SC-120 33 steel or min. 2,500 psi o . A Note 2 ) -37.5*
layers, any combination, loose laid Gypsum-Fiber Roof Board 2.7 ft BA
structural concrete
Min. 22 ga., type B, Grad.e Min. 1.5-inch thick, one or more Min, 0.5.—|nch el 1 per VersiWeld / Cav-Grip 3V A/P, LVOC
SC-121 33 steel or min. 2,500 psi . . SecurShield HD Plus or Note 2 ) . -37.5*
layers, any combination, loose laid 2.7 ft BA or VersiWeld BA
structural concrete DuraStorm VSH
SC-122 ?'\,/;:'ts; i?';:z]pzioiragie Min. 1.5-inch thick, one or more Min 0.25-inch SECUROCK Note 2 1 per VersiWeld / Aqua Base 120, Cav-Grip 37.5%
structural conc-retle P layers, any combination, loose laid Gypsum-Fiber Roof Board 2.7 ft2 | 3V A/P, LVOC BA or VersiWeld BA ’
Min. 0.25-inch SECUROCK
Min. 22 ga. B Min. 0.5-inch thick, i i i 1
$C-123 in ga., type B, Grade in. 0.5-inch t |c' ,qne or more. Ultralight Coated Glass-Mat InsuItlFe with SecurFast Insulation per2 VersiWeld / Versiweld BA 37.5%
33 steel layers, any combination, loose laid Fastening Plate 2.7 ft
Roof Board
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
.22 ga. B . . . . .
sC-124 ?'Ygr;teel iar ;1:;:1’362 SIOGOrZSie Min. 2-inch thick, one or more layers, | Min 0.5-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, 1 per VersiWeld / Aqua Base 120, Cav-Grip 37.5%
T any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 5.3ft2 | 3V A/P, LVOC BA or VersiWeld BA ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Min. 22 ga., type B, Grade . . Steel: Versico Insultite with HPV . .
.0.625- DensD . X 1 - L
SC-125 | 33steel ormin. 2,500 psi | Min. 1.5-inch VersiCore, Securshield | " 0-625-inch DensDeck Insulation Fastening Plate per | VersiWeld/ Cav-Grip 3VA/P, LVOC | 37
Prime . 5.3 ft BA or VersiWeld BA
structural concrete Concrete: Note 2
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) ﬁt:ajl; (Note 15) (psf)
ote !
126 ?'g’;tsjl iar"nmpzio(ya‘:f Min. 1.5-inch thick, one or more Min. 0.25-inch DEXcell FA Glass | \ 1per | VersiWeld / Cav-Grip 3V A/P, LVOC 4506
T P layers, any combination, loose laid Mat Roof Board 2.7 ft2 BA or VersiWeld BA !
structural concrete
Min. 0.4375-inch DEXcell
Min. 22 ga. B
SC127 33”;teel i?_ ;r:i\;pez S'O%ragie Min. 1.5-inch thick, one or more Cement Roof Board or min. 0.5- Note 2 1 per VersiWeld / Cav-Grip 3V A/P, LVOC _45.0*
T P layers, any combination, loose laid inch DEXcell FA Glass Mat Roof 4.0 ft> | BAor VersiWeld BA ’
structural concrete
Board
OMG #12 Standard, OMG #14 Heavy
. . . . Min. 0.625-inch SECUROCK Duty, OMG XHD, OMG #12 Roofgrip,
sC-128 2”3'”- 22| ga., type B, Grade IM'”- 1.5-inch tht':_:k’ one olr morle y Ultralight Coated Glass-Mat OMG #14 Roofgrip or OMG #15 51;?; VersiWeld / VersiWeld BA -45.0*
stee ayers, any combination, loose lai Roof Board Roofgrip with OMG 3 in. Galvalume .
Steel Plate
Min. 0.5-inch SECUROCK
Min. 22 ga. B Min. 0.5-inch thick . i i i 1 . .
$C-129 in ga., type B, Grade in. 0.5-inch t |c. ,qne or more. Ultralight Coated Glass-Mat InsultltAe with SecurFast Insulation per2 Versiweld / Versiweld BA _45.0%
33 steel layers, any combination, loose laid Fastening Plate 4.0 ft
Roof Board
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga. B
$C-130 33|:teel iar ;T:i\:]pez éO%r;Sie Min. 2-inch thick, one or more layers, | Min 0.25-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, 1 per VersiWeld / Aqua Base 120, Cav-Grip -45.0*
| T any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 3.2 ft2 | 3V A/P, LVOC BA or VersiWeld BA ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
OMG #12 Standard, OMG #14 Heavy
) . . . Min. 0.25-inch SECUROCK Duty, OMG XHD, OMG #12 Roofgrip,
sc-131 ;';/Igml 22| ga., type B, Grade :V"n- 1.5-inch tht')c_k’ one °|r morle y Ultralight Coated Glass-Mat OMG #14 Roofgrip or OMG #15 31;:2 VersiWeld / VersiWeld BA -45.0%*
stee ayers, any combination, loose lai Roof Board Roofgrip with OMG 3 in. Galvalume .
Steel Plate
Min. 0.5-inch SECUROCK
Min. 22 ga. B Min. 1.5-inch thi i i 1
5C-132 in. 22 ga., type B, Grade | Min. 1.5-inch thick, one or more Ultralight Coated Glass-Mat HP Fastener with HPV Insulation PET | Versiweld / Versiweld BA -45.0*
33 steel layers, any combination, loose laid Fastening Plate 3.2 ft
Roof Board
sC-133 E';/ISIr;.tezezl iar';:i\:]piBéo%ragie Min. 1.5-inch thick, one or more Min 0.25-inch SECUROCK Note 2 1 per VersiWeld / Aqua Base 120, Cav-Grip -45.0*
structural conc.ret’e P layers, any combination, loose laid Gypsum-Fiber Roof Board 2.0 ft? 3V A/P, LVOC BA or VersiWeld BA ’
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga., t B, Grad
SC-134 33”;teel iz: ;ni?EZ E;OOrZsie Min. 2-inch thick, one or more layers, | Min 0.375-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, 1 per VersiWeld / Aqua Base 120, Cav-Grip 45.0*
| o any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 4.0 ft? 3V A/P, LVOC BA or VersiWeld BA !
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
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NEmoO | etc.e
TABLE 2€: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) o0R RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) Attach (Note 15) (psf)
(Note 17)
Min. 22 ga., type B, Grade . . . Steel: Versico Insultite with HPV . .
SC-135 33 steel or min. 2,500 psi Min. 1.5-inch thK.:k’ qne ormore . Min 0.5-inch DensDeck Prime Insulation Fastening Plate ! perz Ver5|We|d/ Cav-Grip 3V A/P, LVOC -45.0*
layers, any combination, loose laid . 4.0 ft BA or VersiWeld BA
structural concrete Concrete: Note 2
SC-136 2";2;:; i?_';;;:]p(;%o%ragf Min. 1.5-inch thick, one or more Min 0.50-inch SECUROCK Note 2 1 per VersiWeld / Aqua Base 120, Cav-Grip 45.0%
T P layers, any combination, loose laid Gypsum-Fiber Roof Board 3.2ft2 | 3V A/P, LVOC BA or VersiWeld BA ’
structural concrete
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga. B
SC-137 33| :tee| i?_ ;T:;:]pi S,O%ragie Min. 2-inch thick, one or more layers, | Min 0.625-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, 1per | VersiWeld / Aqua Base 120, Cav-Grip 45.0*
| T P any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 5.3ft2 | 3VA/P, LVOC BA or VersiWeld BA ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
SC-138 ?’:/g:.t::I i?';\:%széO%ragf Min. 1.5-inch thick, one or more Min 0.625-inch SECUROCK Note 2 1 per VersiWeld / Aqua Base 120, Cav-Grip 45.0*
o s layers, any combination, loose laid Gypsum-Fiber Roof Board 4.0ft2 | 3VA/P, LVOC BA or VersiWeld BA ’
structural concrete
Min. 22 ga., type B, Grade Min. 1.5-inch thick, one or more Min 7/16-inch APA or TECO 1 per VersiWeld / Aqua Base 120, Cav-Grip
- Trufast SIP LD Fast, -45.0*
5C-139 33 steel layers, any combination, loose laid rated OSB & astener 2.7 ft? 3V A/P or VersiWeld BA 45.0
SC-140 E';/ISIr;.tezezl iar';:i\:]piBéo%ragie Min. 1.5-inch thick, one or more Min 7/16-inch APA or TECO Note 2 1 per VersiWeld / Aqua Base 120, Cav-Grip 45.0%
T P layers, any combination, loose laid rated OSB 3.6 ft? 3V A/P or VersiWeld BA :
structural concrete
sc141 ?'\,/;:'tsjl i":.;‘:it\pEZBE;OGOragie (Optional) One or more layers, any Min. 1-inch VersiCore, Note 2 1 per VersiWeld / Aqua Base 120, Cav-Grip _45.0*
T P combination, loose laid SecurShield 2.0 ft? 3V A/P, LVOC BA or VersiWeld BA '
structural concrete
Min. 22 ga. B
SC-142 33|:teel iz: ;T:i\:]pez E:O%ragie (Optional) One or more layers, any Min. 1.5-inch ACFoam Il, ENRGY Note 2 1 per VersiWeld / Aqua Base 120, Cav-Grip -45.0*
T P combination, loose laid 3 2.0 ft? 3V A/P or VersiWeld BA :
structural concrete
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga. B
SC-143 33|:teel iar ;T:::ll,]pez 5,0%ra(siie (Optional) One or more layers, any Min. 1.5-inch VersiCore, Concrete: MP 14-10 Concrete Fastener, 1 per VersiWeld / Aqua Base 120, Cav-Grip 45.0*
o P combination, loose laid SecurShield CD-10 Concrete Fastener or MP 3.2ft2 | 3V A/P, LVOC BA or VersiWeld BA ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Min. 22 ga., t B, Grad
N. 22 €., Ype , ara .e (Optional) One or more layers, any Min. 1.5-inch SecurShield HD 1 per VersiWeld / Cav-Grip 3V A/P, LVOC
SC-144 33 steel or min. 2,500 psi . . . Note 2 ) ! -45.0*
combination, loose laid Composite 2.0 ft BA or VersiWeld BA
structural concrete
in. 22 ga. . . . .
$C145 ?'Ygr;teel ii ;:;:]peZBS,o%rat:ie (Optional) One or more layers, any Min. 2.0-inch ACFoam I, Note 2 1 per VersiWeld / Aqua Base 120, Cav-Grip _45.0*
T P combination, loose laid VersiCore, SecurShield, ENRGY 3 4.0ft2 | 3V A/P or VersiWeld BA ’
structural concrete
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) Attach (Note 15) (psf)
(Note 17)
SC-146 ?'Y;r;.tsezl goz:.;:%pzzo%ra(:;a (Optional) One or more layers, any Min. 2.0-inch SecurShield HD Note 2 1 per VersiWeld / Cav-Grip 3V A/P, LVOC _45.0*
T P combination, loose laid Composite 4.0 ft? BA or VersiWeld BA !
structural concrete
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga., type B, Grad ) ) ) . . .
147 40|:teel if: I:ni&;Pez éooraSiE? (Optional) One or more layers, any Min. 1.5-inch VersiCore, Concrete: MP 14-10 Concrete Fastener, 1 per VersiWeld / Cav-Grip 3V A/P or -45.0
| T P combination, loose laid SecurShield CD-10 Concrete Fastener or MP 2.0ft> | VersiWeld BA ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Steel: Versico Insultite with AccuTrac
Min. 22 ga. B Min. 0.5-inch hield HD
In. 22 ga., type 4 Grad.e Min. 1.5-inch VersiCore, SecurShield, in.0 5. inch SecurShield HD, Plate 1per | VersiWeld / Cav-Grip 3V A/P or
SC-148 33 steel or min. 2,500 psi loose laid SecurShield HD Plus or Concrete: MP 14-10 Concrete Fastener, 29 f2 Versiweld BA -45.0*
structural concrete DuraStorm VSH CD-10 Concrete Fastener or MP :
Concrete Spike with AccuTrac Plate
Min. 22 ga., type B, Grade | . 1 o i thick, one or more Min. 0.5-Inch SecurShield HD, lper | Versiweld / Cav-Grip 3V A/P, LVOC
SC-149 33 steel or min. 2,500 psi o . SecurShield HD Plus or Note 2 ) ! -45.0*
layers, any combination, loose laid 2.0 ft BA or VersiWeld BA
structural concrete DuraStorm VSH
Min. 22 ga. B Min. 1.5-inch Versi MP-N
SC-150 33I r;teel iz: ’sttrYl?ciur,aclirade MIPn-W Ssézerh!iilszliccE)rr\TéGY 3 o?r Min. Rinch SecurShield HD Note 2 Lper | VersiWeld / Cav-Grip 3V A/P, LVOC -45.0*
! ! Plus or DuraStorm VSH 4.0ft> | BAorVersiWeld BA ’
concrete ACFoam I
Min. 22 ga. type B, Grade MinGR-43 74qgeh DEXcl Steel: HPV-X Fast ith HPV
sc-151 30 s.teel gor- rr\:r:m 2’500 i One or more layers, any Cement Roof Board or min. 0.5- In:jl;iltion ;asf:nfnngegl\:t'e 1 per VersiWeld / Cav-Grip 3V A/P, LVOC -45.0
Y P combination, loose laid inch DEXcell FA Glass Mat Roof . 2.0ft> | BAorVersiWeld BA ’
structural concrete Concrete: Note 2
Board
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV . .
SC-152 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.25-inch DensDeck Prime Insulation Fastening Plate 1 perz Ver5|WeId./ Cav-Grip 3V A/P, LVOC -52.5
1.8 ft BA or VersiWeld BA
structural concrete Concrete: Note 2
Min. 22 ga., type B, Grade , . . .
A X . . . . Min. 0.4375-inch DEXcell 1 per VersiWeld / Cav-Grip 3V A/P or
-1 | .2 Min. 1.5-inch V. hiel Note 2 -52.
SC-153 33 steel or min. 2,500 psi in. 1.5-inch VersiCore, SecurShield Cement Roof Board ote 180 Versiweld BA 52.5
structural concrete
Min. 22 ga., type B, Grade . . . . .
. 1.5- 16- E 1
SC-154 33 steel or min. 2,500 psi Min. 1.5-inch thlc.k' o'ne ormorg . Min 7/16-inch APA or TECO Note 2 perz VersiWeld / Aqua Base 120 -52.5
layers, any combination, loose laid rated OSB 1.9 ft
structural concrete
Min. 22 ga., type B, Grade . . . . Steel: Versico Insultite with HPV . .
SC-155 33 steel or min. 2,500 psi (Optl(?nal? One or mo're layers, any Min. 2 |r.1ch VersiCore or Insulation Fastening Plate 1 per2 Vers!WeId / Cav-Grip 3V A/P or -60.0
combination, loose laid SecurShield . 2.0ft VersiWeld BA
structural concrete Concrete: Note 2
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) ﬁt:ajl; (Note 15) (psf)
ote !
Min. 22 ga., type B, Grade (Optional) One or more layers, an Steel: Versico Insultite with HPV 1 per
SC-156 33 steel or min. 2,500 psi phional re fayers, any Min. 2-inch SecurShield Insulation Fastening Plate Per | Versiweld / LvOC BA -60.0
combination, loose laid . 2.0 ft
structural concrete Concrete: Note 2
$C-157 2/'3' r;t:ezl i?'.'sttrylfcil?r’aclirade mvisséx?sff;ff?ﬁaéﬂmfr Min. 0.5-inch SecurShield HD Note 2 Lper | Versiweld / Cav-Grip 3V A/P, LVOC 60.0
! ! Plus or DuraStorm VSH 1.8 ft> | BA or VersiWeld BA ’
concrete ACFoam Il
Min. 22 ga., type B, Grade . . . . .
SC-158 | 33steel or min. 2,500 psi | M- 1:5-inch thick, one or more. Min 0.5-inch DensDeck Prime | Note 2 Lper | Versiweld/ Cav-Grip 3V A/P or -60.0
layers, any combination, loose laid 1.6 ft VersiWeld BA
structural concrete
Min. 22 ga. type B, Grade Min. 0.4375-inch DEXcel Steel: HPV-X Fast ith HPV
SC-159 0 s.teel ir.m\gr’: 2 ;300 i One or more layers, any Cement Roof Board or min. 0.5- In:jlzixtion ;asfesn?nngegl\gt'e 1 per VersiWeld / Cav-Grip 3V A/P, LVOC -60.0
T P combination, loose laid inch DEXcell FA Glass Mat Roof ) 1.3ft2 | BAorVersiWeld BA ’
structural concrete Concrete: Note 2
Board
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga. B . . . . . . .
SC-160 33|:teel i?_ ;r:i\;pez S’O%ragf Min. 1.5-inch thick, one or more Min 0.25-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, 1 per VersiWeld / Aqua Base 120, Cav-Grip -60.0
| T P layers, any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 1.0 ft2 | 3V A/P, LVOC BA or VersiWeld BA ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV . .
SC-161 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.5-inch DensDeck Prime Insulation Fastening Plate 1 per VerS|WEId./ Cav-Grip 3V A/P, LVOC -67.5
1.8 ft? BA or VersiWeld BA
structural concrete Concrete: Note 2 :
OMG #12 Standard, OMG #14 Heavy
. . . ) Min. 0.5-inch SECUROCK Duty, OMG XHD, OMG #12 Roofgrip,
sc-162 ?'\g'”' 22| ga., type B, Grade :V"”' 1.5-inch tht'f.k’ g | ttralight Coated Glass-Mat OMG #14 Roofgrip or OMG #15 11 P2 | Versiweld / versiweld B -67.5
stee ayers, any combination, loose lai Roof Board Roofgrip with OMG 3 in. Galvalume .
Steel Plate
Min. 22 ga. B
SC-163 33”;teel iar ;:i\:]pez éo%ragie Min. 1.5-inch thick, one or more Min 7/16-inch APA or TECO Note 2 1 per VersiWeld / Cav-Grip 3V A/P or 75.0
T P layers, any combination, loose laid rated OSB 1.9ft2 | VersiWeld BA ’
structural concrete
Min. 22 ga., type B, Grade . . .
. R (Optional) One or more layers, any Min 2.0-inch ACFoam I, 1 per . .
SC-164 33 steel or min. 2,500 ps! L . X . Note 2 VersiWeld / VersiWeld BA -75.0
n psl combination, loose laid VersiCore, SecurShield, ENRGY 3 ote 1.6 ft? ersiWeld / VersiWe
structural concrete
Min. 22 ga., type B, Grade . . . .
h R (Optional) One or more layers, any Min 2.0-inch VersiCore, 1 per R .
- 33 steel . 2,500 Note 2 - -75.
SC-165 steel or min. 2, psi combination, loose laid securshield ote 16 VersiWeld / Cav-Grip 3V A/P 75.0
structural concrete
Min. 22 ga., t B, Grad
N 22 €., Ype , ara .e (Optional) One or more layers, any Min. 2.0-inch SecurShield HD 1 per VersiWeld / Cav-Grip 3V A/P, LVOC
SC-166 33 steel or min. 2,500 psi L . . Note 2 ) ! -75.0
combination, loose laid Composite 1.6 ft BA or VersiWeld BA
structural concrete
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NEmoO | etc.e
TABLE 2€: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) o0R RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) Attach (Note 15) (psf)
(Note 17)
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV . .
SC-167 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.5-inch DensDeck Prime Insulation Fastening Plate 1 perz Ver5|We|d/ Cav-Grip 3V A/P, LVOC -75.0
1.6 ft BA or VersiWeld BA
structural concrete Concrete: Note 2
Min. 22 ga., type B, Grade |\ . 4 o i1 b thick, one or more Min 0.5-inch SECUROCK 1per | VersiWeld / Cav-Grip 3V A/P or LVOC
SC-168 33 steel or min. 2,500 psi S . ) Note 2 2 -75.0
layers, any combination, loose laid Gypsum-Fiber Roof Board 1.6 ft BA
structural concrete
169 ?'\g':t:ezl i‘:';mpezséoiragf Min. 1.5-inch thick, one or more Min 0.5-inch SECUROCK - 1per | VersiWeld / Cav-Grip 3V A/P or 825
T P layers, any combination, loose laid Gypsum-Fiber Roof Board 1.6 ft2 | VersiWeld BA ’
structural concrete
Min. 22 ga., type B, Grade . . . . .
Min. 1.5-inch thick Min 7/16-inch APA or TE 1
SC-170 | 33 steel or min. 2,500 psi in. 1.5-inch thick, one or more in 7/16-inc or 2SS Note 2 PET | Versiweld / Cav-Grip 3V A/P 825
layers, any combination, loose laid rated OSB 1.0 ft
structural concrete
. . . . Min. 0.5-inch SECUROCK . .
SC171 Min. 22 ga., type B, Grade Min. 1.5-inch th|<.:k, qne or more . Ultralight Coated Glass-Mat HP FasFener with HPV Insulation 1 per2 Versiweld / Versiweld BA 975
80 steel layers, any combination, loose laid Fastening Plate 1.0 ft
Roof Board
Min. 22 ga., type B, Grade . . . . .
Min. 1.5-inch thick Min 7/16-inch APA or TE 1
SC-172 33 steel or min. 2,500 psi in. 1.5-inch thick, one or more in 7go-inc or TECO Note 2 PET | Versiweld / Versiweld BA 975
layers, any combination, loose laid rated OSB 1.0 ft
structural concrete
Sc173 | 33 sieelormm 2500 e | more oyars any combination, toose | Min-0625-inch SECUROCK | Lper | VersiWeld / Cav-Grip 3V A/P or 1125
o P . yers, any ! Gypsum-Fiber Roof Board 1.3ft2 | VersiWeld BA ’
structural concrete laid
Min. 18 ga., type B, Gradg Min. 2-inch thick, one or more layers, | Min. 0.5-inch SECUROCK 1 per VersiWeld / Cav-Grip 3V A/P or
SC-174 33 steel or min. 2,500 psi - . ) Note 2 2 ) -1125
any combination, loose laid Gypsum-Fiber Roof Board 1.3 ft VersiWeld BA
structural concrete
Sc175 | 33 sieelor sttt | MPAW, Socurshield eNRG 30r | Min-0inch Securshieid HD | Lper | VersiWeld / Cav-Grip 3V A/P or 1125
! ! Plus or DuraStorm VSH 1.3ft2 | VersiWeld BA or LVOC BA ’
concrete ACFoam I
Min. 22 ga., type B, Grade (Optional) Min. 1-inch VersiCore, . . . Steel: Versico Insultite with HPV . .
Min. 2-inch hield HD . . 1 VersiWel - V A/P, LV
SC-176 80 steel or min. 2,500 psi SecurShield, ENRGY 3, Polyiso MP-N, n |r.1c Securshield Insulation Fastening Plate perz ersive d./ Cav-Grip 3V A/P, LVOC -112.5
. Composite 1.3 ft BA or VersiWeld BA
structural concrete ACFoam Il or Polyiso MP-W Concrete: Note 2
Min. 22 ga., t B, Grad
- 2283, yPe B, Bra%€ | \1in. 1.5-inch thick, one or more Min. 2.0-inch SecurShield HD lper | VersiWeld / Cav-Grip 3V A/P, LVOC
SC-177 33 steel or min. 2,500 psi . . . Note 2 ) ! -112.5
layers, any combination, loose laid Composite 1.0 ft BA or VersiWeld BA
structural concrete
Min. 22 ga., type B, Grade . . .
sc178 | 33steel ormin. 2,500 psi | (OPtional) One ormore layers, any |\ iy securshield Note 2 Lper | VersiWeld/ Cav-Grip 3V A/P or 1200
combination, loose laid 1.0 ft VersiWeld BA
structural concrete
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

Top Insulation Layer

NEmoO | etc.e

structural concrete

Concrete: Note 2

System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) ﬁt:ajl; (Note 15) (psf)
ote !
Min. 22 g2, tybe B, Grade | 1, 4 5 inch thick, one or more Min 0.5-inch SECUROCK 1per | VersiWeld / Cav-Grip 3V A/P or LVOC
SC-179 33 steel or min. 2,500 psi o . . Note 2 B -127.5
layers, any combination, loose laid Gypsum-Fiber Roof Board 1.0 ft BA
structural concrete
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV . .
1 VersiWel - V A/P, LV
SC-180 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min 0.5-inch DensDeck Prime Insulation Fastening Plate 1 g?trz B:r5|r Ve:j<Nca|\é gzp 3V A/P, LVOC -127.5
structural concrete Concrete: Note 2 . or VersiWe
Min. 22 ga., type B, Grade (Optional) Min. 1-inch VersiCore, . R . Steel: Versico Insultite with HPV . .
sc-181 33 steel or min. 2,500 psi | SecurShield, ENRGY 3, Polyiso MP-N, gﬂe':urzsr:’l’:lz VersiCore or Insulation Fastening Plate 115’:2 x::mz:g /B :a" Grip 3V A/P or 1275
structural concrete ACFoam Il or Polyiso MP-W Concrete: Note 2 ’
Min. 22 ga., type B, Grade (Optional) Min. 1-inch VersiCore, Steel: Versico Insultite with HPV 1 er
SC-182 33 steel or min. 2,500 psi SecurShield, ENRGY 3, Polyiso MP-N, Min. 2-inch SecurShield Insulation Fastening Plate 1 (‘))ftz VersiWeld / LVOC BA -127.5
structural concrete ACFoam Il or Polyiso MP-W Concrete: Note 2 ’
Min. 22 ga., type B, Grade ) ) ) . .
SC-183 | 33steelormin. 2,500 psi | - 1.5inch thick, one or more Min. 2.0-inch SecurShield Note 2 Lper | VersiWeld / Cav-Grip SV A/P orLVOC | 45, 5
layers, any combination, loose laid 1.0 ft BA
structural concrete
Min. 22 ga., type B, Grade (Optional) Min. 1-inch VersiCore, . . . Steel: Versico Insultite with HPV . .
SC-184 80 steel or min. 2,500 psi SecurShield, ENRGY 3, Polyiso MP-N, Min. 2'5_ inch Securshield HD Insulation Fastening Plate ! perz VerS|WeId/ Cav-Grip 3V A/P, LVOC -150.0
. Composite 1.0 ft BA or VersiWeld BA
structural concrete ACFoam Il or Polyiso MP-W Concrete: Note 2
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
Min. 22 ga., type B, Grade . . . . VersiFleece TPO / Flexible DASH or
SC-185 33 steel ormin. 2,500 psi | \0Ptional) One or more layers, any [ ingPs=ligh Versigaie) Note 2 1Per | Elexible DASH DT (RIBBON, 12-inch -45.0*
combination, loose laid SecurShield 3.2 ft
structural concrete o.c.)
Min. 22 ga., type B, Grade . . . . VersiFleece TPO / Flexible DASH or
SC-186 33 steel or min. 2,500 psi | (OPtional) One or more layers, any Min. 2-inch VersiCore, Note 2 1Per | Elexible DASH DT (RIBBON, 12-inch 45,0
combination, loose laid SecurShield 4.0 ft
structural concrete o.c.)
Min. 22 ga., type B, Grade . \ . . VersiFleece TPO / Flexible DASH or
SC-187 33 steel or min. 2,500 psi gm‘:::goinfozgzzs layers, any '(\:/Iol:\n 20;?:: Securshield HD Note 2 41 S’?{z Flexible DASH DT (RIBBON, 12-inch -45.0%
structural concrete ! P : o.c.)
Min. 22 ga., type B, Grade . R . VersiFleece TPO / Flexible DASH or
SC-188 | 33 steel or min. 2,500 psi :\:'erlg nmcc::tl:l::a EZ‘; (’lggns‘:i" 4 Min 0.25-inch DensDeck Prime | Note 2 21 g?trz Flexible DASH DT (RIBBON, 12-inch -45.0*
structural concrete yers, any ! ’ o.c.)
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV 1 per VersiFleece TPO / Flexible DASH or
SC-189 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.25-inch DensDeck Prime | Insulation Fastening Plate 3 zpft2 Flexible DASH DT (FULL) or -30.0*

HydroBond WB
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) Attach (Note 15) (psf)
(Note 17)
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV 1 ver VersiFleece TPO / Flexible DASH or
SC-190 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.5-inch DensDeck Prime Insulation Fastening Plate 5 :ﬂl Flexible DASH DT (FULL) or -30.0*
structural concrete Concrete: Note 2 ’ HydroBond WB
Steel: Versico Insultite with AccuTrac
Min. 22 ga., type B, Grade . . . . Min. 0.5-inch SecurShield HD, Plate VersiFleece TPO / Flexible DASH or
SC-191 33 steel or min. 2,500 psi I'Z'(')’;e 1|a;: d'"Ch VersiCore, Securshield, | ¢\ shield HD Plus or Concrete: MP 14-10 Concrete Fastener, 41 (‘))?t'; Flexible DASH DT (FULL) or -30.0*
structural concrete DuraStorm VSH CD-10 Concrete Fastener or MP ’ HydroBond WB
Concrete Spike with AccuTrac Plate
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
$C-192 ?’\,/‘l’lr;'t::l gozi.;ntﬁpezBéO%ratsiie Min. 2-inch thick, one or more layers, | Min 0.5-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, 1 per VersiFleece TPO / Flexible DASH or 37.5%
| T P any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 5.3 ft2 | Flexible DASH DT (FULL) ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Min. 22 ga., type B, Grade Min. 1.5-inch thick. one or more Min. 0.5-inch SecurShield HD, 1 per VersiFleece TPO / Flexible DASH or
SC-193 33 steel or min. 2,500 psi I e.rs .an combin;tion loose laid SecurShield HD Plus or Note 2 2 7pft2 Flexible DASH DT (FULL) or -37.5*%
structural concrete yers, any ! DuraStorm VSH ’ HydroBond WB
Min. 22 ga., type B, Grade . . . . VersiFleece TPO / Flexible DASH or
SC-194 33 steel or min. 2,500 psi | (OPtional) One or more layers, any Min. 2.0-inch VersiCore, Note 2 LPer | Elexible DASH DT (FULL) or 45.0*
combination, loose laid SecurShield 4.0 ft
structural concrete HydroBond WB
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga., t B, Grad ) . . .
$C-195 33|2teel i‘j ;‘ni&;pez E;oorasie (Optional) One or more layers, any Min. 1.5-inch VersiCore, Concrete: MP 14-10 Concrete Fastener, 1 per VersiFleece TPO / Flexible DASH or -45.0*
| o P combination, loose laid SecurShield CD-10 Concrete Fastener or MP 3.2 ft2 | Flexible DASH DT (FULL) ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga., type B, Grade . . .
h R (Optional) One or more layers, any ) . . Concrete: MP 14-10 Concrete Fastener, 1 per VersiFleece TPO / Flexible DASH or
- 4 | .2 . 1.5- ! -45.
SC-196 Ostee c:r min. 2,500 psi combination, loose laid N 1.5-inch VersiCare CD-10 Concrete Fastener or MP 2.0 ft? Flexible DASH DT (FULL) 450
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Min. 22 ga., type B, Grade (Optional) One or more layers, an Min. 1-inch VersiCore, 1 per VersiFleece TPO / Flexible DASH or
SC-197 33 steel or min. 2,500 psi corr',nbination loose laid yers, any SecurShield or min. 1.5-inch Note 2 ) gﬂz Flexible DASH DT (FULL) or -45.0*
structural concrete ! SecurShield HD Composite ’ HydroBond WB
Min. 22 ga., type B, Grade (Optional) One or more layers, an Min. 2.0-inch VersiCore, 1 per VersiFleece TPO / Flexible DASH or
SC-198 33 steel or min. 2,500 psi P . . yers, any SecurShield or SecurShield HD Note 2 p ) Flexible DASH DT (FULL) or -45.0*
combination, loose laid . 4.0 ft
structural concrete Composite HydroBond WB
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) Attach (Note 15) (psf)
(Note 17)
Min. 22 ga., type B, Grade Min. 1.5-inch thick. one or more Steel: Versico Insultite with HPV 1 ver VersiFleece TPO / Flexible DASH or
SC-199 33 steel or min. 2,500 psi Ia e.rs .an combin,ation loose laid Min 0.5-inch DensDeck Prime Insulation Fastening Plate 4 gﬂl Flexible DASH DT (FULL) or -45.0*
structural concrete yers, any ! Concrete: Note 2 ’ HydroBond WB
$C-200 2/'3”;82; i?_';;i\:]pzzo%ragf Min. 1.5-inch thick, one or more Min. 0.25-inch DEXcell FA Glass Note 2 1 per VersiFleece TPO / Flexible DASH or 45.0%
T P layers, any combination, loose laid Mat Roof Board 2.7 ft? Flexible DASH DT (FULL) :
structural concrete
. Min. 0.4375-inch DEXcell
$C-201 ?’:/_l:r;.t::I i?';\:%pezBéO%Fagie Min. 1.5-inch thick, one or more Cement Roof Board or min. 0.5- Note 2 1 per VersiFleece TPO / Flexible DASH or 45.0%
o P layers, any combination, loose laid inch DEXcell FA Glass Mat Roof 4.0 ft2 Flexible DASH DT (FULL) :
structural concrete
Board
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
$C-202 ?’\,/‘l’lr;'t::l gozi.;ntﬁpezBéO%ratsiie Min. 2-inch thick, one or more layers, | Min 0.25-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, 1 per VersiFleece TPO / Flexible DASH or _45.0*
| T P any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 3.2 ft2 | Flexible DASH DT (FULL) ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga., t B, Grad
$C-203 33|2teel i‘: ;‘ni»;pez E;OOrasie Min. 2-inch thick, one or more layers, | Min 0.375-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, 1 per VersiFleece TPO / Flexible DASH or 45.0%
| T P any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 4.0 ft2 | Flexible DASH DT (FULL) ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga. B
$C-204 33”;teel iar ;:i\:]pez éo%ragie Min. 2-inch thick, one or more layers, | Min 0.625-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, 1 per VersiFleece TPO / Flexible DASH or 45.0%
| T P any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 5.3 ft? Flexible DASH DT (FULL) ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Min. 22 ga. B Min. 1.5-inch Versi P-N
$C-205 33”;teel iar ’sttylf’ciur’aclirade MIPn-W E;;ijrsh?gi;czﬁégﬂ\( 3 o?r Min. 0.5-inch SecurShield HD Note 2 1 per VersiFleece TPO / Flexible DASH or -45.0*
! ! Plus or DuraStorm VSH 4.0 ft? Flexible DASH DT (FULL) ’
concrete ACFoam Il
Steel: Versico Insultite with AccuTrac
Min. 22 ga., type B, Grade . . Y . Min. 0.5-inch SecurShield HD, Plate VersiFleece TPO / Flexible DASH or
.1.5- ; 1 A
SC-206 | 33 steel or min. 2,500 psi :\:g;ellj d'”Ch VersiCore, Securshield, | ¢\ rshield HD Plus or Concrete: MP 14-10 Concrete Fastener, |  M<l, | Flexible DASH DT (FULL) or -45.0*
structural concrete DuraStorm VSH CD-10 Concrete Fastener or MP ’ HydroBond WB
Concrete Spike with AccuTrac Plate
Min. 22 ga., type B, Grade Min. 1.5-inch thick. one o more Min. 0.5-inch SecurShield HD, 1 per VersiFleece TPO / Flexible DASH or
SC-207 33 steel or min. 2,500 psi I e.rs .an combin,ation loose laid SecurShield HD Plus or Note 2 ) gﬂz Flexible DASH DT (FULL) or -45.0*
structural concrete yers, any ! DuraStorm VSH ’ HydroBond WB
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) Attach (Note 15) sf
(Note 17)
Min. 22 ga. type B, Grade One or more lavers. an Eﬂelg;eor;fizi-flgihar?fz:;”in 05- Steel: HPV-X Fastener with HPV 1 per VersiFleece TPO / Flexible DASH or
SC-208 80 steel or min. 2,500 psi " more fayers, any ) - Insulation Fastening Plate p Flexible DASH DT (FULL) or 45.0
combination, loose laid inch DEXcell FA Glass Mat Roof . 2.0 ft2
structural concrete Board Concrete: Note 2 HydroBond WB
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV 1 per VersiFleece TPO / Flexible DASH or
SC-209 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield | Min. 0.25-inch DensDeck Prime | Insulation Fastening Plate 1 g ¢z | Flexible DASH DT (FULL) or -52.5
structural concrete Concrete: Note 2 ’ HydroBond WB
Min. 22 ga., type B, Grade ) . } )
. R . . . . Min. 0.4375-inch DEXcell 1 per VersiFleece TPO / Flexible DASH or
-21 33 steel . 2,500 Min. 1.5-inch Vi hiel Note 2 -52.
SC-210 steel or min. 2, psi in. 1.5-inch VersiCore, SecurShield Cement Roof Board ote 180 Flexible DASH DT (FULL) 52.5
structural concrete
Min. 22 ga., type B, Grade . . R . Steel: Versico Insultite with HPV VersiFleece TPO / Flexible DASH or
sc-211 33 steel or min. 2,500 psi (Or’::'bc.’;ap 2”? or m|°.r§ layers, any gﬂ'n'rzsr:f‘clz VersiCore, Insulation Fastening Plate 21 g]ftrz Flexible DASH DT (FULL) or -60.0
structural concrete combination, loose fal ecurshie Concrete: Note 2 ’ HydroBond WB
Min. 22 ga., type B, Grade . . . VersiFleece TPO / Flexible DASH or
sc212 | 33steel or min. 2,500 psi | Min- 1:5-inch thick, one or more. Min 0.5-inch DensDeck Prime | Note 2 LPEr | Elexible DASH DT (FULL) or -60.0
layers, any combination, loose laid 1.6 ft
structural concrete HydroBond WB
Min. 0.4375-inch DEXcell
Min. 22 ga. type B, Grade One or more lavers. an CeTnent Rooflrl;coard o:emin 0.5- Steel: HPV-X Fastener with HPV 1 per VersiFleece TPO / Flexible DASH or
sc-213 80 steel or min. 2,500 psi T more fayers, any : 222" | Insulation Fastening Plate P Flexible DASH DT (FULL) or -60.0
combination, loose laid inch DEXcell FA Glass Mat Roof 1.3 ft2
structural concrete Board Concrete: Note 2 HydroBond WB
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga., t B, Grad . . . .
sc214 33|2tee| i‘: ;‘ni»;pez E;OOrasie Min. 1.5-inch thick, one or more Min 0.25-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, 1 per VersiFleece TPO / DASH DT or Flexible -60.0
| o P layers, any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 1.0 ft? DASH DT (FULL) ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
SC-215 E';/ISIr;.tezezl iar-’sttylf’cil?r’acl;rade man-.\/\i.E;_ézzr:s\:l?jtljccé:\lzgﬂ\(});\:)?r Min. 0.5-inch SecurShield HD Note 2 1 per VersiFleece TPO / Flexible DASH or -60.0
! ! Plus or DuraStorm VSH 1.8 ft> | Flexible DASH DT (FULL) ’
concrete ACFoam Il
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV 1 per VersiFleece TPO / Flexible DASH or
SC-216 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.5-inch DensDeck Prime Insulation Fastening Plate 1 g:)ftl Flexible DASH DT (FULL) or -67.5
structural concrete Concrete: Note 2 ’ HydroBond WB
in. 22 ga. B . . . . . .
$c217 ?'Ygr;teel iar ;nti\;pez S,OC;I)razsjie (Optional) One or more layers, any Min 2.0-inch VersiCore, Note 2 1 per VersiFleece TPO / Flexible DASH or 75.0
T P combination, loose laid SecurShield 1.6 ft? Flexible DASH DT (FULL) ’
structural concrete
$C.218 ?'\,/g:.tzjl i?.;;i\:]pezB_r;o((;)ragie (Optional) One or more layers, any Min. 2.0-inch SecurShield HD Note 2 1 per VersiFleece TPO / Flexible DASH or 75.0
T P combination, loose laid Composite 1.6 ft? Flexible DASH DT (FULL) ’
structural concrete
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) ﬁt:ajl; (Note 15) (psf)
ote [
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV 1 ver VersiFleece TPO / Flexible DASH or
SC-219 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.5-inch DensDeck Prime Insulation Fastening Plate 1 spftz Flexible DASH DT (FULL) or -75.0
structural concrete Concrete: Note 2 ’ HydroBond WB
Min. 22 ga., type B Gradfe Min. 1.5-inch thick, one or more Min 0.5-inch SECUROCK 1 per VersiFleece TPO / Flexible DASH or
SC-220 33 steel or min. 2,500 psi S ) . Note 2 ; -75.0
structural concret’e layers, any combination, loose laid Gypsum-Fiber Roof Board 1.6 ft2 Flexible DASH DT (FULL)
Min. 22 ga., type B Grad.e Min. 1.5-inch thick, one or more Min 7/16-inch APA or TECO 1 per VersiFleece TPO / Flexible DASH or
SC-221 33 steel or min. 2,500 psi Note 2 -75.0
structural concretle layers, any combination, loose laid rated OSB 1.9 ft? Flexible DASH DT (FULL)
Min. 22 ga., type B Grad.e Min. 1.5-inch thick, one or more Min 0.5-inch SECUROCK 1 per VersiFleece TPO / Flexible DASH or
SC-222 33 steel or min. 2,500 psi S ) . Note 2 ; -82.5
structural concret’e layers, any combination, loose laid Gypsum-Fiber Roof Board 1.6 ft2 Flexible DASH DT (FULL)
. 1 per
Min. 22 ga., type B, Grade . . . ) .
SC:223 | 33steelormin.2,500psi | M- 1-3inch thick one or more Min 15/32-inch OSB Note 2 Loftt | VersiFleece TPO / Aqua Base 120, -82.5
layers, any combination, loose laid (Verisco | HydroBond WB
structural concrete
A-27F)
Min. 22 ga., type B, Grade Steel: Insultite and and HPV Insulation
. v 4 ) Min. 1.5-inch thick, one or more ) Fastening Plate or SecurFast Insulation 1 per VersiFleece TPO / Flexible DASH or
- I .2 ! .5- ) -82.
SC-224 33 stee oIr min. 2,500 psi layers, any combination, loose laid 0.5-incQuraStorm VSH Fastening Plate 1.0 ft? Flexible DASH DT (FULL) 825
structural concrete Concrete: Note 2
SC-225 2/|3| :tezcgl iz:-;rfi\;pezBéoG(Jragie ﬁ?c?rtgra]agr’sv“ann 1c-r:)rl1:tc>?n$:gl:l cl):::sce)r i RN G Note 2 Lper | VersiFleece TPO / Flexible DASH or -1125
T P . vers, any ! Gypsum-Fiber Roof Board 1.3ft2 | Flexible DASH DT (FULL) ’
structural concrete laid
Min. 18 ga., type B Gradg Min. 2-inch thick, one or more layers, | Min. 0.5-inch SECUROCK 1 per VersiFleece TPO / Flexible DASH or
SC-226 33 steel or min. 2,500 psi X Note 2 -112.5
structural concrete any combination, loose laid Gypsum-Fiber Roof Board 1.3 ft? Flexible DASH DT (FULL)
sc227 E';/ISIZIt:eZI iar-’stt:fcil?r’acl;rade mlpn..véEg;zz?s\:ﬁgzcg\]eagp‘;,’i?r Min. 0.5-inch SecurShield HD Note 2 1 per VersiFleece TPO / Flexible DASH or 1125
concrete ACFoa'm 0 ! Plus or DuraStorm VSH 1.3 ft? Flexible DASH DT (FULL) ’
in. . i in. 1-i i Steel: Versico Insultite with HPV
Min. 22 ga., type B, Grade | (Optional) Min. Linch VersiCore, Min. 2-inch SecurShield HD . . lper | VersiFleece TPO / Flexible DASH or
SC-228 80 steel or min. 2,500 psi SecurShield, ENRGY 3, Polyiso MP-N, Composite Insulation Fastening Plate 132 Flexible DASH DT (FULL) -112.5
structural concrete ACFoam Il or Polyiso MP-W P Concrete: Note 2 ’
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV . .
. X 1 Vi FI TPO / Flexible DASH
5C-229 33 steel or min. 2,500 psi | Min. 1.5-inch VersiCore, SecurShield | Min 0.5-inch DensDeck Prime | Insulation Fastening Plate . g fetr2 Fle r‘c‘.'bl e‘EC:SH DT/ Fs)lill_ ¢ or 1275
structural concrete Concrete: Note 2 ’ exivle ( )
in. . i in. 1-i i Steel: Versico Insultite with HPV
Min. 22 ga., type B Gradg (Optlona.l) Migg-inch Vers.|Core, Min. 2-inch VersiCore or X : u e wi 1 per VersiFleece TPO / Flexible DASH or
SC-230 33 steel or min. 2,500 psi SecurShield, ENRGY 3, Polyiso MP-N, R Insulation Fastening Plate ) . -127.5
) SecurShield 1.0 ft Flexible DASH DT (FULL)
structural concrete ACFoam Il or Polyiso MP-W Concrete: Note 2
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

Top Insulation Layer

NEmoO | etc.e

structural concrete

System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) ﬁt:ajl; (Note 15) (psf)
ote [
Min. 22 ga., type B, Grade . . .
. . (Optional) One or more layers, any Lo . 1 per VersiFleece TPO / Flexible DASH or
-231 33 steel . 2,500 Min 2-inch S Shield Note 2 -135.0
S¢-23 o jc‘:jrafzg':ret; PSL | combination, loose laid N £-Inch >ecurshie ote 1.0 2 | Flexible DASH DT (FULL)
Min. 22 ga., type B Gradfe Min. 1.5-inch thick, one or more Min 7/16-inch APA or TECO 1 per VersiFleece TPO / Flexible DASH or
SC-232 33 steel or min. 2,500 psi Note 2 -135.0
structural concret’e layers, any combination, loose laid rated OSB 1.0 ft2 Flexible DASH DT (FULL)
Min. 22 ga., type B, Grade | i ) o i thick, one or more Min 0.5-inch SECUROCK 1per | VersiFleece TPO / Flexible DASH or
SC-233 80 steel or min. 2,500 psi Note 2 -135.0
structural concret; layers, any combination, loose laid Gypsum-Fiber Roof Board 1.0 ft? Flexible DASH DT (FULL)
Min. 22 ga,, type B, Grade | ., S-inch thick one or more itefl: Ipsué)tlitf andsand I-FIP\/tI:\suIﬁTpn 1per VersiFleece TPO (min. 60-mil) /
SC-234 80 steel or min. 2,500 psi . - . 0.5-inch DuraStorm VSH B, 6 | S\gPr Secrast Insuiation P Flexible DASH or Flexible DASH DT -135.0
layers, any combination, loose laid Fastening Plate 1.0 ft2
structural concrete Concrete: Note 2 (FULL)
Min. 22 ga., type B, Grad.e (Optlona.nl) Min. 1-inch Vers.|Core, Min. 2.5-inch SecurShield HD Steel: Yer5|co Insyltlte with HPV 1 per VersiFleece TPO / Flexible DASH or
SC-235 80 steel or min. 2,500 psi SecurShield, ENRGY 3, Polyiso MP-N, . Insulation Fastening Plate N R -150.0
. Composite 1.0ft Flexible DASH DT (FULL)
structural concrete ACFoam Il or Polyiso MP-W Concrete: Note 2
Min. 22 ga. B
“C36 33':tee| i": ;r::;:]pez 5:0%“;3;3 (Optional) One or more layers, any Min. 2.0-inch SecurShield HD Note 2 Lper | VersiFleece TPO / Flexible DASHDT | .
T combination, loose laid Composite 1.0ft2 | (FULL) ’
structural concrete
VERSIWELD QA TPO MEMBRANE APPLICATIONS:
Min. 22 ga., type B, Grade . . .
sc-237 | 33steel or min. 2,500 psi | Min- 1:5-inch thick, one or more. Min. 2-inch Insulfoam SP Note 2 LPer | \ersiweld QA TPO, self-adhered -30.0*
layers, any combination, loose laid 2.7 ft
structural concrete
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV 1 per
SC-238 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.25-inch DensDeck Prime Insulation Fastening Plate 3 prtz VersiWeld QA TPO, self-adhered -30.0*
structural concrete Concrete: Note 2 .
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV 1 per
SC-239 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.5-inch DensDeck Prime Insulation Fastening Plate 5 ‘fftz VersiWeld QA TPO, self-adhered -30.0%
structural concrete Concrete: Note 2 ’
Steel: Versico Insultite with AccuTrac
Min. 22 ga., type B, Grade . . Y . Min. 0.5-inch SecurShield HD, Plate
SC-240 | 33 steel or min. 2,500 psi :\:(')’;e 1|a5| d'“Ch VersiCore, Securshield, | oo rshield HD Plus or Concrete: MP 14-10 Concrete Fastener, 41 % | Versiweld QA TPO, self-adhered -30.0*
structural concrete DuraStorm VSH CD-10 Concrete Fastener or MP .
Concrete Spike with AccuTrac Plate
Min. 22 ga., type B, Grade . . . . .
sC-241 | 33steel or min. 2,500 psi | Min: 1-5-inch thick, one or more. Min 0.25-inch SECUROCK Note 2 LPer | \ersiweld QA TPO, self-adhered -37.5%
layers, any combination, loose laid Gypsum-Fiber Roof Board 2.7 ft
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) Attach (Note 15) (psf)
(Note 17)
Min. 22 ga., type B, Grade . . . Min. 0.5-inch SecurShield HD,
SC-242 33 steel or min. 2,500 psi Min. 1.5-inch thl(.:k' qne ormore ) SecurShield HD Plus or Note 2 L perz VersiWeld QA TPO, self-adhered -37.5*%
layers, any combination, loose laid 2.7 ft
structural concrete DuraStorm VSH
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga., type B, Grade . ) . . .
) ) Min. 2-inch thick, I , | Min 0.5-inch SECUROCK ] . 1 .
SC-243 33 steel or min. 2,500 psi in |nc. tl .|c one or rTwre ayers, in 0.5 mF SECUROC Concrete: MP 14-10 Concrete Fastener, per2 VersiWeld QA TPO, self-adhered 37.5%
| any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 5.3 ft
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Min. 22 ga., type B, Grade ) . Steel: Versico Insultite with HPV
sc-244 | 33steel ormin. 2,500 psi | Min. 1.5-inch VersiCore, SecurShield ';’:;;3625 inch DensDeck Insulation Fastening Plate 51 P, | Versiweld A TPO, self-adhered 37.5
structural concrete Concrete: Note 2 .
Min. 22 ga., type B, Grade . . .
; ) Min. 1.5-inch thick, ) ) 1 .
SC-245 33 steel or min. 2,500 psi in. 1.5-inch t K? o.ne or more . Min. 2-inch Insulfoam SP Note 2 perz VersiWeld QA TPO, self-adhered -45.0*
layers, any combination, loose laid 2.0 ft
structural concrete
Min. 0.25-inch DensDeck Prime
Min. 22 ga., type B, Grade . . . X
sC-246 | 33steel or min. 2,500 psi | Min- 1:5-inch thick, one or more. or SECUROCK Gypsum-Fiber Note 2 1Per | \ersiweld QA TPO, self-adhered -45.0%
structural concrete layers, any combination, loose laid Roof Board or min 7/16-inch 2.0 ft
APA or TECO rated OSB
Min. 22 ga., type B, Grade . R . Steel: Versico Insultite with HPV
SC-247 33 steel or min. 2,500 psi | V- 1-3-inch thick, one or more Min 0.5-inch DensDeck Prime Insulation Fastening Plate LPer | \ersiweld QA TPO, self-adhered -45.0*
layers, any combination, loose laid . 4.0 ft
structural concrete Concrete: Note 2
Min. 22 ga., type B, Grade . . . . .
Min. 1.5-inch thick, Min. 0.25- DEXcell FA GI 1 .
5C-248 | 33 steel or min. 2,500 psi in. 1.5-inch thick, one or QL In. 0.25-inch DEXcell FA Glass | .o PET | Versiweld QA TPO, self-adhered -45.0*
layers, any combination, loose laid Mat Roof Board 2.7 ft
structural concrete
Min. 0.4375-inch DEXcell
Min. 22 ga., type B, Grade . . . .
Min. 1.5-inch k C t Roof Board .0.5- 1
SC-249 | 33 steel or min. 2,500 psi in. 1.5-inch @k, ohiggr more "o Root Board or min Note 2 PET | Versiweld QA TPO, self-adhered -45.0%
layers, any combination, loose laid inch DEXcell FA Glass Mat Roof 4.0 ft2
structural concrete
Board
Min. 22 ga., type B, Grade . R . . .
Min. 1.5-inch thick, Min 0.25-inch SECUROCK 1
SC-250 | 33 steel or min. 2,500 psi - Te-inch g one or moreg n B.257nc Note 2 PET | Versiweld QA TPO, self-adhered 45.0*
layers, any combination, loose laid Gypsum-Fiber Roof Board 2.0ft
structural concrete
Steel: Versico Insultite with SecurFast
: Insulation Fastening Plate
Min. 22 ga., type B, Grade . . . . .
. 2- .25- E : - 1
SC-251 | 33 steel or min. 2,500 psi | "in- 2-inch thick, one or more layers, | Min 0.25-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, PET | Versiweld QA TPO, self-adhered -45.0%
| any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 3.2 ft
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) Attach (Note 15) (psf)
(Note 17)
Steel: Versico Insultite with SecurFast
: Insulation Fastening Plate
Min. 22 ga,, t B, Grad
N- 22 83, tYPE B, BTaCE |\ i 2 inch thick, one or more layers, | Min 0.375-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, | 1 per ) *
SC-252 33 steel or min. 2,500 psi L . . N VersiWeld QA TPO, self-adhered -45.0
| any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 4.0 ft
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Min. 22 ga., type B, Grade . . . . .
h . Min. 1.5-inch thick, Min 0.50-inch SECUROCK 1 .
SC-253 | 33 steel or min. 2,500 psi in. 1.5-inch thick, one or more in 0.50-inch SECUROC Note 2 PET | Versiweld QA TPO, self-adhered -45.0*
layers, any combination, loose laid Gypsum-Fiber Roof Board 3.2 ft
structural concrete
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga. B
In. 22 ga., type 4 Grad-e Min. 2-inch thick, one or more layers, | Min 0.625-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, 1 per : *
SC-254 33 steel or min. 2,500 psi L . . , | VersiWeld QA TPO, self-adhered -45.0
| any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 5.3 ft
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Min. 22 ga., type B, Grade . . . . .
sC-255 | 33steel or min. 2,500 psi | MM 1:5-inch thick, one or more. Min 0.e2ggdpch SECUROCK Note 2 LPer | \ersiweld QA TPO, self-adhered -45.0%
layers, any combination, loose laid Gypsum-Fiber Roof Board 4.0 ft
structural concrete
Min. 22 ga., type B, Grade . . . .
| | Min. 1-inch Vi 1
sC-256 | 33 steelormin. 2,500 psi | (OPtional) One or more layers, any in. Liinch VersiCore, Note 2 PET | Versiweld QA TPO, self-adhered 45,0
combination, loose laid SecurShield 2.0 ft
structural concrete
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga., type B, Grade . ’ . .
A R (Optional) One or more layers, any Min. 1.5-inch VersiCore, Concrete: MP 14-10 Concrete Fastener, 1 per R
-2 33 steel . 2,500 ! VersiWeld QA TP If-adh -45.0*
62y stee olr min. £, pst combination, loose laid SecurShield CD-10 Concrete Fastener or MP 3.2 ft2 ersiweld Q O, self-adhered >0
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga., type B, Grade . . . .
h R (Optional) One or more layers, any Min. 1.5-inch VersiCore, Concrete: MP 14-10 Concrete Fastener 1 per .
-2 4 | .2 ! VersiWeld QA TP If-adh -45.
602 0 stee c:r min. 2,500 psi combination, loose laid SecurShield CD-10 Concrete Fastener or MP 2.0 ft? ersiweld Q O, self-adhered >0
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Min. 22 ga., type B, Grade . . . .
.1.5- D 1
5C-250 | 33 steel or min. 2,500 psi | (oPtonal) One ormore layers, any | Min. 1.5-inch SecurShield H Note 2 PET | Versiweld QA TPO, self-adhered -45.0*
combination, loose laid Composite 2.0 ft
structural concrete
Min. 22 ga., type B, Grade . . . .
SC260 | 33steel or min. 2,500 psi | (OPtional) One ormore layers, any | Min. 2.0-inch VersiCore, Note 2 Lper | \ersiweld QA TPO, self-adhered -45.0
combination, loose laid SecurShield 4.0 ft
structural concrete
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) ﬁt:ajl; (Note 15) (psf)
ote [
Min. 22 ga., type B, Grade . . . .
SC-261 33 steel or min. 2,500 psi (Optl(?nal? One or m°.re layers, any Min. 2'0_ inch Securshield HD Note 2 ! perz VersiWeld QA TPO, self-adhered -45.0*
combination, loose laid Composite 4.0 ft
structural concrete
Steel: Versico Insultite with AccuTrac
Min. 22 ga., type B, Grade . . . . Min. 0.5-inch SecurShield HD, Plate
SC-262 33 steel or min. 2,500 psi I'Z'(')’;e 1|a;: d'"Ch VersiCore, Securshield, | oo rshield HD Plus or Concrete: MP 14-10 Concrete Fastener, 21 gftrz VersiWeld QA TPO, self-adhered -45.0*
structural concrete DuraStorm VSH CD-10 Concrete Fastener or MP :
Concrete Spike with AccuTrac Plate
Min. 22 ga., type B, Grade . . . Min. 0.5-inch SecurShield HD,
; . Min. 1.5-inch thick, ; 1 .
SC-263 33 steel or min. 2,500 psi in. 1.5-inch t K? o.ne ormore . SecurShield HD Plus or Note 2 perz VersiWeld QA TPO, self-adhered -45.0*
layers, any combination, loose laid 2.0 ft
structural concrete DuraStorm VSH
. Min. 0.4375-inch DEXcell
Min. 22 ga. type B, Grade One or more layers, an Celment RoofI Board or min. 0.5- StecQipv-X Fagiener with HPY 1 per
SC-264 80 steel or min. 2,500 psi T more fayers, any . “ P27 | Insulation Fastening Plate P VersiWeld QA TPO, self-adhered -45.0
combination, loose laid inch DEXcell FA Glass Mat Roof 2.0 ft2
structural concrete Concrete: Note 2
Board
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV 1 per
SC-265 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.25-inch DensDeck Prime Insulation Fastening Plate 1 g:)ftz VersiWeld QA TPO, self-adhered -52.5
structural concrete Concrete: Note 2 :
Min. 22 ga., type B, Grade (Optional) Min. 1.5-inch thick, one or . . .
. 2.0-inch Vi y 1 .
SC-266 33 steel or min. 2,500 psi more layers, any combination, loose SMeIcnurSP?i;?dc ersiCore Note 2 1 g?_trz VersiWeld QA TPO, self-adhered -60.0
structural concrete laid ’
. Min. 0.4375-inch DEXcell
Min. 22 ga. type B, Grade One or more layers, an Celment RoofI Board or min. 0.5- Steel: HPV-X Fastener with HPV 1 per
SC-267 80 steel or min. 2,500 psi L Yers, . Y X - Insulation Fastening Plate P VersiWeld QA TPO, self-adhered -60.0
combination, loose laid inch DEXcell FA Glass Mat Roof . 1.3 ft?
structural concrete Concrete: Note 2
Board
Steel: Versico Insultite with SecurFast
. Insulation Fastening Plate
Min. 22 ga. B
SC-268 33|:teel ie: ;rfi\;pez E:O%ragie Min. 1.5-inch tNck, onclr more N 0-25-inch SECUROCK Concrete: MP 14-10 Concrete Fastener, 1 per VersiWeld QA TPO, self-adhered -60.0
| T P layers, any combination, loose laid Gypsum-Fiber Roof Board CD-10 Concrete Fastener or MP 1.0 ft? ! ’
structural concrete Concrete Spike with SecurFast
Insulation Fastening Plate
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV 1 per
SC-269 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.5-inch DensDeck Prime Insulation Fastening Plate 1 spftz VersiWeld QA TPO, self-adhered -67.5
structural concrete Concrete: Note 2 ’
Min. 22 ga., type B, Grade . . . .
sC270 | 33steel or min. 2,500 psi | (OPtional) One or more layers, any | Min 2.0-inch VersiCore, Note 2 LPer | \ersiweld QA TPO, self-adhered -75.0
combination, loose laid SecurShield 1.6 ft
structural concrete
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) ﬁt:ajl; (Note 15) (psf)
ote !
Min. 22 ga., type B, Grade . . . .
SC-271 33 steel or min. 2,500 psi (Optl(?nal? One or m0|.'e layers, any Min. 2'0_ inch Securshield HD Note 2 ! perz VersiWeld QA TPO, self-adhered -75.0
combination, loose laid Composite 1.6 ft
structural concrete
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV 1 per
SC-272 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min. 0.5-inch DensDeck Prime Insulation Fastening Plate 1 6pft2 VersiWeld QA TPO, self-adhered -75.0
structural concrete Concrete: Note 2 :
Min. 22 ga., type B, Grade . . . . .
SC.273 33 steel or min. 2,500 psi Min. 1.5-inch th|<.:k, qne or more. Min 0.5 |th SECUROCK o 1 per2 VersiWeld QA TPO, self-adhered 825
layers, any combination, loose laid Gypsum-Fiber Roof Board 1.6 ft
structural concrete
Min. 20 ga., type B, Grade (Optional) Min. 1.5-inch thick, one or . .
Min. 0.625-inch SECUROCK 1
SC-274 33 steel or min. 2,500 psi more layers, any combination, loose G msu.?r:—FsiblzrcRcfofCI;Jozgcci Note 2 1 ;?trz VersiWeld QA TPO, self-adhered -112.5
structural concrete laid P ’
Min. 18 ga., type B, Grade . . . . .
SC.275 33 steel or min. 2,500 psi Min. 2 |nc.h thlck, one or more layers, | Min. 0.5 |r.1ch SECUROCK Note 2 1 per2 VersiWeld QA TPO, self-adhered 1125
any combination, loose laid Gypsum-Fiber Roof Board 1.3ft
structural concrete
Min. 22 ga., type B, Grade Min. 1.5-inch VersiCore, MP-N or . . .
SC-276 33 steel or structural MP-W, SecurShield, ENRGY 3 or m:}zgj}:}gz:;i::f:ﬁld HD Note 2 11;:2 VersiWeld QA TPO, self-adhered -112.5
concrete ACFoam Il ’
Min. 22 ga., type B, Grade (Optional) Min. 1-inch VersiCore, . . . Steel: Versico Insultite with HPV
sC-277 80 steel or min. 2,500 psi | SecurShield, ENRGY 3, Polyiso MP-N, 2"0'2] Zols?tceh . rShieldhp Insulation Fastening Plate 11 Spfetrz VersiWeld QA TPO, self-adhered 1125
structural concrete ACFoam Il or Polyiso MP-W P Concrete: Note 2 ’
Min. 22 ga., type B, Grade .
sC-278 33 steel or min. 2,500 psi (C?)E:L‘?:::oinleozrsgzlrj layers, any Min 2-inch SecurShield Note 2 11 é’fetrz VersiWeld QA TPO, self-adhered -120.0
structural concrete ! ’
Min. 22 ga., type B, Grade . . . . .
sc-279 | 33steel or min. 2,500 psi | Min- 1-5-inch thick, one or more. Min 0.5-inch SECUROCK Note 2 LPEr | \ersiweld QA TPO, self-adhered 1275
layers, any combination, loose laid Gypsum-Fiber Roof Board 1.0 ft
structural concrete
Min. 22 ga., type B, Grade Steel: Versico Insultite with HPV 1 per
SC-280 33 steel or min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield Min 0.5-inch DensDeck Prime Insulation Fastening Plate 1 gﬂz VersiWeld QA TPO, self-adhered -127.5
structural concrete Concrete: Note 2 .
Min. 22 ga., type B, Grade (Optional) Min. 1-inch VersiCore, Min. 2-inch VersiCore or Steel: Versico Insultite with HPV 1 per
SC-281 33 steel or min. 2,500 psi SecurShield, ENRGY 3, Polyiso MP-N, Secu'rShield Insulation Fastening Plate 1 gﬂz VersiWeld QA TPO, self-adhered -127.5
structural concrete ACFoam Il or Polyiso MP-W Concrete: Note 2 :
Min. 22 ga., type B, Grade X . \
SC-282 33 steel or min. 2,500 psi MR eh thlc.k' o'ne ormore ) Min. 2.0-inch SecurShield Note 2 ! perz VersiWeld QA TPO, self-adhered -127.5
layers, any combination, loose laid 1.0 ft
structural concrete
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TABLE 2: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

] Top Insulation Layer
System Deck Base Insulation Layer Roof Cover MDP
No. (Note 1) (Note 3, Note 13) Type Fastener (Note 2, Note 11) Attach (Note 15) (psf)
(Note 17)
Min. 22 ga., type B, Grade (Optional) Min. 1-inch VersiCore, . ) . Steel: Versico Insultite with HPV
) ) . ) Min. 2.5-inch S Shield HD ) . 1 .
SC-283 80 steel or min. 2,500 psi SecurShield, ENRGY 3, Polyiso MP-N, Colrr; ositlzc ecurshie Insulation Fastening Plate 1 g?trl VersiWeld QA TPO, self-adhered -150.0
structural concrete ACFoam Il or Polyiso MP-W P Concrete: Note 2 ’
VERSIFLEECE RL™ APPLICATIONS:
H Steel: Versico Insultite with HPV
Min. 22 ga., type B, Grade . X )
; ) (Optional) One or more layers, any ) ) ) Insulation Fastening Plate or SecurFast 1 per . "
SC-284 33 steel oIr min. 2,500 psi combination, loose laid Min. 2.0-inch VersiCore RL Insulation Fastening Plate 4.0 f2 VersiFleece RL™ -45.0
structural concrete Concrete: Note 2
f Steel: Versico Insultite with HPV
Min. 22 ga., type B, Grade . . . . , )
. R Min., 1.5-inch VersiCore, SecurShield, . . . Insulation Fastening Plate or SecurFast 1 per . "
SC-285 33 steel or min. 2,500 psi loose-laid Min. 0.5-inch SecurShield HDRL | | . Fastening Plate 202 VersiFleece RL™ -45.0
structural concrete Concrete: Note 2
f Steel: Versico Insultite with HPV
Min. 22 ga., type B, Grade . , A
A K (Optional) One or more layers, any . . . Insulation Fastening Plate or SecurFast 1 per R
SC-286 33 steel oIr min. 2,500 psi combination, loose laid Min. 2.0-inch VersiCore RL Insulation Fastening Plate 16 f2 VersiFleece RL™ -75.0
structural concrete Concrete: Note 2

TABLE 2F: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED BASE PLY, BONDED ROOF COVER

Top Insulation Layer e e
System Deck Base Insulation Layer (Note 15) MDP
No. (Note 1) Note 3, Note 13 (psf)
L ) Type Fastener (Note 2, Note 11) Attach Base Ply Top Ply
(Note 17)
VERSIFLEECE AC TPO MEMBRANE APPLICATIONS:
Min. 22 ga., type B, Grade . . . . . Steel: Versico Insultite with VersiFleece AC TPO
SC-287 33 steel or min. 2,500 psi Min. 1.5-inch thl(?k, qne or more . M!n. 0.5-inch DensDeck HPV Insulation Fastening Plate 1 per2 SureMB 99TG or 120TG / /V-CAA or hot 675
layers, any combination, loose laid Prime . 1.8 ft torch-applied
structural concrete Concrete: Note 2 asphalt
Min. 22 ga., type B, Grade . . . . . Steel: Versico Insultite with VersiFleece AC TPO
5C.288 33 steel or min. 2,500 psi Min. 1.5-inch thl(.Ik, o-ne or more. M!n. 0.5-inch DensDeck HPV Insulation Fastening Plate 1 per2 SureMB 99TG or 120TG / /V-CAA or hot 75.0
layers, any combination, loose laid Prime . 1.6 ft torch-applied
structural concrete Concrete: Note 2 asphalt
in. 22 ga. B - ) . . . i
Min. 22 ga., type B, Grade | iy 1 5 inch thick, one or more Min. 0.5-inch SECUROCK lper | SureMB 90TG or 120TG / versiFleece ACTPO
SC-289 33 steel or min. 2,500 psi W .. . . Note 2 ) . / V-CAA or hot -75.0
layers, any combination, loose laid Gypsum-Fiber Roof Board 1.6 ft torch-applied
structural concrete asphalt
Min. 22 ga., type B Grad'e Min. 1.5-inch thick, one or more Min. 0.5-inch SECUROCK Steel: VerSIC.O InSU|t|te. with 1 per SureMB 90TG or 120TG / VersiFleece ACTPO
SC-290 33 steel or min. 2,500 psi o . . HPV Insulation Fastening Plate ) gt / V-CAA or hot -120.0
layers, any combination, loose laid Gypsum-Fiber Roof Board . 1.0ft torch-applied
structural concrete Concrete: Note 2 asphalt
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TABLE 2G: STEEL DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

NEmoO | etc.e

SYSTEM TYPE C-2: INDUCTION-WELDED ROOF COVER
System Deck Insulation Layer Attachment e (e 2 mbDP
No. (Note 1) (Note 3, Note 13) Fastener (Note 11) | Density sf
RHINOBOND SYSTEMS:
. 1 per 5.3 ft2 . . ) )
Min. 22 ga. tvoe | Min. 1-inch thick one or more lavers HPV-X Fastener or Dekfast DF-#15-PH3 with VersiWeld or VersiWeld Plus induction welded
SC-291 - £« 83, P ' LY vers, RhinoBond Plate-TPO or RhinoBond (6 parts per 4 8 ft board) with RhinoBond tool per manufacturer’s -45.0
B, Grade 33 steel any combination. Note A. Per FM Loss Prevention Data Sheet 1-29; . .
— Treadsafe Plate-TPO Note B instructions.
Min. 22 ga., type B,
Grade:’iﬁtie:";'\‘ﬁ Min. 1-inch thick. one or more lavers HPV-X Fastener or Dekfast DF-#15-PH3 with 1 per 4.0 ft2 VersiWeld (minimum 60-mil) or VersiwWeld
SC-292 Span’,, i ’ Y Yers, RhinoBond Plate-TPO or RhinoBond o Plus induction welded with RhinoBond tool -52.5
24,6” o.c. Side any combination. Note C. (2 x 2 ft grid pattern) e ]
laps HILTI S-SLC 01 Treadsafe Plate-TPO per manufacturer’s instructions.
M HWH, 24” o.c.
Min. 22 ga., type B,
Grade 33 steel, 7 ft : . . . .
! . . . HPV-X Fastener or Dekfast DF-#15-PH3 with VersiWeld (minimum 60-mil) or VersiWeld
g L1- 1 4.0 ft?
SC-293 span, 5/§ pUdd.le Min. 1 |nc.h th.ICk' one or more layers, RhinoBond Plate-TPO or RhinoBond per. Plus induction welded with RhinoBond tool -52.5
welds, 6” o.c. Side | any combination. Note C. (2 x 2 ft grid pattern) e ]
laps ITW HWH #12 E— Treadsafe Plate-TPO per manufacturer’s instructions.
Teks 1, 24” o.c.
. 1 per 4.0 ft? . ) ) .
Min. 22 ea. tvoe | Min. 1-inch thick. one or more lavers HPV-X Fastener or Dekfast DF-#15-PH3 with VersiWeld or VersiWeld Plus induction welded
SC-294 - o283, 1YP ’ Y eS| RhinoBond Plate-TPO or RhinoBond (8 parts per 4 x 8 ft board) with RhinoBond tool per manufacturer’s -52.5
B, Grade 33 steel | any combination. Note A. Per FM Loss Prevention Data Sheet 1-29; . .
EE— Treadsafe Plate-TPO Note B instructions.
Min. 22 ga., type
B, Grade 40 Min. 1.5-inch thick. one or more HPV-X Fastener or Dekfast DF-#15-PH3 with 1per 4.0 ft2 VersiWeld (minimum 60-mil) or VersiWeld
SC-295 steel; 6 ft spans; Ia e.rs .an combin’ation RhinoBond Plate-TPO or RhinoBond 2% 2t d t Plus induction welded with RhinoBond tool -52.5
5/8” puddle yers, any Treadsafe Plate-TPO (2x grid pattern) per manufacturer’s instructions.
welds 6” o.c.
. . . . HPV-X Fastener or Dekfast DF-#15-PH3 with > VersiWeld (minimum 60-mil) or VersiWeld
sc-296 | Min- 2283, type | Min. 1.5-inch thick, one or more RhinoBond Plate-TPO or RhinoBond Lper3.2ft Plus induction welded with RhinoBond tool 525
B, Grade 33 steel | layers, any combination. Note C. (10 parts per 4 x 8 ft board) . .
Y 2 Treadsafe Plate-TPO per manufacturer’s instructions.
h 1 per 4.0 ft? - : . :
Min. 22 ga.. tvoe | Min. 1-inch thick. one or more lavers HPV-X Fastener or Dekfast DF-#15-PH3 with VersiWeld or VersiWeld Plus induction welded
SC-297 - &4 Ba. 1YP : o e 1 RhinoBond Plate-TPO or RhinoBond (8 parts per 4 x 8 ft board) with RhinoBond tool per manufacturer’s -60.0
B, Grade 80 steel | any combination. Note A. Per FM Loss Prevention Data Sheet 1-29; | . .
- Treadsafe Plate-TPO Note B instructions.
. . 4 . HPV-X Fastener or Dekfast DF-#15-PH3 with R VersiWeld (minimum 60-mil) or Versiweld
SC-298 gmg'r:jeg;; :ZE:I :\:”;.rsllg:nz::tl:i::'a;z(:\Oz\lr:tc:i RhinoBond Plate-TPO or RhinoBond 1 tl perj]sf:t board Plus induction welded with RhinoBond tool -67.5
! yers, any L . Treadsafe Plate-TPO (12 parts per 4 x oard) per manufacturer’s instructions.
Min. 22 ga. tyoe | Min. 1.5-inch thick. one or more HPV-X Fastener or Dekfast DF-#15-PH3 with 1 per 2.0 ft? VersiWeld or VersiWeld Plus induction welded
SC-299 B G}adeg3:°: s\tlgel a e'rs ‘an combin’ation Note C RhinoBond Plate-TPO or RhinoBond (16 parts per 4 x 8 ft board) with RhinoBond tool per manufacturer’s -97.5
’ yers, any "y Treadsafe Plate-TPO Per FM Loss Prevention Data Sheet 1-29 instructions.
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TABLE 2G: STEEL DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

NEmoO | etc.e

welds, 6” o.c. Side
laps ITW HWH #12
Teks 1, 24” o.c.

any combination. Note C.

TPO Plate or SFS isoweld F1-P-6.8-TPO Plate

(2 x 2 ft grid pattern)

SYSTEM TYPE C-2: INDUCTION-WELDED ROOF COVER
i Attachment
System Deck Insulation Layer : Roof Cover (Note 158) MDP
No. (Note 1) (Note 3, Note 13) Fastener (Note 11) Density (psf)
Min. 22 ga. tvpe Min. 1.5-inch thick, one or more HPV-X Fastener or Dekfast DF-#15-PH3 with VersiWeld (minimum 60-mil) or VersiwWeld
SC-300 - £« 83, Yp layers, any combination, preliminarily | RhinoBond Plate-TPO or RhinoBond 18-inch o.c. in rows 60-inch o.c. Plus induction welded with RhinoBond tool -30.0
B, Grade 80 steel ) .
attached Treadsafe Plate-TPO per manufacturer’s instructions.
Min. 22 ga.. type Min. 1.5-inch thick, one or more HPV-X Fastener or Dekfast DF-#15-PH3 with VersiWeld (minimum 60-mil) or Versiweld
SC-301 - £« 83, 1yp layers, any combination, preliminarily | RhinoBond Plate-TPO or RhinoBond 12-inch o.c. in rows 120-inch o.c. Plus induction welded with RhinoBond tool -30.0
B, Grade 80 steel . .
attached Treadsafe Plate-TPO per manufacturer’s instructions.
Min. 22 ga.. type Min. 1.5-inch thick, one or more HPV-X Fastener or Dekfast DF-#15-PH3 with VersiWeld or VersiWeld Plus induction welded
SC-302 - <83, byp layers, any combination, preliminarily | RhinoBond Plate-TPO or RhinoBond 6-inch o.c. in rows 120-inch o.c. with RhinoBond tool per manufacturer’s -37.5
B, Grade 80 steel X .
attached Treadsafe Plate-TPO instructions.
Min. 22 ga.. tvpe Min. 1.5-inch thick, one or more HPV-X Fastener or Dekfast DF-#15-PH3 with VersiWeld or VersiWeld Plus induction welded
SC-303 - o< 83, 1YP layers, any combination, preliminarily | RhinoBond Plate-TPO or RhinoBond 12-inch o.c. in rows 60-inch o.c. with RhinoBond tool per manufacturer’s -37.5
B, Grade 80 steel X .
attached Treadsafe Plate-TPO instructions.
Min. 22 ga.. type Min. 1.5-inch thick, one or more HPV-X Fastener or Dekfast DF-#15-PH3 with VersiWeld (minimum 60-mil) or VersiWeld
SC-304 - 83, byp layers, any combination, preliminarily | RhinoBond Plate-TPO or RhinoBond 12-inch o.c. in rows 60-inch o.c. Plus induction welded with RhinoBond tool -45.0
B, Grade 80 steel , . X
attached Treadsafe Plate-TPO per manufacturer’s instructions.
Min. 22 ga. type Min. 1.5-inch thick, one or more HPV-X Fastener or Dekfast DF-#15-PH3 with VersiWeld (minimum 60-mil) or VersiWeld
SC-305 - o< 83, 1YP layers, any combination, preliminarily | RhinoBond Plate-TPO or RhinoBond 6-inch o.c. in rows 120-inch o.c. Plus induction welded with RhinoBond tool -52.5
B, Grade 80 steel . X
attached Treadsafe Plate-TPO per manufacturer’s instructions.
Min. 22 ga.. type Min. 1.5-inch thick, one or more HPV-X Fastener or Dekfast DF-#15-PH3 with VersiWeld or VersiWeld Plus induction welded
SC-306 - 83, byp layers, any combination, preliminarily | RhinoBond Plate-TPO or RhinoBond 6-inch o.c. in rows 60-inch o.c. with RhinoBond tool per manufacturer’s -67.5
B, Grade 80 steel X .
attached Treadsafe Plate-TPO instructions.
ISOWELD INDUCTION WELDING SYSTEM:
1 per 5.3 ft2
SC.307 Min. 22 ga., type Min. 1-inch thick, one or more layers, Dekfast DF-#15-PH3 with Carlisle isoweld (6 parts per 4 x 8 ft board) VersiWeld or VersiWeld Plus induction welded 45.0
B, Grade 33 steel | any combination. Note A. TPO Plate or SFS isoweld F1-P-6.8-TPO Plate Per FM Loss Prevention Data Sheet 1-29; | with SFS isoweld® 3000 stand-up tool. ’
Note B
Min. 22 ga., type B,
Grade 33 steel, 7 ft . . . .
’ VersiWel -mil VersiWel
SC-308 span, HILTI X-HSN Min. 1-inch thick, one or more layers, Dekfast DF-#15-PH3 with Carlisle isoweld 1 per 4.0 ft? Pﬁjr:Iindeugtgcr)nr:r:/:/r:Ilcjjr:dsv?/itmhIS)Fc;ris:\;/s;Id: gOOO 525
24, 6" o.c. Side any combination. Note C. TPO Plate or SFS isoweld F1-P-6.8-TPO Plate (2 x 2 ft grid pattern) ’
laps HILTI S-SLC 01 stand-up tool.
M HWH, 24” o.c.
Min. 22 ga., type B,
Grade 33 steel, 7 ft . . . .
' . . . . L VersiWeld (minimum 60-mil) or VersiwWeld
” 1- _#15- 1 per 4.0 ft2
SC-309 span, 5/8” puddle Min. 1-inch thick, one or more layers, Dekfast DF-#15-PH3 with Carlisle isoweld p Plus induction welded with SES isoweld® 3000 525

stand-up tool.
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TABLE 2G: STEEL DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE C-2: INDUCTION-WELDED ROOF COVER

NEmoO | etc.e

i Attachment
System Deck Insulation Layer Roof Cover (Note 158) MDP
No. (Note 1) (Note 3, Note 13) Fastener (Note 11) Density (psf)
1 per 4.0 ft?
$C-310 Min. 22 ga., type Min. 1-inch thick, one or more layers, Dekfast DF-#15-PH3 with Carlisle isoweld (8 parts per 4 x 8 ft board) VersiWeld or VersiWeld Plus induction welded 525
B, Grade 33 steel | any combination. Note A. TPO Plate or SFS isoweld F1-P-6.8-TPO Plate Per FM Loss Prevention Data Sheet 1-29; | with SFS isoweld® 3000 stand-up tool. ’
Note B
Min. 22 ga., type
B, Grade 40 Min. 1.5-inch thick, one or more Dekfast DF-#15-PH3 with Carlisle isoweld 1 per 4.0 ft? Ver5|.We|d (mlnlmum 60?"‘”) or.Ver5|We|d
SC-311 steel; 6 ft spans; L R . Plus induction welded with SFS isoweld® 3000 -52.5
" layers, any combination TPO Plate or SFS isoweld F1-P-6.8-TPO Plate (2 x 2 ft grid pattern)
5/8” puddle stand-up tool.
welds 6” o.c.
SC.312 Min. 22 ga., type | One or more layers, any combination, | Dekfast DF-#15-PH3 with Carlisle isoweld 1 per 6 ft2 VersiWeld or VersiWeld Plus induction welded 525
B, Grade 40 steel | min. 1.5-inch TPO Plate or SFS isoweld F1-P-6.8-TPO Plate 2x3-ft grid, staggered with SFS isoweld® 3000 stand-up tool. )
Min. 22 ga., type | One or more layers, any combination, V?FISCO Ir}sulpte or SFS Dekfast DEGF17°RQR 1 per 6 ft? VersiWeld or VersiWeld Plus induction welded
SC313 B, Grade 80 steel | min. 1.5-inch with Carlisle isoweld TPO Plate or§FS 2x3-ft grid, st d with SFS isoweld® 3000 stand-up tool 525
' - isoweld F1-P-6.8-TPO Plate x3-itgrid, staggere RESSE
sC.314 Min. 22 ga., type | One or more layers, any combination, | Dekfast DF-#15-PH3 with Carlisle isoweld 1 per 4.0 ft? VersiWeld or VersiWeld Plus induction welded 600
B, Grade 40 steel | min. 1.5-inch TPO Plate or SFS isoweld F1-P-6.8-TPO Plate 2x2-ft grid, staggered with SFS isoweld® 3000 stand-up tool. ’
Verisco Insulti FS Dekfast DF-#12-PH
Min. 22 ga., type | One or more layers, any combination, t?rlsco r.15u Flte 7S Deldast 3 1 per 4.0 ft? VersiWeld or VersiWeld Plus induction welded
SC315 B, Grade 80 steel | min. 1.5-inch with Carlisle isowgld TPO Plate or SFS 2x2-ft grid, st d with SFS isoweld® 3000 stand-up tool -60.0
g o isoweld F1-P-6.8-TPO Plate xe-Ttgrid, staggere ptool
$C-316 Min. 22 ga., type | One or more layers, any combination, | Dekfast DF-#15-PH3 with Carlisle isoweld 1 per 3.0 ft2 VersiWeld or VersiWeld Plus induction welded 825
B, Grade 40 steel | min. 1.5-inch TPO Plate or SFS isoweld F1-P-6.8-TPO Plate 1.5 x 2-ft grid, staggered with SFS isoweld® 3000 stand-up tool. )
Min. 22 ga., type | One or more layers, any combination, Gorlisle InsuIFAST FasFenefr or SFS Dekfast 1 per 3.0 ft2 VersiWeld or VersiWeld Plus induction welded
SC-317 B. Grade 80 steel | min. 1.5-inch DF-#12-PH3 with Carlisle isoweld TPO Plate 1.5 x 2-ft grid. st g with SES isoweld® 3000 stand-up tool -82.5
' - or SFS isoweld F1-P-6.8-TPO Plate =2 X 2t grid, staggere p tool.
1 per 2.25 ft? . .
Min. 22 ga., type | Min. 1.5-inch thick, 4x8 ft dimension, Dekfast DF-#15-PH3 with Carlisle isoweld 1.5 x 1.5-ft grid \./erSIWGId or Ver5|W§Id Plus.bonded to SFS
SC-318 -~ . A isoweld® TPO Plate with SFS isoweld® 3000 -97.5
B, Grade 80 steel | one or more layers, any combination TPO Plate or SFS isoweld F1-P-6.8-TPO Plate (first row of fasteners spaced 0.5 ft from stand-up tool
long edges and 1 ft from the short edge) P ’
2
$C-319 Min. 22 ga., type | Min. 1.5-inch thick, one or more Dekfast DF-#15-PH3 with Carlisle isoweld 16 tl perj.osf:t board) VersiWeld or VersiWeld Plus induction welded 975
B, Grade 33 steel layers, any combination. Note C. TPO Plate or SFS isoweld F1-P-6.8-TPO Plate parts per . X oar with SFS isoweld® 3000 stand-up tool. ’
) Per FM Loss Prevention Data Sheet 1-29
Min. 22 ga., type | One or more layers, any combination, | Dekfast DF-#15-PH3 with Carlisle isoweld . . . VersiWeld or VersiWeld Plus induction welded
SRy B, Grade 40 steel | min. 1.5-inch, preliminarily attached TPO Plate or SFS isoweld F1-P-6.8-TPO Plate 12-inch o.c. in rows 60-inch o.c. with SFS isoweld® 3000 stand-up tool. 37:5
. A Carlisle InsulFAST Fastener or SFS Dekfast . . . .
sc3p1 | Min-22ga,type | Oneormore ayers, any combination, | pe 415 pyy3 yith Carlisle isoweld TPO Plate 12-inch o.c. in rows 60-inch o.c. | Loreleveld or Versiweld Plus induction welded | g, ¢
B, Grade 80 steel | min. 1.5-inch, preliminarily attached . with SFS isoweld® 3000 stand-up tool.
or SFS isoweld F1-P-6.8-TPO Plate
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NEmoO | etc.e
TABLE 2G: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-2: INDUCTION-WELDED ROOF COVER

i Attachment
System Deck Insulation Layer : Roof Cover (Note 158) MDP
No. (Note 1) (Note 3, Note 13) Fastener (Note 11) Density (psf)
$C.322 Min. 22 ga., type Il\;“:rsl::nf;:r:]gtgzgiOrrr:I(i)r;einariI Dekfast DF-#15-PH3 with Carlisle isoweld 6-inch o.c. in rows 120-inch o.c VersiWeld or VersiWeld Plus induction welded 375
B, Grade 80 steel at\t/ach'ed v P Y | TPO Plate or SFS isoweld F1-P-6.8-TPO Plate o o with SFS isoweld® 3000 stand-up tool. ’
Min. 1.5-inch thick, VersiWeld (mini 60-mil VersiWeld
SC-323 Min. 22 ga., type la Irr;rs ar:niomécin;?ir;iOrrr:Iior;?naril Dekfast DF-#15-PH3 with Carlisle isoweld 12-inch o.c. in rows 60-inch o.c Plirss'indeuctgz)nr:r:/:ltlzr:d wilT\IS)F:ris:vrvselld: 3000 -45.0
B, Grade 80 steel | - o MY P Y| TPO Plate or SFS isoweld F1-P-6.8-TPO Plate < < :
attached stand-up tool.
Min. 22 ga., type | One or more layers, any combination, | Dekfast DF-#15-PH3 with Carlisle isoweld . R . VersiWeld or VersiWeld Plus induction welded
-324 -inch o.c. -inch o.c. ) ) -90.
SC3 B, Grade 40 steel | min. 1.5-inch, preliminarily attached TPO Plate or SFS isoweld F1-P-6.8-TPO Plate TR K with SFS isoweld® 3000 stand-up tool. 90.0
. L Carlisle InsulFAST Fastener or SFS Dekfast . . . .
sc-325 g"'g‘r :jeg;(')' Jee one S 'ayr':;'n?:;’rﬁ°";§;”ca;;‘;“' DF-#12-PH3 with Carlisle isoweld TPO Plate 6-inch o.c. in rows 60-inch o.c. ﬁ::g:'ig;/:f;;%g?;;“j d'_”ud“tcct)':ln welded | 500
' » So-ineh, P ¥ or SFS isoweld F1-P-6.8-TPO Plate RESSE
Notes: | A. For these assemblies, the 8 ft insulation board length is placed perpendicular to the steel deck ribs.
B. The plate/fastener combination offset 12 inch from adjacent rows.
C. For these assemblies, the 8 ft insulation board length is placed perpendicular to the steel deck ribs and each row of insulation is staggered by 1 foot.

TABLE 2H: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER

Insulation Layer (Note 3, Note 13) Roof Cover (Note 15A)
System Deck (Note 1) Attach Fast L L s P
No. ac R astener ap ap eam Sf
Type (Note 5) L BulIehO Fastener (Note 11) Spacing Width Spacing Weld
BARE-BACK MEMBRANE APPLICATIONS:
. . . VersiWeld or HPV-X Fastener (steel only), MP 14-10 (concrete only)
Min. 22 ga., type B, G.rade 33 | Min. 1.5-inch, one or Prelim. | VersiWeld or CD-10 (concrete only) with HPV-X Plate or #15 ) 5.5- 138.5-inch 1.5-inch
SC-326 steel or min. 2,500 psi more layers, any R . ” 12-inch o.c. X . -30.0
L attach Plus, Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination .
VersiWeld HS (AccuSeam)
Min. 22 ga.., type B, G.rade 33 Min. 1.5-inch, one or prelim. Vers!WeId or Trufast #15 EHD Faétener (steel only) o.r Trufast § . 55 138.5-inch 1.5-inch
SC-327 steel or min. 2,500 psi more layers, any VersiWeld Fluted Concrete Nail (concrete only) with Trufast 2.4 12-inch o.c. ; . -30.0
L attach inch o.c. outside
structural concrete combination Plus Barbed Metal Seam Plate
- 14-1
Min. 22 ga., type B, Grade 33 Min. 1.5-inch, one or . VersiWeld or HPV-X Fastener (steel only)., MP 14-10 (concrete only) . .
R . Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 90.5-inch 1.5-inch
SC-328 steel or min. 2,500 psi more layers, any VersiWeld K . ” 12-inch o.c. X . -30.0
L attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination Plus
(AccuSeam)
Min. 22 ga., type B, Grade 33 Vin- 1|-inch, B < o
steel, 6 ft span, 5/8” diameter Sekinaton Siona” | Prelim, | Versiweldor 5.5- 90.5-inch | 1.5-inch
SC-329 puddle welds 6” o.c., side laps o " | Versiweld HPV-XL Fastener with HPV-XL Plate 12-inch o.c. N ’ T -30.0
” o ” for recover) followed by | attach inch o.c. outside
secured 24” o.c. w/ %”-14x1" long : Plus
If-tapping hex-head screw 3/8-incTIAGPSm R-
s€ Tech EPS or Fan-Fold
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TABLE 2H: STEEL orR STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER

NEmoO | etc.e

Insulation Layer (Note 3, Note 13) Roof Cover (Note 15A)
System MDP
No Deck (Note 1 Type AGEC] Membrane Fastener (Note 11) Fastener Lap Lap Seam sf
yp (Note 5) Spacing Width Spacing Weld
Min. 22 ga., type B, Grade 80 Min. 1.5-inch, one or . VersiWeld or Trufast #15 EHD Fastener (steel only) or Trufast #.14 . .
$C-330 steel or min. 2.500 bsi more lavers. an Prelim. Versiweld HD (concrete only) or Trufast Fluted Concrete Nail 18-inch o.c 5.5- 66.5-inch 1.5-inch 300
o p . Y o v attach (concrete only) with Trufast 2.4” Barbed Metal Seam - inch o.c. outside ’
structural concrete combination Plus
Plate
Min. 1.5-inch, one or Versiweld
SC-331 Min. 22 ga., type B, Grade 80 more layers, any Prelim (min 69 mil) HPV-X Fastener with HPV-X Plate 12-inch o.c. 5 > 138.5-inch 15 |r.1ch -37.5
steel o attach or VersiWeld inch o.c. outside
combination
Plus
Min. 22 ga., type B, Grade 40 Min. 1-inch. one or VersiWeld
$c-332 steel; 6 ft spans; 5/8” puddle mor.e la ersl an Prelim. | (min. 60-mil) HPV-X Fastener (steel only), MP 14-10 (concrete only) 6uinch o.c 5.5- 138.5-inch 1.5-inch 375
welds 6” o.c. or min. 2,500 . 4 o v attach or VersiWeld or CD-10 (concrete only) with HPV-X Plate - inch o.c. outside ’
) combination
psi structural concrete Plus
Min. 22 ga. B Min. 1.5-inch
n ga. »type B, G.rade 80 in. 1.5-inch, one or Prelim. | VersiWeldVer HPV-X Fastener (steel only), MP 14-10 (concrete only) . 5.5- 138.5-inch 1.5-inch
SC-333 steel or min. 2,500 psi more layers, any . . 6-inch o.c. . . -37.5
L attach siWeld HS or CD-10 (concrete only) with HPV-X Plate inch o.c. outside
structural concrete combination
Min. 22 ga., type B, Grade 80 Min. 1.5-inch, one or . VersiWeld or HPV-X Fastener (steel only)', MP 14-10 (concrete only) . .
R . Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 114.5-inch 1.5-inch
SC-334 steel or min. 2,500 psi more layers, any VersiWeld R ; " 12-inch o.c. . . -37.5
L attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination Plus
(AccuSeam)
Min. 22 gé., type B, G.rade 80 Min. 1.5-inch, one or prelim. Vers!WeId or Trufast #15 EHD Faétener (steel only) o.r Trufast § . 55 114.5-inch 1.5-inch
SC-335 steel or min. 2,500 psi more layers, any VersiWeld Fluted Concrete Nail (concrete only) with Trufast 2.4 12-inch o.c. . . -37.5
L attach inch o.c. outside
structural concrete combination Plus Barbed Metal Seam Plate
Min. 22 ga.., type B, G.rade 80 Min. 1.5-inch, one or prelim. . HPV-XL Fastener with HPV-XL Plate (steel only) or. MP . 55 114.5-inch 1.5-inch
SC-336 steel or min. 2,500 psi more layers, any VersiWeld HS 14-10 (concrete only) or CD-10 (concrete only) with 12-inch o.c. ; . -37.5
S attach inch o.c. outside
structural concrete combination HPV-X Plate
Min. 22 g2, type B, G.rade 33 | Min. 1.5-inch, one or Prelim. Vers!WeId or HPV-X Fastener (steel only), MP 14-10 (concrete only) ) . ) 1.5-inch
SC-337 steel or min. 2,500 psi more layers, any VersiWeld _ 12-inch o.c. 5-inch 91-inch o.c. . -37.5
L attach or CD-10 (concrete only) with HPV-X Plate outside
structural concrete combination Plus
Min. 22 ga., type B, Grade 33 VersiWeld
steel, 6 ft span, 5/8” diameter Min. 1-inch, one or . (min. nominal . .
! ! . . . . .5- .5- 1.5-

SC-338 | puddle welds 6 o.c., side laps more layers, any AP\:I'"; 60-mil) or HPV-XL Fastener with HPV-XL Plate 12-inchoc. | > Sh 90.5-inch St'f‘dCh 375
secured 24” o.c. w/ %"-14x1" long | combination ac VersiWeld inc oc outside
self-tapping hex-head screw Plus

15 EHD 1
Min. 22 ga., type B, Grade 33 Min. 1.5-inch, one or . VersiWeld or Trufast #15 EHD Fastener (steel only) or Trufast#. 4 . .
$C.339 steel or min. 2.500 psi mWvers B Prelim. Versiweld HD (concrete only) or Trufast Fluted Concrete Nail 12-inch o.c 5.5- 66.5-inch 1.5-inch 375
c p N y' - any attach (concrete only) with Trufast 2.4” Barbed Metal Seam o inch o.c. outside '
structural concrete combination Plus Plate
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TABLE 2H: STEEL orR STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER

NEmoO | etc.e

Insulation Layer (Note 3, Note 13) Roof Cover (Note 15A)
System MDP
No Deck (Note 1) Tvoe Attach Membrane Fastener (Note 11 Fastener Lap Lap Seam of
yp (Note 5) (Note 11) Spacing Width Spacing Weld
Min. 22 ga., type B, Grade 33
steel, 6 ft span, 5/8” diameter Min. 1-inch. one or Versiweld or HPV-X Fastener (steel only), MP 14-10 (concrete only)
$C-340 puddle welds 6” o.c., side laps mor;e I ers’ an Prelim. Versiweld or CD-10 (concrete only) with HPV-X Plate or #15 Binch o.c 5.5- 138.5-inch 1.5-inch 45.0
secured 24” o.c. w/ %”-14x1" long javers, any attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate - inch o.C. outside ’
self-tapping hex-head screw or combination Plus (AccuSeam)
min. 2,500 psi structural concrete
Min. 22 ga., type B, Grade 80 Min. 1.5-inch, one or prelim VersiWeld or HPV-XL Fastener with HPV-XL Plate (steel only) or MP 55 114.5-inch 1.5-inch
SC-341 steel or min. 2,500 psi more layers, any " | Versiweld 14-10 (concrete only) or CD-10 (concrete only) with 12-inch o.c. " ) o -45.0
L attach inch o.c. outside
structural concrete combination Plus HPV-X Plate
HPV-X F | only), MP 14-1 |
Min. 18 ga., type B, Grade 33 Min. 1.5-inch, one or . VersiWeld or astener (Rgel on y)., 0 (concrete only) . .
R . Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 114.5-inch 1.5-inch
SC-342 steel or min. 2,500 psi more layers, any VersiWeld R \ b 12-inch o.c. ; . -45.0
L attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination Plus
(AccuSeam)
Trufast #15 EHD F lonl Trufast #14
Min. 22 ga., type B, Grade 33 Min. 1.5-inch, one or . VersiWeld or rufast #15 astener (steel only) or Trufast . . .
R . Prelim. . HD (concrete only) or Trufast Fluted Concrete Nail . 5.5- 114.5-inch 1.5-inch
SC-343 steel or min. 2,500 psi more layers, any VersiWeld f ” 6-inch o.c. ; . -45.0
L attach (concrete only) with Trufast 2.4” Barbed Metal Seam inch o.c. outside
structural concrete combination Plus
Plate
Min. 22 ga., type B, Grade 33 VersiWeld
steel, 6 ft span, 5/8” diameter Min. 1-inch. one or (min. nominal HPV-X Fastener (steel only), MP 14-10 (concrete only)
puddle welds 6” o.c., side laps ) 4 Prelim. " or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 114.5-inch 1.5-inch
SC-344 ” I " more layers, any 60-mil) or K h " 6-inch o.c. ; . -45.0
secured 24” o.c. w/ %”-14x1" long binati attach iWeld Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
self-tapping hex-head screw or combination VersiWe (AccuSeam)
min. 2,500 psi structural concrete Plus
Min. 22 ga., type B, Grade 80 Min. 1.5-inch, one or \ VersiWeld or HPV-X Fastener (steel only)', MP 14-10 (concrete only) . .
R . Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 114.5-inch 1.5-inch
SC-345 steel or min. 2,500 psi more layers, any VersiWeld R ; " 12-inch o.c. . . -45.0
L attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination Plus
(AccuSeam)
Min. 1.5-inch, one or VersiWeld or
Min. 22 ga. B ! Prelim. i . . .5- .5-inch 1.5-inch
SC-346 in. 22 ga., type B, Grade 33 | ¢ Jayers, any reim- 1 Versiweld HPV-XL Fastener with HPV-XL Plate 12-inchoc. | >° 90.5-inc >inch - 450
steel . attach inch o.c. outside
combination Plus
- 14-1
Min. 22 ga., type B, Grade 80 Min. 1.5-inch, one or . VersiWeld or HPV-X Fastener (steel only)., MP 14-10 (concrete only) . .
R . Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 90.5-inch 1.5-inch
SC-347 steel or min. 2,500 psi more layers, any VersiWeld R . " 12-inch o.c. . . -45.0
L attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination Plus
(AccuSeam)
Min. 22 ga., type B, Grade 33 Min. 1.5-inch, one or prelim VersiWeld or Trufast #15 EHD Fastener (steel only) or Trufast 55 90.5-inch 1.5-inch
SC-348 steel or min. 2,500 psi more layers, any " | Versiweld Fluted Concrete Nail (concrete only) with Trufast 2.4” | 12-inch o.c. N ’ o -45.0
L attach inch o.c. outside
structural concrete combination Plus Barbed Metal Seam Plate
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TABLE 2H: STEEL orR STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER

NEmoO | etc.e

S Insulation Layer (Note 3, Note 13) Roof Cover (Note 15A) o
ystem
Deck (Note 1) Attach Fastener Lap Lap Seam
No. T V] F Note 11 (psf)
ype (Note 5) Sbiegs astener (Note 11) Spacing Width Spacing Weld
Min. 22 ga. type B, Gfade 33 | Min. 1.5-inch, one or Prelim. Vers!WeId or HPV-X Fastener (steel only), MP 14-10 (concrete only) . . ) 1.5-inch
SC-349 steel or min. 2,500 psi more layers, any VersiWeld . 12-inch o.c. 5-inch 67-inch o.c. . -45.0
L attach or CD-10 (concrete only) with HPV-X Plate outside
structural concrete combination Plus
Min. 22 ga., type B, Grade 33
steel, 6 ft span,”5/8" di‘ameter Min. 1-inch, one or . Versiweld or HPV-X Fastener (steel only)., MP 14-10 (concrete only) . ‘
puddle welds 6” o.c., side laps . . - - . .5- .5~ .5-

$C-350 ddl |§j 6 s del P more layers, any Prelim Versiweld or CD %0 (concrete only) with HPV-X Plate or #15 6-inch o.c. 5.5 66.5-inch 1.5-inch -45.0
secured 24” o.c. w/ %”-14x1" long o attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
self-tapping hex-head screw or combination Plus (AccuSeam)
min. 2,500 psi structural concrete

VersiWeld
Min. 22 ga., type B, Grade 33 Min. 1-inch, one or (min. nominal
- " ’ ! Prelim. . ) . .5- 138.5-inch 1.5-inch

sc-351 | Steel. 7 ftspan, HILTIXCHSN 24,67\ o (o ers, any reim- 1 60-mil) or HPV-X Fastener with HPV-X Plate Ginchoc. | > 38.5-inc >inch 1 5o 5
o.c. Side laps HILTI S-SLC01 M N attach X inch o.C. outside
HWH, 24” o.c. combination VersiWeld

Plus
Min. 22 ga., type B, Grade 33 | Min. 1.5-inch, one or ) VersiWeld or HPV-X Fastener (stef only)., MP 14-10 (concrete only) ) .
R . Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 138.5-inch 1.5-inch
SC-352 steel or min. 2,500 psi more layers, any VersiWeld . y ” 6-inch o.c. . . -52.5
L attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination Plus (AccuSeam)
Min. 22 ga., type B, Grade 33 Min. 1.5-inch, one or prelim VersiWeld or Trufast #15 EHD Fastener (steel only) or Trufast 55 138.5-inch 1.5-inch

SC-353 steel or min. 2,500 psi more layers, any attach. VersiWeld Fluted Concrete Nail (concrete only) with Trufast 2.4” 6-inch o.c. in.ch (') c o.utside -52.5
structural concrete combination Plus Barbed Metal Seam Plate v
Min. 22 ga., type B, Grade 33 VersiWeld
steel, 6 ft span, 5/8” diameter Min. 1-inch, one or y (min. nominal ) y y

SC-354 puddle welds 6” o.c., side laps more layers, any P:f“?' 60-mil) or HPV-XL Fastener with HPV-XL Plate 6-inch o.c. .E"Sh 114.5-inch 1'5t'f‘d°h -52.5
secured 24” o.c. w/ %"-14x1" long | combination R Versiweld inc o.c. outside
self-tapping hex-head screw Plus
Min. 22 ga., type B, Grade 40 Min. 1.5-inch. one or VersiWeld

SC-355 steel; 6 ft spans; 5/8” puddle mor;a lé ors ;n Prelim. | (min. 60-mil) HPV-X Fastener (steel only), MP 14-10 (concrete only) 6-inch o.c 5.5- 114.5-inch 1.5-inch 525
welds 6” o.c. or min. 2,500 combinZtiorll 4 attach or VersiWeld or CD-10 (concrete only) with HPV-X Plate - inch o.c. outside ’
psi structural concrete Plus
Min. 22 ga., type B, Grade 33 Min. 1-inch, one or
steel, 6 ft span, 5/8” diameter more layers, any Versiweld or HPV-X Fastener (steel only), MP 14-10 (concrete only)

SC-356 puddle welds 6” o.c., side laps combination (optional Prelim. Versiweld or CD-10 (concrete only) with HPV-X Plate or #15 6-inch o.c 5.5- 90.5-inch 1.5-inch 525
secured 24” o.c. w/ %”-14x1" long | for recover) followed by | attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate - inch o.C. outside ’
self-tapping hex-head screw or 3/8-inch Insulfoam R- Plus (AccuSeam)
min. 2,500 psi structural concrete Tech EPS or Fan-Fold
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TABLE 2H: STEEL orR STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER

NEmoO | etc.e

S Insulation Layer (Note 3, Note 13) Roof Cover (Note 15A) o
stem
yNo Deck (Note 1) Tvoe Attach Membrane Fastener (Note 11 Fastener Lap Lap Seam of
yp (Note 5) (Note 11) Spacing Width Spacing Weld
Min. 22 ga., type B, Grade 33 Min. 1.5-inch, one or . VersiWeld or Trufast #15 EHD Fastener (steel only) or Trufast #.14 . .
SC-357 steel or min. 2.500 bsi more lavers. an Prelim. Versiweld HD (concrete only) or Trufast Fluted Concrete Nail 6-inch o.c 5.5- 90.5-inch 1.5-inch 525
o p . Y o v attach (concrete only) with Trufast 2.4” Barbed Metal Seam o inch o.c. outside '
structural concrete combination Plus Plate
Min. 22 ga., type B, Grade 33
steel, 6 ft span, 5/8” diameter Min. 1-inch. one or Versiweld or HPV-X Fastener (steel only), MP 14-10 (concrete only)
puddle welds 6” o.c., side laps ’ ! Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 90.5-inch 1.5-inch
SC-358 ” " " more layers, any VersiWeld R . 6-inch o.c. ; . -52.5
secured 24” o.c. w/ %”-14x1" long binati attach | Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
self-tapping hex-head screw or combination Plus (AccuSeam)
min. 2,500 psi structural concrete
Min. 22 ga., type B, Grade 33 Min. 1.5-inch, one or . VersiWeld or HPV-X Fasteper (stegl only)., MIRg-10 (cgfgpfete only) . .
R . Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 42.5-inch 1.5-inch
SC-359 steel or min. 2,500 psi more layers, any VersiWeld | . ” 12-inch o.c. . . -52.5
o attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination Plus (AccuSeam)
Min. 22 ga., type B, Grade 33 Min. 1.5-inch, one or ) VersiWeld or Trufast #15 EHD Fastener (steel only) or Trufast #.14 . .
SC-360 steel or min. 2.500 psi more lavers. an Prelim. Versiweld HD (concrete only) or Trufast Fluted Concrete Nail 12-inch o.c 5.5- 42.5-inch 1.5-inch 525
T P . y. »any attach (concrete only) with Trufast 2.4” Barbed Metal Seam h inch o.c. outside '
structural concrete combination Plus Plate
. . R VersiWeld
sC-361 's\felar;I fj ria”; t;'pseog, (iirade 33 nl\:ll)nréll;n:: (;r;e or Prelim. (min. 60-mil) HPV-X Fastener (steel only), MP 14-10 (concrete only) 6-inch o.c 5.5- 139.5-inch 1.5-inch -60.0
" P . 4 o v Attach or VersiWeld or CD-10 (concrete only) with HPV-X Plate o inch o.c. outside ’
structural concrete combination Plus
Min. 22 ga., type B, Grade 33 VersiWeld
steel, 7 ft span, 5/8” puddle Min. 1-inch, one or . (min. nominal . .
Prelim. . PV-XF | only), MP 14-1 | . 5- 138.5-inch 1.5-inch
SC-362 welds, 6 o.c. Side laps TW HWH | more layers, any re mr;\ 60-mil) or H o 1gstener (stee Ion y)' T (;I(concrete only) 6-inch o.c. 5 Sh 38.5-inc 5 mdc -60.0
#12 Teks 1, 24” 0.c. or min. 2,500 | combination attacl Versiweld or CD-10 (concrete only) wit -X Plate inc o.c. outside
psi structural concrete Plus
Recover only: Min. 22 ga., type B,
Grade 33 steel, 6 ft span,”5/8" Versiweld or HPV-X Fastener (steel only), MP 14-10 (concrete only)
d}ameter puddle we,l,ds 6 Oc 3/8-inch Insulfoam R- Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 138.5-inch 1.5-inch
SC-363 side laps secured 24” o.c. w/ %”- Tech EPS or Fan-Fold h VersiWeld Rooferib (steel onl ith 2-3/8” Evehook S Plat 6-inch o.c. inch id -60.0
14x1” long self-tapping hex-head attac Plus oofgrip (steel only) wi -3/8” Eyehook Seam Plate inc o.c. outside
screw or min. 2,500 psi structural (AccuSeam)
concrete
Min. 22 ga., type B, Grade 33 Min. 1.5-inch, one or prelim VersiWeld or HPV-XL Fastener with HPV-XL Plate (steel only) or MP 55 138.5-inch 1.5-inch
SC-364 steel or min. 2,500 psi more layers, any attach' VersiWeld 14-10 (concrete only) or CD-10 (concrete only) with 6-inch o.c. in'ch c'> c o.utside -60.0
structural concrete combination Plus HPV-X Plate o
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TABLE 2H: STEEL orR STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

NEmoO | etc.e

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER

Insulation Layer (Note 3, Note 13) Roof Cover (Note 15A)
System MDP
No. Deck (Note 1 Type BB Membrane Fastener (Note 11) Fastener Lap Lap Seam sf]
yp (Note 5) Spacing Width Spacing Weld
Min. 22 ga., type B, Grade 80 Min. 1.5-inch, one or . VersiWeld or HPV-X Fastener (steel only)., MP 14-10 (concrete only) . .
. . Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 138.5-inch 1.5-inch
SC-365 steel or min. 2,500 psi more layers, any VersiWeld R h ,, 6-inch o.c. . ) -60.0
L attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination Plus
(AccuSeam)
Min. 22 gé., type B, Gl.'ade 80 Min. 1.5-inch, one or prelim. Vers!WeId or Trufast #15 EHD Fastener (steel only) qr Trufast \ . 5.5 138.5-inch 1.5-inch
SC-366 steel or min. 2,500 psi more layers, any VersiWeld Fluted Concrete Nail (concrete only) with Trufast 2.4 6-inch o.c. ; . -60.0
L attach inch o.c. outside
structural concrete combination Plus Barbed Metal Seam Plate
Min. 22 ga.., type B, G.rade 80 Min. 1.5-inch, one or Prelim. Vers!WeId or Trufast #15 EHD Fa§tener (steel only) qr Trufast i . 55 114.5-inch 1.5-inch
SC-367 steel or min. 2,500 psi more layers, any VersiWeld Fluted Concrete Nail (concrete only) with Trufast 2.4 6-inch o.c. . . -60.0
L attach inch o.c. outside
structural concrete combination Plus Barbed Metal Seam Plate
. . HPV-X Fastener (steel only), MP 14-10 (concrete only)
R ly: Min. 22 ga. . VersiWel X . .
ecover only: WIIN. 2283, | 50 i ch Insulfoam R- Prelim, | Versiweldor 1 1 10 (concrete only) with HPV-X Plate or #15 ) 5.5 90.5-inch | 1.5-inch
SC-368 type B, Grade 33 steel or min. VersiWeld . . ” 6-inch o.c . A -60.0
; Tech EPS or Fan-Fold attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
2,500 psi structural concrete Plus
(AccuSeam)
Min. 22 g2, type B, Gfade 80 | Min. 1.5-inch, one or Prelim. ) HPV-X Fastener (steel only), MP 14-10 (concrete only) : 5.5- 90.5-inch 1.5-inch
SC-369 steel or min. 2,500 psi more layers, any VersiWeld HS " 6-inch o.c. ) . -60.0
o attach or CD-10 (concrete only) with HPV-X Plate inch o.c. outside
structural concrete combination
Min. 22 ga. B ksi
st(ler:al 6 f%as,:r/]peslsl”ssu;:jle Min. 300 psi, min 2- VersiWeld or HPV-X Fastener (steel only) or MP 14-10 (concrete 55 114.5-inch 1.5-inch
SC-370 L, pan, ) P inch thick cellular N/A VersiWeld only) with HPV-X Plate (through to engage structural 6-inch o.c. " ) - -67.5
welds 6” o.c. or min. 2,500 . X inch o.c. outside
. lightweight concrete Plus deck)
psi structural concrete
Min. 22 ga., type B, Grade 80 Min. 1.5-inch, one or . VersiWeld or HPV-X Fastener (steel only)', MP 14-10 (concrete only) . .
R . Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 90.5-inch 1.5-inch
SC-371 steel or min. 2,500 psi more layers, any VersiWeld R ; ,, 6-inch o.c. . . -67.5
L attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination Plus
(AccuSeam)
Min. 22 ga., type B, Grade 80 Min. 1.5-inch, one or prelim VersiWeld or Trufast #15 EHD Fastener (steel only) or Trufast 55 90.5-inch 1.5-inch
SC-372 steel or min. 2,500 psi more layers, any ’ VersiWeld Fluted Concrete Nail (concrete only) with Trufast 2.4” 6-inch o.c. N ’ o -67.5
L attach inch o.c. outside
structural concrete combination Plus Barbed Metal Seam Plate
- 14-1
Min. 22 ga., type B, Grade 80 Min. 1.5-inch, one or . VersiWeld or HPV-X Fastener (steel only)., MP 14-10 (concrete only) . .
R . Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 54.5-inch 1.5-inch
SC-373 steel or min. 2,500 psi more layers, any VersiWeld R . " 9-inch o.c. . . -75.0
L attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination Plus
(AccuSeam)
- 14-1
Min. 22 ga., type B, Grade 33 Min. 1.5-inch, one or . VersiWeld or HPV-X Fastener (steel only)., MP 14-10 (concrete only) . .
R . Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 42.5-inch 1.5-inch
SC-374 steel or min. 2,500 psi more layers, any VersiWeld K . ” 6-inch o.c. . . -82.5
L attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination Plus (AccuSeam)
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TABLE 2H: STEEL orR STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER

NEmoO | etc.e

Insulation Layer (Note 3, Note 13) Roof Cover (Note 15A)
System Deck (Note 1) Attach Fast. L L S M—(DP )
No. T ac M E R astener ap ap eam Sf
ype (Note 5) Sbiegs astener (Note 11) Spacing Width Spacing Weld
Min. 22 ga., type B, Grade 33 Min. 1.5-inch, one or prelim VersiWeld or Trufast #15 EHD Fastener (steel only) or Trufast 55 42 5-inch 1.5-inch
SC-375 steel or min. 2,500 psi more layers, any " | Versiweld Fluted Concrete Nail (concrete only) with Trufast 2.4” | 12-inch o.c. N ) o -82.5
L attach inch o.c. outside
structural concrete combination Plus Barbed Metal Seam Plate
Min. 22 ga., type B, Grade 80 | Min. 1.5-inch, one or ) VersiWeld or HPV-X Fastener (steel only)., MP 14 Qconligigonly) ) )
R . Prelim. . or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 54.5-inch 1.5-inch
SC-376 steel or min. 2,500 psi more layers, any VersiWeld . h " 6-inch o.c. . . -90.0
L attach Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination Plus
(AccuSeam)
Trufast #15 EHD F | only), Trufast #14 HD
Min. 22 ga., type B, Grade 80 Min. 1.5-inch, one or . VersiWeld or rufast #15 astener (steel only), Tru ast. . .
SC.377 steel or min. 2.500 psi more lavers. an Prelim. Versiweld (concrete only) or Trufast Fluted Concrete Nail 6-inch o.c 5.5- 42.5-inch 1.5-inch -
T p . Y o ¥ attach (concrete only) with Trufast 2.4” Barbed Metal Seam o inch o.c. outside 112.5
structural concrete combination Plus
Plate
VERSIFLEECE TPO APPLICATIONS:
. . ) HPV-X Fastener (steel only), MP 14-10 (concrete only)
Min. 22 ga. type B, Gr.ade 80 | Min. 1.5-inch, one or Prelim. | VersiFleece or CD-10 (concrete only) with HPV-X Plate or #15 . 5.5- 138.5-inch 1.5-inch
SC-378 steel or min. 2,500 psi more layers, any R h ” 12-inch o.c. . . -30.0
L attach TPO Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination
(AccuSeam)
Min. 22 ga., type B, Grade 80 Min. 1.5-inch, one o . . HPV-XL Fastener with HPV-XL Plate (steel only) ott MP . .
$C-379 steel or min. 2.500 bsi more lavers. an Prelim. VersiFleece 14-10 (concrete only) or CD-10 (concrete only) with 12-inch o.c 5.5- 114.5-inch 1.5-inch 375
- P ) 4 o v attach TPO HPV-X Plate or #15 Roofgrip (steel only) with 2-3/8” e inch o.c. outside ’
structural concrete combination
Eyehook Seam Plate (AccuSeam)
. . . HPV-X Fastener (steel only), MP 14-10 (concrete only)
Min. 22 ga. B Min. 1.5-inch
In. 22 ga., type B, Grade 80 | Min. 1.5-inch, oneor | o o | yergifleece or CD-10 (concrete only) with HPV-X Plate or #15 . 55- | 1385inch | L5-inch
SC-380 steel or min. 2,500 psi more layers, any R h ” 6-inch o.c. . . -37.5
o attach TPO Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate inch o.c. outside
structural concrete combination
(AccuSeam)
Min. 22 ga.., type B, G.rade 80 Min. 2.5-inch, one or prelim. VersiFleece HPV-X Fastener and HPV-X Plate (steel only) or MP . 6.5- 137.5-inch 1.5-inch
SC-381 steel or min. 2,500 psi more layers, any TPO 115 or 14-10 (concrete only) or CD-10 (concrete only) and 6-inch o.c. . . -45.0
L attach inch o.c. outside
structural concrete combination 135 HPV-X Plate
Min. 22 ga.., type B, G.rade 80 Min. 1.5-inch, one or prelim. VersiFleece HPV-XL Fastener with HPV-XL Plate (steel only) or MP . 55 114.5-inch 1.5-inch
SC-382 steel or min. 2,500 psi more layers, any 14-10 (concrete only) or CD-10 (concrete only) and 12-inch o.c. : . -45.0
- attach TPO RL inch o.c. outside
structural concrete combination HPV-X Plate
. . . HPV-X Fastener (steel only), MP 14-10 (concrete only)
.22 ga. B . 1.5- N . .
sC.383 ng;l orgr:i;tyngoc; G_:?de &q x:)nrellas ‘ler:gh;:ne °" | prelim. | VersiFleece or CD-10 (concrete only) with HPV-X Plate or #15 6-inch o.c 5.5- 90.5-inch 1.5-inch -60.0
T P . v B Y attach TPO Roofgrip (steel only) with 2-3/8” Eyehook Seam Plate o inch o.c. outside ’
structural concrete combination (AccuSeam)
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TABLE 2i: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER (RUSS Strips)

NEmoO | etc.e

Insulation Roof Cover (Note 15A)
System MDP
oo Deck (Note 1) ; Attach S Fastener (Note 11 Attachment ==
. e embrane astener (Note 11) achmen
P (Note 5) S
Min. 22 ga., type B, . One or more . VersiWeld, HPV-X Fastener (steel only), MP YerS|We|d TPO 10-|nch Pressure-Sensitive RUSS strips are applied ove.r the
Grade 80 steel or min. Prelim. X insulation spaced 138-inch o.c. The plates are centered over each strip and
SC-384 . layers, any VersiWeld HS or 14-10 (concrete only) or CD-10 . . X o X -30.0
2,500 psi structural M attached X . fastened 6-inch o.c. Roof cover adhered to each strip by first priming with
combination VersiWeld Plus (concrete only) with HPV-X Plate . . . N .
concrete TPO Primer at the strip location, then rolling into place with a hand roller.
Min. 22 ga., type B, A One or more . VersiWeld, HPV-X Fastener (steel only), MP Yer5|\A{eId TPO 10-|nch Pressure-Sensitive RUSS strips are applied ove.r the
Grade 80 steel or min. Prelim. . insulation spaced 114-inch o.c. The plates are centered over each strip and
SC-385 X layers, any VersiWeld HS or 14-10 (concrete only) or CD-10 . . . - X -45.0
2,500 psi structural M attached . ) fastened 6-inch o.c. Roof cover adhered to each strip by first priming with
combination VersiWeld Plus (concrete only) with HPV-X Plate i . . L .
concrete TPO Primer at the strip location, then rolling into place with a hand roller.
Min. 22 ga., type B, . One or more . VersiWeld, HPV-X Fastener (steel only), MP Yer5|WeId TPO 10—|n§h Pressure-Sensitive RUSS strips are applied ov.er the
Grade 80 steel or min. Prelim. X insulation spaced 90-inch o.c. The plates are centered over each strip and
SC-386 . layers, any VersiWeld HS or 14-10 (concrete only) or CD-10 . . X . . -52.5
2,500 psi structural Lo attached . } fastened 6-inch o.c. Roof cover adhered to each strip by first priming with
combination VersiWeld Plus (concrete only) with HPV-X Plate R A . . .
concrete TPO Primer at the strip location, then rolling into place with a hand roller.
Min. 22 ga. B VersiWeld TPO 10-inch P - itive R i li h
in ga., type 3 One or more . VersiWeld, HPV-X Fastener (steel only), MP \ ersi .e d TPO 10-inc . ressure-Sensitive RUSS strips are applied ovgrt e
Grade 80 steel or min. Prelim. . insulation spaced 120-inch o.c. The plates are centered over each strip and
SC-387 . layers, any VersiWeld HS or 14-10 (concrete only) or CD-10 . . X o X -60.0
2,500 psi structural combination attached Versiweld Plus (concrete only) with HPV-X Plate fastened 6-inch o.c. Roof cover adhered to each strip by first priming with
concrete 4 HP-250 Primer at the strip location, then rolling into place with a hand roller.
Min. 22 ga. B VersiWeld TPO 10-inch P - itive R i li h
in ga., type 3 One or more . VersiWeld, HPV-X Fastener (steel only), MP . ersi .e d TPO 10 |nc. ressure-Sensitive RUSS strips are applied ov.ert e
Grade 80 steel or min. Prelim. X insulation spaced 60-inch o.c. The plates are centered over each strip and
SC-388 X layers, any VersiWeld HS or 14-10 (concrete only) or CD-10 . . ) o . -60.0
2,500 psi structural combination attached Versiweld Plus (concrete only) with HPV-X Plate fastened 12-inch o.c. Roof cover adhered to each strip by first priming with
concrete v HP-250 Primer at the strip location, then rolling into place with a hand roller.
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NEmMO | etc.e
TABLE 2): STEEL DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE D-3: INSULATED, MECHANICALLY ATTACHED AND INDUCTION WELDED ROOF COVER

Ve Roof Cover (Note 15A, Note 15B)
(Note 3, Note 13)
System Deck (Note 1) In-Lap Fastening Induction Weld Fastening MDE
No. Type Attach P Fastener - — L y s o— sf
ress astener ap ap eam . oof Cover
(Note 5) (Note 11) Pl
Plate Spacing Width Spacing Weld Stress Plate Spacing Securment
. Min. 2.5-inch, . One (1) row beneath induction
Min. 22 ga., one or more Prelim. Vers!WeId °" | Hpv-x HPV-X 12-inch 5.5- 186.5- 1.5-inch | RhinoBond the roof cover and welded with
SC-389 type B, Grade VersiWeld . . . A -30.0
layers, any attach Fastener Plate o.c. inch inch o.c. outside Plate-TPO between the laps, 12- | RhinoBond
33 steel L Plus .
combination inch o.c. tool
Min. 22 ga Min. 1.5-inch, VersiWeld One (1) row beneath induction
$C-390 ¢ e. B Ggra':je one or more Prelim. (min. 60-mil) | HPV-X HPV-X 12-inch 5.5- 114.5- 1.5-inch | RhinoBond the roof cover and welded with 450
3épsteél layers, any attach or VersiWeld | Fastener Plate o.c. inch inch o.c. outside Plate-TPO between the laps, 12- | RhinoBond ’
combination Plus inch o.c. tool
) Min. 2.5-inch, ) One (1) row beneath induction
sC-391 Lv“: éZGg;:ie one or more Prelim. z‘z::a::j °" | Hpv-x HPV-X 6-inch 5.5- 186.5- 1.5-inch | RhinoBond | the roof cover and welded with -60.0
ype 5, layers, any attach Fastener Plate o.c. inch inch o.c. outside Plate-TPO between the laps, 6- RhinoBond ’
33 steel L Plus .
combination inch o.c. tool
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

System Deck Base Insulation Layer Top Insulation Layer(s) Roof Cover (Note 15) MDP
No. (Note 1) Type N:;t::: a Type N:tztsa:: a Membrane Application sf
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
Min. 2,500 psi . . . . FIex?bIe DASH or . N . . Flex?ble DASH or .
C-1. ! Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | (Optional) Additional layer(s) base insulation Flexible DASH DT | VersiWeld Aqua Base 120 BA -45.0
structural concrete
(RIBBON) (RIBBON)
Min. 2,500 psi (Optionél) Min. O:S—inc.h VersiCore, FIexﬁbIe DASH or !nsulat.ion: (Optional) Additional layer(s) base Flex?ble DASH or
C-2. structl,’lral concrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT | insulation Flexible DASH DT | VersiWeld Aqua Base 120 BA -45.0
11, IX, VIII, XIV or XV (RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON)
Min. 2,500 psi (Optioniiul) Min. O:S—inc.h VersiCore, FIex?bIe DASH or ::z:‘:ﬁ: (Optiorgl) Additiggllaver(s) igg Flex?ble DASH or
C-3. structl,’lral concrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT Coverboard: Mif0.25<ihch SECUROCK Flexible DASH DT | VersiWeld Aqua Base 120 BA -157.5
11, IX, VI, XIV or XV (RIBBON) e o (RIBBON)
Gypsum-Fiber Roof Board
Min. 2,500 psi Mﬁn. 0.§—inch VersiCore, SecurShield or FIexﬁbIe DASH or !nsulat.ion: (Optional) Additional layer(s) base Flexﬁble DASH or
C-4 structl,’lral concrete Min. 1-inch Insulfoam I, 11, IX, VIII, XIV Flexible DASH DT | insulation Flexible DASH DT | VersiWeld Aqua Base 120 BA -45.0
or Xv (RIBBON) Coverboard: Min. 7/16-inch APA rated OSB (RIBBON)
A ) Flexible DASH or 7'““"3“0.”: (Optiqnal) Min. 0.5-inch Flexible DASH or
cs. Min. 2,500 psi Min. 2-inch ChannelDry EPS Flexible DASH pT | Securshield or Min. Lrinch Insulfoam I, 1l X, 1 0y il a7 | versiweld Aqua Base 120 BA 45.0
structural concrete VIII, XIV or XV
(RIBBON) . ) (RIBBON)
Coverboard: Min. 7/16-inch APA rated OSB
Min. 2,500 psi (Optionél) Min. O:S—inc.h VersiCore, Flexﬁble DASH or !nsulat.ion: (Optional) Additional layer(s) base Flex?ble DASH or
C-6 structl;ral concrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT | insulation Flexible DASH DT | VersiWeld Aqua Base 120 BA -45.0
11, IX, VIII, XIV or XV (RIBBON) Coverboard: Min. 2-inch DuraFaceR (RIBBON)
Min. 2,500 psi . . . . FIexibIe DASH or . 3 . . Flex?ble DASH or . .
C-7. ! Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | (Optional) Additional layer(s) base insulation Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -157.5
structural concrete
(RIBBON) (RIBBON)
C-8. 's\fclllzlctzl;fzzocz:crete Min. 1.5-inch VersiCore, SecurShield g?;:’loeN?ASH (Optional) Additional layer(s) base insulation ZLT;:JIOENI))ASH VersiWeld Cav-Grip 3V A/P -352.5
C-9. 's\:rlz;:tzl;fzzocz:crete Min. 1.5-inch VersiCore, SecurShield (F;{T;g)éeN?ASH ot (Optional) Additional layer(s) base insulation ::'LT;E(I;N?ASH ot VersiWeld Cav-Grip 3V A/P -277.5
C-10. Min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield plexible DASH DT (Optional) Additional layer(s) base insulation Flexible DASH DT VersiWeld Cav-Grip 3V A/P -352.5
structural concrete (FULL) (FULL)
Min. 2,500 psi Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-11. structL;raI concrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -157.5
(RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON)
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or !nsulat.ion: (Optional) Additional layer(s) base Flexible DASH or
C-12. structl;ral concrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT | insulation Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -232.5
11, IX, VIII, XIV or XV (RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON)
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation L. Top Insulation L: Roof C (Note 15)
System Deck ase Insulation Layer —— op Insulation Layer(s) — oof Cover (Note VIDP
ac ac s
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
Insulation: (Optional) Additional layer(s) base
Min. 2.500 psi Flexible DASH or insulation Elexible DASH or
C-13. stru.ctl;ral czncrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | Coverboard: Min. 0.25-inch DEXcell FA Glass Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -157.5
(RIBBON) Mat Roof Board or min. 0.4375-inch DEXcell (RIBBON)
Cement Roof Board
Insulation: (Optional) Additional layer(s) base
Min. 2.500 osi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or insulation Flexible DASH or
C-14. stru‘ctL;raI cgncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT | Coverboard: Min. 0.25-inch DEXcell FA Glass Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -232.5
11, IX, VIII, XIV or XV (RIBBON) Mat Roof Board or min. 0.4375-inch DEXcell (RIBBON)
Cement Roof Board
Insulation: (Optional) Additional | b
Min. 2.500 bsi (Optional) Min. 0.5-inch VersiCore, Flexible DASH or m (Optional) Qgr2! 1avplls) base Flexible DASH or
C-15. stru'ctl,’lral czncrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT G board: Min. 0.95-inch SECUROCK Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -157.5
11, 1X, VIII, XIV or XV (RIBBON) =overpoare: Vin. £1.£>-Inc (RIBBON)
Gypsum-Fiber Roof Board
Min. 2,500 psi Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-16. . P Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -157.5
structural concrete . .
(RIBBON) Coverboard: Min. 7/16-inch APA rated OSB (RIBBON)
Min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield or | Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-17. stru.ctL;raI czncrete Min. 1-inch Insulfoam |, 11, IX, VIII, XIV Flexible DASH DT | insulation Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -187.5
or XV (RIBBON) Coverboard: Min. 7/16-inch APA rated OSB (RIBBON)
Insulation: (Optional) Min. 1.5-inch
. . Flexible DASH or L (Opti . ) R I I Flexible DASH or
Min. 2,500 psi . . . SecurShield or Min. 1-inch Insulfoam |, 11, IX, . . .
C-18. Min. 2-inch ChannelDry EPS Flexible DASH DT Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -187.5
structural concrete (RIBBON) VIl XIV or Xv (RIBBON)
Coverboard: Min. 7/16-inch APA rated OSB
Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT . .
-19. ’ Min. 0.5-inch h HD - . VersiWel - V A/P -127.
C9 structural concrete in. 0.5-Inch SecurshieQ (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD (RIBBON) ersiweld Cav-Grip 3V A/ 5
Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT . .
C-20. ! Min. 0.5-inch SecurShield HD - VersiWeld Cav-Grip 3V A/P -397.5
structural concrete I I (FULL) Coverboard: Min. 0.5-inch SecurShield HD (FULL) : v-Grip /
Insulation: (Optional) Additional | b
Min. 2500 oci Flexible DASH or m (Optional) Additional laver(s) base | ¢\ 10 pasH o
C-21. v p Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT . X X Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -157.5
structural concrete Coverboard: Min. 0.5-inch SecurShield HD,
(RIBBON) : (RIBBON)
SecurShield HD Plus or DuraStorm VSH
Insulation: (Optional) Additional | b
Min. 2,500 psi (Optional) Min. 1 5-inch VersiCore, Flexible DASH |2:3|:t:2: (Optional) Additionallayer(s) base Flexible DASH
C-22. t P SecurShield or Min. 1-inch Insulfoam I, X i i VersiWeld Cav-Grip 3V A/P -397.5
structural concrete 1L I VIIL XIV or XV (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
PR SecurShield HD Plus or DuraStorm VSH
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation L. Top Insulation L: Roof C (Note 15)
System Deck ase Insulation Layer —— op Insulation Layer(s) — oof Cover (Note VIDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
) . . . Insulation: (Optional) Additional layer(s) base
. . (Optional) Min. 1.5-inch VersiCore, . PRI .
C-23. Min. 2,500 psi SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT | insulation X X i Flexible RQEH! DT VersiWeld Cav-Grip 3V A/P -277.5
structural concrete 1L IX. VI XIV o XV (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
e SecurShield HD Plus or DuraStorm VSH
. . . . Insulation: (Optional) Additional layer(s) base
. . (Optional) Min. 1.5-inch VersiCore, . T .
C-24. Min. 2,500 psi SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT | insulation i i \ Flexible DASH DT VersiWeld Cav-Grip 3V A/P -397.5
structural concrete 1L IX. VIIL XIV or XV (FULL) Coverboard: Min. 0.5-inch SecurShield HD, (FULL)
e SecurShield HD Plus or DuraStorm VSH
Insulation: (Optional) Min. 1.5-inch
Min. 2,500 psi Flexible DASH or SecurShield or Min. 1-inch Insulfoam |, 11, IX, Flexible DASH or
C-25. strlzlctl.’lral sz}'crete Min. 2-inch ChannelDry EPS Flexible DASH DT | VIII, XIV or XV Flexible DASH DT | Versiweld Cav-Grip 3V A/P 2025
(RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
SecurShield HD Plus or DuraStorm VSH
. Insulation: (Optional) Min. 1.5-inch
Min. 2.500 psi E::X!E:Z gﬁz: gfr SecurShield or Min. 1-inch Insulfoam |, 11, IX, Flexible DASH or
. X1 .
C-26. Str':m;ral cg;'crete Min. 2-inch ChannelDry EPS (RIBBON, 6nch | VIIb X1V orXV Flexible DASH DT | Versiweld Cav-Grip 3V A/P 397.5
0.c) ’ Coverboard: Min. 0.5-inch SecurShield HD, (FULL)
e SecurShield HD Plus or DuraStorm VSH
Insulation: (Optional) Additional | b
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore FIoQle DA or i::::l:tilg: (Optiona) AdditonallayerlsI 222 | Flexivie pASH or
C-27. stru.ctL;raI czncrete Secr:’urShieId o ! Flexible DASH DT C board: Min. 0.5-inch S Shield HD Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -390.0
(SPLATTER) over| qar : Min. 0.5-inch SecurShie E (SPLATTER)
SecurShield HD Plus or DuraStorm VSH
Min. 2,500 psi Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-28. stru.ctL;raI czncrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -157.5
(RIBBON) Coverboard: Min. 0.5-inch DuraStorm VSH (RIBBON)
i i Insulation: ional) Additional |
Min. 2,500 psi (Opt|on:i1l) Min 1.5 mc.h VersiCore, Flexible DASH w (Optional) Additional layer(s) base Flexible DASH . .
C-29. SecurShield or Min. 1-inch Insulfoam I, insulation VersiWeld Cav-Grip 3V A/P -352.5
structural concrete (RIBBON) . . (RIBBON)
11, 1X, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
i i Insulation: (Optional) Additional | b
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DAsH 1 | ‘nsulation: (Optional) Additional layer(s) base | o\ e by pr , ,
C-30. SecurShield or Min. 1-inch Insulfoam I, insulation VersiWeld Cav-Grip 3V A/P -277.5
structural concrete (RIBBON) . . (RIBBON)
11, 1X, VNI, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
. . (Optional) Min. 1.5-inch VersiCore, . Insulation: (Optional) Additional layer(s) base .
C-31. Min. 2,500 psi SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT insulation Flexible DASH DT VersiWeld Cav-Grip 3V A/P -352.5
structural concrete (FULL) i i (FULL)
11, IX, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

G Deck Base Insulation Layer — Top Insulation Layer(s) — Roof Cover (Note 15) MDP
No. (Note 1) Type Not?:; s Type Notitsa; s Membrane Application (psf)
Min. 2,500 psi Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-32. ’ Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -157.5
structural concrete . .
(RIBBON) Coverboard: Min. 2-inch DuraFaceR (RIBBON)
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or !nsulat.ion: (Optional) Additional layer(s) base Flexible DASH or
C-33. structljral concrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT | insulation Flexible DASH DT | VersiWeld Cav-Grip 3V A/P -187.5
I, IX, VIIL, XIV or XV (RIBBON) Coverboard: Min. 2-inch DuraFaceR (RIBBON)
Min. 2,500 psi . . . . FIexibIe DASH or . N . - Flexible DASH or .
C-34. ! Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | (Optional) Additional layer(s) base insulation Flexible DASH DT | VersiWeld LVOC BA -157.5
structural concrete
(RIBBON) (RIBBON)
Min. 2,500 psi (Optionél) Min. O:S—inc.h VersiCore, FIexﬁbIe DASH or !nsulat.ion: (Optional) Additional layer(s) base Flexﬁble DASH or
C-35. structl,’lral concrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT | insulation Flexible DASH DT | VersiWeld LVOC BA -157.5
I1, 1X, VIII, XIV or XV (RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON)
Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi FIexibIe DASH or | insulation Flexible DASH or
C-36. structL;raI concrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | Coverboard: Min. 0.25-inch DEXcell FA Glass Flexible DASH DT | VersiWeld LVOC BA -157.5
(RIBBON) Mat Roof Board or min. 0.4375-inch DEXcell (RIBBON)
Cement Roof Board
Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or insulation Flexible DASH or
C-37. structL;raI concrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT | Coverboard: Min. 0.25-inch DEXcell FA Glass Flexible DASH DT | VersiWeld LVOC BA -232.5
11, 1X, VIII, XIV or XV (RIBBON) Mat Roof Board or min. 0.4375-inch DEXcell (RIBBON)
Cement Roof Board
Min. 2,500 psi (Optionél) Min. O..S—inrjh VersiCore, Flex?ble DASH or :::tﬂﬁ' (Optional) Additional layer(s) base Flex?ble DASH or
C-38. structl;ral concrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT Coverboard: Min. 0.25-inch SECUROCK Flexible DASH DT | VersiWeld LVOC BA -127.5
11, IX, VI, XIV or XV (RIBBON) — e (RIBBON)
Gypsum-Fiber Roof Board
Min. 2,500 psi M?n. 0.§—inch VersiCore, SecurShield or FIex?bIe DASH or !nsulat.ion: (Optional) Additional layer(s) base Flex?ble DASH or
C-39. structl;ral concrete Min. 1-inch Insulfoam 1, 11, IX, VIII, XIV Flexible DASH DT | insulation Flexible DASH DT | VersiWeld LVOC BA -157.5
or Xv (RIBBON) Coverboard: Min. 7/16-inch APA rated OSB (RIBBON)
. Insulation: (Optional) Min. 0.5-inch .
Min. 2,500 psi - Flexible DASH O | 5o rshield or Min. 1-inch Insulfoam 1, I, X, Flexible DASH or )
C-40. Min. 2-inch ChannelDry EPS Flexible DASH DT Flexible DASH DT | VersiWeld LVOC BA -157.5
structural concrete VIII, XIV or XV
(RIBBON) ) ) (RIBBON)
Coverboard: Min. 7/16-inch APA rated OSB
Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT .
41, structural concrete Min. 0.30<h SCREIS'° (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD (RIBBON) Versiweld LVOC BA 1275
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15
system — y —— P yer(s) —— (Note 15) MDP
ac ac s
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT .
c-42. structural concrete Min. 0.5-inch SecurShield HD (FULL) Coverboard: Min. 0.5-inch SecurShield HD (FULL) VersiWeld LVOC BA 3975
Min. 2.500 osi Flexible DASH or 7:2:3::::22 (Optional) Additional layer(s) base | o\ 1o pAsH o
C-43. . P Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT X X X Flexible DASH DT | VersiWeld LVOC BA -157.5
structural concrete Coverboard: Min. 0.5-inch SecurShield HD,
(RIBBON) — (RIBBON)
SecurShield HD Plus or DuraStorm VSH
Insulation: ional) Additional |
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH g:&:t:z: N i Flexible DASH
C-44. . P SecurShield or Min. 1-inch Insulfoam I, X X X VersiWeld LVOC BA -397.5
structural concrete 1L IX. VIIL XIV oF XV (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
e SecurShield HD Plus or DuraStorm VSH
. . . . Insulation: (Optional) Additional layer(s) base
. . (Optional) Min. 1.5-inch VersiCore . I .
. ! |
ca5. | Min-2,500psi SecurShield or Min. L-inch Insulfoam 1, | [ eXible DASHDT | insulation = . Flexible DASHDT | |/ Gield LVOC BA 2775
structural concrete 1L IX. VI XIV o XV (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
e SecurShield HD Plus or DuraStorm VSH
) R . R Insulation: (Optional) Additional layer(s) base
. . (Optional) Min. 1.5-inch VersiCore, . T .
ca6. | Min-2,500psi SecurShield or Min. 1-inch Insulfoam |, | | cXiole DASHDT | insulation , , Flexible DASHDT | /¢ giweld LVOC BA -397.5
structural concrete (FULL) Coverboard: Min. 0.5-inch SecurShield HD, (FULL)
11, IX, VIII, XIV or XV —
SecurShield HD Plus or DuraStorm VSH
Insulation: (Optional) Min. 1.5-inch
Min. 2,500 psi Flexible DASH or | SecurShield or Min. 1-inch Insulfoam I, II, IX, Flexible DASH or
C-47. strlu.ctL;raI cz;'crete Min. 2-inch ChannelDry EPS Flexible DASH DT | VI, XIV or XV Flexible DASH DT | Versiweld LVOC BA -202.5
(RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
SecurShield HD Plus or DuraStorm VSH
Flexible DASH Insulation: (Optional) Min. 1.5-inch
Min. 2,500 psi Flzz:blz DASH ng SecurShield or Min. 1-inch Insulfoam |, II, IX, Flexible DASH or
C-48. strlu.ctL;raI cz:crete Min. 2-inch ChannelDry EPS (RIBBON, 6-inch VIII, XIV or XV Flexible DASH DT | VersiWeld LVOC BA -397.5
0.c) ! Coverboard: Min. 0.5-inch SecurShield HD, (FULL)
- SecurShield HD Plus or DuraStorm VSH
. X . X . Insulation: (Optional) Additional layer(s) base .
Min. 2.500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or 7insulation Flexible DASH or
C-49. stru;:tl;ral cgncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT c board: Min. 0.5-inch S Shield HD Flexible DASH DT | VersiWeld LVOC BA -390.0
1L, 1X, VIII, XIV or XV (SPLATTER) zovernoarc: Vin. ©.>-Inch >ecurshie’d HL, (SPLATTER)
SecurShield HD Plus or DuraStorm VSH
Min. 2.500 psi Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-50. v P Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT | VersiWeld LVOC BA -157.5
structural concrete . .
(RIBBON) Coverboard: Min. 0.5-inch DuraStorm VSH (RIBBON)
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Deck b pya— - ver(s) e 2 MDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
Min. 2,500 psi (0pt|0n?|) Min. 1..5-|ntfh VersiCore, Flexible DASH w: (Optional) Additional layer(s) base Flexible DASH .
C-51. SecurShield or Min. 1-inch Insulfoam |, insulation VersiWeld LVOC BA -352.5
structural concrete (RIBBON) i i (RIBBON)
11, IX, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
i i Insulation: ional) Additional |
Min. 2,500 psi (Opt|ona}|) Min 1.5 |nc.h VersiCore, Flexible DASH DT w (Optional) Additional layer(s) base Flexible DASH DT .
C-52. SecurShield or Min. 1-inch Insulfoam I, insulation VersiWeld LVOC BA -277.5
structural concrete (RIBBON) . . (RIBBON)
11, IX, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
. . (Optional) Min. 1.5-inch VersiCore, . Insulation: (Optional) Additional layer(s) base .
C-53. :frlz‘ctzlif:locg:crete SecurShield or Min. 1-inch Insulfoam I, (FFl‘fJXLIE)Ie DASH DT insulation (FFIEXIIE)Ie DASH DT VersiWeld LVOC BA -352.5
11, 1X, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
Min. 2.500 osi (Optional) Min. 0.5-inch VersiCore, Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-54. stru‘ctL;raI cgncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT | insulation Flexible DASH DT | VersiWeld LVOC BA -157.5
I1, IX, VIII, XIV or XV (RIBBON) Coverboard: Min. 2-inch DuraFaceR (RIBBON)
Min. 2.500 bsi Flexible DASH or Flexible DASH or
C-55. v P Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | (Optional) Additional layer(s) base insulation Flexible DASH DT | VersiWeld VersiWeld BA -157.5
structural concrete
(RIBBON) (RIBBON)
Min. 2 i Flexible DA Flexible DASH
C-56. strlzctL;f;ch;L:rete Min. 1.5-inch VersiCore, SecurShield (RT;II:OeN) S (Optional) Additional layer(s) base insulation (RT;II:OeN) S VersiWeld VersiWeld BA -352.5
Min. 2 i Flexi DASH DT Flexible DASH DT
C-57. strlzctL;f;Ocz;L:rete Min. 1.5-inch VersiCore, SecurShield (RT;g)éeN)AS (Optional) Additional layer(s) base insulation (RT;II:OeN) S VersiWeld VersiWeld BA -277.5
Min. 2,500 psi . . . . Flexible DASH DT . . . . Flexible DASH . .
C-58. structural concrete Min. 1.5-inch VersiCore, SecurShield (FULL) (Optional) Additional layer(s) base insulation (FULL) VersiWeld VersiWeld BA -352.5
Min. 2,500 psi Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-59. stru.ctl;ral czncrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT | VersiWeld VersiWeld BA -157.5
(RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON)
Min. 2.500 bsi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-60. stru.ctL;raI czncrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT | insulation Flexible DASH DT | VersiWeld VersiWeld BA -232.5
I, IX, VIII, XIV or XV (RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON)
Insulation: (Optional) Additional layer(s) base
Min. 2.500 psi Flexible DASH or insulation Flexible DASH or
C-61. stru;:tl;ral cgncrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | Coverboard: Min. 0.25-inch DEXcell FA Glass Flexible DASH DT | VersiWeld VersiWeld BA -157.5
(RIBBON) Mat Roof Board or min. 0.4375-inch DEXcell (RIBBON)
Cement Roof Board
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Deck i e B yer(s) e = MDP
ac ac s
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
Insulation: (Optional) Additional layer(s) base
Min. 2.500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or insulation Flexible DASH or
C-62. stru.ctl;ral czncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT | Coverboard: Min. 0.25-inch DEXcell FA Glass Flexible DASH DT | VersiWeld VersiWeld BA -232.5
11, 1X, VIII, XIV or XV (RIBBON) Mat Roof Board or min. 0.4375-inch DEXcell (RIBBON)
Cement Roof Board
(Optional) Min. 0.5-inch VersiCore Insulation: (Optional) Additional layer(s) base
I n. U.5-1 | R .
Min. 2,500 psi R . . ! Flexible DASH insulation Flexible DASH . .
-63. ! S Shield or Min. 1-inch Insulf | VersiWel VersiWeld BA -67.
&8 structural concrete ecurshielc or Min. L-inch Insuffoam |, (RIBBON) Coverboard: Min. 0.25-inch SECUROCK (RIBBON) ersiweld ersiweld 67.5
11, 1X, VIII, XIV or XV =VE LU
Ultralight Coated Glass-Mat Roof Board
Insulation: (Optional) Additional | b
Min. 2.500 osi (Optional) Min. 0.5-inch VersiCore, Flexible DASH or i::ﬁl:t;z: o itional layer(s) base Flexible DASH or
C-64. str ‘ct ’raI cgncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT c board: Min. (B5-inct S RasadEk Flexible DASH DT | VersiWeld VersiWeld BA -157.5
uctu 11, IX, VIII, XIV or XV (RIBBON) =overvoard: Min. 9.25-InC (RIBBON)
Gypsum-Fiber Roof Board
Min. 2,500 psi Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-65. . P Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT | VersiWeld VersiWeld BA -157.5
structural concrete . .
(RIBBON) Coverboard: Min. 7/16-inch APA rated OSB (RIBBON)
Min. 2,500 psi Min. 1.5-inch VersiCore, SecurShield or | Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-66. stru.ctl;ral csncrete Min. 1-inch Insulfoam |1, 11, IX, VIII, XIV Flexible DASH DT | insulation Flexible DASH DT | VersiWeld VersiWeld BA -187.5
or Xv (RIBBON) Coverboard: Min. 7/16-inch APA rated OSB (RIBBON)
Flexible DASH or Insulation: (Optional) Min. 1.5-inch Flexible DASH or
X1 R . . X1
Min. 2 i SecurShield or Min. 1-inch Insulfoam I, 11, IX, .
c-67. in. 2,500 psi Min. 2-inch ChannelDry EPS Flexible DASH DT uron - . Flexible DASH DT | Versiweld VersiWeld BA -187.5
structural concrete VIII, XIV or XV
(RIBBON) ) ) (RIBBON)
Coverboard: Min. 7/16-inch APA rated OSB
Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT . .
C-68. Min. 0.5-inch S Shield HD VersiWeld VersiWeld BA -127.5
structural concrete n Inch >ecurshie (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD (RIBBON) erstive erstive
in. i i Insulation: Min. 1.6-inch Optim-R i
ce9. | Min-2,500psi Min. 0.5-inch SecurShield HD Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASHDT | /¢ giweld Versiweld BA 3975
structural concrete (FULL) Coverboard: Min. 0.5-inch SecurShield HD (FULL)
Insulation: (Optional) Additional | b
Min. 2500 oei Flexible DASH or 7.2:;;:2: (Optional) Additional laver(s)base | ¢\ 10 pasH o
C-70. o P Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT X i i Flexible DASH DT | VersiWeld VersiWeld BA -157.5
structural concrete Coverboard: Min. 0.5-inch SecurShield HD,
(RIBBON) - (RIBBON)
SecurShield HD Plus or DuraStorm VSH
Insulation: (Optional) Additional | b
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH |::3|:t:2: (Optinal) Addidonalayer(s bese Flexible DASH
C-71. v P SecurShield or Min. 1-inch Insulfoam I, X X X VersiWeld VersiWeld BA -397.5
structural concrete 1L IX. VI XIV o XV (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
B SecurShield HD Plus or DuraStorm VSH

©ONEMO ETC, LLC
Certificate of Authorization #32455

P.E. EVALUATION REPORT: 8™ EDITION (2023) FBC NON-HVHZ & 2018 IBC

VersiWeld TPO Roof Systems; (717) 245-7264

TOP OF APPENDIX

PEER-VRS-003.A.R34 for FL14207-R34 (NON-HVHZ)
Revision 34: 02/10/2025
Appendix 1, Page 72 of 124



TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15
system — y —— P yer(s) —— (Note 15) MDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
) . . . Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH DT | insulation Flexible DASH DT , .
C-72. SecurShield or Min. 1-inch Insulfoam I, . . . VersiWeld VersiWeld BA -277.5
structural concrete 1L IX. VI XIV o XV (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
e SecurShield HD Plus or DuraStorm VSH
. . . . Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH DT | insulation Flexible DASH DT . .
C-73. SecurShield or Min. 1-inch Insulfoam I, X i ) VersiWeld VersiWeld BA -397.5
structural concrete (FULL) Coverboard: Min. 0.5-inch SecurShield HD, (FULL)
11, IX, VI, XIV or XV - .
SecurShield HD Plus or DuraStorm VSH
Insulation: (Optional) Min. 1.5-inch
Min. 2,500 psi Flexible DASH or SecurShield or Min. 1-inch Insulfoam |, 11, IX, Flexible DASH or
C-74. strlzlctl.’lral sz}'crete Min. 2-inch ChannelDry EPS Flexible DASH DT | VIII, XIV or XV Flexible DASH DT | Versiweld VersiWeld BA 2025
(RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
SecurShield HD Plus or DuraStorm VSH
. Insulation: (Optional) Min. 1.5-inch
Min. 2.500 psi E::X!E:Z gﬁz: gfr SecurShield or Min. 1-inch Insulfoam |, 11, IX, Flexible DASH or
. X1 .
C-75. Str':m;ral cg;'crete Min. 2-inch ChannelDry EPS (RIBBON, 6.nch | V11l XIV orXv Flexible DASH DT | Versiweld VersiWeld BA 397.5
0.c) ’ Coverboard: Min. 0.5-inch SecurShield HD, (FULL)
e SecurShield HD Plus or DuraStorm VSH
Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or m (Opti ) " ver(s) Flexible DASH or
C-76. stru.ctL;raI czncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT - board: Min. 0.5-inch Shield HD Flexible DASH DT | VersiWeld VersiWeld BA -390.0
11, 1X, VIII, XIV or XV (SPLATTER) =overboard: Viin. 9.>-Inch secur-hield HE, (SPLATTER)
SecurShield HD Plus or DuraStorm VSH
Min. 2,500 psi Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-77. stru.ctL;raI czncrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT | VersiWeld VersiWeld BA -157.5
(RIBBON) Coverboard: Min. 0.5-inch DuraStorm VSH (RIBBON)
i i Insulation: ional) Additional |
Min. 2,500 psi (Opt|on:i1l) Min 1.5 mc.h VersiCore, Flexible DASH w (Optional) Additional layer(s) base Flexible DASH . '
C-78. SecurShield or Min. 1-inch Insulfoam |, insulation VersiWeld VersiWeld BA -352.5
structural concrete (RIBBON) . . (RIBBON)
11, 1X, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
i i Insulation: (Optional) Additional | b
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DAsH 1 | ‘nsulation: (Optional) Additional layer(s) base | o\ e by pr , _
C-79. SecurShield or Min. 1-inch Insulfoam I, insulation VersiWeld VersiWeld BA -277.5
structural concrete (RIBBON) . . (RIBBON)
11, 1X, VNI, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
. . (Optional) Min. 1.5-inch VersiCore, . Insulation: (Optional) Additional layer(s) base .
C-80. Min. 2,500 psi SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT insulation Flexible DASH DT VersiWeld VersiWeld BA -352.5
structural concrete (FULL) i i (FULL)
11, IX, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation L. Top Insulation L: Roof C (Note 15)
System Deck ase Insulation Layer —— op Insulation Layer(s) — oof Cover (Note VIDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
Min. 2.500 psi Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-81. o p Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT | VersiWeld VersiWeld BA -157.5
structural concrete . .
(RIBBON) Coverboard: Min. 2-inch DuraFaceR (RIBBON)
Min. 2.500 osi Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
c-82. strlzlctl;ral sz'crete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT | Versiweld VersiWeld BA 1575
(RIBBON) Coverboard: Min. 2-inch DuraFaceR (RIBBON)
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-83. stru.ctl,’lral czncrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT | insulation Flexible DASH DT | VersiWeld VersiWeld BA -187.5
I, IX, VIII, XIV or XV (RIBBON) Coverboard: Min. 2-inch DuraFaceR (RIBBON)
. . . . . . Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-84. :fr'z‘ctzdfgoczf"crete g‘zz’z';lfé)lgﬂ'“ 1.5-inch VersiCore, Flexible DASH DT | insulation Flexible DASH DT | Versiweld Versiweld BA -187.5
(RIBBON) Coverboard: Min. 2-inch DuraFaceR (RIBBON)
i 2 500 o :::3::::2: (Optional) Additional layer(s) base Cav-Grip 3V A/P,
C-85. o p Min. 1.5-inch VersiCore, SecurShield 0OB500 X A 0OB500 VersiWeld VersiWeld BA, LVOC -120.0
structural concrete Coverboard: Min. 0.25-inch SECUROCK BA
Gypsum-Fiber Roof Board
Min. 2,500 psi Min. 1.5-inch ACFoam I, VersiCore, . . . . .
C-86. structural concrete | SecurShield, ENRGY 3 0OB500 (Optional) Additional layers of base insulation 0OB500 VersiWeld Aqua Base 120 -127.5
Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch ACFoam II, insulation .
c-87. structural concrete | VersiCore, SecurShield, ENRGY 3 0B500 Coverboard: Min. 0.25-inch DensDeck or 08500 Versiweld Aqua Base 120 1275
DensDeck Prime
Min. 2 i Min. 1.5-inch ACF Il, Versi
C-88. in. 2,500 psi n 5, inch ACFoam I, VersiCore, 0OB500 (Optional) Additional layers of base insulation 0OB500 VersiWeld VersiWeld BA -150.0
structural concrete | SecurShield, ENRGY 3
Min. 2 i
C-89. in. 2,500 psi Min. 1.5-inch VersiCore, SecurShield 0OB500 (Optional) Additional layers of base insulation 0OB500 VersiWeld Cav-Grip 3V A/P -150.0
structural concrete
Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch ACFoam II, insulation . .
¢-90. structural concrete VersiCore, SecurShield, ENRGY 3 §B8500 Coverboard: Min. 0.25-inch DensDeck or 08500 Versiweld Versiweld BA 150.0
DensDeck Prime
. . . . ) Insulation: (Optional) Additional layer(s) base
co1. | Min-2,500psi (Optional) Min. 1.5-inch ACFoam I, 0B500 insulation 0B500 Versiweld Cav-Grip 3V A/P -150.0
structural concrete VersiCore, SecurShield, ENRGY 3 . . .
Coverboard: Min. 0.25-inch DensDeck Prime
Min. 2.500 psi Cav-Grip 3V A/P,
C-92. T P Min. 0.5-inch VersiCore, SecurShield 0OB500 (Optional) Min. 0.5-inch base insulation 0OB500 VersiWeld LVOC BA or -157.5
structural concrete Versiweld BA
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15
system — y —— P yer(s) —— (Note 15) MDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
i 2 500 o4 :::3::::22 (Optional) Additional layer(s) base Cav-Grip 3V A/P,
C-93. i P Min. 2-inch VersiCore, SecurShield 0OB500 X X 0OB500 VersiWeld VersiWeld BA or -247.5
structural concrete Coverboard: Min. 0.25-inch SECUROCK
—_— Aqua Base 120
Gypsum-Fiber Roof Board
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
Min. 2,500 psi Flexible DASH or Flexible DASH or | /. (ifjeece E:ﬁi:g:z gﬁ:: ng
C-94. 7 p Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | (Optional) Additional layer(s) base insulation Flexible DASH DT . -45.0
structural concrete TPO (RIBBON, 12-inch
(RIBBON) (RIBBON)
o.c.)
Insulation: (Optional) Additional layer(s) base
insulation .
. . (Optional) Min. 0.5-inch VersiCore, Flexible DASH or Insulatiog . . . Flexible DASH or . Flex!ble DASH or
Min. 2,500 psi A L ) Coverboard: Min. 0.25-inch DensDeck Prime . VersiFleece Flexible DASH DT
C-95. structural concrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT WROCK G Fiber Roof Board Flexible DASH DT PO (RIBBON, 12-inch -45.0
11, 1X, VIII, XIV or XV (RIBBON) or ) ypsum-riber Root Board or (RIBBON) '
min. 0.5-inch SecurShield HD or SecurShield o.c.)
HD Plus
Insulation: (Optional) Min. 0.5-inch Flexible DASH
. . Flexible DASH or | SecurShield or Min. 1-inch Insulfoam 1, II, IX, Flexible DASH or i exible or
Min. 2,500 psi . . . . VersiFleece Flexible DASH DT
C-96. structural concrete Min. 2-inch ChannelDry EPS Flexible DASH DT | VIII, XIV or XV Flexible DASH DT PO (RIBBON, 12-inch -45.0
(RIBBON) Coverboard: Min. 0.5-inch SecurShield HD or (RIBBON) oc) !
SecurShield HD Plus -
Insulation: (Optional) Additional | b
Min. 2.500 osi (Optional) Min. 0.5-inch VersiCore, Flexible DASH or m (Optional) Additional layer(s) base | o i1 pasH or VersiFloace Flexible DASH or
C-97. stru.ctl;ral czncrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT - board: Min. 0.5-inch S Shield HD Flexible DASH DT PO Flexible DASH DT -90.0
11, 1X, VIII, XIV or XV (RIBBON) =overpoare: Viin. U.>-inch securshie °f | (RIBBON) (RIBBON, 6-inch o.c.)
SecurShield HD Plus
Min. 2,500 psi (Optional) Min. 0.5-inch VersiCore, Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or VersiFleece Flexible DASH or
C-98. stru.ctL;raI czncrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT | insulation Flexible DASH DT PO Flexible DASH DT -90.0
11, 1X, VIII, XIV or XV (RIBBON) Coverboard: Min. 0.5-inch DuraStorm VSH (RIBBON) (RIBBON, 6-inch o.c.)
Insulation: (Optional) Min. 0.5-inch
. . Flexible DASH or | SecurShield or Min. 1-inch Insulfoam I, 11, IX, Flexible DASH or . Flexible DASH or
Min. 2,500 psi . . . . VersiFleece .
C-99. structural concrete Min. 2-inch ChannelDry EPS Flexible DASH DT | VIII, XIV or XV Flexible DASH DT PO Flexible DASH DT -90.0
(RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON) (RIBBON, 6-inch o.c.)
SecurShield HD Plus or DuraStorm VSH
Insulation: (Optional) Additional | b i
. . . \ ' \ Flexible DASH or 'nsu a '|on (Optional) itional layer(s) base Flexible DASH or . Flex!ble DASH or
Min. 2,500 psi (Optional) Min. 0.5-inch VersiCore, . insulation . VersiFleece Flexible DASH DT
C-100. R Flexible DASH DT X X i Flexible DASH DT . -45.0
structural concrete SecurShield Coverboard: Min. 1.5-inch SecurShield HD TPO (RIBBON, 12-inch
(RIBBON) =oVeroodie (RIBBON)
Composite o.c.)
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
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SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Deck i e B yer(s) e = MDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
Min. 2.500 psi Flexible DASH or Flexible DASH or VersiFleece
C-101. v p Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | (Optional) Additional layer(s) base insulation Flexible DASH DT Flexible DASH (FULL) -157.5
structural concrete TPO
(RIBBON) (RIBBON)
Min. 2,500 psi ) ) . . Flexible DASH . . ) . Flexible DASH VersiFleece .
C-102. structural concrete Min. 1.5-inch VersiCore, SecurShield (RIBBON) (Optional) Additional layer(s) base insulation (RIBBON) PO Flexible DASH (FULL) 397.5
Min. 2,500 psi . . . . Flexible DASH DT . . . . Flexible DASH DT | VersiFleece .
C-103. structural concrete Min. 1.5-inch VersiCore, SecurShield (RIBBON) (Optional) Additional layer(s) base insulation (RIBBON) PO Flexible DASH (FULL) -277.5
Min. 2,500 psi ) ) . . Flexible DASH DT ) . ) . Flexible DASH DT | VersiFleece .
C-104. structural concrete Min. 1.5-inch VersiCore, SecurShield (FULL) (Optional) Additional layer(s) base insulation (FULL) PO Flexible DASH (FULL) 397.5
Min. 2,500 psi Flexible DASH or Flexible DASH or VersiFleece
C-105. stru‘ctL;raI cgncrete Min. 1.5-inch VersiCore, SecurShield Flexible DASH DT | (Optional) Additional layer(s) base insulation Flexible DASH DT PO Flexible DASH (FULL) -390.0
(SPLATTER) (SPLATTER)
Min. 2,500 psi Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or VersiFleece
C-106. stru.ctl;ral czncrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT P0 Flexible DASH (FULL) -157.5
(RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON)
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH Insulation: (Optional) Additional layer(s) base | ¢\ &1 pagyy VersiFleece .
C-107. structural concrete SecurShield or Min. 1-inch Insulfoam I, (RIBBON) insulation (RIBBON) PO Flexible DASH (FULL) -397.5
11, 1X, VIII, XIV or XV Coverboard: Min. 0.25-inch DensDeck Prime
Min. 2,500 psi (Optlonz?l) Min. 1'.5-|nc.h VersiCore, Flexible DASH DT !nsulat.lon: (Optional) Additional layer(s) base Flexible DASH DT | Versileece .
C-108. SecurShield or Min. 1-inch Insulfoam I, insulation Flexible DASH (FULL) -277.5
structural concrete (RIBBON) . . . (RIBBON) TPO
11, 1X, VIII, XIV or XV Coverboard: Min. 0.25-inch DensDeck Prime
Min. 2,500 psi (Opt|on:i1l) Min. 1..5—|nc.h VersiCore, Flexible DASH DT !nsulat.lon: (Optional) Additional layer(s) base Flexible DASH DT | VersiFleece .
C-109. SecurShield or Min. 1-inch Insulfoam I, insulation Flexible DASH (FULL) -397.5
structural concrete (FULL) X X . (FULL) TPO
11, 1X, VIII, XIV or XV Coverboard: Min. 0.25-inch DensDeck Prime
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or VersiFleece
C-110. stru.ctL;raI czncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT | insulation Flexible DASH DT PO Flexible DASH (FULL) -390.0
I1, IX, VIII, XIV or XV (SPLATTER) Coverboard: Min. 0.25-inch DensDeck Prime (SPLATTER)
Insulation: (Optional) Additional layer(s) base
Min. 2.500 bsi Flexible DASH or insulation Flexible DASH or VersiFleece
C-111. 7 P Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | Coverboard: Min. 0.25-inch DEXcell FA Glass Flexible DASH DT Flexible DASH (FULL) -157.5
structural concrete —— TPO

(RIBBON)

Mat Roof Board or min. 0.4375-inch DEXcell
Cement Roof Board

(RIBBON)
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Deck i e B yer(s) e = MDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
Insulation: (Optional) Additional layer(s) base
. . (Optional) Min. 1.5-inch VersiCore, . insulation . .
C-112. 's\frlz.ctzlifa?locz:crete SecurShield or Min. 1-inch Insulfoam |, f:;gacl)eN[;ASH Coverboard: Min. 0.25-inch DEXcell FA Glass ::Fl{tle;g)loeNl)DASH ¥§rOS|FIeece Flexible DASH (FULL) -345.0
11, 1X, VIII, XIV or XV Mat Roof Board or min. 0.4375-inch DEXcell
Cement Roof Board
Insulation: (Optional) Additional layer(s) base
. ) (Optional) Min. 1.5-inch VersiCore, . insulation . .
Min. 2 . . R FI le DASH DT FI le DASHDT | V FI .
c-113. str'zctlﬂoczrs"crete Securshield or Min. 1-inch Insulfoam I, (ngg’oem > Coverboard: Min. 0.25-inch DEXcell FA Glass (ngg’oem > ng' cece Flexible DASH (FULL) | -277.5
11, 1X, VIII, XIV or XV Mat Roof Board or min. 0.4375-inch DEXcell
Cement Roof Board
Insulation: (Optional) Additional | b
Min. 2.500 bsi (Optional) Min. 0.5-inch VersiCore, Flexible DASH or 7"":23';;22 (Optional) Qgr2! 1avplls) base Flexible DASH or VersiFleece
C-114. stru.ctl,’lral czncrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT c board: Min. 0.25-inch SECUROCK Flexible DASH DT PO Flexible DASH (FULL) -127.5
11, 1X, VIII, XIV or XV (RIBBON) =overpoare: Vin. £1.£>-Inc (RIBBON)
Gypsum-Fiber Roof Board
Min. 2,500 psi Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or VersiFleece
C-115. o p Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT Flexible DASH (FULL) -157.5
structural concrete . X TPO
(RIBBON) Coverboard: Min. 7/16-inch APA rated OSB (RIBBON)
in. 1.5-i i i Insulation: (Optional) Additional | b
Min. 2,500 psi M!n 1 5 inch VersiCore, SecurShield or Flexible DASH .nsu a .|0n (Optional) itional layer(s) base Flexible DASH VersiFleece .
C-116. Min. 1-inch Insulfoam 1, 11, IX, VIII, XIV insulation Flexible DASH (FULL) -397.5
structural concrete (RIBBON) i . (RIBBON) TPO
or XV Coverboard: Min. 7/16-inch APA rated OSB
in. 1.5-i i i lation: ional) Additional |
Min. 2,500 psi M!n 1 5 inch VersiCore, SecurShield or Flexible DASH DT !nsu at.lon (Optional) Additional layer(s) base Flexible DASH DT | VersiFleece .
C-117. Min. 1-inch Insulfoam |1, 11, IX, VIII, XIV insulation Flexible DASH (FULL) -277.5
structural concrete (RIBBON) . . (RIBBON) TPO
or XV Coverboard: Min. 7/16-inch APA rated OSB
. . Min. 1.5-inch VersiCore, SecurShield or . Insulation: (Optional) Additional layer(s) base . .
c-11s. | Min-2,500psi Min. 1-inch Insulfoam I, Il X, Vill, Xty | T eXible DASHDT | & C - tion Flexible DASH DT | VersiFleece Flexible DASH (FULL) | -397.5
structural concrete (FULL) . . (FULL) TPO
or XV Coverboard: Min. 7/16-inch APA rated OSB
Insulation: (Optional) Min. 1.5-inch
Min. 2,500 psi flexible DASH or QZlﬁ&hzﬁfimgmwﬁ;mlnm Flexible DASH or 1/ icioace
c-119. - 5200 Min. 2-inch ChannelDry EPS Flexible DASH DT ’ e Flexible DASH DT Flexible DASH (FULL) | -202.5
structural concrete VIII, XIV or XV TPO
(RIBBON) ) ) (RIBBON)
Coverboard: Min. 7/16-inch APA rated OSB
Flexible DASH or Insulation: (Optional) Min. 1.5-inch .
- i . R Flexible DASH or
Min. 2,500 psi ) . Flexible DASH DT | SecurShield or Min. 1-inch Insulfoam I, II, IX, . VersiFleece .
C-120. structural concrete Min. 2-inch ChannelDry EPS (RIBBON, 6-inch VIII, XIV or XV Flexible DASH DT PO Flexible DASH (FULL) -397.5

o.c.)

Coverboard: Min. 7/16-inch APA rated OSB

(FULL)
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Deck i e B yer(s) e = MDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
Min. 2.500 psi Min. 1.5-inch VersiCore, SecurShield or | Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or Versifleece
C-121. stru.cn;ral czncrete Min. 1-inch Insulfoam I, 11, IX, VIII, XIV Flexible DASH DT | insulation Flexible DASH DT PO Flexible DASH (FULL) -390.0
or XV (SPLATTER) Coverboard: Min. 7/16-inch APA rated OSB (SPLATTER)
Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT | VersiFleece .
c122. structural concrete Min. 0.5-inch SecurShield HD (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD (RIBBON) TPO Flexible DASH (FULL) | -127.5
Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT | VersiFleece .
C-123. ! Min. 0.5-inch SecurShield HD Flexible DASH (FULL -390.0
structural concrete : : ursht (FULL) Coverboard: Min. 0.5-inch SecurShield HD (FULL) TPO X ( )
Insulation: ional) Additional |
Min. 2.500 osi (Optional) Min. 0.5-inch VersiCore, Flexible DASH or 7i::3|::i|2: (Optiori@AdditioRgQlayer(s) 7egg Flexible DASH or VersiFleece
C-124. stru‘ctL;raI cgncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT c board: Min. 0.5-inch S Shield HD Flexible DASH DT PO Flexible DASH (FULL) -157.5
11, 1X, VIII, XIV or XV (RIBBON) =overboard: Vin. &.>-inch securshield HL, (RIBBON)
SecurShield HD Plus or DuraStorm VSH
Insulation: (Optional) Min. 0.5-inch
Min. 2.500 bsi Flexible DASH or | SecurShield or Min. 1-inch Insulfoam I, 11, IX, Flexible DASH or VersiFl
C-125. strlz'ctl;ral Csz'crete Min. 2-inch ChannelDry EPS Flexible DASH DT | VIII, XIV or XV Flexible DASH DT ng' eece Flexible DASH (FULL) | -157.5
(RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
SecurShield HD Plus or DuraStorm VSH
Min. 2.500 osi Flexible DASH or | Insulation: (Optional) Additional layer(s) base Flexible DASH or VersiFleece
C-126. stru.ctL;raI czncrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT PO Flexible DASH (FULL) -157.5
(RIBBON) Coverboard: Min. 0.5-inch DuraStorm VSH (RIBBON)
i i lation: ional) Additional |
Min. 2,500 psi (Opt|on:i1l) Min 1.5 mc.h VersiCore, Flexible DASH !nsu at.lon (Optional) Additional layer(s) base Flexible DASH Versileece .
C-127. SecurShield or Min. 1-inch Insulfoam |, insulation Flexible DASH (FULL) | -352.5
structural concrete (RIBBON) . . (RIBBON) TPO
11, 1X, VNI, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH DT | nsulation: (Optional) Additional laver(s) base | o\ o\ bacH bT | versiFleece .
C-128. SecurShield or Min. 1-inch Insulfoam I, insulation Flexible DASH (FULL) -277.5
structural concrete (RIBBON) i i (RIBBON) TPO
11, 1X, VI, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
i i Insulation: ional) Additional |
Min. 2,500 psi (Optlonz?l) Min 1.5 |nc.h VersiCore, Flexible DASH DT %nsu at.lon (Optional) Additional layer(s) base Flexible DASH DT | VersiFleece .
C-129. SecurShield or Min. 1-inch Insulfoam I, insulation Flexible DASH (FULL) -352.5
structural concrete (FULL) X i (FULL) TPO
11, IX, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
ion: - i 1.54
. . Flexible DASH or | ‘nsulation: (Optional) Min. 1.5-inch Flexible DASH or .
Min. 2,500 psi . X . SecurShield or Min. 1-inch Insulfoam I, I, IX, . VersiFleece .
C-130. Min. 2-inch ChannelDry EPS Flexible DASH DT Flexible DASH DT Flexible DASH (FULL) -202.5
structural concrete (RIBBON) VIII, XIV or XV (RIBBON) TPO
Coverboard: Min. 0.5-inch DuraStorm VSH
Flexible DASH or Insulation: (Optional) Min. 1.5-inch Flexible DASH or
Min. 2,500 psi ) ) Flexible DASH DT | SecurShield or Min. 1-inch Insulfoam |, II, IX, . VersiFleece .
C-131. structural concrete Min. 2-inch ChannelDry EPS (RIBBON, 6-inch VIII, XIV or XV Flexible DASH DT PO Flexible DASH (FULL) -397.5

o.c.)

Coverboard: Min. 0.5-inch DuraStorm VSH

(FULL)
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15
system — y —— P yer(s) —— (Note 15) MDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
Min. 2,500 psi (Optional) Min. 0.5-inch VersiCore, Flexible DASH or :::tﬂﬁ: (Optional) Additional layer(s) base Flexible DASH or VersiFleece
C-132. stru;:tt;ral czncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT p board: Min. 1.5-inch S shield HD Flexible DASH DT PO Flexible DASH (FULL) -112.5
11, 1X, VIII, XIV or XV (RIBBON) ~overboarg: Vin. 1.o-inch securshie (RIBBON)
Composite
Insulation: (Optional) Min. 0.5-inch
Min. 2.500 bsi Flexible DASH or SecurShield or Min. 1-inch Insulfoam |, 11, IX, Flexible DASH or Versifl
C-133. str'u‘cn;ral cz;'crete Min. 2-inch ChannelDry EPS Flexible DASH DT | VI, XIV or XV Flexible DASH DT Ts OS' eece Flexible DASH (FULL) | -112.5
(RIBBON) Coverboard: Min. 1.5-inch SecurShield HD (RIBBON)
Composite
Min. 2,500 psi Flexible DASH or | Insulation: (Optional) Additional layer(s) base Flexible DASH or VersiFleece
C-134. stru'ctl;ral cgncrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT P0 Flexible DASH (FULL) -157.5
(RIBBON) Coverboard: Min. 2-inch DuraFaceR (RIBBON)
Min. 2.500 osi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or | Insulation: (Optional) Additional layer(s) base Flexible DASH or VersiFleece
C-135. stru‘ctL;raI cgncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT | insulation Flexible DASH DT PO Flexible DASH (FULL) -187.5
I, IX, VIII, XIV or XV (RIBBON) Coverboard: Min. 2-inch DuraFaceR (RIBBON)
. . Flexible DASH or Flexible DASH or . .
C-136. 's\fclllzlctzl;fzzocz:crete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | (Optional) Additional layer(s) base insulation Flexible DASH DT ¥erS|FIeece {;EXIIE)'E DASHDT -157.5
(RIBBON) (RIBBON)
Min. 2,500 psi . . . . Flexible DASH . . . . Flexible DASH VersiFleece Flexible DASH DT
C-137. structural concrete Min. 1.5-inch VersiCore, SecurShield (RIBBON) (Optional) Additional layer(s) base insulation (RIBBON) PO (FULL) -397.5
Min. 2,500 psi . . . . Flexible DASH DT . . . . Flexible DASH DT | VersiFleece Flexible DASH DT
C-138. structural concrete Min. 1.5-inch VersiCore, SecurShield (RIBBON) (Optional) Additional layer(s) base insulation (RIBBON) PO (FULL) 277.5
Min. 2,500 psi . . . . Flexible DASH DT . . . . Flexible DASH DT | VersiFleece Flexible DASH DT
C-139. structural concrete Min. 1.5-inch VersiCore, SecurShield (FULL) (Optional) Additional layer(s) base insulation (FULL) PO (FULL) -397.5
. . Flexible DASH or Flexible DASH or . .
C-140. 's\fclllzlctzl;fzzocz:crete Min. 1.5-inch VersiCore, SecurShield Flexible DASH DT | (Optional) Additional layer(s) base insulation Flexible DASH DT ¥erS|FIeece {;EXIIE)'E DASHDT -390.0
(SPLATTER) (SPLATTER)
. . Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or . .
C-141. :fﬁﬂ’cfu’fflocgi'crete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT \T/r‘fg"”eece (F;TJXL"E)'G DASH DT -157.5
(RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON)
Min. 2,500 psi (Optlone.al) Min. 1f5_m(fh VersiCore, Flexible DASH w: (Optional) Additional laver(s) base Flexible DASH VersiFleece Flexible DASH DT
C-142. SecurShield or Min. 1-inch Insulfoam |, insulation -397.5
structural concrete (RIBBON) i i . (RIBBON) TPO (FULL)
1, IX, VIII, XIV or XV Coverboard: Min. 0.25-inch DensDeck Prime
c1as | Min 2,500 psi ézsﬂ'éﬁ)lyéfnnl.:'ff:cie.ﬁéﬁf’&m || Flexible DASH DT 7:::3::::2: (Optional) Additional layer(s) base | ¢\ i1 pasH DT | VersiFleece Flexible DASH DT P
’ structural concrete ) ! (RIBBON) (RIBBON) TPO (FULL) ’

11, IX, VIII, XIV or XV

Coverboard: Min. 0.25-inch DensDeck Prime
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Deck b pya— - ver(s) e == MDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH pT | Insulation: (Optional) Additional layer(s) base | o\ .\ 5ach bT | versiFleece Flexible DASH DT
C-144. SecurShield or Min. 1-inch Insulfoam |, insulation -397.5
structural concrete (FULL) i i . (FULL) TPO (FULL)
11, IX, VIII, XIV or XV Coverboard: Min. 0.25-inch DensDeck Prime
. ) (Optional) Min. 1.5-inch VersiCore, Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or ) .
C-145. inﬂ'ctzu’f;oczilrete SecurShield or Min. 1-inch Insulfoam I, | Flexible DASH DT | insulation Flexible DASH DT \T’SS'F'eece (F;E"L'E)'e DASH DT -390.0
11, 1X, VI, XIV or XV (SPLATTER) Coverboard: Min. 0.25-inch DensDeck Prime (SPLATTER)
Insulation: (Optional) Additional layer(s) base
Flexible DASH or insulation Flexible DASH or
Min. 2 i . . VersiFl Flexible DASH DT
C-146. str'zcn;fgocgrs"crete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | Coverboard: Min. 0.25-inch DEXcell FA Glass | Flexible DASH DT ng' cece (FEXL'Be S -157.5
(RIBBON) Mat Roof Board or min. 0.4375-inch DEXcell (RIBBON)
Cement Roof Board
Insulation: (Optional) Additional layer(s) base
. . (Optional) Min. 1.5-inch VersiCore, . insulation . . .
C-147. :::I;E;:tzl;fflocg:crete SecurShield or Min. 1-inch Insulfoam I, (F:;g)cl)eN?ASH Coverboard: Min. 0.25-inch DEXcell FA Glass {::;gjloeNl)DASH ¥sglFleece ::II:EXIIE)Ie DASH DT -345.0
11, 1X, VIII, XIV or XV Mat Roof Board or min. 0.4375-inch DEXcell
Cement Roof Board
Insulation: (Optional) Additional layer(s) base
. . (Optional) Min. 1.5-inch VersiCore, . insulation . . .
Min. 2 F le D. DT FI le DASHDT | V FI FI le DASH DT
C-148. strlzctL;f;Ocz;L:rete SecurShield or Min. 1-inch Insulfoam I, (:;gaoeN)ASH Coverboard: Min. 0.25-inch DEXcell FA Glass (RT;II:OeN) S ngl cece (F‘EJXIIE)e S -277.5
11, 1X, VI, XIV or XV Mat Roof Board or min. 0.4375-inch DEXcell
Cement Roof Board
lation: ional) Additional |
Min. 2,500 psi Fledifly DASRY :::LL:I::;S: (Optional) Additionalfaver(s) base Flexible DASH or VersiFleece Flexible DASH DT
C-149. v P Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT i i Flexible DASH DT -157.5
structural concrete Coverboard: Min. 0.25-inch SECUROCK TPO (FULL)
(RIBBON) : (RIBBON)
Gypsum-Fiber Roof Board
Insulation: (Optional) Additional | b
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or i::tjl:tilg: (Optional) ftional layer(s) base Flexible DASH or VersiFleece Flexible DASH DT
C-150. stru.ctL;raI czncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT c board: Min. 0.25-inch SECUROCK Flexible DASH DT PO (FULL) -187.5
11, 1X, VIIL, XIV or XV (RIBBON) zoverboard: Viin. ©.2>-Inc (RIBBON)
Gypsum-Fiber Roof Board
. . Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or . .
C-151. :fﬁﬂ’cfu’ffloczi'crete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT \T/r‘fg"”eece (F;E"L'B'e DASH DT -157.5
(RIBBON) Coverboard: Min. 7/16-inch APA rated OSB (RIBBON)
c-152 Min. 2,500 psi m:: i:?r;lcr:]crn:/ljl;s;g;nle,”Selj(ur\fll?lle)l(cllvor Flexible DASH 7:2:3::::2: (Optional) Additional layer(s) base Flexible DASH VersiFleece Flexible DASH DT 3975
’ structural concrete : ‘N (RIBBON) (RIBBON) TPO (FULL) ’

or XV

Coverboard: Min. 7/16-inch APA rated OSB
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

Base Insulation Layer

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

Top Insulation Layer(s)

Roof Cover (Note 15)

NEmoO | etc.e

System Deck pya— e MDP
ac| ac| L
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
153 | Min.2,500psi m:: i:isr;lcr:rn:/lirfz:;rf'||Se|§<ur\?|r|]|le>l<?vor Flexible DASH DT 7:2:3::::22 (Optional) Additional laver(s) ase | ¢\ i1 pasH DT | VersiFleece Flexible DASH DT N
’ structural concrete : ro (RIBBON) . . (RIBBON) TPO (FULL) ’
or XV Coverboard: Min. 7/16-inch APA rated OSB
in. 1.5-i i i Insulation: i 1) Additi 11
Min. 2,500 psi Min. 1.5-inch VersiCore, Securshield or | ¢\ o0 by py | Insulation: (Optional) Additional layer(s) base | o\ &\ pasH bT | versiFleece Flexible DASH DT
C-154. Min. 1-inch Insulfoam 1, 11, IX, VIII, XIV insulation -397.5
structural concrete (FULL) . . (FULL) TPO (FULL)
or XV Coverboard: Min. 7/16-inch APA rated OSB
) Insulation: (Optional) Min. 1.5-inch )
Flexible DASH or PO . R Flexible DASH or
in. i S Shield or Min. 1-inch Insulfi 1, 10, 1X, ) i i
c1s5, | Min- 2,500 psi Min. 2-inch ChannelDry EPS Flexible DASH DT | _coursnieid orivin. Z-inch fnsuftoam Flexible DASH DT | VersiFleece Flexible DASH DT 2025
structural concrete (RIBBON) VIII, XIV or XV (RIBBON) TPO (FULL)
Coverboard: Min. 7/16-inch APA rated OSB
Flexible DASH or Insulation: (Optional) Min. 1.5-inch .

C-156 Min. 2,500 psi Min. 2-inch Ch IDrv EPS Flexible DASH DT | SecurShield or Min. 1-inch Insulfoam |, II, IX, E:ex!z:e gﬁz: ng VersiFleece Flexible DASH DT 3975
% | structural concrete | < nen Khanneibry (RIBBON, 6-inch | VIII, XIV or XV (FEXL'L)e TPO (FULL) =
o.c.) Coverboard: Min. 7/16-inch APA rated OSB

. . Min. 1.5-inch VersiCore, SecurShield or | Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or . .
C-157. :f::étzﬁf;?locgrsnlcrete Min. 1-inch Insulfoam I, Il, IX, VI, XIV | Flexible DASH DT | insulation Flexible DASH DT \Tlsg'“eece (FF'EXL'BIe DASH DT -390.0
or XV (SPLATTER) Coverboard: Min. 7/16-inch APA rated OSB (SPLATTER)
Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT | VersiFleece Flexible DASH DT
-158. Min. 0.5-inch hield HD -127.

C158. | structural concrete in. 0.5-inch SecurShield (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD (RIBBON) TPO (FULL) >

Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT | VersiFleece Flexible DASH DT
C-159. Min. 0.5-inch SecurShield HD . -390.0

structural concrete : : ur-ni (FULL) Coverboard: Min. 0.5-inch SecurShield HD (FULL) TPO (FULL)

lation: i 1) Additi I

Min. 2,500 psi QP DASHYG :::LL:I:::E: (Optional) Additional 2ver(S1B25€. | flexivie pASH or VersiFleece Flexible DASH DT
C-160. o P Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT i i i Flexible DASH DT -157.5

structural concrete Coverboard: Min. 0.5-inch SecurShield HD, TPO (FULL)

(RIBBON) ~overboard (RIBBON)
SecurShield HD Plus or DuraStorm VSH
. . . . Insulation: (Optional) Additional layer(s) base

Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH insulation Flexible DASH VersiFleece Flexible DASH DT
C-161. SecurShield or Min. 1-inch Insulfoam |, . . . -397.5

structural concrete 1L IX. VI XIV or XV (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON) TPO (FULL)

ey SecurShield HD Plus or DuraStorm VSH
. X . Y Insulation: (Optional) Additional layer(s) base
16y | Min.2,500psi g‘zg&‘;’;‘;’gé\/’;’r’“ﬂlﬁ';‘i:c\flriﬁﬁzm || Flexible DASH DT | insulation Flexible DASH DT | VersiFleece | Flexible DASH DT P
" | structural concrete . " | (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON) TPO (FULL) ’

11, 1X, VI, XIV or XV

SecurShield HD Plus or DuraStorm VSH
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation L. Top Insulation L: Roof C (Note 15)
System Deck ase Insulation Layer —— op Insulation Layer(s) — oof Cover (Note VIDP
ac ac s
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
) . . . Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH DT | insulation Flexible DASH DT | VersiFleece Flexible DASH DT
C-163. SecurShield or Min. 1-inch Insulfoam |, X . . -397.5
structural concrete 1L IX. VIIL XIV or XV (FULL) Coverboard: Min. 0.5-inch SecurShield HD, (FULL) TPO (FULL)
e SecurShield HD Plus or DuraStorm VSH
Insulation: (Optional) Min. 1.5-inch
. . Flexible DASH or SecurShield or Min. 1-inch Insulfoam |, 11, IX, Flexible DASH or . .
C-164. :fr'z‘ctzdfgoczf"crete Min. 2-inch ChannelDry EPS Flexible DASH DT | VI, XIV or XV Flexible DASH DT \Tlsg'ﬂeece (F;EXL'B'e DASH DT 2025
(RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
SecurShield HD Plus or DuraStorm VSH
) Insulation: (Optional) Min. 1.5-inch
Min. 2.500 bsi E::X!E:Z gﬁz: ng SecurShield or Min. 1-inch Insulfoam |, 11, IX, Flexible DASH or VersiFleece Flexible DASH DT
n. I X1 . I X1
C-165. structL;raI cgncrete Min. 2-inch ChannelDry EPS (RIBBON, 6-inch VIII, XIV or XV Flexible DASH DT PO (FULL) -397.5
oc) ’ Coverboard: Min. 0.5-inch SecurShield HD, (FULL)
- SecurShield HD Plus or DuraStorm VSH
Insulation: (Optional) Additional layer(s) base
Min. 2.500 osi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or m (Opti ) ver(s) Flexible DASH or VersiFleece Flexible DASH DT
C-166. - .t ,r | pn ret SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT c board: Min. 0.5-inch S Shield HD Flexible DASH DT PO (FULL) -390.0
structural concrete 1L IX, VIII, XIV or XV (SPLATTER) overboard: Min. 0.5-inch SecurShie E (SPLATTER)
SecurShield HD Plus or DuraStorm VSH
. . Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or . .
Min. 2,500 . - .. 4 . VersiFl Flexible DASH DT
C-167. Str':m;ral cz;'crete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT ng' cece (FEXL'L)E -157.5
(RIBBON) Coverboard: Min. 0.5-inch DuraStorm VSH (RIBBON)
ional) Min. 1.5-inch Versi Insulation: (Optional) Additional | b
Min. 2,500 psi (Optlon? ) Min .5 mrj ersiCore, Flexible DASH M (Optional) ftional fayer(s) base Flexible DASH VersiFleece Flexible DASH DT
C-168. structural concrete SecurShield or Min. 1-inch Insulfoam |, (RIBBON) insulation (RIBBON) PO (FULL) -352.5
11, 1X, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH DT | nsulation: (Optional) Additional laver(s) base | o\ o\ bacH bT | versiFleece Flexible DASH DT
C-169. structural concrete SecurShield or Min. 1-inch Insulfoam I, (RIBBON) insulation (RIBBON) PO (FULL) -277.5
11, IX, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DAsH pT | Insulation: (Optional) Additional layer(s) base | ¢\ o1 pasy bT | VersiFleece Flexible DASH DT
C-170. SecurShield or Min. 1-inch Insulfoam |, insulation -352.5
structural concrete (FULL) i i (FULL) TPO (FULL)
11, IX, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
Insulation: (Optional) Additional | b
Min. 2500 oei (Optional) Min. 0.5-inch VersiCore, Flexible DASH or m (Optional) Additional laver(s)base | ¢\ 10 pasH o Versifleece Flexible DASH DT
C-171. " P SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT i i i Flexible DASH DT -112.5
structural concrete Coverboard: Min. 1.5-inch SecurShield HD TPO (FULL)

11, IX, VIII, XIV or XV

(RIBBON)

Composite

(RIBBON)
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation L. Top Insulation L: Roof C (Note 15)
System Deck ase Insulation Layer —— op Insulation Layer(s) — oof Cover (Note VIDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
Insulation: (Optional) Min. 0.5-inch
. . Flexible DASH or SecurShield or Min. 1-inch Insulfoam I, I, IX, Flexible DASH or . .
c-172. 's\f::.ctzlif:locz:crete Min. 2-inch ChannelDry EPS Flexible DASH DT | VIII, XIV or XV Flexible DASH DT \Tlsros'“eece (FF'EXL'lL’)'e DASHDT 1125
(RIBBON) Coverboard: Min. 1.5-inch SecurShield HD (RIBBON)
Composite
. . Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or . .
173, :fr'z‘ctzdfgoczf"crete Min. 0.5-inch VersiCore, Securshield | Flexible DASH DT | insulation Flexible DASH DT \T’ES'F'eece (F;EXL'B'e DASHDT 1575
(RIBBON) Coverboard: Min. 2-inch DuraFaceR (RIBBON)
. ) (Optional) Min. 1.5-inch VersiCore, Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or ) .
c-174. :fr':'ctzl;fgoczz'crete SecurShield or Min. 1-inch Insulfoam I, | Flexible DASH DT | insulation Flexible DASH DT \Tlsg'ﬂeece (FFlfJXL'E)'e DASH DT -187.5
I, 1IX, VIII, XIV or XV (RIBBON) Coverboard: Min. 2-inch DuraFaceR (RIBBON)
Min. 2,500 psi Flexible DASH or Flexible DASH or VersiFleece
C-175. o p Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | (Optional) Additional layer(s) base insulation Flexible DASH DT HydroBond WB -157.5
structural concrete TPO
(RIBBON) (RIBBON)
Min. 2,500 psi ) ) . . Flexible DASH . . . ) Flexible DASH VersiFleece
C-176. structural concrete Min. 1.5-inch VersiCore, SecurShield (RIBBON) (Optional) Additional layer(s) base insulation (RIBBON) PO HydroBond WB -280.0
Min. 2,500 psi . . . . Flexible DASH DT . - . . Flexible DASH DT | VersiFleece
C-177. structural concrete Min. 1.5-inch VersiCore, SecurShield (RIBBON) (Optional) Additional layer(s) base insulation (RIBBON) PO HydroBond WB -277.5
Min. 2,500 psi . . . . Flexible DASH DT . . . . Flexible DASH DT | VersiFleece
C-178. structural concrete Min. 1.5-inch VersiCore, SecurShield (FULL) (Optional) Additional layer(s) base insulation (FULL) PO HydroBond WB -280.0
. . Min. 1.5-inch VersiCore, SecurShield or | Flexible DASH or Flexible DASH or )
Min. 2,500 psi . K . . . . . . VersiFleece
C-179. structural concrete Min. 1-inch Insulfoam I, Il, IX, VIII, XIV Flexible DASH DT | (Optional) Additional layer(s) base insulation Flexible DASH DT PO HydroBond WB -280.0
or XV (SPLATTER) (SPLATTER)
. . (Optional) Min. 0.5-inch VersiCore, Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or .
Min. 2,500 psi R . . . T . VersiFleece
C-180. structural concrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT | insulation Flexible DASH DT PO HydroBond WB -157.5
11, IX, VIII, XIV or XV (RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON)
Insulation: (Optional) Additional layer(s) base
Min. 2.500 bsi (Optional) Min. 0.5-inch VersiCore, Flexible DASH or m (Opti ) " ver(s) Flexible DASH or VersiFleece
C-181. stru;:tl;ral cgncrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT c board: Min. 0.25-inch DEXcell FA GI Flexible DASH DT PO HydroBond WB -157.5
11, 1X, VIIL, XIV or XV (RIBBON) ~overboard: viin. ©.257inch DEAce 35| (RIBBON)
Mat Roof Board
Min. 2,500 psi Flexible DASH or :2:3::::2: (Optional) Additionalever25€ | Fiexible DaSH or VersiFleece
C-182. v p Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT . . Flexible DASH DT HydroBond WB -157.5
structural concrete Coverboard: Min. 0.25-inch SECUROCK TPO

(RIBBON)

Gypsum-Fiber Roof Board

(RIBBON)
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation L. Top Insulation L: Roof C: (Note 15)
System Deck ase Insulation Layer —— op Insulation Layer(s) — oof Cover (Note VIDP
ac ac s
No. Note 1 sf
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
) . . . Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH insulation Flexible DASH VersiFleece
C-183. SecurShield or Min. 1-inch Insulfoam |, X X HydroBond WB -395.0
structural concrete 1L IX. VI XIV o XV (RIBBON) Coverboard: Min. 0.25-inch SECUROCK (RIBBON) TPO
T Gypsum-Fiber Roof Board
. . . . Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH DT | insulation Flexible DASH DT | VersiFleece
C-184. SecurShield or Min. 1-inch Insulfoam I, i < HydroBond WB -277.5
structural concrete 1L 1X. VIIL XIV or XV (RIBBON) Coverboard: Min. 0.25-inch SECUROCK (RIBBON) TPO
e Gypsum-Fiber Roof Board
. . . . Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH DT | insulation Flexible DASH DT | VersiFleece
C-185. SecurShield or Min. 1-inch Insulfoam I, X e HydroBond WB -395.0
structural concrete 1L IX. VIIL XIV or XV (FULL) Coverboard: Min. 0.25-inch SECUROCK (FULL) TPO
L Gypsum-Fiber Roof Board
. . . . . Insulation: (Optional) Additional layer(s) base .
Min. 2.500 bsi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or insulation Flexible DASH or VersiFleece
C-186. stru‘ctL;raI cgncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT C board: Min. 0.25-inch SECUROCK Flexible DASH DT PO HydroBond WB -390.0
11, 1X, V1L, XIV or XV (SPLATTER) overboard: Min. ©.£57Ind (SPLATTER)
Gypsum-Fiber Roof Board
Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT | VersiFleece
C-187. Min. 0.5-inch S Shield HD HydroBond WB -127.5
structural concrete n Inch >ecurshie (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD (RIBBON) TPO ydrobon
Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT | VersiFleece
C-188. Min. 0.5-inch S Shield HD HydroBond WB -397.5
structural concrete n Inch securshie (FULL) Coverboard: Min. 0.5-inch SecurShield HD (FULL) TPO ydrobon
Insulation: (Optional) Additional | b
Min. 2,500 psi Min. 0.5-inch VersiCore, SecurShield or Flexible DASH or m (Optional) itional layer(s) base Flexible DASH or VersiFleece
C-189. i P Min. 1-inch Insulfoam |1, 11, IX, VIII, XIV Flexible DASH DT X X i Flexible DASH DT HydroBond WB -157.5
structural concrete Coverboard: Min. 0.5-inch SecurShield HD, TPO
or XV (RIBBON) - (RIBBON)
SecurShield HD Plus or DuraStorm VSH
. . . . Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH insulation Flexible DASH VersiFleece
C-190. SecurShield or Min. 1-inch Insulfoam I, i i i HydroBond WB -397.5
structural concrete L 1X. VIIL XIV of XV (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON) TPO
e SecurShield HD Plus or DuraStorm VSH
. . . . Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH DT | insulation Flexible DASH DT | VersiFleece
C-191. SecurShield or Min. 1-inch Insulfoam |, . . . HydroBond WB -277.5
structural concrete L 1. VIAXIV or XV (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON) TPO
=Y SecurShield HD Plus or DuraStorm VSH
. . . X Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH DT | insulation Flexible DASH DT | VersiFleece
C-192. SecurShield or Min. 1-inch Insulfoam |, X X i HydroBond WB -397.5
structural concrete | "\t Ty (FULL) Coverboard: Min. 0.5-inch SecurShield HD, (FULL) TPO
PR SecurShield HD Plus or DuraStorm VSH
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15
system — y —— P yer(s) —— (Note 15) MDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
Insulation: (Optional) Min. 1.5-inch
. . Flexible DASH or SecurShield or Min. 1-inch Insulfoam I, I, IX, Flexible DASH or .
Min. 2,500 psi . . . . VersiFleece
C-193. structural concrete Min. 2-inch ChannelDry EPS Flexible DASH DT | VIII, XIV or XV Flexible DASH DT PO HydroBond WB -202.5
(RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
SecurShield HD Plus or DuraStorm VSH
Flexible DASH Insulation: (Optional) Min. 1.5-inch
Min. 2.500 psi Flzi:blz DASH gfl' SecurShield or Min. 1-inch Insulfoam I, I, IX, Flexible DASH or VersiFleece
n. I . I
C-194. structL;raI cgncrete Min. 2-inch ChannelDry EPS (RIBBON, 6-inch VIII, XIV or XV Flexible DASH DT PO HydroBond WB -397.5
0.c) ! Coverboard: Min. 0.5-inch SecurShield HD, (FULL)
- SecurShield HD Plus or DuraStorm VSH
. . X . . Insulation: (Optional) Additional layer(s) base .
. ) (Optional) Min. 1.5-inch VersiCore, Flexible DASHor |~ Flexible DASH or )
Min. 2,500 psi R . . . insulation . VersiFleece
C-195. structural concrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT c board: Min. 0.5-inch S Shield HD Flexible DASH DT PO HydroBond WB -390.0
11, 1X, VIIL, XIV or XV (SPLATTER) soverboard: Vin. 9.5-inch securshie O" | (SPLATTER)
SecurShield HD Plus
Min. 2,500 psi Flexible DASH or | Insulation: (Optional) Additional layer(s) base Flexible DASH or VersiFleece
C-196. stru'ctl;ral csncrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT PO HydroBond WB -157.5
(RIBBON) Coverboard: Min. 0.5-inch DuraStorm VSH (RIBBON)
i i Insulation: (Optional) Additional | b
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH Insulation: (Optional) Additional layer(s) base | ¢ 10 pagyy VersiFleece
C-197. structural concrete SecurShield or Min. 1-inch Insulfoam |, (RIBBON) insulation (RIBBON) PO HydroBond WB -352.5
11, 1X, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
i i lation: ional) Additional |
Min. 2,500 psi (Optlonz?l) Min 1.5 |nc.h VersiCore, Flexible DASH DT w (Optional) Additional laver(s) base Flexible DASH DT | VersiFleece
C-198. SecurShield or Min. 1-inch Insulfoam |, insulation HydroBond WB -277.5
structural concrete (RIBBON) . . (RIBBON) TPO
11, 1X, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
Min. 2,500 psi (Optional) Min. 1 5-inch VersiCore, Flexible DASH DT | Insulation: (Optional) Additional laver(s) base | ¢\ 1o basH DT | versiFleece
C-199. structural concrete SecurShield or Min. 1-inch Insulfoam |, (FULL) insulation (FULL) PO HydroBond WB -352.5
11, 1X, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
Insulation: (Optional) Additional | b
Min. 2,500 psi (Optional) Min. 0.5-inch VersiCore, Flexible DASH or m (Optional) itional layer(s) base Flexible DASH or VersiFleece
C-200. stru‘ctL;raI czncrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT c board: Min. 1.5-inch S Shield HD Flexible DASH DT PO HydroBond WB -112.5
11, 1X, VIII, XIV or XV (RIBBON) ~overvoarg: Win. 1.>-Inch securshie (RIBBON)
Composite
Insulation: (Optional) Min. 0.5-inch
. . Flexible DASH or SecurShield or Min. 1-inch Insulfoam I, II, IX, Flexible DASH or .
Min. 2,500 psi . . . . VersiFleece
C-201. structural concrete Min. 2-inch ChannelDry EPS Flexible DASH DT | VIII, XIV or XV Flexible DASH DT PO HydroBond WB -112.5
(RIBBON) Coverboard: Min. 1.5-inch SecurShield HD (RIBBON)
Composite
VERSIFLEECE AC TPO MEMBRANE APPLICATIONS:
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Deck b pya— £ ver(s) e 2 MDP
ac ac N
No. (Note 1) sf;
ote Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
C-202. Min. 2,500 psi Min. 0.5-inch HP Recovery Board HA None HA prrsiFleece Hot Asphalt -150.0
structural concrete ACTPO
One or more layers min. 1.5-inch — . -,
C-203 Min. 2,500 psi VersiCore, Polyiso MP-N, Polyiso MP- HA :::z:ﬁ' (Optional) Additional layer(s) base HA VersiFleece Hot Asphalt 150.0
’ structural concrete | W, ACFoam Il, SecurShield, ENRGY 3 or . . ACTPO P ’
Coverboard: Min. 0.5-inch HP Recovery Board
ISO 95+ GL
VERSIWELD QA TPO MEMBRANE APPLICATIONS:
. . Flexible DASH or Flexible DASH or .
C-204. Min. 2,500 psi Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | (Optional) Additional layer(s) base insulation Flexible DASH DT Versiweld QA Self-adhered -157.5
structural concrete TPO
(RIBBON) (RIBBON)
Min. 2,500 psi . . . . Flexible DASH . . . . Flexible DASH VersiWeld QA
C-205. structural concrete Min. 1.5-inch VersiCore, SecurShield (RIBBON) (Optional) Additional layer(s) base insulation (RIBBON) PO Self-adhered -352.5
Min. 2,500 psi ) ) . . Flexible DASH DT ) . . . Flexible DASH DT | VersiWeld QA
C-206. structural concrete Min. 1.5-inch VersiCore, SecurShield (RIBBON) (Optional) Additional layer(s) base insulation (RIBBON) PO Self-adhered 277.5
Min. 2,500 psi . . . . Flexible DASH DT . . . . Flexible DASH VersiWeld QA
C-207. structural concrete Min. 1.5-inch VersiCore, SecurShield (FULL) (Optional) Additional layer(s) base insulation (FULL) PO Self-adhered -352.5
. . (Optional) One or more layers, min. 1- . Insulation: (Optional) min. 1-inch Insulfoam I, . .
C-208. :fr'z‘cif:locz;‘crete inch Insulfoam 1, 11, 1X, VL, XIV or XV or (FF'E"L'B'E RASH 1L, IX, VIII, XIV or XV (F;E"L'E)'e DASH \T’rfg'we'd QA | Self-adhered 3150
min. 2-inch ChannelDry EPS Coverboard: Min. 2-inch Insulfoam SP
i Insulation: (Optional) Additional layer(s) base i
Min. 2,500 psi . . . . FIex!bIe DASH or 7| (Opti ) iti yer(s) Flex!ble DASH or Versiweld QA
C-209. structural concrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT PO Self-adhered -157.5
(RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON)
Min. 2,500 psi (Optionél) Min. 1..5—inc.h VersiCore, Flexﬁble DASH or w: (Optional) Additional layer(s) base Flex?ble DASH or Versiweld QA
C-210. structural concrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT | insulation Flexible DASH DT PO Self-adhered -232.5
11, 1X, VII, XIV or XV (RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON)
Insulation: (Optional) Additional layer(s) base
. ) Flexible DASH or insulation Flexible DASH or .
c-211. 'S\fr'z'ctzl;fgocz:crete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | Coverboard: Min. 0.25-inch DEXcell FA Glass | Flexible DASH DT \Tlsg"we'd QA | self-adhered -157.5
(RIBBON) Mat Roof Board or min. 0.4375-inch DEXcell (RIBBON)
Cement Roof Board
Insulation: (Optional) Additional layer(s) base
. . (Optional) Min. 1.5-inch VersiCore, Flexible DASH or insulation Flexible DASH or .
C-212. 's\frlz;:tzl;fzgoczzl:rete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT | Coverboard: Min. 0.25-inch DEXcell FA Glass Flexible DASH DT 1\{s(r35|Weld QA Self-adhered -232.5
11, 1X, VIII, XIV or XV (RIBBON) Mat Roof Board or min. 0.4375-inch DEXcell (RIBBON)
Cement Roof Board
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Deck i e B yer(s) e = MDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
. . . . . Insulation: (Optional) Additional layer(s) base .
Min. 2,500 psi (Optional) Min. 0.5-inch VersiCore, Flexible DASH or 7insulation Flexible DASH or Versiweld QA
C-213. stru;:tt;ral czncrete SecurShield or Min. 1-inch Insulfoam I, Flexible DASH DT C board: Min. 0.25-inch SECUROCK Flexible DASH DT PO Self-adhered -157.5
11, 1X, VIIL, XIV or XV (RIBBON) zoverboard: Viin. 0. 2>-Inc (RIBBON)
Gypsum-Fiber Roof Board
Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT | VersiWeld QA
C-214. Min. 0.5-inch S Shield HD Self-adhered -127.5
structural concrete n Inch >ecurshie (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD (RIBBON) TPO eli-adhere
Min. 2,500 psi . . . Flexible DASH DT | Insulation: Min. 1.6-inch Optim-R Flexible DASH DT | VersiWeld QA
C-215. Min. 0.5-inch S Shield HD Self-adhered -397.5
structural concrete n Inch >ecurshie (FULL) Coverboard: Min. 0.5-inch SecurShield HD (FULL) TPO eli-adhere
Insulation: (Optional) Additional | b
Vi, 2,500 osi Flexible DASH or I::&;:g: (Optional) Additional laver(s)base | ¢\ & 1c pasH or Versiweld QA
C-216. . P Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT i i X Flexible DASH DT Self-adhered -157.5
structural concrete Coverboard: Min. 0.5-inch SecurShield HD, TPO
(RIBBON) == eee (RIBBON)
SecurShield HD Plus or DuraStorm VSH
. i i i Insulation: (Optional) Additional layer(s) base
o1y | Min.2,500psi 2255'217331',?&.3Tc.:cvhefnséﬁfflzm || Flexible DASH insulation Flexible DASH Versiweld QA | (oo 2975
: structural concrete ’ ! (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON) TPO :
11, IX, VIII, XIV or XV -
SecurShield HD Plus or DuraStorm VSH
(Optional) Min. 1.5-inch VersiCor Insulation: (Optional) Additional layer(s) base
co1g | Min.2,500psi Sez’u'r‘;h?el § ;r o '1_°inche| :‘;u‘ffoea'm | | Flexible DASH DT | insulation Flexible DASH DT | VersiWeld QA | ¢ .o P
: structural concrete ' ! (RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON) TPO :
11, IX, VIII, XIV or XV ~ o
SecurShield HD Plus or DuraStorm VSH
. X X X Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH DT | insulation Flexible DASH DT | Versiweld QA
C-219. SecurShield or Min. 1-inch Insulfoam I, X i i Self-adhered -397.5
structural concrete L IX. VI XIV o XV (FULL) Coverboard: Min. 0.5-inch SecurShield HD, (FULL) TPO
e SecurShield HD Plus or DuraStorm VSH
Insulation: (Optional) Min. 1.5-inch
. . Flexible DASH or SecurShield or Min. 1-inch Insulfoam I, I, IX, Flexible DASH or .
C-220. Qfﬁﬂ'ctzu'fﬁoczi'crete Min. 2-inch ChannelDry EPS Flexible DASH DT | VIII, XIV or XV Flexible DASH DT \T/Eros'we'd QA | seif-adhered 2025
(RIBBON) Coverboard: Min. 0.5-inch SecurShield HD, (RIBBON)
SecurShield HD Plus or DuraStorm VSH
Flexible DASH or Insulation: (Optional) Min. 1.5-inch
Xi - ; .
SecurShield or Min. 1-inch Insulfoam I, I, IX, Flexible DASH or
Min. 2,500 psi . . Flexible DASH DT . VersiWeld QA
- . ! . 2- VI, XIV or XV - - .
C-221 structural concrete Min. 2-inch ChannelDry EPS (RIBBON, 6-inch or Flexible DASH DT PO Self-adhered 397.5

o.c.)

Coverboard: Min. 0.5-inch SecurShield HD,
SecurShield HD Plus or DuraStorm VSH

(FULL)
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TABLE 3A: STRUCTURAL CONCRETE DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15
system — y —— P yer(s) —— (Note 15) MDP
ac ac N
No. Note 1 sf;
(Note 1) Type Notes 6.7.8 Type Notes 6.7.8 Membrane Application (psf)
. . . . . Insulation: (Optional) Additional layer(s) base .
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH or insulation Flexible DASH or Versiweld QA
C-222. stru;:tt;ral cchrete SecurShield or Min. 1-inch Insulfoam |, Flexible DASH DT c board: Min. 0.5-inch S Shield HD Flexible DASH DT PO Self-adhered -390.0
11, 1X, VIIL, XIV or XV (SPLATTER) Zoverboara: Vin. 9.>-Inch >ecurshield RE, (SPLATTER)
SecurShield HD Plus or DuraStorm VSH
. ) Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or .
c-223. inﬂgfu’fﬂoczilrete Min. 0.5-inch VersiCore, SecurShield Flexible DASH DT | insulation Flexible DASH DT \Tlsg'we'd QA | self-adhered -157.5
(RIBBON) Coverboard: Min. 0.5-inch DuraStorm VSH (RIBBON)
i in. 1.5-i i Insulation: (Optional) Additional | b
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH Insulation: (Optional) Additional laver(s)base | o .\ paqy Versiweld QA
C-224. structural concrete SecurShield or Min. 1-inch Insulfoam I, (RIBBON) insulation (RIBBON) PO Self-adhered -352.5
11, 1X, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
i in. 1.5-i i Insulation: (Optional) Additional | b
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH pT | [nsulation: (Optional) Additional laver(s) base | o\ i\ pa pT | Versiweld QA
C-225. structural concrete SecurShield or Min. 1-inch Insulfoam I, (RIBBON) insulation (RIBBON) PO Self-adhered -277.5
11, 1X, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
i in. 1.5-i i Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi (Optional) Min. 1.5-inch VersiCore, Flexible DASH DT | Ansulation: (Optional) ver(s) Flexible DASH DT | Versiweld QA
C-226. structural concrete SecurShield or Min. 1-inch Insulfoam |, (FULL) insulation (FULL) PO Self-adhered -352.5
11, 1X, VIII, XIV or XV Coverboard: Min. 0.5-inch DuraStorm VSH
VERSIFLEECE RL™ APPLICATIONS:
Min. 2,500 psi (Optional) Min. 0.5-inch VersiCore, Flexible DASH or Insulation: (Optional) Additional layer(s) base Flexible DASH or
C-227. stru.ctt;ral czncrete SecurShield or min. 1-inch Insulfoam |, Flexible DASH DT | insulation Flexible DASH DT | VersiFleece RL™ -142.5
I1, IX, VIII, XIV or XV (RIBBON) Coverboard: Min. 2.0-inch VersiCore RL (RIBBON)
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NEmoO | etc.e

TABLE 3B: STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)
SYSTEM TYPE A-1: BONDED INSULATION, BONDED BASE PLY, BONDED ROOF COVER

REFER TO NOTE 16A FOR VAPOR BARRIER OPTIONS

Base Insulation Layer Top Insulation Layer(s) Roof Cover (Note 15)
System Deck Ceah e MDP
No. (Note 1) ac ac (psf)
Type (Notes 6,7,8) Type (Notes 6,7,8) LR L
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
Insulation: (Optional) Additional | i
. . (Optional) Min. 1.5- Flexible DASH or Insulation: (Optional) Additional layer(s) Flexible DASH or versiFleece TPO /
Min. 2,500 psi . K . base insulation . SureMB 90TG or 120TG Flexible DASH or
C-228. inch VersiCore, Flexible DASH DT X X . Flexible DASH DT ) X -165.0
structural concrete . Coverboard: Min. 0.5-inch DensDeck Prime / torch-applied Flexible DASH DT
SecurShield (RIBBON) _— - (RIBBON)
or SECUROCK Gypsum-Fiber Roof Board (FULL)
VERSIFLEECE AC TPO MEMBRANE APPLICATIONS:
Insulation: ional) Additional |
Min. 2.500 bsi (Optional) Min. 0.5- Flexible DASH or t::eimaiz’:lona ) Additional layer(s) Flexible DASH or SureMB 907G or 120TG VersiFleece AC TPO
C-229. - P inch VersiCore, Flexible DASH DT X X . Flexible DASH DT . / V-CAA or hot -157.5
structural concrete SecurShield (RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON) / torch-applied asohalt
or SECUROCK Gypsum-Fiber Roof Board P
. . (Optional) Min. 1.5- Flexible DASH or Insulation: (Optional) Additional layer(s) Flexible DASH or VersiFleece AC TPO
C-230. :frlzé:tzdfglocz:crete inch VersiCore, Flexible DASH DT base insulation Flexible DASH DT f”trjr'\c/'h'fOT“Gegr 12076 1\ caA or hot -202.5
SecurShield (RIBBON) Coverboard: Min. 0.25-inch DensDeck Prime (RIBBON) pp asphalt
Min. 1.5-inch Insulation: (Optional) Additional layer(s) R
c231 Min. 2,500 psi VersiCore, SecurShield OB500 base insulation 0B500 SureMB 90TG or 120TG ysliijli\lzchhﬁf PO 105.0
’ structural concrete | or min. 2-inch Coverboard: Min. 0.25-inch SECUROCK / torch-applied asphalt ’
Insulfoam | or VIII Gypsum-Fiber Roof Board P
Min. 2.500 osi Min. 2-inch Insulf Insulation: (Optional) Additional layer(s) SureMB 90TG or 120TG VersiFleece AC TPO
c-232. - 2,500 psl N £Anch insulioam 1 g0 base insulation 0B500 ure > or / V-CAA or hot -120.0
structural concrete 1 or VIII X . . / torch-applied
Coverboard: Min. 0.25-inch DensDeck Prime asphalt
. . . . Insulation: (Optional) Additional layer(s) VersiFleece AC TPO
c233, | Min- 2,500 psi Min. 1.5-inch 0B500 base insulation 0B500 SureMB 90TG or 120G |/ cAp or hot -150.0
structural concrete VersiCore, SecurShield X X . / torch-applied
Coverboard: Min. 0.25-inch DensDeck Prime asphalt
. X Insulation: (Optional) Additional layer(s) VersiFleece AC TPO
c234, | Min- 2,500 psi Min. 2-inch VersiCore | OB500 base insulation 0B500 SureMB 90TG or 120G | /) cAp or hot 2025
structural concrete . . ) / torch-applied
Coverboard: Min. 0.5-inch DensDeck Prime asphalt

©ONEMO ETC, LLC
Certificate of Authorization #32455

P.E. EVALUATION REPORT: 8™ EDITION (2023) FBC NON-HVHZ & 2018 IBC

VersiWeld TPO Roof Systems; (717) 245-7264
TOP OF APPENDIX

PEER-VRS-003.A.R34 for FL14207-R34 (NON-HVHZ)
Revision 34: 02/10/2025
Appendix 1, Page 89 of 124



TABLE 3c: STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (Tear-Off) or RECOVER

SYSTEM TYPE C-2: INDUCTION-WELDED ROOF COVER

NEmoO | etc.e

i Attachment
System Deck Insulation Layer : Roof Cover (Note 158) MDP
No. (Note 1) (Note 3, Note 13) Fastener (Note 11) Density sf
RHINOBOND SYSTEMS:
Min. 2.500 psi Min. 1-inch thick. one or more HD 14-10 or CD-10 with RhinoBond 1 per 5.3 ft? VersiWeld or VersiWeld Plus induction welded
C-235. v P ’ " Plate-TPO or RhinoBond Treadsafe Plate- (6 parts per 4 x 8 ft board) with RhinoBond tool per manufacturer’s -45.0
structural concrete | layers, any combination. ) X .
TPO Per FM Loss Prevention Data Sheet 1-29; Note A | instructions.
. . . . . HD 14-10 or CD-10 with RhinoBond 1 per 4.0 ft? VersiWeld or VersiWeld Plus induction welded
Min. 2,500 psi Min. 1-inch thick, one or more R X K ,
C-236. - Plate-TPO or RhinoBond Treadsafe Plate- (8 parts per 4 x 8 ft board) with RhinoBond tool per manufacturer’s -52.5
structural concrete | layers, any combination. . X .
TPO Per FM Loss Prevention Data Sheet 1-29; Note A | instructions.
Min. 2.500 bsi Min. 1.5-inch thick, one or HD 14-10 or CD-10 with RhinoBond 1 per3.2 fi2 VersiWeld (minimum 60-mil) or VersiWeld
C-237. o P more layers, any combination. Plate-TPO or RhinoBond Treadsafe Plate- p : Plus induction welded with RhinoBond tool -52.5
structural concrete (10 parts per 4 x 8 ft board) .- .
Note B. TPO per manufacturer’s instructions.
. . . . . HD 14-10 or CD-10 with RhinoBond 1 per 4.0 ft? VersiWeld or VersiWeld Plus induction welded
Min. 2,500 psi Min. 1-inch thick, one or more R X K ,
C-238. - Plate-TPO or RhinoBond Treadsafe Plate- (8 parts per 4 x 8 ft board) with RhinoBond tool per manufacturer’s -60.0
structural concrete | layers, any combination. ) X .
TPO Per FM Loss Prevention Data Sheet 1-29; Note A | instructions.
Min. 2,500 psi Min. 1.5-inch thick, one or HD 14-10 or CD-10 with RhinoBond 1 per 2.7 fi2 VersiWeld (minimum 60-mil) or VersiWeld
C-239. o P more layers, any combination. Plate-TPO or RhinoBond Treadsafe Plate- per 2. Plus induction welded with RhinoBond tool -67.5
structural concrete (12 parts per 4 x 8 ft board) . .
Note B. TPO per manufacturer’s instructions.
Min. 2,500 psi Min. 1.5-inch thick, one or HD 14-10 or CD-10 with RhinoBond 1 per 2.0 ft? VersiWeld or VersiWeld Plus induction welded
C-240. o P more layers, any combination. Plate-TPO or RhinoBond Treadsafe Plate- (16 parts per 4 x 8 ft board) with RhinoBond tool per manufacturer’s -97.5
structural concrete ) . )
Note B. TPO Per FM Loss Prevention Data Sheet 1-29 instructions.
Min. 2,500 psi Min. 1.5-inch thick, one or HD 14-10 or CD-10 with RhinoBond VersiWeld (minimum 60-mil) or VersiWeld
C-241. v P more layers, any combination, Plate-TPO or RhinoBond Treadsafe Plate- 18-inch o.c. in rows 60-inch o.c. Plus induction welded with RhinoBond tool -30.0
structural concrete o . .
preliminarily attached TPO per manufacturer’s instructions.
Min. 1.5-inch thick, VersiWel ini -mil) or VersiWel
Min. 2,500 psi in. 1.5-inch thick, one or HD 14-10 with RhinoBond Plate-TPO or . . _ ersiweld (minimum 60-mil) or VersiWeld
C-242. more layers, any combination, . 12-inch o.c. in rows 120-inch o.c. Plus induction welded with RhinoBond tool -30.0
structural concrete L RhinoBond Treadsafe Plate-TPO ) .
preliminarily attached per manufacturer’s instructions.
Min. 2,500 psi Min. 1.5-inch thick, one or HD 14-10 or CD-10 with RhinoBond VersiWeld or VersiWeld Plus induction welded
C-243. T P more layers, any combination, Plate-TPO or RhinoBond Treadsafe Plate- 6-inch o.c. in rows 120-inch o.c. with RhinoBond tool per manufacturer’s -37.5
structural concrete N : )
preliminarily attached TPO instructions.
Min. 2.500 psi Min. 1.5-inch thick, one or HD 14-10 or CD-10 with RhinoBond VersiWeld or VersiWeld Plus induction welded
C-244. o P more layers, any combination, Plate-TPO or RhinoBond Treadsafe Plate- 12-inch o.c. in rows 60-inch o.c. with RhinoBond tool per manufacturer’s -37.5
structural concrete T ; ;
preliminarily attached TPO instructions.
Min. 2,500 psi Min. 1.5-inch thick, one or HD 14-10 or CD-10 with RhinoBond VersiWeld (minimum 60-mil) or VersiwWeld
C-245. v P more layers, any combination, Plate-TPO or RhinoBond Treadsafe Plate- 12-inch o.c. in rows 60-inch o.c. Plus induction welded with RhinoBond tool -45.0
structural concrete A . . .
preliminarily attached TPO per manufacturer’s instructions.
Min. 2.500 psi Min. 1.5-inch thick, one or HD 14-10 or CD-10 with RhinoBond VersiWeld (minimum 60-mil) or Versiweld
C-246. o P more layers, any combination, Plate-TPO or RhinoBond Treadsafe Plate- 6-inch o.c. in rows 120-inch o.c. Plus induction welded with RhinoBond tool -52.5

structural concrete

preliminarily attached

TPO

per manufacturer’s instructions.
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TABLE 3c: STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (Tear-Off) or RECOVER

SYSTEM TYPE C-2: INDUCTION-WELDED ROOF COVER

NEmoO | etc.e

i Attachment
System Deck Insulation Layer Roof Cover (Note 158) MDP
No. (Note 1) (Note 3, Note 13) Fastener (Note 11) Density (psf)
Min. 2.500 psi Min. 1.5-inch thick, one or HD 14-10 or CD-10 with RhinoBond VersiWeld or VersiWeld Plus induction welded
C-247. stru.ctliral czncrete more layers, any combination, Plate-TPO or RhinoBond Treadsafe Plate- 6-inch o.c. in rows 60-inch o.c. with RhinoBond tool per manufacturer’s -67.5
preliminarily attached TPO instructions.
ISOWELD INDUCTION WELDING SYSTEM:
. - . - 2
Min. 2,500 psi Min. 1-inch thick, one or more Dekfas.t bF #1.4 P!-B or Dekfast DF-#15 1 Pl VersiWeld or VersiWeld Plus induction welded
c-248. structural concrete | layers, any combination PH3 with Carlisle isoweld TPO Plate or (6 parts per 4 x 8 ft board) with SFS isoweld® 3000 stand-up tool -45.0
yers, any ’ SFS isoweld F1-P-6.8-TPO Plate Per FM Loss Prevention Data Sheet 1-29; Note A P '
Min. 2,500 psi One or more layers, any Dekfas.t DF-#14-PHS3 or Dekfast DF-#15- 1 per 6 ft2 VersiWeld or VersiWeld Plus induction welded
St structural concrete | combination, min. 1.5-inch PH3 with Carlisle isoweld TPO Plate or 2x3-ft grid, st d with SFS isoweld® 3000 stand-up tool 525
» i 2 SFS isoweld F1-P-6.8-TPO Plate x2-t grid, staggere RESSE
Min. 2,500 psi One or more layers, any Dekfas.t DF-#1.4-PH3 or Dekfast DF-/iig 1 per 4.0 ft2 VersiWeld or VersiWeld Plus induction welded
¢-250. structural concrete | combination, min. 1.5-inch PH3 with Carlisle isoweld TPO PlateglF 2x2-ft grid, st d with SFS isoweld® 3000 stand-up tool -60.0
o min. 2. SFS isoweld F1-P-6.8-TPO Plate x2-TLgric, staggere ptool
Min. 2,500 psi One or more layers, any Dekfast DF-#14-PH3 or Dekfast DF-#15- 1 per 3.0 ft? VersiWeld or VersiWeld Plus induction welded
¢-251. structural concrete | combination, min. 1.5-inch PH3 with Carlisle isoweld TPO Plate or 1.5 x 2-ft grid, st. d with SFS isoweld® 3000 stand-up tool 825
- SFS isoweld F1-P-6.8-TPO Plate p X <11 810, staggere p ook
. . . . o 1 per 2.25 ft?
) . Min. 1.5-inch thick, 4x8 ft Dekfast DF-#15-PH3 with Carlisle isoweld . . . ) )
C-252. erlz.ctzéfflocgrswlcrete dimension, one or more layers, | TPO Plate or SFS isoweld F1-P-6.8-TPO ) 1.5x1.5-ftgrid x?tr;I\SA;:I;jss;/\e/;r;I?\’,gglodsigu:(fuduggn welded -97.5
any combination Plate (first row of fasteners spaced 0.5 ft from long p .
edges and 1 ft from the short edge)
Min. 2,500 psi Min. 1.5-inch thick, ong or' Dekfas.t DF #1'4 P!-I3 or Dekfast DF-#15 1 per2.0ft Versiweld or Versiweld Plus induction welded
C-253. structural concrete more layers, any combination. PH3 with Carlisle isoweld TPO Plate or (16 parts per 4 x 8 ft board) with SFS isoweld® 3000 stand-up tool -97.5
Note B. SFS isoweld F1-P-6.8-TPO Plate Per FM Loss Prevention Data Sheet 1-29 P '
Min. 2,500 psi One o.r m.ore Iay.ers, any Dekfas.t DF_#1.4_PH3 R QP st DF-#15- . . . VersiWeld or VersiWeld Plus induction welded
C-254. structural concrete combination, min. 1.5-inch, PH3 with Carlisle isoweld TPO Plate or 12-inch o.c. in rows 60-inch o.c. with SFS isoweld® 3000 stand-up tool -37.5
preliminarily attached SFS isoweld F1-P-6.8-TPO Plate P '
Min. 2,500 psi Min. 1.5-inch thick, one or Dekfast DF-#14-PH3 or Dekfast DF-#15- VersiWeld (minimum 60-mil) or VersiWeld
C-255. stru.cn;ral cgncrete more layers, any combination, PH3 with Carlisle isoweld TPO Plate or 12-inch o.c. in rows 60-inch o.c. Plus induction welded with SFS isoweld® 3000 -45.0
preliminarily attached SFS isoweld F1-P-6.8-TPO Plate stand-up tool.
Min. 2,500 psi One o.r m9re Iayers, any Dekfas't DF_#1.4_PH3 or Dekfast DF-#15- . . . VersiWeld or VersiWeld Plus induction welded
C-256. structural concrete combination, min. 1.5-inch PH3 with Carlisle isoweld TPO Plate or 6-inch o.c. in rows 60-inch o.c. with SFS isoweld® 3000 stand-up tool -90.0
preliminarily attached SFS isoweld F1-P-6.8-TPO Plate P '
Notes: | A. The plate/fastener combination offset 12 inch from adjacent rows.
B. For these assemblies each row of insulation is staggered by 1 foot.
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NEmMO | etc.e
TABLE 3p: STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER

System X Roof Cover (Note 15) MDP
yNo. Deck (Note 1) Primer Type | e E

VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):

C-257. Min. 2,500 psi structural concrete None VersiFleece TPO Flexible DASH or Flexible DASH DT (FULL) -495.0
C-258. Min. 2,500 psi structural concrete None VersiFleece TPO Flexible DASH DT (SPLATTER at 3.5-4.0 Ibs/sq) -722.5
VERSIFLEECE AC TPO MEMBRANE APPLICATIONS:

C-259. Min. 2,500 psi structural concrete None VersiFleece AC TPO Hot Asphalt -97.5
C-260. Min. 2,500 psi structural concrete CCW-702 or cut-back primer at 250-300 ft?/gal VersiFleece AC TPO Hot Asphalt -495.0
VERSIWELD QA TPO MEMBRANE APPLICATIONS:

C-261. Min. 2,500 psi structural concrete None VersiWeld QA TPO I Self-adhered -425.0

TABLE 3e: STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) OR RECOVER

SYSTEM TYPE G: OPTIONAL INSULATION, LOOSE-LAID ROOF COVER, PRESSURE EQUALIZING VENT

Deck Roof Cover
System ¢ Air Barrier Insulation Underlayment MDP
No. (Note 1) Type Attach (psf)
Min. 2,500 psi Versico 725TR or SureMB . .(Opt|or.\al) Any fire classified roof 1?—|nch wide st.nps of p(flypropyler_\e, . VacuSeal Vent installed in accordance
90TG or 120TG/torch-applied insulation and/or coverboard air permeable filter fabric, loose laid VersiWeld or . Lo .
C-262. structural : . . L A . . . X with Versico instructions, spaced -97.5
in accordance with Versico combination, any thickness, in a crossing pattern, connecting the VersiWeld HS )
concrete . [ 0 maximum 50 ft o.c.
requirements. loose-laid with staggered joints V2T vents
©ONEMO ETC, LLC P.E. EVALUATION REPORT: 8™ EDITION (2023) FBC NON-HVHZ & 2018 IBC PEER-VRS-003.A.R34 for FL14207-R34 (NON-HVHZ)
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TABLE 4A: LIGHTWEIGHT CONCRETE DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

i i Base Insulation Layer Top Insulation Layer(s
System Deck LI(g:::v:I:f:t A:t h P yer(s) v Roof Cover MDP
No. (Note 1) aC 3¢ (Note 15) sf
(Note 14) Type (Notes 6,7,8) Type (Notes 6,7,8)
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
Q/Imé é%/ga., gz:&:r?toc’;flhlzrre- Min. 1.5-inch Flexible DASH or Flexible DASH or VersiWeld / Cav-Grip 3V A/P
LWC-1 G\;Zde 4(’) lishtweight insulatin VersiCore, Flexible DASH DT (Optional) Additional layer(s) of base insulation Flexible DASH DT LVOC BA or VersiWepId BA ! -52.5
ghiwelg & | securshield (RIBBON) (RIBBON)
steel concrete
Insulation: (Optional) Additional layer(s) base
insulation
. . . . . Coverboard: Min. 0.25-inch DensDeck Prime
Min. 22 ga., Min. 300 psi, - Opt 1) Min. . o ’ .
T I:e nga exlirs]tent cZISIIuIZ\rre (1 E?—il:crLa ) Min Flexible DASH or DEXcell FA Glass Mat Roof Board or SECUROCK Flexible DASH or VersiWeld / Cav-Grip 3V A/P
LwWC-2 G\;ade 46 lishtweisht insulatin V.ersiCore Flexible DASH DT Gypsum-Fiber Roof Board, min. 0.4375-inch Flexible DASH DT LVOC BA or Versiweld BA ! -52.5
o Cincret eg & ooy (RIBBON) DEXcell Cement Roof Board or min. 0.5-inch (RIBBON)
SecurShield HD, SecurShield HD Plus or DuraStorm
VSH or min. 1.5-inch SecurShield HD Composite or
min. 2-inch DuraFaceR
2/“"!'3 éf/ga" Z(::;:ﬁoc‘;ﬁtlzrre' Min. 1.5-inch Flexible DASH or Flexible DASH or VersiWeld / Cav-Grip 3V A/P
LWC-3 G\;gde 46 lishtweight insulatin VersiCore, Flexible DASH DT (Optional) Additional layer(s) of base insulation Flexible DASH DT LVOC BA or VersiWepId BA ! -75.0
s s J SecurShield (RIBBON, 6-inch o.c.) (RIBBON, 6-inch o.c.)
steel concrete
Insulation: (Optional) Additional layer(s) base
insulation
. . . . . Coverboard: Min. 0.25-inch DensDeck Prime
Min. 22 ga. Min. 300 - Opt 1) Min. — . ’
In- 22 g3 n psl, pre ( priona ) Min Flexible DASH or DEXcell FA Glass Mat Roof Board or SECUROCK Flexible DASH or . )
Type BV, existent cellular 1.5-inch X . | . . VersiWeld / Cav-Grip 3V A/P,
LWC-4 Grade 40 lishtweight insulatin VersiCore Flexible DASH DT Gypsum-Fiber Roof Board, min. 0.4375-inch Flexible DASH DT LVOC BA or VersiWeld BA -75.0
steel cincreteg J SecurShie;d (RIBBON, 6-inch o.c.) DEXcell Cement Roof Board or min. 0.5-inch (RIBBON, 6-inch o.c.)
SecurShield HD, SecurShield HD Plus or DuraStorm
VSH or min. 1.5-inch SecurShield HD Composite or
min. 2-inch DuraFaceR
Insulation: (Optional) Additional layer(s) base
insulation
. . . . Coverboard: Min. 0.25-inch DensDeck Prime,
Min. 2,500 psi Ml.n' 300 psi, pre- (Opt.lonal) Min. Flexible DASH or DEXcell FA Glass Mat Roof Board or SECUROCK Flexible DASH or . )
existent cellular 1.5-inch X . R . . VersiWeld / Cav-Grip 3V A/P,
LWC-5 structural lishtweight insulatin VersiCore Flexible DASH DT Gypsum-Fiber Roof Board, min. 0.4375-inch Flexible DASH DT LVOC BA or VersiWeld BA -187.5
concrete 8 s J W (RIBBON) DEXcell Cement Roof Board or min. 0.5-inch (RIBBON)
concrete SecurShield

SecurShield HD, SecurShield HD Plus or DuraStorm
VSH or or min. 1.5-inch SecurShield HD Composite
or min. 2-inch DuraFaceR
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TABLE 4A: LIGHTWEIGHT CONCRETE DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

i i Base Insulation Layer Top Insulation Layer(s
System Deck LI(g:::v:I:f:t A:t h P yer(s) v Roof Cover MDP
No. (Note 1) T ac T ac (Note 15) (psf)
(Note 14) ype (Notes 6,7,8) ype (Notes 6,7,8)
Min. 300 osi (Optional) Mi Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi |.n. psi, pre- p.lona n- Flexible DASH or insulation Flexible DASH or . .
existent cellular 1.5-inch X X X . VersiWeld / Cav-Grip 3V A/P,
LWC-6 structural lightweight insulatin VersiCore Flexible DASH DT Coverboard: Min. 0.25-inch DEXcell FA Glass Mat Flexible DASH DT LVOC BA or Versiweld BA -330.0
concrete s s J - (RIBBON, 6-inch o.c.) Roof Board or min. 0.4375-inch DEXcell Cement (RIBBON, 6-inch o.c.)
concrete SecurShield
Roof Board
Insulation: (Optional) Additional layer(s) base
. . . . insulation
Min. 2,500 psi Z(Ii;:r?tocZIsllt’JIZ:e- (lofi::?crLal) Min. Flexible DASH or Coverboard: Min. 0.25-inch DensDeck Prime or Flexible DASH or VersiWeld / Cav-Grip 3V A/P
LWC-7 structural lishtweight insulatin V.ersiCore Flexible DASH DT SECUROCK Gypsum-Fiber Roof Board or min. 0.5- Flexible DASH DT LVOC BA or VersiWepId BA " | -350.0
concrete cincreteg g SecurShie’Id (RIBBON, 6-inch o.c.) inch SecurShield HD, SecurShield HD Plus or (RIBBON, 6-inch o.c.)
DuraStorm VSH or or min. 1.5-inch SecurShield HD
Composite or min. 2-inch DuraFaceR
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
?"'”é ﬁ/ga" 2’)'(:; ;?toczmzrre' Min. 1.5-inch Flexible DASH or Flexible DASH or VersiFleece TPO / Flexible
LWC-8 G»;zde 4(’) lishtweight insulatin VersiCore, Flexible DASH DT (Optional) Additional layer(s) of base insulation Flexible DASH DT DASH or Flexible DASH DT -52.5
ghtwelg & | securshield (RIBBON) (RIBBON) (FULL) or HydroBond WB
steel concrete
Insulation: (Optional) Additional layer(s) base
insulation
. . . . . Coverboard: Min. 0.25-inch DensDeck Prime,
?A'”é ﬁ/ga" 2’)'(:; :r?tochIIl’JIere_ (logti'rf’cr;f” Min- | Flexible DASH or DEXcell FA Glass Mat Roof Board or SECUROCK Flexible DASH or VersiFleece TPO / Flexible
LWC-9 Gtzde 4(’) lightweight insulating V.ersiC0re Flexible DASH DT Gypsum-Fiber Roof Board, min. 0.4375-inch Flexible DASH DT DASH or Flexible DASH DT -52.5
- (RIBBON) DEXcell Cement Roof Board or min. 0.5-inch (RIBBON) (FULL) or HydroBond WB
steel concrete SecurShield ) .
SecurShield HD, SecurShield HD Plus or DuraStorm
VSH or min. 1.5-inch SecurShield HD Composite or
min. 2-inch DuraFaceR
_’;/Imé é%/ga., g(zrs]éjrﬁocglhlzrre_ Min. 1.5-inch Flexible DASH or Flexible DASH or VersiFleece TPO / Flexible
LWC-10 GY'Zde 4(’) lishtweight insulatin VersiCore, Flexible DASH DT (Optional) Additional layer(s) of base insulation Flexible DASH DT DASH or Flexible DASH DT -75.0
— C(g)ncretf & | securshield (RIBBON, 6-inch o.c.) (RIBBON, 6-inch 0.c.) | (FULL) or HydroBond WB
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TABLE 4A: LIGHTWEIGHT CONCRETE DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

i i Base Insulation Layer Top Insulation Layer(s
System Deck LI(g:::v:I:f:t A:t h P yer(s) v Roof Cover MDP
No. (Note 1) ac ac (Note 15) sf
(Note 14) s (Notes 6,7,8) LS (Notes 6,7,8)
Insulation: (Optional) Additional layer(s) base
insulation
. . . . . Coverboard: Min. 0.25-inch DensDeck Prime,
2/““;3 é%lga.' Z(Iirst:r?tocZIslltljlzrre- (lo.’?—tilr:)crrl) Min. Flexible DASH or DEXcell FA Glass Mat Roof Board or SECUROCK Flexible DASH or VersiFleece TPO / Flexible
LWC-11 G\;Zde 46 lishtweight insulatin V.ersiCore Flexible DASH DT Gypsum-Fiber Roof Board, min. 0.4375-inch Flexible DASH DT DASH or Flexible DASH DT -75.0
o cincreteg & e (RIBBON, 6-inch 0.c.) | DEXcell Cement Roof Board or min. 0.5-inch (RIBBON, 6-inch 0.c.) | (FULL) or HydroBond WB
SecurShield HD, SecurShield HD Plus or DuraStorm
VSH or min. 1.5-inch SecurShield HD Composite or
min. 2-inch DuraFaceR
. .| Min. 300 psi, pre- . . . . . .
Min. 2,500 psi existent cellular Min. 1.5-inch Flexible DASH or Flexible DASH or VersiFleece TPO / Flexible
LWC-12 structural lishtweight insulatin VersiCore, Flexible DASH DT (Optional) Additional layer(s) of base insulation Flexible DASH DT DASH or Flexible DASH DT -187.5
concrete ghiwelg € | securshield (RIBBON) (RIBBON) (FULL) or HydroBond WB
concrete
Insulation: (Optional) Additional layer(s) base
insulation
Min. 2,500 psi Z('i';:’:toczlsl';lz:e' (logti'r:’;a') Min. | Flexible DASH or 78‘E’;erkl’|°:/£dél“”'”i\/‘l)'ﬁ"“ihBDe”;De?k 'Z)”:;;:r Flexible DASH or VersiFleece TPO / Flexible
LWC-13 | structural oo e em el o Flexible DASH DT oeree ass Miat Hoot Board, min. 543 /> Flexible DASH DT DASH or Flexible DASH DT -187.5
concrete lightweight insulating | VersiCore, (RIBBON) inch DEXcell Cement Roof Board or min. 0.5-inch (RIBBON) (FULL) or HydroBond WB
concrete SecurShield SecurShield HD, SecurShield HD Plus or DuraStorm 4
VSH or or min. 1.5-inch SecurShield HD Composite
or min. 2-inch DuraFaceR
in. i - i in. Insulation: (Optional) Additional | b
Min. 2,500 psi gli:t:r?toc?ltlzrre (10:_ti|r:);al) Min. | Flexible DASH or m (Optional) Additional layer(s) base Flexible DASH or VersiFleece TPO / Flexible
LWC-14 structural . . . - Flexible DASH DT . . Flexible DASH DT DASH or Flexible DASH DT -187.5
lightweight insulating | VersiCore, Coverboard: Min. 0.25-inch SECUROCK Gypsum-
concrete A (RIBBON) —_— (RIBBON) (FULL)
concrete SecurShield Fiber Roof Board
) ) Insulation: (Optional) Additional layer(s) base
. .| Min. 300 psi, pre- . . . : ! . . .
Min. 2,500 psi existent cellular Min. 1.5-inch Flexible DASH or insulation Flexible DASH or VersiFleece TPO / Flexible
LWC-15 structural lishtweight insulatin VersiCore, Flexible DASH DT Coverboard: Min. 0.25-inch DEXcell FA Glass Mat Flexible DASH DT DASH or Flexible DASH DT -330.0
concrete C(g)ncreteg J SecurShield (RIBBON, 6-inch o.c.) Roof Board or min. 0.4375-inch DEXcell Cement (RIBBON, 6-inch o.c.) (FULL) or HydroBond WB
Roof Board
Min. 2,500 psi xzz;:rﬂoc’;flhlz:e_ Min. 1.5-inch Flexible DASH or Flexible DASH or VersiFleece TPO / Flexible
LWC-16 structural lishtweight insulatin VersiCore, Flexible DASH DT (Optional) Additional layer(s) of base insulation Flexible DASH DT DASH or Flexible DASH DT -350.0
concrete C(g)ncret f € | securshield (RIBBON, 6-inch o.c.) (RIBBON, 6-inch 0.c.) | (FULL) or HydroBond WB
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NEmMO | etc.e

TABLE 4A: LIGHTWEIGHT CONCRETE DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

i i Base Insulation Layer Top Insulation Layer(s
System Deck Ll(g:::‘v:reelf:t A:t h P yer(s) v Roof Cover MDP
No. (Note 1) aC 3¢ (Note 15) (psf)
(Note 14) Type (Notes 6,7,8) Type (Notes 6,7,8)
Insulation: (Optional) Additional layer(s) base
in. ) ) . in. insulation
Min. 2,500 psi 2’)'("; jr:)toc’;lsltlzrre (10;ti|nocr:]al) Min. 1 texible DASH or g‘s“ ab'°" & Min. 0.25-inch DencolBL P Flexible DASH or VersiFleece TPO / Flexible
LWC-17 | structural _ = ) = Flexible DASH DT =overboard: Vin. 9.2>-Inch Densbeck Frime or Flexible DASH DT DASH or Flexible DASH DT -350.0
concrete lightweight insulating | VersiCore, (RIBBON, 6-inch o.c.) min. 0.5-inch SecurShield HD, SecurShield HD Plus (RIBBON, 6-inch o.c.) (FULL) or HydroBond WB
concrete SecurShield ! e or DuraStorm VSH or or min. 1.5-inch SecurShield ! - v
HD Composite or min. 2-inch DuraFaceR
in. i - i in. Insulation: (Optional) Additional layer(s) base
Min. 2,500 psi Z'('I:t ::tochsltlzrre (10;)ti:10cr;1a|) Min- 1 £lexible DASH or insulation (Optional) yer(s) Flexible DASH or VersiFleece TPO / Flexible
LWC-18 structural R . . . o Flexible DASH DT Flexible DASH DT DASH or Flexible DASH DT -350.0
lightweight insulating | VersiCore, . Coverboard: Min. 0.25-inch SECUROCK Gypsum- R
concrete ) (RIBBON, 6-incho.c.) | = — (RIBBON, 6-inch o.c.) (FULL)
concrete SecurShield Fiber Roof Board

TABLE 48: LIGHTWEIGHT CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

S Lishtweight Anchor Sheet Insulation S e
ystem ightweig oof Cover
Deck (Note 1) Fastener Attach
No. Concrete (Note 14) Type Attach Base Laver Top Laver(s (Note 15) (psf)
P (Note 11) Y DIETEnE) (Notes 6,7,8)
Min. 22 ga., ELASTIZELL (NOA 23- 9-inch o.c. in the 3- Min. 1.0-inch Versic Insulation: (Optional)
Type B, Grade 0817.05): OMG CR inch side lap and 9- in. L.9-nch Versitore, | pqditional layer(s) base VersiFleece AC
. o JM Perma . . MP-N or MP-W, . .
LWC-19 33 vented steel Min. 250 psi, Min. 2- Assembled Base inch o.c. in two K insulation Hot asphalt TPO / Hot -45.0
. X . Ply 28 . SecurShield, AC Foam I, .
or structural inch thick, Elastizell Sheet Fastener staggered rows in the or ENRGY 3 Coverboard: Min. 1.0- asphalt
concrete Range Il LWIC center of the sheet inch HP Recovery Board
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SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER

TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL DECK - NEW CONSTRUCTION or RE-ROOF (TEAR OFF)

NEmoO | etc.e

Lightweight Concrete (Note 14) Roof Cover (Note 15)
System MDP
Deck (Note 1) Surface Supplemental Attachment
No. Type Type Attach sf
Treatment Fastener | Attach
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
CELCORE (FL2037):
Min. 24 ga., Type 1.0FDV Grade 80 Treat (t Cel ) -1 Deck P tion S| Celcore Cav-Grip 3V A/P,
LWC-20 | steel at max. 6 ft spans; 5/8” puddle rea me-n P Le cqre . e-c repara lon Slurry . None N/A VersiWeld LVOC BA or -37.5
. LWC: Min. 370 psi, Min. 2-inch thick, Celcore MF Cellular Concrete with PVA N
welds wth weld washers, 8-inch o.c. . . VersiWeld BA
Celcore HS Rheology Modifying Admixture
Aqua Base 120
. CELCORE (FL2037): i ’
Min. 22 ga., Type B, Grade 33 steel at . Cav-Grip 3V A/P,
Lwc-21 I £ e . Min. 36 pcf wet cast density, min. 200 psi, min. 2-inch thick Celcore MF None None N/A VersiWeld V-arip / -60.0
max. 6 ft spans attached 6-inch o.c. X X X ; LVOC BA or
Cellular Concrete (cast with or without min. 1-inch EPS holey board). Note A. K
VersiWeld BA
CELCORE (FL2037): .
: ) . . S . / Cav-Grip 3V A/P,
LWC.22 Min. 22 ga., Type B, Grade ja’3 steel at | Min. 38 pcf wet cast density, mlr.1. 209 psi, min. 1.625-inch thn:k Cglcore MF Celcore None N/A Versiweld LVOC BA or 675
max. 4 ft spans attached 6-inch o.c. Cellular Concrete followed by min. 1-inch EPS holey board with min. 2.0-inch PVA .
. VersiWeld BA
thick top slurry coat. Note A.
Aqua Base 120,
ELCORE (FL2037): HPV F
Min. 22 ga., Type B, Grade 33 steel at ¢ ) CORE (FL2037) . X - . . . astengr 1 per R Cav-Grip 3V A/P, -67.5
LWC-23 . Min. 36 pcf wet cast density, min. 200 psi, min. 2-inch thick Celcore MF None with Insulation ) VersiWeld
max. 6 ft spans attached 6-inch o.c. X R X : R 9.0 ft LVOC BA or Note B
Cellular Concrete (cast with or without min. 1-inch EPS holey board). Note A. Fastening Plate .
VersiWeld BA
CELCORE (FL2037):
Min. 22 ga., Type BV, Grade 40 steel Treatmen(t' Celco)re S-1 Deck Preparation Slurr Celcore
LWC-24 | at max. 6 ft spans; 5/8” puddle s Lelcore -2 Vecegep Y \ None N/A | Versiweld Cav-Grip3VA/P | -825
welds, 6-inch o.c LWC: Min. 310 psi, Min. 2-inch thick, Celcore MF Cellular Concrete with PVA
! e Celcore HS Rheology Modifying Admixture
Aqua Base 120
CELCORE (FL2037): HPV Fast i’
Min. 22 ga., Type B, Grade 33 steel at ) ( ) X . A . . ) . as ene'zr 1 per X Cav-Grip 3VA/P, | -120.0
LWC-25 K Min. 36 pcf wet cast density, min. 200 psi, min. 2-inch thick Celcore MF None with Insulation ) VersiWeld
max. 6 ft spans attached 6-inch o.c. i y . : . 1.0 ft LVOC BA or Note B
Cellular Concrete (cast with or without min. 1-inch EPS holey board). Note A. Fastening Plate X
VersiWeld BA
: Opti | .
LWC-26 max. 5-ft spans; 5/8” puddle welds ?C prlme V_V' oncrece .on |an; genta R gation. |n ps!, R None N/A VersiWeld LVOC BA or -97.5
ith weld h d 6-inch min. 2-inch thick, Concrecel Lightweight Insulating Concrete (Minimum 1-inch | Curing VersiWeld BA
with weld-washers spaced b-inch o.c. thick, minimum 1.0 pcf EPS holey board required) Compound erstive
Min. 22 ga., Type BV, Grade 80 steel; CONCRECEL (FL5584 & FL10500): Cav-Grip 3V A/P,
LWC-27 | max. 6-ft spans; 5/8” puddle welds Min. 350 psi, min. 2-inch thick, Concrecel Lightweight Insulating Concrete (No | None None N/A VersiWeld LVOC BA or -105.0
spaced 6-inch o.c. EPS board) VersiWeld BA
Min. 22 ga., Type BV, Grade 80 steel; CONCRECEL (FL5584 & FL10500): Cav-Grip 3V A/P,
LWC-28 max. 6-ft spans; 5/8” puddle welds Min. 350 psi, min. 2-inch thick, Concrecel Lightweight Insulating Concrete None None N/A VersiWeld LVOC BA or -135.0
with weld-washers spaced 6-inch o.c. | (Minimum 2-inch thick, minimum 1.0 pcf EPS holey board required) VersiWeld BA
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NEmoO | etc.e
TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL DECK - NEW CONSTRUCTION or RE-ROOF (TEAR OFF)

SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER

Lightweight Concrete (Note 14) Roof Cover (Note 15)
System MDP
Deck (Note 1) Surface Supplemental Attachment o
No. Type Type Attach sf
Treatment Fastener Attach
Min. 20 ga., Type BV, Grade 33 steel; .
; Cav-Grip 3V A/P,
. 6~ - . ” ELASTIZELL (NOA 23-0817.05):
LWC-29 max. 6-ft 3-inch spans; 5/8 pud(.jle ) ( . . , ) ) X None None N/A VersiWeld LVOC BA or -52.5
welds or Tek/5 screws spaced 6-inch Min. 320 psi, min. 2-inch thick, Elastizell Range Il LWIC (EPS board optional) X
oc VersiWeld BA
Min. 22 ga., Type BV, Grade 33 steel; ELASTIZELL (NOA 23-0817.05): Cav-Grip 3V A/P,
LWC-30 | max. 6-ft spans; 5/8” puddle welds or | Min. 320 psi, min. 2-inch thick, Elastizell Range Il LWIC (Minimum 2-inch None None N/A VersiWeld LVOC BA or -82.5
Tek/5 screws spaced 6-inch o.c. thick, minimum 1.0 pcf EPS holey board required) VersiWeld BA
Min. 22 ga., Type BV, Grade 33 steel; ELASTIZELL (NOA 23-0817.05): Cav-Grip 3V A/P,
LWC-31 | max. 5-ft spans; 5/8” puddle welds or | Min. 320 psi, min. 2-inch thick, Elastizell Range Il LWIC (Minimum 1-inch None None N/A VersiWeld LVOC BA or -97.5
Tek/5 screws spaced 6-inch o.c. thick, minimum 1.0 pcf EPS holey board required) VersiWeld BA
Min. 22 ga., Type BV, Grade 33 steel; ELASTIZELL (NOA 23-0817.05): Cav-Grip 3V A/P,
LWC-32 | max. 5-ft spans; 5/8” puddle welds or | Min. 320 psi, min. 2-inch thick, Elastizell Range Il LWIC (Minimum 2-inch None None N/A VersiWeld LVOC BA or -112.5
Tek/5 screws spaced 6-inch o.c. thick, minimum 1.0 pcf EPS holey board required) VersiWeld BA
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
CELCORE (FL2037): i
Min. 24 ga., Type 1.OFDV Grade 80 ( ) , . Flexible DASH or
” Treatment: Celcore S-1 Deck Preparation Slurry Celcore VersiFleece Flexible DASH DT
LWC-33 | steel at max. 6 ft spans; 5/8” puddle i o - . . None N/A -37.5
. LWC: Min. 370 psi, Min. 2-inch thick, Celcore MF Cellular Concrete with PVA TPO (RIBBON, 12-
welds wth weld washers, 8-inch o.c. . . .
Celcore HS Rheology Modifying Admixture inch o.c.)
ELCORE (FL2037): i
Min. 22 ga., Type BV, Grade 40 steel CELCORE (FL2037) ) . Flex!ble DASH or
LWC-34 at max. 6 ft spans; 5/8” puddle Treatment: Celcore S-1 Deck Preparation Slurry Celcore None N/A VersiFleece Flexible DASH DT 825
welds .6—inch oc ! LWC: Min. 310 psi, Min. 2-inch thick, Celcore MF Cellular Concrete with PVA TPO (RIBBON, 6-inch ’
’ e Celcore HS Rheology Modifying Admixture o.c.)
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
ELCORE (FL2037): Flexible DASH
Min. 22 ga., Type B, Grade 33 steel at ¢ ) CORE (FL2037) . \ . . . Celcore VersiFleece ex!b e DASH or
LWC-35 max. 6 ft spans attached 6-inch o.c Min. 36 pcf wet cast density, min. 200 psi, min. 2-inch thick Celcore MF PVA None N/A 0 Flexible DASH DT | -60.0
’ p e Cellular Concrete (cast with or without min. 1-inch EPS holey board). Note A. (FULL)
_ CSLCORE (FL2037): o o _ ‘ ) Flexible DASH or
LWC-36 Min. 22 ga., Type B, Grade 33 steel at | Min. 38 pcf wet cast density, min. 200 psi, min. 1.625-inch thick Celcore MF Celcore None N/A VersiFleece Flexible DASH DT | -67.5
max. 4 ft spans attached 6-inch o.c. Cellular Concrete followed by min. 1-inch EPS holey board with min. 2.0-inch PVA TPO ’
i (FULL)
thick top slurry coat. Note A.
CELCORE (FL2037): HPV Fast Flexible DASH
Min. 22 ga., Type B, Grade 33 steel at ) ( ) ) X L . . Celcore . as en?r 1 per VersiFleece ex! € or -67.5
LWC-37 max. 6 ft spans attached 6-inch o.c Min. 36 pcf wet cast density, min. 200 psi, min. 2-inch thick Celcore MF PVA with Insulation 90 ft2 TP0 Flexible DASH DT Note B
: P A Cellular Concrete (cast with or without min. 1-inch EPS holey board). Note A. Fastening Plate ’ (FULL) ore
ELf L2 : . i D
Min. 22 ga., Type B, Grade 33 steel at ¢ ) CORE (FL2037) i X o . . Celcore H'.)V Fastenc.ar 1 per VersiFleece Flex!ble ASH or -120.0
LWC-38 max. 6 ft spans attached 6-inch o.c Min. 36 pcf wet cast density, min. 200 psi, min. 2-inch thick Celcore MF PVA with Insulation 1.0 f2 PO Flexible DASH DT Note 8
’ P - Cellular Concrete (cast with or without min. 1-inch EPS holey board). Note A. Fastening Plate ’ (FULL) ore
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NEmoO | etc.e
TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL DECK - NEW CONSTRUCTION or RE-ROOF (TEAR OFF)

SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER

Lightweight Concrete (Note 14) Roof Cover (Note 15)
MDP
System Deck (Note 1) Surface Supplemental Attachment o
No. Type Type Attach (psf)
Treatment Fastener Attach
Flexible DASH or
Min. 22 ga., Type BV, Grade 40 steel; ELASTIZELL (NOA 23-0817.05): VersiFleece .
LWE39 1 ¢ span, Teks/5 screws, 6” o.c. Min. 530 psi, min. 2-inch thick, Elastizell Range Il LWIC None None D {;TJXL'B'E DASHDT | -52.5
Min. 20 ga., Type BV, Grade 33 steel;
max. 6-ft 3-inch spans; 5/8” puddle ELASTIZELL (NOA 23-0817.05): VersiFleece Flexible DASH
LWE-40 welds or Tek/5 screws spaced 6-inch Min. 320 psi, min. 2-inch thick, Elastizell Range Il LWIC (EPS board optional) R} lone N/A TPO (FULL) 525
o.c.
Min. 22 ga., Type BV, Grade 33 steel; ELASTIZELL (NOA 23-0817.05): . .
VersiFl Flexible DASH
LWC-41 | max. 6-ft spans; 5/8” puddle welds or | Min. 320 psi, min. 2-inch thick, Elastizell Range Il LWIC (Minimum 2-inch None None N/A Ts(r)sl eece (F(EJXIIL)e -82.5
Tek/5 screws spaced 6-inch o.c. thick, minimum 1.0 pcf EPS holey board required)
Min. 22 ga., Type BV, Grade 33 steel; ELASTIZELL (NOA 23-0817.05): . .
VersiFl Flexible DASH
LWC-42 | max. 5-ft spans; 5/8” puddle welds or | Min. 320 psi, min. 2-inch thick, Elastizell Range Il LWIC (Minimum 1-inch None None N/A T:BS' eece (FEXL'L)E 975
Tek/5 screws spaced 6-inch o.c. thick, minimum 1.0 pcf EPS holey board required)
Min. 22 ga., Type BV, Grade 33 steel; ELASTIZELL (NOA 23-0817.05): . .
VersiFl Flexible DASH
LWC-43 | max. 5-ft spans; 5/8” puddle welds or | Min. 320 psi, min. 2-inch thick, Elastizell Range Il LWIC (Minimum 2-inch None None N/A Ts(r)sl eece (F(EJXIIL)e -112.5
Tek/5 screws spaced 6-inch o.c. thick, minimum 1.0 pcf EPS holey board required)

Notes: | A.) If the type of LWC to be used on the project is unknown, as in a re-roof (tear-off) condition, compressive strength and fastener withdrawal resistance testing shall be conducted. Compressive strength
testing shall be in accordance with ASTM €495 (for new pour) or ASTM C513 (for existing) and shall yield a minimum 200 psi result. Field withdrawal resistance testing in accordance with Note 11 shall yield
an average withdrawal performance not less than 55 Ibf with a Trufast FM-90 Base Sheet Fastener. If question exists as to the adhesion to the LWC surface, field testing in accordance with Note 12 is
recommended. All testing shall be performed by an accredited testing agency acceptable to the Authority Having Jurisdiction.

B.) Linear interpolation between supplemental attachment at 1 per 9 ft2 for -67.5 psf and 1 per 1.0 ft? for -120.0 psf is permissible. Such interpolation shall be performed by a qualified design professional to
the satisfaction of the Authority Having Jurisdiction.
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TABLE 4p: LIGHTWEIGHT CONCRETE OVER STRUCTURAL CONCRETE —NEW CONSTRUCTION oR REe-RoOF (TEAR-OFF)

SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER

NEmoO | etc.e

System X X Roof Cover (Note 15) MDP
Deck (Note 1) Lightweight Concrete (Note 14) P
No. € € Membrane | Application (psf)
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
in. i CELCORE (FL2037):
twcaq | Min- 2,500 psi : (FL2037): - , , Versiweld Aqua Base 120 825
structural concrete Min. 300 psi, Min. 2-inch thick, Celcore Cellular Concrete (EPS board optional)
in. i CELCORE (FL2037): -Gri
LWC-45 Min. 2,500 psi . ( 1203 ) . . . Versiweld Cav Grl.p 3V A/P, LVOC BA 135.0
structural concrete Min. 300 psi, Min. 2-inch thick, Celcore Cellular Concrete (EPS board optional) or VersiWeld BA
in. i CELCORE (FL2037):
twcag | Min- 2,500 psi : ( ) o o , \ Versiweld Aqua Base 120 2175
structural concrete Min. 36 pcf wet cast density, min. 200 psi, min. 2-inch thick Celcore MF Cellular Concrete (EPS board optional). Note A.
in. i CELCORE (FL2037): -Gri
LWC-47 Min. 2,500 psi : ( ) . . o . . . Versiweld Cav- Grl.p 3V A/P, LVOC BA -480.0
structural concrete Min. 36 pcf wet cast density, min. 200 psi, min. 2-inch thick Celcore MF Cellular Concrete (EPS board optional). Note A. or VersiWeld BA
in. i NCRECEL (FL5584 & FL1i : -Gri
LWC-48 Min. 2,500 psi C(? CREC .( .558 .& 9500) . . . A Versiweld Cav Grl.p 3V A/P, LVOC BA 4525
structural concrete Min. 350 psi, min. 2-inch thick, Concrecel Lightweight Insulating Concrete (EPS board optional) or VersiWeld BA
in. i ELASTIZELL (NOA 23-0817.05):
Lwc-ag | Min- 2,500 psi : (NOA 23- ) , VersiWeld Aqua Base 120 -67.5
structural concrete Min. 250 psi, Min. 2-inch thick, Elastizell Range Il LWIC
in. i ELASTIZELL (NOA 23-0817.05): -Gri
e Min. 2,500 psi / ( / . : ) . . Versiweld Cav Gl'l.p 3V A/P, LVOC BA 240.0
structural concrete Min. 250 psi, Min. 2-inch thick, Elastizell Range Il LWIC (EPS board optional) or VersiWeld BA
Min. 2,500 psi ELASTIZELL (NOA 23-0817.05): . Cav-Grip 3V A/P, LVOC BA
LWC-51 ! VersiWeld . ’ -495.0
structural concrete Min. 300 psi, Min. 2-inch thick, Elastizell Range Il LWIC (no EPS board) : or VersiWeld BA
Min. 2,500 psi Min. 350 psi, pre-existent cellular lightweight insulating concrete; Note: Fastener Withdrawal; OMG CR-R Assembled . .
LWC-52 VersiWel VersiWeld BA -452.
WE-S structural concrete Base Sheet Fastener (1.7 in.) > 101 Ibf per Note 11. ersiweld ersiweld 525
Min. 2,500 psi Min. 320 psi, pre-existent cellular lightweight insulating concrete; Note: Fastener Withdrawal; OMG CR-R Assembled . .
LWC- VersiWel VersiWeld BA -492.
WE-S3 structural concrete Base Sheet Fastener (1.7 in.) > 148 Ibf per Note 11. ersiweld ersiweld 925
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
CELCORE (FL2037):
Min. 2,500 psi Min. 270 psi, Min. 2-inch thick Celcore MF Cellular Concrete with Celcore HS Rheology Modifying Admixture (EPS board VersiFleece Flexible DASH or Flexible
LWC-54 X -225.0
structural concrete optional) TPO DASH DT (FULL)
Surfacing: Celcore SBS (Sanded Bonding Surface) at 1 gal/square.
Min. 2,500 psi CELCORE (FL2037): VersiFleece Flexible DASH or Flexible
LWC-55 ) ) . L R . X -232.5
structural concrete Min. 36 pcf wet cast density, min. 200 psi, min. 2-inch thick Celcore MF Cellular Concrete (EPS board optional). Note A. TPO DASH DT (FULL)
in. i ELASTIZELL (NOA 23-0817.05): i
twcse | Min- 2,500 psi : (NOA 23- ) , . VersiFleece Flexible DASH (FULL) 2400
structural concrete Min. 320 psi, min. 2-inch thick, Elastizell Range Il LWIC (EPS board optional) TPO
in. i ELASTIZELL (NOA 23-0817.05): i
twessy | Min- 2,500 psi ! (NOA 23-0817.05): VersiFleece Flexible DASH (FULL) -250.0
structural concrete Min. 320 psi, min. 2-inch thick, Elastizell Range Il LWIC (no EPS board) TPO
Min. 2,500 psi Min. 320 psi, pre-existent cellular lightweight insulating concrete; Note: Fastener Withdrawal; OMG CR-R Assembled VersiFleece .
- D LL -250.
LWC-58 structural concrete Base Sheet Fastener (1.7 in.) > 148 Ibf per Note 11. TPO Flexible DASH (FULL) 500

©ONEMO ETC, LLC
Certificate of Authorization #32455

P.E. EVALUATION REPORT: 8™ EDITION (2023) FBC NON-HVHZ & 2018 IBC
VersiWeld TPO Roof Systems; (717) 245-7264
TOP OF APPENDIX

PEER-VRS-003.A.R34 for FL14207-R34 (NON-HVHZ)
Revision 34: 02/10/2025
Appendix 1, Page 100 of 124



NEmoO | etc.e
TABLE 4p: LIGHTWEIGHT CONCRETE OVER STRUCTURAL CONCRETE — NEW CONSTRUCTION oR Re-ROOF (TEAR-OFF)

SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER

System A ) Roof Cover (Note 15) MDP
Deck (Note 1) Lightweight Concrete (Note 14) i
No. € € Membrane Application (psf)
. . . . . . R . . ) Flexible DASH DT
LWC-59 Min. 2,500 psi Min. 350 psi, pre-existent cellular lightweight insulating concrete; Note: Fastener Withdrawal; OMG CR-R Assembled VersiFleece (SPLATTER at 3.5-4.0 345.0
structural concrete Base Sheet Fastener (1.7 in.) > 101 Ibf per Note 11. TPO lbs/sq) - ’
VERSIWELD QA TPO MEMBRANE APPLICATIONS:
Min. 3,000 psi ELASTIZELL (NOA 23-0817.05): VersiWeld QA
LWC-60 ’ Self-adhered -282.5
structural concrete Min. 250 psi, Min. 2-inch thick, Elastizell Range Il LWIC TPO
Notes: | A.) If the type of LWC to be used on the project is unknown, as in a re-roof (tear-off) condition, compressive strength and fastener withdrawal resistance testing shall be conducted. Compressive strength
testing shall be in accordance with ASTM C495 (for new pour) or ASTM C513 (for existing) and shall yield a minimum 200 psi result. Field withdrawal resistance testing in accordance with Note 11 shall yield
an average withdrawal performance not less than 55 Ibf with a Trufast FM-90 Base Sheet Fastener. If question exists as to the adhesion to the LWC surface, field testing in accordance with Note 12 is
recommended. All testing shall be performed by an accredited testing agency acceptable to the Authority Having Jurisdiction.

TABLE 4e: LIGHTWEIGHT INSULATING CONCRETE DECKS - REROOF (TEAR-OFF)

SYSTEM TYPE F: LWCTO DECK, NON-INSULATED, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new roof cover when installed atop the pre-existent substrate, irrespective of the deck type (See Note 1) or performance of the substrate
(See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.
System Field QA i Roof Cover (Note 15) MDP
Substrate (Note 1, Note 12 Primer
No. (Note 1, Note 12) Fastener Withdrawal per TAS 105 per Note 11 Base Ply | Cap Ply (psf)
PRE-EXISTENT CELLULAR LIGHTWEIGHT CONCRETE:
BAREBACK MEMBRANES:
Pre-exi llular lightweigh Fastener: Versico 1.8 Dual-Prong Base-Sheet Fastener
LWC-61 re emstent.ce ular I.g t\fve'g .t . . ! . . & None None VersiWeld / VersiWeld BA -387.5
concrete, min. 760 psi, min. 2-inch thick Minimum Characteristic Resistance Force (MCRF): 204 |bf
Pre-exi llular lightweigh Fastener: Versico 1.8 Dual-Prong Base-Sheet Fastener
LWC-62 re-existent cellular lightweight . v None None VersiWeld / Cav-Grip 3V A/P 4225
concrete, min. 760 psi, min. 2-inch thick Minimum Characteristic Resistance Force (MCRF): 204 |bf
FLEECEBACK MEMBRANES:
LWC-63 Pre-existent cellular lightweight Fastener: Versico 1.8 Dual-Prong Base-Sheet Fastener Cav-Grip 3V A/P at 0.225 Carlisle SureMB 70 | VersiFleece TPO / Flexible 295.0
concrete, min. 760 psi, min. 2-inch thick Minimum Characteristic Resistance Force (MCRF): 204 |bf gal/square SA, self-adhering DASH (FULL, SPLATTER) !
-exi i i Fastener: Versico 1.8 Dual-Prong Base-Sheet Fastener i i
LWC-64 Pre emstent.cellular Il.ght\fvmgh.t ' st i : .u . g None None VersiFleece TPO / Flexible 3225
concrete, min. 760 psi, min. 2-inch thick | Minimum Characteristic Resistance Force (MCRF): 204 Ibf DASH (FULL, SPLATTER)
©ONEMO ETC, LLC P.E. EVALUATION REPORT: 8™ EDITION (2023) FBC NON-HVHZ & 2018 IBC PEER-VRS-003.A.R34 for FL14207-R34 (NON-HVHZ)
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REFER TO NOTE 16B FOR VAPOR BARRIER OPTIONS.

TABLE 5A: CEMENTITOUS WOOD FIBER DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s) Roof Cover (Note 15)
System Deck e e MDP
No. (Note 1) Type ac Type ac Type Application sf]
yp (Notes 6,7,8) yp (Notes 6,7,8) yp PP
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
Min. 2-inch Flexible DASH or . . . . ! Flexible DASH or
i i Insulation: (Optional) Additional | b lat
CWF-1 | Tectum (Sg’c’:'ros:?l)lc"v“" L5-inchVersiCore, | ¢1c5ible DASH DT p—— d(‘ oy )16 oy ayel;:s())sgse NS Flexible DASHDT | VersiWeld | Aqua Base 120 525
Plank (RIBBON) Coverboard: Min. 7/16-inc rate (RIBBON)
Min. 2-inch . . . . Flexible DASH or . . . . . Flexible DASH or .
CWEF-2 | Tectum (Sgsfjlrosr;\?ela)léwn. 1.5-inch VersiCore, Flexible DASH DT I(:r\sul%.d(‘ohzt.lonjl)l:quET:AlIayerC:s()):;se T Flexible DASH DT VersiWeld gf\\ll_:rrslr\l\?gfépA -75.0
Plank (RIBBON) Coverboard: Min. 7/16-inc ret (RIBBON)
Insulation: (Optional) Additional layer(s) base insulation
Min. 2-inch ) . : ) Flexible DASH or Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA Glass Mat Flexible DASH or Cav-Grip 3V A/P,
(Optional) Min. 1.5-inch VersiCore, . . 1 . .
CWEF-3 | Tectum SecurShield Flexible DASH DT Roof Board or SECUROCK Gypsum-Fiber Roof Board, min. 0.4375- Flexible DASH DT VersiWeld LVOC-BA or -82.5
Plank (RIBBON) inch DEXcell Cement Roof Board, Min. 0.5-inch SecurShield HD, (RIBBON) VersiWeld BA
SecurShield HD Plus or DuraStorm VSH or Min. 2-inch DuraFaceR
i 1) Additi 11 insulati in. 0.25-inch DensDeck
Min. 2-inch | Min. 1.5-inch VersiCore, Securshield | Flexible DASH or (P?ipr: Zn;éxij'lt;;zI:!Se&s;tbszz;n;z:::g; ;”E'?:UOR c? cllz CG :ursn_ec Flexible DASH or Cav-Grip 3V A/P,
CWF-4 | Tectum and/or min. 1.5-inch SecurShield HD | Flexible DASH DT Fib I;{ £ Board. min. 0.4375-inch DEXcell C R fVS d Flexible DASH DT VersiWeld LVOC-BA or -82.5
Plank Composite (RIBBON) foer Roor Board, min. ©.4375-Inch DEAcell Lement Root Board or | g gpa) VersiWeld BA
min. 0.5-inch SecurShield HD, SecurShield HD Plus or DuraStorm VSH
CWES #"e':t'u;"""h (Optional) Min. 1.0-inch VersiCore, | Flexible DASH Insulation: (Optional) Additional layer(s) base insulation Flexible DASH Versiweld | Cav-Grip3VA/P 500
Plank SecurShield (FULL) Coverboard: Min. 0.625-inch DensDeck Prime (FULL) or VersiWeld BA ’
(Optional) Additional layer(s) base insulation, min. 0.25-inch DensDeck
Min. 2-inch Min. 1-inch VersiCore or Flexible DASH Prime, DEXcell FA Glass Mat Roof Board or SECUROCK Gypsum- Flexible DASH Cav-Grip 3V A/P,
CWF-6 | Tectum SeCL;rShieId (FULL) or Flexible Fiber Roof Board, min. 0.4375-inch DEXcell Cement Roof Board or (FULL) or Flexible VersiWeld LVOC-BA or -277.5
Plank DASH DT (FULL) min. 0.5-inch SecurShield HD, SecurShield HD Plus or DuraStorm VSH or | DASH DT (FULL) VersiWeld BA
min. 1.5-inch SecurShield HD Composite
Min. 0.25-inch DensDeck Prime,
DEXcell FA Glass Mat Roof Board
Min. 24nch | of SEdCUR_OCg f;’;’;“_m': 'SE;R"IT’f Flexible DASH Cav-Grip 3V A/P,
CWF-7 | Tectum oard, min. £.23/5-IncNEEALQ (FULL) or Flexible | None N/A Versiweld | LVOC-BA or 2775
Plank Cement Roof Board or min. 0.5- DASH DT (FULL) VersiWeld BA
inch SecurShield HD, SecurShield
HD Plus or DuraStorm VSH or min.
1.5-inch SecurShield HD Composite
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
X . ) Insulation: (Optional) Additional layer(s) base insulation . Flexible DASH or
. 2- . . . . D - D. . .
CWE-8 "I\'Aelgtun:n‘:h (Optional) Min. 1.5-inch VersiCore, E:Ei:g:z Dﬁi: ?)I:I‘ Coverboard: Min. 0.25-inch Dens Deck Prime or SECUROCK Gypsum- E:E::E:z Dﬁz: gtr VersiFleece Flexible DASH DT 450
SecurShield Fiber Roof Board, Min. 0.5-inch SecurShield HD, SecurShield HD Plus or TPO (RIBBON, 12-inch '
Plank (RIBBON) X X (RIBBON)
Min. 2-inch DuraFaceR o.c.)
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TABLE 5A: CEMENTITOUS WOOD FIBER DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16B FOR VAPOR BARRIER OPTIONS.

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s) Roof Cover (Note 15)
System Deck e e MDP
ac ac|
No. (Note 1) Type Type Type Application sf
yp (Notes 6,7,8) yp (Notes 6,7,8) yp PP
R . R . . . . . . . . . . . Flexible DASH or
Min. 2-inch Min. 1.5-inch VersiCore, SecurShield | Flexible DASH or (Optional) Additional layer(s) base insulation, min. 0.25-inch Dens Deck Flexible DASH or VersiFleece Flexible DASH DT
CWF-9 | Tectum and/or min. 1.5-inch SecurShield HD | Flexible DASH DT Prime or SECUROCK Gypsum-Fiber Roof Board or min. 0.5-inch Flexible DASH DT 0 (RIBBON, 12-inch -45.0
Plank Composite (RIBBON) SecurShield HD, SecurShield HD Plus (RIBBON) oc) !
R . . . Flexible DASH or
Min. 2-inch (Optional) Min. 1.5-inch VersiCore, Flex!ble DASH or Insulation: (Optional) Additional layer(s) base insulation FIex!bIe DASH or VersiFleece Flexible DASH DT
CWF-10) Tectum SecurShield Flexible BASHDT | Coverboard: Min. 0.5-inch SecurShield HD, SecurShield HD Pl Flexible DASHDT | 1p (RIBBON, 6-inch | 822
Plank (RIBBON) Coverboard: Min. 0.5-inch SecurShie , SecurShie us (RIBBON) oc) ,
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
Min. 2-inch Flexible DASH or . . - . . Flexible DASH or
i i Insulation: (Optional) Additional | b lat i
CWF-11| Tectum (Sgss'rosz?l)lc"v“" L5-inch VersiCore, | ¢1c5ible DASH DT P d(' oy )16 | i, ayerc:s())sgse . Flexible DASH DT \Tlsg'ﬂeece HydroBond WB 525
Plank (RIBBON) Coverboard: Min. 7/16-inc rais (RIBBON)
Min. 2-inch Flexible DASH or . . . . . Flexible DASH or Flexible DASH
i i Insulation: (Optional) Additional | b lat i ¢
CWF-12| Tectum (Sgss'rosz?l)lc"v“" L5-inch VersiCore, | ¢1c5ible DASH DT P d(' oy )16 oy aye:j(sésgse peuiaton Flexible DASH DT \Tlsg'ﬂeece Flexible DASHDT | -75.0
Plank (RIBBON) Coverbogggighin. 7/16-inc rate (RIBBON) (FULL)
Insulation: (Optional) Additional layer(s) base insulation Flexible DASH
Min. 2-inch (Optional) Min. 1.5-inch VersiCore Flexible DASH or Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA Glass Mat Flexible DASH or VersiFleece Flzz:blz DASH’DT
CWF-13| Tectum ptiona o ! Flexible DASH DT Roof Board or SECUROCK Gypsum-Fiber Roof Board, min. 0.4375- Flexible DASH DT -82.5
SecurShield X . X . TPO (FULL) or
Plank (RIBBON) inch DEXcell Cement Roof Board, Min. 0.5-inch SecurShield HD, (RIBBON) HydroBond WB
SecurShield HD Plus or DuraStorm VSH or Min. 2-inch DuraFaceR
ional itional | insulati in. 0.25-inch DensDeck i
Min. 2-inch Min. 1.5-inch VersiCore, SecurShield | Flexible DASH or (OPtlona ) Additional layer(s) base insulation, min. 0.25-inch DensDec Flexible DASH or . Flex!ble DASH,
] . ) ) Prime, DEXcell FA Glass Mat Roof Board or SECUROCK Gypsum- X VersiFleece Flexible DASH DT
CWEF-14| Tectum and/or min. 1.5-inch SecurShield HD | Flexible DASH DT X R ) Flexible DASH DT -82.5
. Fiber Roof Board, min. 0.4375-inch DEXcell Cement Roof Board or TPO (FULL) or
Plank Composite (RIBBON) ; N . - (RIBBON)
min. 0.5-inch SecurShield HD, SecurShield HD Plus or DuraStorm VSH HydroBond WB
Min. 2-inch . . . .
CWF-15| Tectum Min. 1.0-inch VersiCore, SecurShield | | \<XiPle DASH (Optional) Min. 0.5-inch HP Recovery Board Flexible DASH VersiFleece | Flexible DASH -90.0
(FULL) (FULL) TPO (FULL)
Plank
Min. 2-inch ) . .
CWEF-16| Tectum Min. 1-inch Insulfoam SP FI&gtle DAY None N/A VersiFleece Flexible DASH -90.0
(FULL) TPO (FULL)
Plank
Min. 2-inch . . - . . Flexible DASH
. . . . Flexible DASH Insulation: (Optional) Additional layer(s) base insulation Flexible DASH VersiFleece . !
CWEF-17| Tectum Optional) Min. 1.0-inch VersiCore - Flexible DASH DT -90.0
(Optional) Mi ' ' (FULL) Coverboard: Min. 0.625-inch DensDeck Prime (FULL) TPO
Plank (FULL)
(Optional) Additional layer(s) base insulation, min. 0.25-inch DensDeck Flexible DASH
Min. 2-inch . . . Flexible DASH Prime, DEXcell FA Glass Mat Roof Board or SECUROCK Gypsum- Flexible DASH ) R
Min. 1-inch VersiCore or . . . R . VersiFleece (FULL) or Flexible
CWF-18| Tectum ) (FULL) or Flexible Fiber Roof Board, min. 0.4375-inch DEXcell Cement Roof Board or (FULL) or Flexible -277.5
SecurShield ' ) ! X TPO DASH DT (FULL) or
Plank DASH DT (FULL) min. 0.5-inch SecurShield HD, SecurShield HD Plus or DuraStorm VSH or | DASH DT (FULL) HydroBond WB
min. 1.5-inch SecurShield HD Composite
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TABLE 5A: CEMENTITOUS WOOD FIBER DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16B FOR VAPOR BARRIER OPTIONS.

NEmoO

|etc.e

Base Insulation Layer Top Insulation Layer(s) Roof Cover (Note 15)
System Deck e e MDP
No. (Note 1) Type ac Type ac Type Application (psf)
yp (Notes 6,7,8) yp (Notes 6,7,8) yp pplicatl
Min. 0.25-inch DensDeck Prime,
DEXcell FA Glass Mat Roof Board
Min. 2-inch gr SE;:UR'OCg E;;;qm-:lg:;(Rol?f Flexible DASH VersiFleece {Ilflxljf)li?gigible
CWF-19| Tectum oard, min. U.237>-Inc ce (FULL) or Flexible | None N/A 277.5
Cement Roof Board or min. 0.5- TPO DASH DT (FULL) or
Plank ) ) : DASH DT (FULL)
inch SecurShield HD, SecurShield HydroBond WB
HD Plus or DuraStorm VSH or min.
1.5-inch SecurShield HD Composite

TABLE 58: CEMENTITOUS WOOD FIBER DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

Anchor Sheet Base Insulation Layer Top Insulation Layer(s)
System Deck — Py RO Roof Cover MDP
No. (Note1) | T astener Attach T ac T Ed (Note 15) sf
ype (Note 11) ac ype (Notes 6,7,8) ype (Notes 6,7,8)
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
9-inch o.c. in the 4- Min. 1.5-inch Flexible DASH (Optional) Additional layer(s) base insulation, Flexibl
Min. 2- Trufast Twin- | inch side laps and 18- | VersiCore, FI:i;bIZ DASH ng min. 0.25-inch DensDeck Prime, DEXcell FA DzélH zr VersiWeld / Cav-
CWF-20 inch SureMB | Loc Nails, inch o.c. in two SecurShield and/or (RIBBONS, ~10.5-inch Glass Mat Roof Board or SECUROCK Gypsum- Flexible Grip 3V A/P, -30.0
Tectum G2 Base | min. 1.4-inch staggered rows in min. 1.5-inch - Fiber Roof Board, min. 0.4375-inch DEXcell LVOC-BA or ’
S o.c., atop anchor sheet ’ DASH DT )
Plank embedment the center of the SecurShield HD Cement Roof Board or min. 0.5-inch SecurShield VersiWeld BA
. fastener rows) (RIBBON)
sheet Composite HD, SecurShield HD Plus or DuraStorm VSH
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
9-inch o.c. in the 4- Min. 1.5-inch X (Optional) Additional layer(s) base insulation, X X
Min. 2- Trufast Twin- | inch side laps and 18- | VersiCore, FIex!bIe DASH or min. 0.25-inch DensDeck Prime, DEXcell FA Flexible Versfleece PO /
. R . . ) Flexible DASH DT DASH or Flexible DASH,
inch SureMB | Loc Nails, inch o.c. in two SecurShield and/or . Glass Mat Roof Board or SECUROCK Gypsum- X .
CWEF-21 R ! . R K (RIBBONS, ~10.5-inch . A R Flexible Flexible DASH DT -30.0
Tectum G2 Base | min. 1.4-inch staggered rows in min. 1.5-inch Fiber Roof Board, min. 0.4375-inch DEXcell
Plank embedment the center of the SecurShield HD 0.c., atop anchor sheet C Roof Board i inch hield DASH DT (FULL) or
. fastener rows) ement O(_) oard ar min. 0.5-inch SecurShie (RIBBON) HydroBond WB
sheet Composite HD, SecurShield HD Plus or DuraStorm VSH
TABLE 5c: CEMENTITOUS WOOD FIBER DECKS — NEW CONSTRUCTION orR REROOF (TEAR-OFF)
SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER
System Roof Cover (Note 15)
Deck (Note 1 Primer MDP (psf)
No. {Note 1) Type Attach
CWF-22 Min. 2-inch Tectum Plank None VersiFleece TPO Flexible DASH (RIBBONS 12-inch o.c.) or Flexible DASH DT (RIBBONS 12-inch o.c.) -105.0
CWF-23 Min. 2-inch Tectum Plank None VersiFleece TPO Flexible DASH (FULL) or Flexible DASH DT (FULL) -601.5
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TABLE 6A: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16C FOR VAPOR BARRIER OPTIONS.

NEmoO | etc.e

Deck Base Insulation Layer Top Insulation Layer(s) Roof Cover (Note 15)
SR (Note 1, Not Attach Attach Mpe
No. ote 1, Note ac ac N Sf
1) Type Notes 6.7 8 Type Notes 6.7.8 Type Application (psf)
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
Existing (Optional) Min. 1-inch Flex!ble DASH or Insulation: (Optional) Additional layer(s) base insulation Flex!ble DASH OR . Cav-Grip 3V A/P, LVOC BA
G- sum deck VersiCore, SecurShield Flexible DASH DT C board: Min. 2-inch DuraFaceR MiBNLe DASH DT 7T Versiweld or VersiWeld BA 1575
gyp: ) (RIBBON) overboard: Min. 2-inch DuraFace (RIBBON)
- Flexible DASH or )
G-, | Eisting Min. 2-inch DuraFaceR Flexible DASH DT | None N/A Versiweld | C3V-Grip 3VA/Por -187.5
gypsum deck VersiWeld BA
(RIBBON)
. . . (Optional) Additional layer(s) base insulation, min. 0.25-
Existin gfe?uréf:?eclz Zz;s)g?::;n 15 Flexible DASH or inch DensDeck Prime, DEXcell FA Glass Mat Roof Board or Flexible DASH or Cav-Grip 3V A/P, LVOC BA
G-3. surrg1 deck inch SecurShield HD o Flexible DASH DT | SECUROCK Gypsum-Fiber Roof Board, min. 0.4375-inch Flexible DASH DT | VersiWeld or Versi‘\)NeId BA’ -237.5
gyp . (RIBBON) DEXcell Cement Roof Board or min. 0.5-inch SecurShield (RIBBON)
P HD, SecurShield HD Plus or DuraStorm VSH
- . . Flexible DASH or .
G4 Existing Nominal 0.5-inch Flexible DASH DT | None N/A Versiweld Cav-Grl.p 3V A/P, LVOC BA 3525
gypsum deck DuraStorm VSH or VersiWeld BA
(RIBBON)
Min. 0.25-inch DEXcell FA
- Flexible FAST or .
G5, Existing Glfanss Mat Rqof Board or Flexible FAST DT None N/A Versiweld Cav-Grlhp 3V A/P, LVOC BA 3975
gypsum deck min. 0.4375-inch DEXcell or VersiWeld BA
(RIBBON)
Cement Roof Board
- ) ) ) Flexible DASH or )
G-6. Existing Min. 0.5—|nch'SecurSh|eId Flexible DASH DT | None N/A Versiweld Cav—Grl'p 3V A/P, LVOC BA 4500
gypsum deck HD, SecurSheild HD Plus or VersiWeld BA
(RIBBON)
L Min. 0.25-inch DensDeck Flexible DASH or .
G7. EX'S:L”n‘c’; dec | Prime or SECUROCK Flexible DASH DT | None N/A Versiweld (C)f‘\’/frgl‘\’ig dAéZ’ LVOCBA | 4950
gyp Gypsum-Fiber Roof Board (RIBBON)
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
- Min. L-inch VersiCore, Flexible DAsH or | (OPtional) Additional layer(s) base insulation, min. 0.25- | ¢y 410 pasH o , Flexible DASH or Flexible
Existing SecurShield and/or min. 1.5- . inch DensDeck Prime or SECUROCK Gypsum-Fiber Roof . VersiFleece R
G-8. . . Flexible DASH DT . . . . Flexible DASH DT DASH DT (RIBBON, 12-inch -45.0
gypsum deck inch SecurShield HD Board or min. 0.5-inch SecurShield HD, SecurShield HD TPO
. (RIBBON) (RIBBON) o.c.)
Composite Plus
Existin Min. 0.25-inch DensDeck Flexible DASH or VersiFleece Flexible DASH or Flexible
G-9. s Prime or SECUROCK Flexible DASH DT | None N/A DASH DT (RIBBON, 12-inch -45.0
gypsum deck TPO

Gypsum-Fiber Roof Board

(RIBBON)

o.c.)
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TABLE 6A: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16C FOR VAPOR BARRIER OPTIONS.

NEmoO | etc.e

Deck Base Insulation Layer Top Insulation Layer(s) Roof Cover (Note 15)
System (Note 1, Not Attach Attach ooh
No. ote 1, Note ac ac N Sf
1) Type Notes 6.7 8 Type Notes 6.7.8 Type Application (psf)
Existin (Optional) Min. 1-inch Flexible DASH or Insulation: (Optional) Additional layer(s) base insulation Flexible DASH or VersiFleece Flexible DASH or Flexible
G-10. sung1 deck Verr’siCore Sect.JrShieId Flexible DASH DT | Coverboard: Min. 0.5-inch SecurShield HD, SecurShield HD Flexible DASH DT 0 DASH DT (RIBBON, 6-inch -90.0
Eyp g (RIBBON) Plus (RIBBON) 0.c.)
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
Existing (Optional) Min. 1-inch FIex!bIe DASH or Insulation: (Optional) Additional layer(s) base insulation Flex!ble R\ SH or VersiFleece Flexible DASH or Flexible
G1L sumdeck | VersiCore, SecurShield Flexible DASHDT | | erboard: Min. 2-inch DuraFaceR Flexible DASHDT | 1 DASH DT (FULL) 1575
gyp: 3 (RIBBON) overboard: Min. 2-inch DuraFace (RIBBON)
Flexible DASH or
Existing ) ) ) VersiFleece | Flexible DASH or Flexible
G-12. aypsum deck Min. 2-inch DuraFaceR Flexible DASH DT | None N/A PO DASH DT (FULL) -187.5
(RIBBON)
Min. 1-inch VersiCore (Optional) Additional layer(s) base insulation, min. 0.25-
- . : Flexible DASH or inch DensDeck Prime, DEXcell FA Glass Mat Roof Board or Flexible DASH or . Flexible DASH, Flexible
Existing SecurShield and/or min. 1.5- ) f ; ; ) VersiFleece
G-13. sum deck inch SecurShield HD Flexible DASH DT | SECUROCK Gypsum-Fiber Roof Board, min. 0.4375-inch Flexible DASH DT TP0 DASH DT (FULL) or -237.5
gvp Composite (RIBBON) DEXcell Cement Roof Board or min. 0.5-inch SecurShield (RIBBON) HydroBond WB
s HD, SecurShield HD Plus or DuraStorm VSH
L (Optional) Min. 1-inch . . .
Existing Flexible DASH . . Flexible DASH VersiFleece .
G-14. gypsum deck ?julfoam 1, 11, VIII, 1X, XIV or (FULL) Min. 1-inch Insulfoam SP (FULL) PO Flexible DASH (FULL) -295.0
- . . Flexible DASH or . Flexible DASH, Flexible
G-15. EX'S:'”nf dock g°2'522'r21'5\;'s”:h Flexible DASH DT | None N/A \Tlsg'”eece DASH DT (FULL) or 3525
gypsu Y (RIBBON) HydroBond WB
Existin g;z-sojjt_glszf%i);izlloiA Flexible FAST OR VersiFleece Flexible DASH, Flexible
G-16. e : s Flexible FASTDT | None N/A DASH DT (FULL) or -397.5
gypsum deck min. 0.4375-inch DEXcell (RIBBON) TPO HvdroBond WB
Cement Roof Board 4
- . . . Flexible DASH or . Flexible DASH, Flexible
G-17. EX'S:L”ni dock HM[')"'SZ'CSl;'rrS'EziIS;T_I“[;SF:fS'd Flexible DASH DT | None N/A \T/Fe,g"“eece DASH DT (FULL) or -450.0
gyp ' (RIBBON) HydroBond WB
Existin Min. 0.25-inch DensDeck Flexible DASH or VersiFleece Flexible DASH, Flexible
G-18. sung'l deck Prime or SECUROCK Flexible DASH DT | None N/A TPO DASH DT (FULL) or -495.0
Evp Gypsum-Fiber Roof Board (RIBBON) HydroBond WB
- . . Flexible DASH or Flexible
G-19, | EXisting PremiR+ EVO (FLA6691), N/A None N/A VersiFleece | 1))k DT (FULL, splatter- 9375
gypsum deck spray-applied to 1-inch lift TPO applied)
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TABLE 68: GYPSUM DECKS - REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER
Top Insulation Layer

Base Insulation Layer

NEmoO | etc.e

inch embed.

DuraStorm VSH or min. 1.5-inch SecurShield HD Composite

System Deck Min. MDP
No. (Note 1) Type Fasten (Note 11) ::::‘1:: Witl(\lc:)l;?wal Type N:\ttetsa:: a Roof Cover (Note 1) (psf)
VERSIWELD MEMBRANE APPLICATIONS:
Gyptec Fastener with Gyptec Additional layer(s) min. 1-inch base insulation and/or min. 0.25-inch
Existing Min. 1.5-inch Plate-3” or Lite Deck Fastener 1 per DensDeck Prime, DEXcell FA Glass Mat Roof Board or SECUROCK Flexible DASH or | VersiWeld / Cav-Grip 3V
G-20. | gypsum VersiCore, with Lite Deck Plate. min. 2- 3202 240 Gypsum-Fiber Roof Board, min. 0.4375-inch DEXcell Cement Roof Flexible DASH DT | A/P, LVOC BA or -37.5%
deck SecurShield inch embed ’ ’ Board or min. 0.5-inch SecurShield HD, SecurShield HD Plus or (RIBBON) VersiWeld BA
’ DuraStorm VSH or min. 1.5-inch SecurShield HD Composite
Gyptec Fastener with Gyptec Additional layer(s) min. 1-inch base insulation and/or min. 0.25-inch
Existing Min. 1.5-inch Plate-3” or Lite Deck Fastener 1 per DensDeck Prime, DEXcell FA Glass Mat Roof Board or SECUROCK Flexible DASH or | VersiWeld / Cav-Grip 3V
G-21. | gypsum VersiCore, with Lite Deck Plate. min. 2- 20402 180 Gypsum-Fiber Roof Board, min. 0.4375-inch DEXcell Cement Roof Flexible DASH DT | A/P, LVOC BA or -45.0*
deck SecurShield inch embed ’ Board or min. 0.5-inch SecurShield HD, SecurShield HD Plus or (RIBBON) VersiWeld BA
’ DuraStorm VSH or min. 1.5-inch SecurShield HD Composite
Gyptec Fastener with Gyptec Additional layer(s) min. 1-inch base insulation and/or min. 0.25-inch
Existing Min. 2-inch Plate-3” or Lite Deck Fastener 1 per DensDeck Prime, DEXcell FA Glass Mat Roof Board or SECUROCK Flexible DASH or | VersiWeld / Cav-Grip 3V
G-22. | gypsum VersiCore, with Lite Deck Plate. min. 2- 2.0 fi2 360 Gypsum-Fiber Roof Board, min. 0.4375-inch DEXcell Cement Roof Flexible DASH DT | A/P, LVOC BA or -45.0*
deck SecurShield inch embed ’ Board or min. 0.5-inch SecurShield HD, SecurShield HD Plus or (RIBBON) VersiWeld BA
’ DuraStorm VSH or min. 1.5-inch SecurShield HD Composite
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
- . . Gyptec Fastener with Gyptec . VersiFleece TPO /
G-23. ;:s:';i \’\/AeI:s;ié;)Sr-emCh Plgte-..%” or Lite Deck Fa'stener 1 per 240 Additional layer(s) min. 1.§-inch base insulatAion and/or min.‘O.ZS- E:z::g:: gﬁg: g;_ Flexible DASH or 37.5%
deck SecurShie,Id with Lite Deck Plate, min. 2- 3.2 ft2 inch DensDeck Prime or min. 2-inch SecurShield HD Composite (RIBBON) Flexible DASH DT
inch embed. (RIBBON, 12-inch o.c.)
- . . Gyptec Fastener with Gyptec . VersiFleece TPO /
G-24. E:I’::Lni \,\/Aellr']s:iéz_elmh Plate-3” or Lite Deck Fastener 1 per 180 Additional layer(s) min. 1.5-inch base insulation and/or min. 0.25- E:Z::E:: gﬁ:: ([));' Flexible DASH or 45.0*
deck SecurShie,Id with Lite Deck Plate, min. 2- 2.0 ft2 inch DensDeck Prime or min. 2-inch SecurShield HD Composite (RIBBON) Flexible DASH DT
inch embed. (RIBBON, 12-inch o.c.)
- . . Gyptec Fastener with Gyptec . VersiFleece TPO /
G-25. ::E:Lnri \h;l;:s.ié;:;h Plate-3” or Lite Deck Fastener 1 per 360 Additional layer(s) min. 1.5-inch base insulation and/or min. 0.25- E:Zi:g:z gﬁ:: g;_ Flexible DASH or 45,0
deck Securshield with Lite Deck Plate, min. 2- 4.0 ft2 inch DensDeck Prime or min. 2-inch SecurShield HD Composite (RIBBON) Flexible DASH DT
inch embed. (RIBBON, 12-inch o.c.)
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
Gyptec Fastener with Gyptec Additional layer(s) min. 1-inch base insulation and/or min. 0.25-inch
Existing Min. 1.5-inch Plate-3” or Lite Deck Fastener 1 per DensDeck Prime, DEXcell FA Glass Mat Roof Board or SECUROCK Flexible DASH or | VersiFleece TPO /
G-26. | gypsum VersiCore, with Lite Deck Plate. min. 2- 32 f2 240 Gypsum-Fiber Roof Board, min. 0.4375-inch DEXcell Cement Roof Flexible DASH DT | Flexible DASH or -37.5%
deck SecurShield inch embed ’ \ . Board or min. 0.5-inch SecurShield HD, SecurShield HD Plus or (RIBBON) Flexible DASH DT (FULL)
’ DuraStorm VSH or min. 1.5-inch SecurShield HD Composite
Gyptec Fastener with Gyptec Additional layer(s) min. 1-inch base insulation and/or min. 0.25-inch
Existing Min. 1.5-inch Plate-3” or Lite Deck Fastener 1 per DensDeck Prime, DEXcell FA Glass Mat Roof Board or SECUROCK Flexible DASH or | VersiFleece TPO /
G-27. | gypsum VersiCore, n A ) 180 Gypsum-Fiber Roof Board, min. 0.4375-inch DEXcell Cement Roof Flexible DASH DT | Flexible DASH or -45.0*
deck Securshield | “ith Lite Deck Plate, min. 2- ) 2.0t Board or min. 0.5-inch SecurShield HD, SecurShield HD Plus or (RIBBON) Flexible DASH DT (FULL)
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NEmoO | etc.e
TABLE 68: GYPSUM DECKS - REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer
System Deck Min. MDP
Attach ) Attach Roof Cover (Note 15)
No. (Note 1) (psf)
ote Type Fasten (Note 11) p Wltf(llil;?wﬂ Type N I——
Gvptec Fastener with Gvotec Additional layer(s) min. 1-inch base insulation and/or min. 0.25-inch
Existing Min. 2-inch Pl?t)e%" or Lite Deck FaZther 1 per DensDeck Prime, DEXcell FA Glass Mat Roof Board or SECUROCK Flexible DASH or | VersiFleece TPO /
G-28. | gypsum VersiCore, with Lite Deck Plate. min. 2- 4 gﬂz 360 Gypsum-Fiber Roof Board, min. 0.4375-inch DEXcell Cement Roof Flexible DASH DT | Flexible DASH or -45.0*
deck SecurShield inch embed ’ : ’ Board or min. 0.5-inch SecurShield HD, SecurShield HD Plus or (RIBBON) Flexible DASH DT (FULL)
’ DuraStorm VSH or min. 1.5-inch SecurShield HD Composite
VERSIFLEECE TPO® RL™ APPLICATIONS:
i Insulation: ional) Additional | insulati
Existing Min. 1.5-inch Gyptec"Fastgner with Gyptec nsulation (Opt}ona ) ' dditiona ayer(s) base ms.u atlor? Flexible DASH or
G-29 sum VersiCore Plate-3” or Lite Deck Fastener 1 per 240 Coverboard: Min. 0.5-inch SecurShield HD RL, min. 1.5-inch Flexible DASH DT | VersiFleece RL 37.5%
o EYP L with Lite Deck Plate, min. 2- 3.2 ft2 VersiCore RL or SecurShield RL or min. 2-inch SecurShield HD ’
deck SecurShield . . (RIBBON)
inch embed. Composite RL
i Insulation: ional) Additional | insulati .
Existing Min. 1.5-inch Gyptec"Fastgner with Gyptec nsulation (Optllona ) . dditiona ayer(s) base |n§u atlor? Flexible DASH or
6-30 sum VersiCore Plate-3” or Lite Deck Fastener 1 per 180 Coverboard: Min. 0.5-inch SecurShield HD RL, min. 1.5-inch Flexible DASH DT | VersiFleece RL -45.0%
o 8P - with Lite Deck Plate, min. 2- 2.0ft? VersiCore RL or SecurShield RL or min. 2-inch SecurShield HD '
deck SecurShield . . (RIBBON)
inch embed. Composite RL
Existing Min. 2-inch Gyptec’lFastgner with Gyptec Insulation: (Opt‘ional) Additional Iayer(s) base ins‘ulatior? Flexible DASH or
G-31 sum VersiCore Plate-3” or Lite Deck Fastener 1 per 360 Coverboard: Min. 0.5-inch SecurShield HD RL, min. 1.5-inch Flexible DASH DT | VersiFleece RL -45.0%
o s - with Lite Deck Plate, min. 2- 4.0 ft2 VersiCore RL or SecurShield RL or min. 2-inch SecurShield HD '
deck SecurShield . . (RIBBON)
inch embed. Composite RL

TABLE 6c GYPSUM DECKS - REROOF (TEAR-OFF) oR RECOVER
SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

Top Insulation Layer
System Deck Base Insulation Layer Min. MDP
Roof C Note 15 y
No. (Note 1) (Note 13) Type Fastener (Note 11) bl Withdrawal oof Cover (Note 15) (psf)
Note 17) (|bf)
VERSIWELD MEMBRANE APPLICATIONS:
632 Existing (Optional) One or more Min. 1.5-inch VersiCore, SecurShield | Gyptec Fastener with Gyptec Plate-3” or Lite Deck 1 per 240 VersiWeld / Cav-Grip 3V A/P, 45.0%
" | gypsum deck layers, any combination | or SecurShield HD Composite Fastener with Lite Deck Plate, min. 2-inch embed. 3.2 ft2 LVOC BA or VersiWeld BA '
G-33 Existing (Optional) One or more Min. 1.5-inch VersiCore, SecurShield | Gyptec Fastener with Gyptec Plate-3” or Lite Deck 1 per 180 VersiWeld / Cav-Grip 3V A/P, 45.0%
" | gypsum deck layers, any combination or SecurShield HD Composite Fastener with Lite Deck Plate, min. 2-inch embed. 2.0 ft? LVOC BA or VersiWeld BA '
G-34 Existing (Optional) One or more Min. 2-inch VersiCore, SecurShield Gyptec Fastener with Gyptec Plate-3” or Lite Deck 1 per 360 VersiWeld / Cav-Grip 3V A/P, 45.0*
" | gypsum deck layers, any combination or SecurShield HD Composite Fastener with Lite Deck Plate, min. 2-inch embed. 4.0 ft2 LVOC BA or VersiWeld BA '
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
VersiFl TPO / Flexible DASH
G35 Existing (Optional) One or more Min. 1.5-inch VersiCore, SecurShield | Gyptec Fastener with Gyptec Plate-3” or Lite Deck 1 per 240 ore::SI:exiebeIZeDASH/DT?)I(RIIBSON 37.5*
“| gypsum deck layers, any combination | or SecurShield HD Composite Fastener with Lite Deck Plate, min. 2-inch embed. 3.2 ft? 12-inch o.c) ! '
©ONEMO ETC, LLC P.E. EVALUATION REPORT: 8™ EDITION (2023) FBC NON-HVHZ & 2018 IBC PEER-VRS-003.A.R34 for FL14207-R34 (NON-HVHZ)
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TABLE 6c GYPSUM DECKS - REROOF (TEAR-OFF) oR RECOVER

NEmoO | etc.

®

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

Top Insulation Layer
System Deck Base Insulation Layer Min. MDP
Roof C Note 15
No. (Note 1) (Note 13) Type Fastener (Note 11) Attach Withdrawal oof Cover (Note 15) o
(Note 17) (|bf)
636 Existing (Optional) One or more Min. 1.5-inch VersiCore, SecurShield | Gyptec Fastener with Gyptec Plate-3” or Lite Deck 1 per 180 Zf;slg(lfbﬁzeofs?_l/DI_:I!e()';IIbBI;gNASH 45.0%
" | gypsum deck layers, any combination or SecurShield HD Composite Fastener with Lite Deck Plate, min. 2-inch embed. 2.0 ft2 12-inch 0.c) ! ’
Existing (Optional) One or more Min. 2-inch VersiCore, SecurShield Gyptec Fastener with Gyptec Plate-3” or Lite Deck 1 per VerS|F|§ece TPO / Flexible DASH
G-37. N . . . . k . 360 or Flexible DASH DT (RIBBON, -45.0*
gypsumdeck | layers, any combination | or SecurShield HD Composite Fastener with Lite Deck Plate, min. 2-inch embed. 4.0 ft2 12-inch 0.c.)
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
G-38 Existing (Optional) One or more Min. 1.5-inch VersiCore, SecurShield | Gyptec Fastener with Gyptec Plate-3” or Lite Deck 1 per 240 VersiFleece TPO / Flexible DASH 37.5*
" | gypsum deck layers, any combination | or SecurShield HD Composite Fastener with Lite Deck Plate, min. 2-inch embed. 3.2 ft2 or Flexible DASH DT (FULL) ’
6-39 Existing (Optional) One or more Min. 1.5-inch VersiCore, SecurShield | Gyptec Fastener with Gyptec Plate-3” or Lite Deck 1 per 180 VersiFleece TPO / Flexible DASH _45.0*
* | gypsum deck layers, any combination or SecurShield HD Composite Fastener with Lite Deck Plate, min. 2-inch embed. 2.0 ft2 or Flexible DASH DT (FULL) ’
6-40 Existing (Optional) One or more Min. 2-inch VersiCore, SecurShield Gyptec Fastener with Gyptec Plate-3” or Lite Deck 1 per 360 VersiFleece TPO / Flexible DASH -45.0*
" | gypsum deck layers, any combination | or SecurShield HD Composite Fastener with Lite Deck Plate, min. 2-inch embed. 4.0 ft2 or Flexible DASH DT (FULL) ’
VERSIFLEECE TPO® RL™ APPLICATIONS:
Min. 1.5-inch VersiCore RL or
isti i . . . F ith Plate-3” or Lite Deck 1 .
G-41. Existing (Optional) One ormore SecurShield RL or min. 2-inch Gyptec asFene'r with Gyptec a.te 3 'or tte Dec perz 240 VersiFleece RL -37.5*%
gypsum deck layers, any combination . ) Fastener with Lite Deck Plate, min. 2-inch embed. 3.2 ft
SecurShield HD Composite RL
- . Min. 1.5-inch VersiCore RL or . ” .
G-42. Existing (Optional) One or more SecurShield RL or min. 2-inch Gyptec Fas'.cene.r with Gyptec Pla.te-3 .or Lite Deck 1 per 180 VersiFleece RL _45.0*
gypsum deck layers, any combination . . Fastener with Lite Deck Plate, min. 2-inch embed. 2.0 ft?
SecurShield HD Composite RL
e . Min. 2-inch VersiCore RL, . ” .
G-13. Existing (Optional) One or more SecurShield RL or SecurShield HD Gyptec Fas'.cene.r with Gyptec Pla.te 3 .or Lite Deck 1 per2 360 VersiFleece RL _45.0*
gypsum deck layers, any combination R Fastener with Lite Deck Plate, min. 2-inch embed. 4.0 ft
Composite RL
TABLE 6D: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)
SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER
Syst Roof Cover (Note 15)
ystem Deck (Note 1) Primer MDP (psf)
No. Type Attach
G-44. Existing gypsum deck None VersiFleece TPO Flexible DASH (FULL) -295.0
G-45. Existing gypsum deck None VersiFleece TPO Flexible DASH DT (SPLATTER at 3.5-4.0 Ibs/sq) -717.5
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TABLE 7a: RECOVER APPLICATIONS

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of
the substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Substrate v e P yer(s) e MDP
No. Note 1, Note 12 ac ac jcati sf)A
( Note 12) Type Notes 6.7 8 Type RaPp— Type Application
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
Insulation: (Optional) Additional
layer(s) base insulation
Existing fully-adhered granule-surfaced Coverboard: (Optional) Min. 0.25-inch
asphalt built-up roof (BUR), smooth- Flexible DASH DensDeck Prime, DEXcell FA Glass Flexible DASH Cav-Grip 3V A/P
R1 surfaced asphalt built-up roof (BUR), Min. 1-inch VersiCore, or Flexible Mat Roof Board or SECUROCK or Flexible Versiweld LVOC Bf\ or ! 1675
granule-surfaced APP or SBS modified SecurShield DASH DT Gypsum-Fiber Roof Board, min. DASH DT Versiweld BA ’
bitumen or smooth-surfaced SBS (RIBBON) 0.4375-inch DEXcell Cement Roof (RIBBON)
modified bitumen Board or min. 0.5-inch SecurShield
HD, SecurShield HD Plus or
DuraStorm VSH
Insulation: (Optional) Additional
layer(s) base insulation
Flexible DASH Coverboard:'(OptlonaI) Min. 0.25-inch .
. . X DensDeck Prime, DEXcell FA Glass Flexible DASH .
Existing fully-adhered asphalt built-up Min. 1-inch VersiCore or Flexible Mat Roof Board or SECUROCK or Flexible Cav-Grip 3V A/P,
R-2 | roof (BUR) with flood coat & gravel i ' DASH DT o oot Board or _ VersiWeld | LVOCBA or -167.5
(loose gravel removed) SecurShield (RIBBON, 6-inch Gypsum-Fiber Roof Board, min. DASH DT Versiweld BA
oc) ’ 0.4375-inch DEXcell Cement Roof (RIBBON)
. Board or min. 0.5-inch SecurShield
HD, SecurShield HD Plus or
DuraStorm VSH
Existing fully-adhered granule-surfaced
asphalt built-up roof (BUR), smooth- Flexible DASH Insulation: (Optional) Additional Flexible DASH .
surfaced asphalt built-up roof (BUR), . . . K PR . K Cav-Grip 3V A/P,
o (Optional) Min. 1-inch or Flexible layer(s) base insulation or Flexible .
R-3 granule-surfaced APP or SBS modified . X . R VersiWeld LVOC BA or -145.0
. VersiCore, SecurShield DASH DT Coverboard: Min. 2-inch DuraFaceR DASH DT X
bitumen or smooth-surfaced SBS —_— ) VersiWeld BA
" . (RIBBON) or SecurShield HD Composite (RIBBON)
modified bitumen over structural
concrete deck
Flexible DASH . . .
Insulation: (Optional) Additional i
Existing fully-adhered asphalt built-up Min. 1-inch VersiCore or Flexible Ia :r(s; bas(e i’rJ'nsIuIatit))n ” zLe:;sl?b?:SH Cav-Grip 3V A/P,
R-4 roof (BUR) with flood coat & gravel ‘WA, ! DASH DT Y ) . VersiWeld LVOC BA or -145.0
SecurShield . Coverboard: Min. 2-inch DuraFaceR DASH DT X
(loose gravel removed) (RIBBON, 6-inch | ———— . VersiWeld BA
0.c) or SecurShield HD Composite (RIBBON)
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TABLE 7a: RECOVER APPLICATIONS

NEmoO | etc.e

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of
the substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Substrate v e & yer(s) e MDP
No. Note 1, Note 12 ac ac jcati sf)A
( Note 12) Type Notes 6.7 8 Type RaPp— Type Application
Flexible DASH
Existing fully-adhered asphalt built-up . . or Flexible Cav-Grip 3V A/P,
R-5 roof (BUR) with flood coat & gravel gﬂet]urzs-r:]eclz E'lsriianiei;;e DASH DT None N/A VersiWeld LVOC BA or -145.0
(loose gravel removed) P (RIBBON, 6-inch VersiWeld BA
o.c.)
Min. 0.25-inch DensDeck Prime,
Existing fully-adhered granule-surfaced DEXcell FA Glass Mat Roof
asphalt built-up roof (BUR), smooth- Board or SECUROCK Gypsum- Flexible DASH .
R ) A X Cav-Grip 3V A/P,

R-6 surfaced asphalt built-up roof (BUR), Fiber Roof Board, min. 0.4375- or Flexible None N/A Versiweld LVOC BA or 3025
granule-surfaced APP or SBS modified inch DEXcell Cement Roof Board | DASH DT Versiweld BA ’
bitumen or smooth-surfaced SBS or min. 0.5-inch SecurShield HD, | (RIBBON)
modified bitumen SecurShield HD Plus or

DuraStorm VSH
Min. 0.25-inch DensDeck Prime,
Existing fully-adhered asphalt built-up Fiber Roof Board. min V(F)J 4375- or Flexible Cav-Grip 3V A/P,

R-7 roof (BUR) with flood coat & gravel X ! y DASH DT None N/A VersiWeld LVOC BA or -302.5
(loose gravel removed) inch DEXcell Cement RePboarq (RIBBON, 6-inch VersiWeld BA

& or min. 0.5-inch SecurShield HD, ! !
SecurShield HD Plus or Ny
DuraStorm VSH
Existing fully-adhered asphaltic BUR or Min. 1.5-inch ACFoam I, (Optional) Additional layers of base R Aqua Base 120 or

50 mineral surface cap sheet VersiCore, SecurShield, ENRGY 3 &= insulation 08500 VersiWeld VersiWeld BA 1200

R-9 Exv|st|ng fully-adhered asphaltic BUR or Min. 1.5'—|nch VersiCore, 0B500 ?Optlorjal) Additional layers of base 0B500 Versiweld Cav-Grip 3V A/P 1200
mineral surface cap sheet SecurShield insulation

(Optional) Min. 1.5-inch Insulation: (Optional) Additional
isti - i T layer(s) base insulation
g | DXisting fully-adhered asphaltic BUR or 1y o (o)) Versicore, 0B500 ver(s) : _ 0B500 Versiweld | Adua Base 120 or 1200
mineral surface cap sheet . Coverboard: Min. 0.25-inch DensDeck VersiWeld BA
SecurShield, ENRGY 3 —_—
or DensDeck Prime
) X X Insulation: (Optional) Additional
Existing fully-adhered asphaltic BUR or (Optiggal) big 1.5-inch layer(s) base insulation
R-11 Isting tutly P ACFoam II, VersiCore, 0B500 v : , 0B500 VersiWeld | Cav-Grip 3V A/P -120.0
mineral surface cap sheet . Coverboard: Min. 0.25-inch DensDeck
SecurShield, ENRGY 3 7Prime
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TABLE 7a: RECOVER APPLICATIONS

NEmoO | etc.e

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of
the substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.
Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Substrate v e & yer(s) e MDP
No. Note 1, Note 12 ac ac jcati sf)A
( Note 12) Type Notes 6.7 8 Type RaPp— Type Application
Insulation: (Optional) Additional
Existing fully-adhered asphaltic BUR or (Optional) Min. 1.5-inch IZSZr?s;Obnas(e iislglr:it)an @ Aqua Base 120, Cav-
R-12 mineragl surzace ca sheeF': ACFoam I, VersiCore, 0B500 Cy board: Mib. 0.25-inch 0B500 VersiWeld Grip 3V A/P, LVOCBA | -120.0
P SecurShield, ENRGY 3 soverboard: i, 1.227Inc or Versiweld BA
SECUROCK Gypsum-Fiber Roof Board
VERSIFLEECE TPO MEMBRANE APPLICATIONS (PARTIAL BOND):
Existing fully-adhered granule-surfaced
asphalt built-up roof (BUR), smooth- Flexible DASH Flexible DASH Flexible DASH or
R-13 surfaced asphalt built-up roof (BUR), Min. 1-inch VersiCore, or Flexible (Optional) Additional layer(s) base or Flexible VersiFleece | Flexible DASH DT -45.0
granule-surfaced APP or SBS modified SecurShield DASH DT insulation DASH DT TPO (RIBBON, 12-inch ’
bitumen or smooth-surfaced SBS (RIBBON) (RIBBON) o.c.)
modified bitumen
Existing fully-adhered asphalt built-u oficxble Flexible DASH Flexible DASH or
g y. P P Min. 1-inch VersiCore, (Optional) Additional layer(s) base or Flexible VersiFleece | Flexible DASH DT
R-14 roof (BUR) with flood coat & gravel R DASH DT N R ) -45.0
SecurShield . insulation DASH DT TPO (RIBBON, 12-inch
(loose gravel removed) (RIBBON, 6-inch
(RIBBON) o.c.)
o.c.)
Insulation: (Optional) Additional
Existing fully-adhered granule-surfaced ms(e i’;slulati())n ”
asphalt built-up roof (BUR), smooth- Flexible DASH Cy board: Min. 0.25-inch DensDeck Flexible DASH Flexible DASH or
R-15 surfaced asphalt built-up roof (BUR), (Optional) Min. 1-inch or Flexible 7P9ver OaSrE(.:UR”(]).CK. G -inc E_rl]: ec or Flexible VersiFleece | Flexible DASH DT 45.0
granule-surfaced APP or SBS modified VersiCore, SecurShield DASH DT rime or - y;?sum— foer DASH DT TPO (RIBBON, 12-inch ’
. Roof Board or min. 0.5-inch
bitumen or smooth-surfaced SBS (RIBBON) X i (RIBBON) o.c.)
. . SecurShield HD or SecurShield HD
modified bitumen
Plus
Insulation: (Optional) Additional
i | base insulati
N ' F|eXIb|('3 DASH ayer(s) base |n.su a |0n. Flexible DASH Flexible DASH or
Existing fully-adhered asphalt built-up . . . or Flexible Coverboard: Min. 0.25-inch DensDeck X . .
. Min. 1-inch VersiCore, ——— . or Flexible VersiFleece | Flexible DASH DT
R-16 roof (BUR) with flood coat & gravel . DASH DT Prime or SECUROCK Gypsum-Fiber . -45.0
SecurShield . - ) DASH DT TPO (RIBBON, 12-inch
(loose gravel removed) (RIBBON, 6-inch | Roof Board or min. 0.5-inch (RIBBON) o.c.)
o.c.) SecurShield HD or SecurShield HD -
Plus
Min. 0.25-inch DensDeck Prime Flexible DASH Flexible DASH or
Existing fully-adhered asphalt built-up or SECUROCK Gypsum-Fiber or Flexible VersiFleece | Flexible DASH DT
R-17 roof (BUR) with flood coat & gravel Roof Board or min. 0.5-inch DASH DT None N/A PO (RIBBON, 12-inch -45.0
(loose gravel removed) SecurShield HD or SecurShield (RIBBON, 6-inch 0c) !
HD Plus o.c.) -
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NEmoO | etc.e

TABLE 7a: RECOVER APPLICATIONS
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of
the substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.
Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Substrate v e P yer(s) e MDP
No. Note 1, Note 12 ac ac icati sf) A
( , Note 12) Type Notes 6.7 8 Type RaPp— Type Application
Existing fuI.Iy-adhered granule-surfaced . Insulation: (Optional) Additional .
asphalt built-up roof (BUR), smooth- Flexible DASH TR . Flexible DASH .
. . i . N layer(s) base insulation X . Flexible DASH or
surfaced asphalt built-up roof (BUR), (Optional) Min. 1-inch or Flexible . . or Flexible VersiFleece .
R-18 i, . A Coverboard: Min. 0.5-inch Flexible DASH DT -90.0
granule-surfaced APP or SBS modified VersiCore, SecurShield DASH DT m HBL'S Shield HD PI DASH DT TPO (RIBBON, 6-inch o.c.)
bitumen or smooth-surfaced SBS (RIBBON) ecursnield Mg G Y| (riBBON) ' -
o . or DuraStorm VSH
modified bitumen
i Insulation: ional) Additional
o . FIembIg DASH nsulation (O.ptlona.) dditiona Flexible DASH .
Existing fully-adhered asphalt built-up Min. 1-inch VersiCore or Flexible layer(s) base insulation or Flexible VersiFleece Flexible DASH or
R-19 roof (BUR) with flood coat & gravel Secmirshield ! DASH DT Coverboard: Min. 0.5-inch DASH DT P0 Flexible DASH DT -90.0
(loose gravel removed) (RIBBON, 6-inch | SecurShield HD, SecurShield HD Plus (RIBBON, 6-inch o.c.)
(RIBBON)
o.c.) or DuraStorm VSH
Flexible DASH
Existing fully-adhered asphalt built-up Min. 0.5-inch SecurShield HD, or Flexible VersiFleece Flexible DASH or
R-20 roof (BUR) with flood coat & gravel SecurShield HD Plus or DASH DT None N/A PO Flexible DASH DT -90.0
(loose gravel removed) DuraStorm VSH (RIBBON, 6-inch (RIBBON, 6-inch o.c.)
o.c.)
Existing fully-adhered granule-surfaced
asphalt built-up roof (BUR), smooth- Flexible DASH Insulation: (Optional) Additional Flexible DASH Flexible DASH or
R-21 surfaced asphalt built-up roof (BUR), (Optional) Min. 1-inch or Flexible layer(s) base insulation or Flexible VersiFleece | Flexible DASH DT 45.0
granule-surfaced APP or SBS modified VersiCore, SecurShield DASH DT Coverboard: Min. 1.5-inch DASH DT TPO (RIBBON, 12-inch :
bitumen or smooth-surfaced SBS (RIBBON) SecurShield HD Composite (RIBBON) o.c.)
modified bitumen
o ' FI@ible DASH Insulation: (Optional) Additional Flexible DASH Flexible DASH or
Existing fully-adhered asphalt built-up / . . or Flexible h ) ) . .
R-22 roof (BUR) with flood coat & gravel Min. 1-inch VersiCore, DASH DT layer(s) base insulation or Flexible VersiFleece | Flexible DASH DT -45.0
g SecurShield . Coverboard: Min. 1.5-inch DASH DT TPO (RIBBON, 12-inch '
(loose gravel removed) (RIBBON, 6-inch | =————— _
0.c) SecurShield HD Composite (RIBBON) o.c.)
Existing fully-adhered asphalt built-up zlf:;:l?b?:SH Flexible DASH or
R-23 roof (BUR) with flood coat & gravel Min. 1.5.—|nch SecurShield HD DASH DT None N/A VersiFleece | Flexible DASH DT 450
Composite . TPO (RIBBON, 12-inch
(loose gravel removed) (RIBBON, 6-inch 0c)
o.c.) -
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
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TABLE 7a: RECOVER APPLICATIONS

NEmoO | etc.e

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of
the substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.
System ST Base Insulation Layer prremn Top Insulation Layer(s) —— Roof Cover (Note 15) MDP
. . A
No. (Note 1, Note 12) Type Notes 6.7 8 Type Notes 6.7 8 Type Application sf
Insulation: (Optional) Additional
layer(s) base insulation
Existing fully-adhered granule-surfaced Coverboard: (Optional) Min. 0.25-inch
asphalt built-up roof (BUR), smooth- Flexible DASH DensDeck Prime, DEXcell FA Glass Flexible DASH Flexible DASH or
R-24 surfaced asphalt built-up roof (BUR), Min. 1-inch VersiCore, or Flexible Mat Roof Board or SECUROCK or Flexible VersiFleece | Flexible DASH DT 1675
granule-surfaced APP or SBS modified SecurShield DASH DT Gypsum-Fiber Roof Board, min. DASH DT TPO (FULL) or HydroBond ’
bitumen or smooth-surfaced SBS (RIBBON) 0.4375-inch DEXcell Cement Roof (RIBBON) WB
modified bitumen Board or min. 0.5-inch SecurShield
HD, SecurShield HD Plus or
DuraStorm VSH
Insulation: (Optional) Additional
layer(s) base insulation
. Coverboard: (Optional) Min. 0.25-inch
Existing fully-adhered asphalt built-up . . . 2‘f:::l?b|l3:5H DensDe{@ighe, DEXcell FA Glass FIeXibI? DASH . Flexible DASH or
. Min. 1-inch VersiCore, Mat Roof Board or SECUROCK or Flexible VersiFleece Flexible DASH DT
R-25 roof (BUR) with flood coat & gravel R DASH DT X . -167.5
(loose gravel removed) SecurShield (RIBBON, 6-inch Gypsum.—F|ber Roof Board, min. DASH DT TPO (FULL) or HydroBond
, N 0.4375-inch DEXcell Cement Roof (RIBBON) WB
Board or min. 0.5-inch SecurShield
HD, SecurShield HD Plus or
DuraStorm VSH
Existing fully-adhered granule-surfaced
asphalt built-up roof (BUR), smooth- Flexible DASH Insulation: (Optional) Additional Flexible DASH Flexible DASH or
R-26 surfaced asphalt built-up roof (BUR), (Optional) Min. 1-inch or Flexible layer(s) base insulation or Flexible VersiFleece | Flexible DASH DT 1450
granule-surfaced APP or SBS modified VersiCore, SecurShield DASH DT Coverboard: Min. 2-inch DuraFaceR DASH DT TPO (FULL) or HydroBond '
bitumen or smooth-surfaced SBS (RIBBON) or SecurShield HD Composite (RIBBON) WB
modified bitumen
N _ Flexible DASH | ¢\ Jation: (Optional) Additional Flexible DASH Flexible DASH or
Existing fully-adhered asphalt built-up . . . or Flexible K . X . .
R-27 roof (BUR) with flood coat & gravel Min. 1—|r'1ch VersiCore, DASH DT layer(s) base |nj<,u|at|.on or Flexible VersiFleece | Flexible DASH DT 1450
(loose gravel removed) SecurShield (RIBBON, 6-inch M: Min. 2-inch Dl'JraFaceR DASH DT TPO (FULL) or HydroBond
0.c) or SecurShield HD Composite (RIBBON) WB
Flexible DASH .
Existing fully-adhered asphalt built-up . Y or Flexible . Flex!ble DASH or
R-28 | roof (BUR) with flood coat & gravel MRl 2-IFich DuraFaceR or DASH DT None N/A VersiFleece | Flexible DASH DT -145.0
SecurShield HD Composite . TPO (FULL) or HydroBond
(loose gravel removed) (RIBBON, 6-inch WB
o.c.)
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TABLE 7a: RECOVER APPLICATIONS

NEmoO | etc.e

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of
the substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

(loose gravel removed)

(RIBBON, 6-inch
o.c.)

Base Insulation Layer Top Insulation Layer(s Roof Cover (Note 15)
System Substrate v e P yer(s) e MDP
No. Note 1, Note 12 ac ac jcati sf)A
( Note 12) Type Notes 6.7 8 Type RaPp— Type Application
Min. 0.25-inch DensDeck Prime,
Existing fully-adhered granule-surfaced DEXcell FA Glass Mat Roof
asphalt built-up roof (BUR), smooth- Board or SECUROCK Gypsum- Flexible DASH Flexible DASH or
R-29 surfaced asphalt built-up roof (BUR), Fiber Roof Board, min. 0.4375- or Flexible None N/A VersiFleece | Flexible DASH DT 3025
granule-surfaced APP or SBS modified inch DEXcell Cement Roof Board | DASH DT TPO (FULL) or HydroBond ’
bitumen or smooth-surfaced SBS or min. 0.5-inch SecurShield HD, | (RIBBON) WB
modified bitumen SecurShield HD Plus or
DuraStorm VSH
Min. 0.25-inch DensDeck Prime,
DEXcell FA Glass Mat Roof .
Existing fully-adhered asphalt built-up Board or SECUROCK Gypsum- (F)lre:II:J(?bIIJeASH Flexible DASH or
R-30 roof (BUR) with flood coat & gravel Flber Roof Board, min. 0.4375- DASH DT None N/A VersiFleece | Flexible DASH DT 3025
(loose gravel removed) inch DEXcell Cement Roof Board (RIBBON, 6-inch TPO (FULL) or HydroBond
or min. 0.5-inch SecurShield HD, o) ! WB
SecurShield HD Plus or "
DuraStorm VSH
VERSIFLEECE RL™ APPLICATIONS:
Existing fully-adhered granule-surfaced
asphalt built-up roof (BUR), smooth- Flexible DASH Insulation: (Optional) Additional Flexible DASH
. ) in i ) laver(s) base insulati )
R-31 surfaced asphalt built-up roof (BUVR.), (Optfonal) Min. 1 |r.|ch or Flexible ayer(s) base mts,u atlor.1 . or Flexible VersiFleece RL™ 1425
granule-surfaced APP or SBS modified VersiCore, SecurShield DASH DT Coverboard: Min. 2.0-inch VersiCore DASH DT
bitumen or smooth-surfaced SBS (RIBBON) RL (RIBBON)
modified bitumen
e X FIembIg DASH Insulation: (Optional) Additional Flexible DASH
Existing fully-adhered asphalt built-up Min. 1-inch VersiCore or Flexible 7Ia er(s) base insulation or Flexible
R-32 roof (BUR) with flood coat & gravel - ! DASH DT Y . . . VersiFleece RL™ -142.5
SecurShield . Coverboard: Min. 2.0-inch VersiCore DASH DT
(loose gravel removed) (RIBBON, 6-inch | =—————
RL (RIBBON)
o.c.)
Flexible DASH
Existing fully-adhered asphalt built-up or Flexible
R-33 roof (BUR) with flood coat & gravel Min. 2.0-inch VersiCore RL DASH DT None N/A VersiFleece RL™ -142.5
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TABLE 78: RECOVER APPLICATIONS

NEmoO | etc.e

SYSTEM TYPE A-1: BONDED INSULATION, BONDED BASE PLY, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of
the substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

(loose gravel removed)

Fiber Roof Board

(RIBBON, 6-inch
o.c.)

applied

Base Insulation Layer Top Insulation Layer(s) L
System Substrate Note 15 MDP
No. (Note 1, Note 12) T Attach T Attach o Applicati (psf)*
ype (Notes 6,7,8) ype (Notes 6,7,8) ase pplication
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
EXIS;"E ;;uI.Il\t/—adherefd(g[JaRr;ule—surIaced Insulation: (Optional) Additional Versifl %0/
:z‘r)faied :ls huaﬁtrk())l(jilt-u r('J(i:q((I;CL)JR) (Optional) Min. 1.5- Flexible DASH or layer(s) base insulation Flexible DASH or SureMB 90TG or Fli:(siIbI:T)C:SH or
R-34 o P " | inch VersiCore, Flexible DASH DT | Coverboard: Min. 0.5-inch DensDeck | Flexible DASH DT | 120TG / torch- ; -165.0
granule-surfaced APP or SBS modified SecurShield (RIBBON) ﬁCUROCK e Fib (RIBBON) lied Flexible DASH DT
bitumen or smooth-surfaced SBS ecurshie rime or ypsum-Hiber applie (FULL)
. . Roof Board
modified bitumen
Flexible DASH or Insulation: (Optional) Additional VersiFl 0/
Existing fully-adhered asphalt built-up ) ) ex! € ° layer(s) base insulation Flexible DASH or | SureMB 90TG or € S.I eece
. Min. 1.5-inch Flexible DASH DT . . . Flexible DASH or
R-35 roof (BUR) with flood coat & gravel . . R Coverboard: Min. 0.5-inch DensDeck Flexible DASH DT | 120TG/ torch- X -165.0
VersiCore, SecurShield (RIBBON, 6-inch - — . . Flexible DASH DT
(loose gravel removed) Prime or SECUROCK Gypsum-Fiber (RIBBON) applied
o.c.) (FULL)
Roof Board
Existing fully-adhered asphalt built-up Min. O'S-mCh FIex!bIe T or SureMB 90TG or Vers.lFIeece PO/
R-36 roof (BUR) with flood coat & gravel DensDeck Prime or Flexible [@SH DT Non N/A 120TG/ torch- Flexible DASH or -165.0
(Io0se gravel removed) & SECUROCK Gypsum- | (RIBBON, 6-inch one woliod Flexible DASH DT :
& Fiber Roof Board o.c.) pp (FULL)
VERSIFLEECE AC TPO MEMBRANE APPLICATIONS:
Existing fully-adhered granule-surfaced
ilt- - Insulation: (Optional) Additional
asphalt built-up r°°.f (BUR), smooth L : Flexible DASH or | ediauon ( P 'Ona.) tiona Flexible DASH or | SureMB 90TG or )
surfaced asphalt built-up roof (BUR), Min. 1-inch VersiCore, . layer(s) base insulation X VersiFleece AC TPO /
R-37 o . Flexible DASH DT . . Flexible DASH DT | 120TG/ torch- -157.5
granule-surfaced APP or SBS modified SecurShield Coverboard: Min. 0.25-inch SECUROCK . V-CAA or hot asphalt
. (RIBBON) - (RIBBON) applied
bitumen or smooth-surfaced SBS Gypsum-Fiber Roof Board
modified bitumen
i Insulation: (Optional) Additional
Existing fully-adhered asphalt built-up . ) . FIex!bIe DASHor | Insulation: ( .p .) Flexible DASH or SureMB 90TG or .
. Min. 1-inch VersiCore, Flexible DASH DT | layer(s) base insulation . VersiFleece ACTPO /
R-38 roof (BUR) with flood coat & gravel . R . . Flexible DASH DT | 120TG/ torch- -157.5
SecurShield (RIBBON, 6-inch Coverboard: Min. 0.25-inch SECUROCK . V-CAA or hot asphalt
(loose gravel removed) —— (RIBBON) applied
o.c.) Gypsum-Fiber Roof Board
Flexible DASH or
Existing fully-adhered asphalt built-up Min. 0.25-inch . SureMB 90TG or .
R-39 | roof (BUR) with flood coat & gravel SECUROCK Gypsum- | |eXibIe DASHDT |\ N/A 1207G / torch- | VersiFleece ACTPO/ 1 ;o) o

V-CAA or hot asphalt
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NEmoO | etc.e
TABLE 78: RECOVER APPLICATIONS

SYSTEM TYPE A-1: BONDED INSULATION, BONDED BASE PLY, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of
the substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.
Roof Cover
Base Insulation Layer Top Insulation Layer(s
System Substrate v P ver(s) (Note 15) MDP
No. (Note 1, Note 12) o Attach o Attach 2 Anplicati (psf)A
ype (Notes 6,7,8) ype (Notes 6,7,8) ase pplication
Existing fully-adhered granule-surfaced
ilt- - Insulation: (Optional) Additional
asphalt built-up roo.f (BUR), smooth L ) Flexible DASH or | oodation ( P 'Ona.) " Flexible DASH or | SureMB 90TG or )
surfaced asphalt built-up roof (BUR), Min. 1-inch VersiCore, . layer(s) base insulation X VersiFleece AC TPO /
R-40 e . Flexible DASH DT . . Flexible DASH DT | 120TG/ torch- -167.5
granule-surfaced APP or SBS modified SecurShield Coverboard: Min. 0.25-inch DensDeck . V-CAA or hot asphalt
) (RIBBON) == eees (RIBBON) applied
bitumen or smooth-surfaced SBS Prime
modified bitumen
i Insulation: (Optional) Additional
Existing fully-adhered asphalt built-up . ) . FIex!bIe DASHor | Insulation: .p .) Flexible DASH or SureMB 90TG or .
. Min. 1-inch VersiCore, Flexible DASH DT | layer(s) base insulation . VersiFleece ACTPO /
R-41 roof (BUR) with flood coat & gravel . R . . Flexible DASH DT | 120TG/ torch- -167.5
SecurShield (RIBBON, 6-inch Coverboard: Min. 0.25-inch DensDeck i V-CAA or hot asphalt
(loose gravel removed) T (RIBBON) applied
o.c.) Prime
Existing fully-adhered granule-surfaced
asphalt built-up roof (BUR), smooth- .
surfaced asphalt built-up roof (BUR), | Min. 0.25-inch Flexible DASH{or SureMBS0TG or | |/ Gifleece ACTPO /
R-42 o . Flexible DASH DT | None N/A 120TG/ torch- -202.5
granule-surfaced APP or SBS modified DensDeck Prime (RIBBON) applied V-CAA or hot asphalt
bitumen or smooth-surfaced SBS PP
modified bitumen
e . Flexible DASH or
743 | root (BOR) with flood cont &egrovel | Min 025nch Flexble DASH DT |y N/A 15076 torch | VersFleece ACTPO/ | 0, ¢
g DensDeck Prime (RIBBON, 6-inch . V-CAA or hot asphalt ’
(loose gravel removed) 0c) applied
Min. 1.5-inch Insulation: (Optional) Additional
R-44 Existing fullv-adhered haltic BUR VersiCore, SecurShield 0B500 layer(s) base ii)]sulation 0OB500 i;gﬁ_’g?iﬁ:ﬁhor VersiFleece ACTPO / 105.0
Xisting Tully-adhered asphaltic or min. 2-inch Coverboard: Min. 0.25-inch SECUROCK anplied V-CAA or hot asphalt ’
Insulfoam I or VIII Gypsum-Fiber Roof Board PP
in. 1.5-i Insulation: (Optional) Additional
\l\//IeI:siéoi;nEZCurShield Iay:r(s; bas(e i’r)15|ulatit)3n " SureMB 30TG or VersiFleece ACTPO /
. isti - i ’ 12 - -120.
i) Existing fully-adhered asphaltic BUR or min. 2-inch 0B500 Coverboard: Min. 0.25-inch DensDeck 0B500 3 O;Sd/ torch V-CAA or hot asphalt 1200
Insulfoam | or VIII Prime PP
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TABLE 7c: STEEL - RECOVER

SYSTEM TYPE C-2: PLATE-BONDED ROOF COVER
All areas where the existing metal panels do not lay flush on the underlying purlin shall have a 0.25-inch diameter pilot hole pre-drilled into the panel prior to driving the Purlin Fastener into the purlin

NEmoO | etc.e

i Attachment
System Substrate Insulation Layer : Roof Cover (Note 158 MDP
No. (Note 1) (Note 5) Fastener (Note 11) Spacing sf
RHINOBOND SYSTEMS:
E;::lcr;gvztrasnhda:\r/]ise:wm olr;ar;s?grgsr:;tizlcm One or more layers, any | Versico Purlin Fastener or RetroDriller Fastener 18-inch o.c. in VersiWeld (minimum 60-mil) or VersiWeld
R-46 K g . ga- . combination, with RhinoBond Plate-TPO are fastened through to L Plus induction welded with RhinoBond tool -30.0
to max. 3/16-inch thick steel purlins spaced N . rows 60-inch o.c. ) .
N preliminarily fastened purlins per manufacturer’s instructions.
max. 60-inch o.c.
E::)sftlcr:)gvztrznhdz;\r:iseni:\ o{;azsﬁggsggtiilch) One or more layers, any | Versico Purlin Fastener or RetroDriller Fastener 12-inch o.c VersiWeld (minimum 60-mil) or Versiweld
R-47 . e . ga. . combination, with RhinoBond Plate-TPO are fastened through to - Plus induction welded with RhinoBond tool -30.0
to max. 3/16-inch thick steel purlins spaced N . along purlins , .
. preliminarily fastened purlins per manufacturer’s instructions.
max. 120-inch o.c.
Existi i | |
xisting standlng sea’.“ or’ap seam met.a One or more layers, any | Versico Purlin Fastener or RetroDriller Fastener . VersiWeld or VersiWeld Plus induction
roof covers having min. 16 ga. (0.0598-inch) L ) . 6-inch o.c. along . .
R-48 R . ) combination, with RhinoBond Plate-TPO are fastened through to X welded with RhinoBond tool per -37.5
to max. 3/16-inch thick steel purlins spaced N . purlins , R
. preliminarily fastened purlins manufacturer’s instructions.
max. 120-inch o.c.
Existi i | |
xisting standlng sea’.“ or’ap seam met.a One or more layers, any | Versico Purlin Fastener or RetroDriller Fastener . VersiWeld or VersiWeld Plus induction
roof covers having min. 16 ga. (0.0598-inch) L ) > 12-inch o.c. . -
R-49 X . . combination, with RhinoBond Plate-TPO are fastened through to X welded with RhinoBond tool per -37.5
to max. 3/16-inch thick steel purlins spaced L y along purlins . .
. preliminarily fastened purlins manufacturer’s instructions.
max. 60-inch o.c.
E;E:lcr;gvzasnhdalca%niri: Oislazs?g?;;;ilch) One or more layers, any | Versico Purlin Fastener or RetroDriller Fastener 12-inch o.c VersiWeld (minimum 60-mil) or VersiWeld
R-50 X s L ga- . combination, with RhinoBond Plate-TPO are fastened through to o Plus induction welded with RhinoBond tool -45.0
to max. 3/16-inch thick steel purlins spaced L . along purlins , .
. preliminarily fastened purlins per manufacturer’s instructions.
max. 60-inch o.c.
S;E:'cr;gvzznhda'cignse;?; olrslazs?ggsr;;tizlch) One or more layers, any | Versico Purlin Fastener or RetroDriller Fastener 6-inch o.c. alon VersiWeld (minimum 60-mil) or Versiweld
R-51 . g . ga. . combination, with RhinoBond Plate-TPO are fastened through to € | Plus induction welded with RhinoBond tool -52.5
to max. 3/16-inch thick steel purlins spaced L . purlins , . .
. preliminarily fastened purlins per manufacturer’s instructions.
max. 120-inch o.c.
S;E:'cr;gvzznhda'cignse;?; olrslazs?ggqsr;;tiilch) One or more layers, any | Versico Purlin Fastener or RetroDriller Fastener 6-inch o.c. alon VersiWeld or VersiWeld Plus induction
R-52 R e . ga. . combination, with RhinoBond Plate-TPO are fastened through to € | welded with RhinoBond tool per -67.5
to max. 3/16-inch thick steel purlins spaced . A . purlins . .
. preliminarily fastened purlins manufacturer’s instructions.
max. 60-inch o.c.
ISOWELD INDUCTION WELDING SYSTEM:
Existing standing seam or lap seam metal roof One or more layers, any Dekfast DF-#12-PC-SQ3 with Carlisle isoweld TPO 12-inch o.c VersiWeld or VersiWeld Plus induction
R-53 covers having min. 16 gauge (0.0598 inch), 50 combination, Plate or SFS isoweld F1-P-6.8-TPO Plate are - welded with SFS isoweld® 3000 stand-up -37.5
: N \ . A . along purlins
ksi steel purlins spaced max. 60-inch o.c. preliminarily fastened fastened through to purlins tool.
Existing standing seam or lap seam metal roof One or more layers, any Dekfast DF-#12-PC-SQ3 with Carlisle isoweld TPO 6-inch o.c. alon VersiWeld or VersiWeld Plus induction
R-54 covers having min. 16 gauge (0.0598 inch), 50 combination, Plate or SFS isoweld F1-P-6.8-TPO Plate are ur'lir'15 g welded with SFS isoweld® 3000 stand-up -37.5
ksi steel purlins spaced max. 120-inch o.c. preliminarily fastened fastened through to purlins P tool.
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SYSTEM TYPE C-2: PLATE-BONDED ROOF COVER
All areas where the existing metal panels do not lay flush on the underlying purlin shall have a 0.25-inch diameter pilot hole pre-drilled into the panel prior to driving the Purlin Fastener into the purlin

TABLE 7c: STEEL - RECOVER

NEmMO | etc.e

i Attachment
System Substrate Insulation Layer : Roof Cover (Note 158) MDP

No. (Note 1) (Note 5) Fastener (Note 11) Spacing (psf)
Existing standing seam or lap seam metal roof One or more layers, any | Dekfast DF-#12-PC-SQ3 with Carlisle isoweld TPO 12-inch o.c VersiWeld (minimum 60-mil) or VersiWeld

R-55 covers having min. 16 gauge (0.0598 inch), 50 combination, Plate or SFS isoweld F1-P-6.8-TPO Plate are alon urllin.s Plus induction welded with SFS isoweld® -45.0
ksi steel purlins spaced max. 60-inch o.c. preliminarily fastened fastened through to purlins gp 3000 stand-up tool.
Existing standing seam or lap seam metal roof One or more layers, any Dekfast DF-#12-PC-SQ3 with Carlisle isoweld TPO 6-inch o.c. alon VersiWeld or VersiWeld Plus induction

R-56 covers having min. 16 gauge (0.0598 inch), 50 combination, Plate or SFS isoweld F1-P-6.8-TPO Plate are I ) g welded with SFS isoweld® 3000 stand-up -90.0
ksi steel purlins spaced max. 60-inch o.c. preliminarily fastened fastened through to purlins purtins tool.

All areas where the existing metal panels do not lay flush on the underlying purlin shall have a 0.25-inch diameter pilot hole pre-drilled into the panel prior to driving the Purlin Fastener into the purlin

TABLE 7p: STEEL-RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER

Insulation Roof Cover (Note 15A) e
System No. Deck (Note 1) Attach
sf
Type Note 5 Membrane Fastener (Note 11) Attachment (psf)
Existing standing seam or lap seam metal roof covers One or more Prelim Versiweld or Versico Purlin Fastener or 12-inch o.c. within 5.5-inch wide laps spaced
R-57 having min. 16 ga. (0.0598-inch) to max. 3/16-inch layers, any attach. Versiweld Plus RetroDriller Fastener with max. 138.5-inch o.c. to engage steel purlin. -30.0
thick steel purlins spaced max. 138.5-inch o.c. combination HPV-X Plate Laps sealed with 1.5-inch heat weld.
Existing standing seam or lap seam metal roof covers One or more prelim Versiweld or Versico Purlin Fastener or 12-inch o.c. within 5.5-inch wide laps spaced
R-58 having min. 16 ga. (0.0598-inch) to max. 3/16-inch layers, any attach. Versiweld Plus RetroDriller Fastener with max. 115-inch o.c. to engage steel purlin. -45.0
thick steel purlins spaced max. 115-inch o.c. combination HPV-X Plate Laps sealed with 1.5-inch heat weld.
Existing standing seam or lap seam metal roof covers One or more Prelim Versiweld or Versico Purlin Fastener or 12-inch o.c. within 5.5-inch wide laps spaced
R-59 having min. 16 ga. (0.0598-inch) to max. 3/16-inch layers, any attach‘ Versiweld Plus RetroDriller Fastener with max. 54.5-inch o.c. to engage steel purlin. -60.0
thick steel purlins spaced max. 54.5-inch o.c. combination HPV-X Plate Laps sealed with 1.5-inch heat weld.
Existing standing seam or lap seam metal roof covers One or more prelim Versiweld or Versico Purlin Fastener or 6-inch o.c. within 5.5-inch wide laps spaced
R-60 having min. 16 ga. (0.0598-inch) to max. 3/16-inch layers, any attach‘ Versiweld Plus RetroDriller Fastener with max. 138.5-inch o.c. to engage steel purlin. -60.0
thick steel purlins spaced max. 138.5-inch o.c. combination HPV-X Plate Laps sealed with 1.5-inch heat weld.
Existing standing seam or lap seam metal roof covers One or more . . Versico Purlin Fastener or 6-inch o.c. within 5.5-inch wide laps spaced
R ) R R Prelim. VersiWeld or X . . R
R-61 having min. 16 ga. (0.0598-inch) to max. 3/16-inch layers, any attach Versiweld Plus RetroDriller Fastener with max. 90.5-inch o.c. to engage steel purlin. -67.5
thick steel purlins spaced max. 90.5-inch o.c. combination HPV-X Plate Laps sealed with 1.5-inch heat weld.
Existing standing seam or lap seam metal roof covers One or more prelim Versiweld or Versico Purlin Fastener or 9-inch o.c. within 5.5-inch wide laps spaced
R-62 having min. 16 ga. (0.0598-inch) to max. 3/16-inch layers, any attach' Versiweld Plus RetroDriller Fastener with max. 54.5-inch o.c. to engage steel purlin. -75.0
thick steel purlins spaced max. 54.5-inch o.c. combination HPV-X Plate Laps sealed with 1.5-inch heat weld.
Existing standing seam or lap seam metal roof covers One or more . . Versico Purlin Fastener or 6-inch o.c. within 5.5-inch wide laps spaced
R . R R Prelim. VersiWeld or . . . K
R-63 having min. 16 ga. (0.0598-inch) to max. 3/16-inch layers, any attach Versiweld Plus RetroDriller Fastener with max. 54.5-inch o.c. to engage steel purlin. -90.0
thick steel purlins spaced max. 54.5-inch o.c. combination HPV-X Plate Laps sealed with 1.5-inch heat weld.
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TABLE 7e: STEEL—RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER (RUSS STRIPS)
All areas where the existing metal panels do not lay flush on the underlying purlin shall have a 0.25-inch diameter pilot hole pre-drilled into the panel prior to driving the Purlin Fastener into the purlin

NEmoO | etc.e

Insulation Roof Cover (Note 15A)
System Deck (Note 1) MbP
No. Type LT Membrane Fastener (Note 11) Attachment sf
(Note 5)
Existing standing seam or lap VersiWeld TPO 10-inch Pressure-Sensitive RUSS strips are applied over the
seam metal roof covers having One or more prelim VersiWeld, Versico Purlin Fastener or insulation spaced 138-inch o.c. The plates are centered over each strip and
R-64 min. 16 ga. (0.0598-inch) to max. layers, any ) VersiWeld HS or RetroDriller Fastener with fastened 6-inch o.c. to engage the purlin. Roof cover adhered to each strip -30.0
3/16-inch thick steel purlins combination attached VersiWeld Plus HPV-X Plate by first priming with TPO Primer at the strip location, then rolling into place
spaced max. 138-inch o.c. with a hand roller.
Existing standing seam or lap VersiWeld TPO 10-inch Pressure-Sensitive RUSS strips are applied over the
seam metal roof covers having One or more prelim VersiWeld, Versico Purlin Fastener or insulation spaced 114-inch o.c. The plates are centered over each strip and
R-65 min. 16 ga. (0.0598-inch) to max. layers, any ) VersiWeld HS or RetroDriller Fastener with fastened 6-inch o.c. to engage the purlin. Roof cover adhered to each strip -45.0
3/16-inch thick steel purlins combination attached VersiWeld Plus HPV-X Plate by first priming with TPO Primer at the strip location, then rolling into place
spaced max. 114-inch o.c. with a hand roller.
Existing standing seam or lap VersiWeld TPO 10-inch Pressure-Sensitive RUSS strips are applied over the
seam metal roof covers having One or more prelim VersiWeld, Versico Purlin Fastener or insulation spaced 90-inch o.c. The plates are centered over each strip and
R-66 min. 16 ga. (0.0598-inch) to max. layers, any ) VersiWeld HS or RetroDriller Fastener with fastened 6-inch o.c. to engage the purlin. Roof cover adhered to each strip -52.5
3/16-inch thick steel purlins combination attached VersiWeld Plus HPV-X Plate by first priming with TPO Primer at the strip location, then rolling into place
spaced max. 90-inch o.c. with a hand roller.
Existing standing seam or lap VersiWeld TPO 10-inch Pressure-Sensitive RUSS strips are applied over the
seam metal roof covers having One or more prelim VersiWeld, Versico Purlin Fastener or insulation spaced 120-inch o.c. The plates are centered over each strip and
R-67 min. 16 ga. (0.0598-inch) to max. layers, any ) VersiWeld HS or RetroDriller Fastener with fastened 6-inch o.c. to engage the purlin. Roof cover adhered to each strip -60.0
3/16-inch thick steel purlins combination attached VersiWeld Plus HPV-X Plate by first priming with HP-250 Primer at the strip location, then rolling into
spaced max. 120-inch o.c. place with a hand roller.
Existing standing seam or lap VersiWeld TPO 10-inch Pressure-Sensitive RUSS strips are applied over the
seam metal roof covers having One or more Prelim VersiWeld, Versico Purlin Fastener or insulation spaced 60-inch o.c. The plates are centered over each strip and
R-68 min. 16 ga. (0.0598-inch) to max. layers, any ) VersiWeld HS or RetroDriller Fastener with fastened 12-inch o.c. to engage the purlin. Roof cover adhered to each -60.0
3/16-inch thick steel purlins combination attached VersiWeld Plus HPV-X Plate strip by first priming with HP-250 Primer at the strip location, then rolling
spaced max. 60-inch o.c. into place with a hand roller.
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NEmoO | etc.e
TABLE 7F: RECOVER APPLICATIONS

SYSTEM TYPE E-1: NON-INSULATED, MECHANICALLY ATTACHED ROOF COVER

System Deck Roof Cover (Note 15) DP
No. (Note 1) Membrane Fastener (Note 11) Fastener Spacing Lap Width Lap Spacing Seam Weld (psf)
R-69 Existing steel deck Vers!FIeece ACTPO or HPV-X Fas.ter'1er with HPV-X Plate installed through to 12-inch o.c. 5.5-inch 138.5-inch o.c. 1.5-inch outside -30.0

VersiFleece TPO engage existing deck
R-70 Existing steel deck Vers!FIeece ACTPO 155 or HPV-XL Fa.stL?ner with HPV-XL Plate installed through to 12-inch o.c. 5-inch 139-inch o.c. 1.5-inch outside -30.0
VersiFleece TPO 135 engage existing deck
R-71 Ex.lstlng steel deck, Vers!FIeece ACTPO or HPV-X Fas.ter.1er with HPV-X Plate installed through to 12-inch o.c. 5 5-inch 139-inch o.c. 1.5-inch outside 30,0
min. Grade 80 VersiFleece TPO engage existing deck
R-72 Existing steel deck Vers!FIeece ACTPO 155 or HPV-XL Fa.stgner with HPV-XL Plate installed through to 6-inch o.c. 5-inch 139-inch o.c. 1.5-inch outside 375
VersiFleece TPO 135 engage existing deck
R-73 Ex.lstmg steel deck, Vers!FIeece ACTPO or HPV-X Fas.ter.1er with HPV-X Plate installed through to 6-inch o.c. 5 5-inch 139-inch o.c. 1.5-inch outside 375
min. Grade 80 VersiFleece TPO engage existing deck
R-74 Existing steel deck Vers!FIeece ACTPO 155 or HPV-XL Fa§t§ner with HPV-XL. Plate JESRQLtn Qg t© 12-inch o.c. 5-inch 115-inch o.c. 1.5-inch outside -37.5
VersiFleece TPO 135 engage existing deck
R-75 Ex.lstlng steel deck, Vers!FIeece ACTPO or HPV-XL Fa.stc-.zner with HPV-XL Plate installed through to 12-inch o.c. 5 5-inch 115-inch o.c. 1.5-inch outside 375
min. Grade 80 VersiFleece TPO engage existing deck
R-76 Existing steel deck Vers!FIeece ACTPO or HPV-X Fas.ter.1er with HPV-X Plate installed through to 6-inch o.c. 5.5-inch 138.5-inch o.c. 1.5-inch outside -52.5
VersiFleece TPO engage existing deck
R-77 Existing steel deck Vers!FIeece ACTPO or HPV-XL Fa.stgner with HPV-XL Plate installed through to 6-inch o.c. 5.5-inch 138.5-inch o.c. 1.5-inch outside -60.0
VersiFleece TPO engage existing deck
R-78 Ex.lstmg steel deck, Vers!FIeece ACTPO or HPV-X Fas.terjer with HPV-X Plate installed through to 6-inch o.c. 5 5-inch 138.5-inch o.c. 1.5-inch outside -60.0
min. Grade 80 VersiFleece TPO engage existing deck
R-79 Ex.lstlng steel deck, Vers!FIeece ACTPO or HPV-X Fas.ter.mr with HPV-X Plate installed through to 6-inch o.c. 5 5-inch 91-inch o.c. 1.5-inch outside -60.0
min. Grade 80 VersiFleece TPO engage existing deck
R-30 Ex.lstlng steel deck, Vers!FIeece ACTPO 155 or HPV-XL Fa.ste.ner with HPV-XL Plate installed through to 12-inch o.c. S-inch 91-inch o.c. 1.5-inch outside -60.0
min. Grade 80 VersiFleece TPO 135 engage existing deck
R-81 Existing structural Vers!FIeece ACTPO or MP 14-10 .Fa.stener with HPV-X Plate installed through to 12-inch o.c. 5 5-inch 138.5-inch o.c. 1.5-inch outside 300
concrete VersiFleece TPO engage existing deck
R-82 Existing structural Vers!FIeece ACTPO or MP 14-10 or CD-10 Fa!stfener with HPV-X Plate installed 6-inch o.c. 5 5-inch 139-inch o.c. 1.5-inch outside 375
concrete VersiFleece TPO through to engage existing deck Plate
R-83 Existing structural Vers!FIeece AC TPO or MP 14-10 .Fa'stener with HPV-X Plate installed through to 12-inch o.c. 5 5-inch 115-inch o.c. 1.5-inch outside 375
concrete VersiFleece TPO engage existing deck
R-34 Existing structural Vers!FIeece ACTPO or MP 14-10 'Fa.stener with HPV-X Plate installed through to 6-inch o.c. 5 5-inch 138.5-inch o.c. 1.5-inch outside -60.0
concrete VersiFleece TPO engage existing deck
R-85 Existing structural Vers!FIeece ACTPO or MP 14-10 or CD-10 Fa.st.ener with HPV-X Plate installed 6-inch o.c. 5 5-inch 91-inch o.c. 1.5-inch outside -60.0
concrete VersiFleece TPO through to engage existing deck
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TABLE 7G6: RECOVER APPLICATIONS
SYSTEM TYPE F-1: NON-INSULATED, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the substrate (See Note 12).
The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.
System Roof Cover (Note 15) MDP
Substrate (Note 1, Note 12) P
No. Type | Attach (psf)
VERSIFLEECE TPO IMEMBRANE APPLICATIONS (PARTIAL BOND):
R-86 Existing, fully-adhered EPDM VersiFleece TPO {;T;:)AEND?:;-I or Flexible DASH DT -30.0
R-87 | Existing, fully-adhered EPDM VersiFleece TPO (F:{T;g’éeND‘g)s H or Flexible DASH DT 75.0
R-38 Existing fully adhered, granule-surfaced asphalt built-up roof (BUR), smooth-surfaced asphalt built-up roof (BUR), granule- VersiFleece TPO Flexible DASH or Flexible DASH DT 1770
surfaced APP or SBS modified bitumen or smooth-surfaced SBS modified bitumen (RIBBON, 6-inch o.c.) ’
VERSIFLEECE TPO IMEMBRANE APPLICATIONS (FULL BOND):
Existing fully adhered, granule-surfaced asphalt built-up roof (BUR), smooth-surfaced asphalt built-up roof (BUR), granule- . .
R-89 surfaced APP or SBS modified bitumen or smooth-surfaced SBS modified bitumen VersiFleece TPO Flexible DASH (FULL) 177.0
R-90 Existing fully adhered TPO single ply VersiFleece TPO Flexible DASH DT (FULL) -270.0
R-91 | Existing, fully-adhered EPDM VersiFleece TPO (F;EXL'E)'E DASH o Flexible DASH DT -315.0
R-92 Existing fully a'd.here.d, granule-surfaced asphalt built-up roof (BUR), smooth-surfaced asphalt built-up roof (BUR) or granule- VersiFleece AC TPO Hot Asphalt 3675
surfaced modified bitumen
Existing fully adhered, granule-surfaced asphalt built-up roof (BUR), smooth-surfaced asphalt built-up roof (BUR), granule- . .
R-93 surfaced APP or SBS modified bitumen or smooth-surfaced SBS modified bitumen VersiFleece TPO Flexible DASH DT (FULL) 635.0
) Existing spray-applied polyurethane foam (SPUF) roof with existing acrylic roof coating; scarify surface in accordance with . Flexible DASH or Flexible DASH DT )
R-94 report holder’s requirements. VersiFleece TPO (FULL, splatter-applied) 1057.5
R-95 Existing spray-applied polyurethane foam (SPUF) roof; scarify surface in accordance with report holder’s requirements. VersiFleece TPO {llfjxlflileaAé:r:pF;I:Ieizg)le DASH DT -1247.5
©ONEMO ETC, LLC P.E. EVALUATION REPORT: 8™ EDITION (2023) FBC NON-HVHZ & 2018 IBC PEER-VRS-003.A.R34 for FL14207-R34 (NON-HVHZ)
Certificate of Authorization #32455 VersiWeld TPO Roof Systems; (717) 245-7264 Revision 34: 02/10/2025

TOP OF APPENDIX Appendix 1, Page 122 of 124



NEmoO | etc.e

TABLE 7H: RECOVER APPLICATIONS
SYSTEM TYPE F-2: NEW LIGHTWEIGHT CONCRETE OVER EXISTING ROOF, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new LWC and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the substrate (See

Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

Roof Cover (Note 15)
System Substrate (Note 1, Note 12) Lightweight Concrete == M—DPA
No. Type | Attach (psf)
VERSIWELD OR VERSIWELD HS MEMBRANE APPLICATIONS:
. CELCORE (FL2037): Min. 300 psi, Min. 2-inch thick, Celcore Cellular . Aqua Base 120, Cav-Grip 3V A/P, LVOC BA
R-96 Existing gravel surface BUR Concrete or Celcore MF Cellular Concrete (EPS board optional) Versiweld or VersiWeld BA 75:0
R-97 Existing mineral surfa.c.e cap sheet, smooth surface BUR or CELCORE (FL2037): Mln..300 psi, Min. 2-inch thick, Celcore Cellular Versiweld Aqua Base 120 825
smooth surface modified cap sheet Concrete (EPS board optional)
Existing mineral surface cap sheet, smooth surface BUR or CELCORE (FL2037): Min. 300 psi, Min. 2-inch thick, Celcore Cellular . Cav-Grip 3V A/P, LVOC BA or VersiWeld
R-98 e . VersiWeld -135.0
smooth surface modified cap sheet Concrete (EPS board optional) BA
. . CELCORE (FL2037): Min. 36 pcf wet cast density, min. 300 psi, min. . Aqua Base 120, Cav-Grip 3V A/P, LVOC BA
R-99 Existing mineral surface cap sheet 2-inch thick Celcore MF Cellular Concrete (EPS board optional). Versiweld or VersiWeld BA 135.0
Existing smooth surface BUR or smooth surface modified CELCORE (FL2037): Min. 36 pcf wet cast density, min. 300 psi, min. .
R-100 cap sheet 2-inch thick Celcore MF Cellular Concrete (EPS board optional). Versiweld Aqua Base 120 217:5
Existing smooth surface BUR or smooth surface modified CELCORE (FL2037): Min. 36 pcf wet cast density, min. 300 psi, min. . Cav-Grip 3V A/P, LVOC BA or VersiWeld
R-101 K . R VersiWeld -262.5
cap sheet 2-inch thick Celcore MF Cellular Concrete (EPS board optional). BA
- CONCRECEL (FL5584 & FL10500): Min. 350 psi, min. 2-inch thick, ) Cav-Grip 3V A/P, LVOC BA or VersiWeld
R-102 E halt BUR VersiWel -375.
0 xisting asphalt BU Concrecel Lightweight Insulating Concrete (EPS board optional) ersiweld BA 375.0
Existing asphalt BUR or smooth- or granule-surface SBS ELASTIZELL (NOA 23-0817.05): Min. 250 psi, Min. 2-inch thick, .
R-103 modified bitumen Elastizell Range Il LWIC (EPS board optional) Versiweld Aqua Base 120 67.5
Existing asphalt BUR or granule-surface SBS modified ELASTIZELL (NOA 23-0817.05): Min. 250 psi, Min. 2-inch thick, . Cav-Grip 3V A/P, LVOC BA or VersiWeld
R-104 . . X VersiWeld -302.5
bitumen Elastizell Range Il LWIC (EPS board optional) BA
Existing asphalt BUR or smooth-surface SBS modified ELASTIZELL (NOA 23-0817.05): Min. 250 psi, Min. 2-inch thick, . Cav-Grip 3V A/P, LVOC BA or VersiWeld
R-105 . . X VersiWeld -342.0
bitumen Elastizell Range Il LWIC (EPS board optional) BA
VERSIFLEECE TPO MEMBRANE APPLICATIONS (FULL BOND):
. CELCORE (FL2037): Min. 36 pcf wet cast density, min. 200 psi, min. VersiFleece . .
R-106 Existing gravel surface BUR 2-inch thick Celcore MF Cellular Concrete (EPS board optional). PO Flexible DASH or Flexible DASH DT (FULL) 75.0
. . CELCORE (FL2037): Min. 36 pcf wet cast density, min. 200 psi, min. VersiFleece . .
R-107 Existing mineral surface cap sheet 2-inch thick Celcore MF Cellular Concrete (EPS board optional). PO Flexible DASH or Flexible DASH DT (FULL) 135.0
Existing smooth surface BUR or smooth surface modified CELCORE (FL2037): Min. 36 pcf wet cast density, min. 200 psi, min. VersiFleece . .
-1 D D D LL -232.
R-108 cap sheet 2-inch thick Celcore MF Cellular Concrete (EPS board optional). TPO Flexible DASH or Flexible DASH DT (FULL) 325
Existing asphalt BUR or smooth- or granule-surface SBS ELASTIZELL (NOA 23-0817.05): Min. 320 psi, min. 2-inch thick, VersiFleece .
R109 | modified bitumen Elastizell Range Il LWIC (EPS optional board) PO Flexible DASH (FULL) 2500
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TABLE 8A: HILTI PART / SUPPORT THICKNESS LIMITATIONS'

HILTI PART STEEL SUPPORTING MEMBER THICKNESS (INCH)
X-ENP-19 L15, X-ENP-19 L15MX or X-ENP-19 L15MXR t>0.25
X-EDN19 THQ12 or X-EDN19 THQ12M 0.25<t<0.375
X-EDNK22 THQ12 or X-EDNK22 THQ12M t=0.25
X-HSN 24 0.125<t<0.375
S-MD 12-24 x 1-5/8 M HWH5 0.125<t<0.25
TABLE 8B: HILTI PART / TYPE B STEEL DECK A1'I'ACHMENT-SPANLIVHTATIONSi
MADX. SPAN (INCHES)
HILTI PART MAX. SPQ.C‘:I.'\;G L]e] MAX'&':SOS‘G’::(L:SE;ESIGN Min. 22 ga. steel Min. 20 ga. steel Min. 18 ga. steel
Min. 33 ksi Min. 80 ksi Min. 33 ksi Min. 80 ksi Min. 33 ksi Min. 80 ksi
12 -45.0 72 72 72 72 72 72
6 -82.5* 72 72 72 72 72 72
6 -90.0* 68 72 72 72 72 72
6 -97.5* 63 72 72 72 72 72
6 -105.0* 59 72 72 72 72 72
6 -112.5* 55 72 67 72 72 72
X.ENP-19 L15 6 -120.0* 51 72 63 72 72 72
X-ENP-19 L15MX 6 -127.5* 48 72 59 72 72 72
X-ENP-19 L15MXR 6 -135.0* 45 72 56 72 72 72
X-EDN19 THQ12 6 -142.5* 43 72 53 72 72 72
X-EDN19 THQ12M 6 -150.0% 41 72 50 72 69 72
X-EDNK22 THQ12 6 -157.5% 39 71 48 72 65 72
X-EDNK22 THQ12M 6 -165.0* 37 68 46 72 62 72
X-HSN 24 6 -165.0* 35 65 a4 72 60 71
or 6 -172.5* 34 62 42 72 57 68
S-MD 12-24 x1-5/8 M HWHS 6 -180.0* 33 60 40 72 55 65
6 -187.5% 31 57 39 71 53 62
6 -195.0% 30 55 37 68 51 60
6 -202.5* 29 53 36 66 49 58
6 -210.0* 28 51 36 63 47 56
6 -217.5* 27 50 33 61 46 54
6 -225.0* 26 48 32 59 44 52

*Limited to fully or partially adhered roof coverings.

" Information is provided as guidance for use at the discretion of the Designer or Record and Authority Having Jurisdiction. Neither NEMo |etc. nor Robert Nieminen, P.E.purport to evaluate Hilti fasteners for compliance
with the Florida Building Code.
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